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= vedanta @ HINDUSTAN ZINC

REGISTERED A.D.
DZS/ENV/A-01/ENV/2023/ Date: 29/11/2023

To,

Member Secretary

Rajasthan State Pollution Control Board
4, Institutional Area, Jhalana Doongri,
Jaipur-302004

Sub: Compliance report for Zinc Smelter (80,000 ton to 1,00,000 ton) at Debari, Udaipur,
Rajasthan by Hindustan Zinc Limited.

Ref.: J-11011/479/2006-1A.11(1) dated 19* /25 March, 2008

Dear Sir,

With reference to the above mentioned subject, please find enclosed herewith the compliance
report of stipulated condition of Environment clearance for the period from April 2023 to
September 2023 for Zinc Smelter, Debari.

Thanking you,
Yours faithfully

D

{(Manas'Tyagi }
Director- SBU, 25D

C.C.: 1. Regional Officer,

Rajasthan State Pollution Control Board
F-470, Mewar Industrial Area, UCCI-UDAIPUR (RAJ)-313001

2. Scientist ‘D’ & In charge
Zonal Office (Central),
Central Pollution Control Board, 3rd Floor, Sahkar Bhawan,
North T.T. Nagar, Bhopal- 462003

3. The Deputy Director (S}/ Scientist- C,
Ministry of Environment, Forest & Climate Change
Integrated Regional Office, A- 209 & 218, Aranya Bhawan,
thalana Institutional Area, Jaipur (Rajasthan) - 302004

Hindustan Zinc Limited, Zinc Smelter, Debari - Udaipur 313024, Tel.: {+91-294} 2652520 Fax:
(+91-294) 2658147, www.hzlindia.com. Registered Office: Yashad Bhawan, Udaipur—313 004,
Rajasthan. CIN: L27204RJ1966PLC001208
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Six Monthly Compliance Report
of
Environmentsl Clearance Conditions

for

Zinc Smelter Debari

M/s Hindustan Zinc Limitad
Debari ~- 313024, Udaipur, Rajasthan

For the period
1% April 2023 to 30t September 2023

{ EC Letter No. J-11011/479/2006-IA .11 (1) dated 19" March, 2008)

November, 2023




S. No.

Particulars

Details

1 | Name of Project

M/s Hindustan Zinc Limited, Zinc Smelter Debari

2 | Address of Project

M/s Hindustan Zinc Limited, Zinc Smelter Debari,
Village Debari, District- Udaipur, Rajasthan

3

Environment Clearance
Letter no & Date

Letter No. J-11011/479/2006-1A il (1) dated 19t March,
2008

4 | Status of Project

Operational

Zinc Smelter Debari of Hindustan Zinc Limited, located at Udaipur District of Rajasthan, over
a lease area of 190.05 Ha. The smelter is based on hydrometallurgical zinc smelting
technology through Roast-Leach-Electrowinning process.

. ] Year of Production
D ik Capacity Commiissioning (FY 22-23)
1 Zinc Smelter Zn: 1,00,000 TPA 1968 82517MT

Details of Consents to Operate & Hazardous Waste Authorization (HWA) granted to unit are

given below:

Unit Name

CTO / HWA References File Nos.

—

CTO Details

Zinc Smelter, Debari

F(HDF)/Udaipur(Girwa)/1328(1)/2022-2023/7460-7462
Dtd:17/03/2023

Captive Power Plant
(D.G. Set 2x7.4 MW)

F{CPM)/Udaipur(Girwa)/16()/2017-2018/2043-2045 Dtd- 30/08/2019

MCTP

F(CPM)/Udaipur(Girwa)/16()/2017-2018/3562-3564 Dtd: 27/08/2018

Zinc Smelter F{CPM)/Udaipur(Girwa)/17(1)/2018-2019/2817-2819 Dtd:
Township 11/11/2019

Zinc Smelter F(BMW)/Udaipur{Girwa)/7008(1)/2021-2022/ 1340-1341, dtd:
Hospital 21/01/2022.

HWA Details

Zinc Smelter, Debari

F{HSW)/Udaipur(Girwa)/7034(1)/2022-2023/7463-7465 Dtd:
17/03/2023




Name of the project: Expansion of Zinc Smelter

(80,000 TPA to 1,00,000 TPA) at Debari,

Udaipur Rajasthan by M/s Hindustan Zinc Ltd. — Environmental

clearance regarding

Project Code:

Clearance Letter No.: J-11011/479/2006-1A.11 (1) dated 19th / 25th March, 2008
Period of Compliance Report: 01% April 2023 to 30th September 2023

Specific Conditions:

Sr.No

Condition

Compliance Status

1

The company shall install on-line stack
emission monitoring equipments for
continuous monitoring of SO2, NOx,
SPM and O: and all the pollution
control measures shall be inter-
locked. The company shall install
fume extractors and bag filters to
control the emissions from all melting
and casting units including Moore
cake treatment plant. Cyclone,
scrubber, wet ESP, Fluoride removal
plant, absorption tower, demister
etc. shall be installed in the Sulphuric
acid plant | & Ii to control dust and
502 emissions within the stipulated
limits of 50 mg/Nm3 and reports
submitted to the Ministry including its
Regional Office at Lucknow, CPCB and
RSPCB.

All PCM’s like Cyclone, scrubber, wet ESP, absorption
tower, demister,etc. have been installed.

Bag filters and fume extractors are provided and are
operated efficiently in Zinc Melting, casting unit,
Calcine handling system and Moore cake treatment
plant.

Online analysers for SO2, NOx, SPM and 02 emission
are installed and connected to PCB server. All PCEs
are interlocked. AAQ monitoring reports for the
period Apr.’23 to Sep.’23 are attached as Annexure
=1 and also reported to Pollution Control Board.
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S0; emissions shall be controlled less
than 1.5 Kg/ton of Sulphuric acid
(H2504) produced and acid mist less
than 50 mg/Nm3.

502 & Acid mist have been monitored on regular
basis.

arameter Roaster-2 Roaster-3
502 Acid 502 Acid
(mg/N | Mist (mg/N [ Mist
m3) (mg/N | m3) (mg/N
Month m3) m3)
Apr’ 23 120.8 24.7 118.6 25.6
May’23 118 25.8 115 26.2
June’ 23 121 28.6 119 27.3
July’23 119 25.3 PSD PSD
Aug’'23 122 26.2 119 25.6
Sep’23 119.7 21.6 116.9 22.7

All stack monitoring reports for the period Apr'23 to
Sep’23 are attached as Annexure — 1A

Secondary fugitive emissions from all
the sources including Roaster plant
shall be controlled, regularly
monitored and data submitted to the
Regional Office at Lucknow, CPCB and
RSPCB.

Fugitive emission have been monitored and results
are regularly submitted to RSPCB. Reports for the
period Apr'23 to Sep’23 are attached as Annexure —
18B.

Tota! water requirement from Udai
Sagar Dam shall not exceed 8,000
m3/day as per the agreement signed
with Gowvt. of Rajasthan. No ground
water will be used.

As reflected in the EIA/EMP, all the
effluent generated from gas cleaning
plant, Sulphuric acid plant, anode &
cathode washing, demineralization
plant and cooling tower shall be
treated in the effluent treatment
plant (ETP). The treated effluent shail
conform to the prescribed standards
and recycled toe maintain the 'zero'
discharge. Sewage shall be treated in
sewage treatment plant (STP).

Total water consumption does not exceed 7,100
m3/day.

Sources of fresh water is Mansiwakal and treated
water from Common Sewage Treatment Plant. No
ground water is abstracted for use.

The effluents from these sources are treated in
Effluent Treatment Plant followed by ETP(Capacity
5760 KLD) and further in RO-ZLD with MVR system
(Capacity 3000 KLD) to ensure effective treatment
and Zero Liquid Discharge (ZLD) and to improve
quaiity and quantity of treated water and its
recycling in process. All treated water is being used
in process. Additional RO-ZLD with MVR system is
also ensures effective and mechanized evaporation
and treatment of Reject generated from treatment
process.




Effluent treatment plant (ETP)

The sample of treated effluent are regularily
collected and analyzed as per IS & CPCB approved
procedures & treated effluent confirms the limits
prescribed by the Board.

The treated water is recycled and zero discharge is
maintained.

Reports of treated effluent for the period April’23 to
Sep.’23 are attached as Annexure -2.

Domestic effluent from plant and colony is treated
in sewage treatment plant (STP), Reports of treated
effluent of plant & colony for the period Apr'23 to
Sep’23 are attached as Annexure -3A & 38.

Results of Piezowells for period of Apr'23 to Sep’23
are attached as Annexure -4.
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Sewag'e_treatment plant (STI5)

Al the process residues, spent
catalyst, Cobalt cake, anode mud,
cooier cake, Copper cake etc. shall be
disposed off in common hazardous

¢ Anode mud are recycled & Cooler cake, Spent

®* Waste oil/used oil are sold to registered

catalyst are disposed at CHWMF Gudli. Copies of
manifest are submitted to RSPCB every month.




waste management facility (CHWMF)
at Gudli of M/s Ramky.

The Jarosite sludge shall be
neutralized with hydrated lime and
disposed off in secured landfill (SLF)
inside the plant premises. ETP sludge
in the form of cake shali be recycled in
the Moore cake treatment Plant.
Waste/used oil shall be sold to
registered recyclers. Valid
membership to CHWMF shall be
obtained.

recyclers,

®* Previously Jarosite Residue is stored in 3rd

Jarosite secured landfill, after treatment with
time in ETP, slurry is pumped to ponds and
supernated/leachate water is retreated in ETP
and recycled in plant, Now 100 % of jarosite
generated from process i

* n being sent for Co-processing in cement

industries

® ETP sludge is disposed off in common hazardous

waste management facility (CHWMF) at  Gudli of
M/s Ramky

* All the process residues & other Hazardous

wastes are handled & disposed as per granted
Authorization & HWR-2016.

* Membership no. 373 obtained for CHWMF

through Ucc, Udaipur vide letter no.
UCCI/HWM-373/2022-23-340.

As proposed in EIA/EMP, canopy
based green belt of adequate width
and density in and around the around
the periphery of plant in 67.5 ha. Out
of total 190.05 ha. Shall be developed
as per CPCB guidelines.

Around 76 hectare area is covered under green belt
out of lease area of 190.05 hectare including lawns.
Green beit developed in the factory is maintained .
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Permission and recommendations of

the State  Forest Department

in consultation with forest department following
actions are taken for conservation of wild fauna




regarding impact of the proposed
expansion on surrounding 18 reserve
forests shall be obtained and ail the
recommendations shall be
implemented. Further, Conversation
Plan for the conservation of wild
fauna in consuitation with the State
Forest Department shall be prepared
and implemented.

around premises:

* Display board for awareness indicating
conservation of wild fauna.

* Total 10200 no. plantation done in FY 22-23.

* 20000 no. plantation done in Q1 of FY 23-24,

® Preservation of trees and shrubs for
providing better niche for the animals.

* Regular maintenance with dedicated team
and other resources is being done for existing
plant, parks and green belt cover in factory
area is carried out.

» Butterfly Park developed in ZSD colony.
Awareness program conducted for
employees and their families on the occasion
of National energy conservation day, Water

day, Biodiversity day, Earth day & World
Environment Day.
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Regular medical examination and
health monitoring of all the
employees for Lead (Pb) and

Cadmium (Cd) shall be carried out and
if cases of presence of Lead {Pb) and
Cadmium (cd) are detected,
necessary compensation shall be
arranged under the existing laws. A
competent  occupational  health
physician shall be appointed to carry
out medical surveillance.
Occupational health of all the workers
shall be monitored for relevant
parameters and records maintained
for at least 40 vyears from the
beginning of the employment or 15
years after the retirement or

Regularly, all the employees are undergoing
periodical medical check-ups for health impact due
to industrial activity. Check up for lead and cadmium
is carried out for all workmen working in that area
and randomly for others. The blood samples are
analyzed by expert team of HZL. We are having
qualified & experienced medical officers with us.

1. Dr. Sumit Siroya — MBBS,PGDD,FID, AFIH with

13 years experience.

Records are maintained as per requirement.




cessation of employment whichever is
later.

All the recommendations made in
Charter for Corporate Responsibility
for Environment Protection (CREP) for
Zinc Smelter shall be implemented.

Meeting SO; emission 950 mg/NM? 1.5 Kg/tonne
of 100% H250s produced, 50 mg/Nm? of acid
mist.

Online SO2 monitoring system has been installed
at Acid Plant-2 & Acid Plant-3 and real time data
is transmitted to PCB server. it is working
satisfactorily.

Solid and Hazardous Waste disposal: Captive
secured landfill for disposal of waste Jarosite
cake after neutralization, and other wastes are
recycled / disposed as per authorization under
HW (M, H & T) Rules 2016.

Wastewater treatment and disposal: Dedicated
ETP plant and RO-ZLD Plants are in operation and
zero discharge is maintained by reuse/recycle.
Domestic effluent is treated in STP and treated
water is used in plantation.

Housekeeping: Reduction of the generation of
fugitive dust by Water spray, Regular water spray
on roads and drain cleaning in entire plant area,
routine cleaning activities, using Mechanical and
hand- driven road vacuum cleaners and by
installing Bag filters in Zinc melting, Calcine
handling system and Moore cake section to
minimize the dust emission,
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Vaccum cleaner- Road sweeper

* Green Belt: The details of developed greenbelt as

per CPCB guidelines is as below:
Total ZSD area: 190.05 Hectare
Green-belt area: 76.0 Hectare

General Conditions:

Sr. No

Condition

Compliance Status

1

The project authorities must strictly
adhere to the stipulations made by
the Rajasthan State Pollution Control
Board (RSPCB) and the State
Government.

Noted

No expansion or modification in the
plant shall be carried out without
prior approval of the Ministry of
Environment and Forests.

Noted

The gaseous emissions from various
process units shall conform to the

standards  prescribed by the
concerned authorities from time to
time.

The Rajasthan State Pollution

Control Board (RSPCB) may specify

e The emission results are mentioned above

against specific condition no. 1 & 2 and are well
within prescribed standards.

¢ The emission is well within the prescribed limit.
e All the

poliution control equipment are

interlocked.




more stringent standards for the
relevant parameters keeping in view
the nature of the industry and its
size and location.

At no time, the emissions level shall
g0 beyond the prescribed standards.
In the event of failure of any
polilution control system adopted by
the unit, the respective unit shall not
be restarted until the control
measures are rectified to achieve the
desired efficiency.

Adequate number of ambient air
quality monitoring stations shall be
established in the downward
direction as well as where maximum
ground level concentration of SPM,
$O2 and NOx are anticipated in
consultation with the Rajasthan
State Poliution Contro! Board.,

Data on ambient air quality and stack
emission shall be regularly submitted
to the Ministry including its Regional

* Four ambient air quality monitoring stations are
established in consultation with Rajasthan State
Pollution Control Board. Reports are submitted
to statutory authorities periodically.

e Third party monitoring of Ambient air quality
carried out by NABL, RSPCB and MOEF&CC
accredited laboratory is attached as Annexure
1. The result are submiited to concern authority
on regular basis. The average values of
reporting period are given as below:

Office at Lucknow and the CPCB/ Average Value (in pug/ m3)
RSPCB once in six months. Parameter Near
Laboratory | Railway Near | Near
ETP | Solar
gate
PMig 75.11 81.33 | 80.12 | 81.11
PMy.s 35.19 40.93 | 36.46 | 33.76
50, 6.63 7.32 7.47 7.14
NO; 15.54 15.68 | 13.75| 15.66
Fugitive  emissions, acid mist |e Monitoring of all said parameters is done
vapours, fumes and S0, shall be regulariy.

controlled and work environment
monitored for prevailing
contaminants regularly. Fugitive dust
emissions in the handling area and at
various transfer points shall be
minimized by provision of dust
suppression system.

Bag filters shall be installed in
Roaster, calcine handling & storage
section, Zn atomizing unit, Dross

* For dust suppression regular water spraying is
done. Also mechanized road sweeping machine
has been deployed to ciean roads.

¢ Bag filters are installed at said locations to control
fugitive emissions

* All the roads are asphalted & cemented. To
minimize the fugitive dust, mechanized vacuum
dust cleaner is used for road sweeping/cleaning.




milling section to control fugitive
emissions.

The company shall improve overall
housekeeping by asphalting the
internal roads and to reduce the
generation of fugitive dust from
vehicle movements,

Industrial wastewater shall be
properly collected, treated so as to
conform to the standards prescribed
under GSR 422 (E) dated 19th May,
1993 and 31st December, 1993 or as
amended from time to time.

The treated wastewater shall be
recycled in this plant as well as
utilization for plantation purpose.

The sample of treated effluent are regularly
collected and analyzed by NABL, RSPCB and
MoEF&CC accredited laboratory as per IS &
CPCB approved procedures & treated effluent
conforms the limits prescribed by the Board.
The treated water is recycled and zero
discharge is maintained.

The project authorities must strictly
comply with the rules and
regulations with regards to handling
and disposal of hazardous wastes in
accordance with the Hazardous
Waste (Management and Handling)
Rule, 2003.

Authorization from the state
pollution control board must be
obtained for collection, storage,
treatment and disposal of hazardous
waste,

Authorization issued by RSPCB under the HW
Rules vide RPCB letter no.
F(HSW)/Udaipur({Girwa)/7034(1)/2022-
2023/7463-7465 Dtd: 17/03/2023, is valid up to
date 31-12-2027.

Disposal / recycling / reuse of HWs is as per the
revised Hazardous and Other Wastes
{(Management and Transboundary Movement)
Rules, 2016.

The overall noise levels in and
around the plant area shall be kept
well within the standards (85 dBA)
by providing noise control measures
including acoustic hoods, silencers,
enclosures, etc. on all sources of
noise generation.

The ambient noise level should
conform the standards prescribed
under EPA Rules, 1989 viz. 75 dBA
{daytime) to 70 dBA (nighttime).

Noise control measures including acoustic
hoods, silencers, enclosures etc. have been
provided on all sources of noise generation.
Ambient noise level is monitored by MOEF&CC,
RSPCB & NABL approved laboratory. Report for
the period Apr'23 to Sep’23 is attached as
Annexure -5.

Occupational Health Surveillance of
the workers shall be done on a
regular basis and records maintained
as per the Factories Act.

Periodic Medical Examination for occupational
health is done on regular basis and records are
maintained.

A 16 bedded occupation health centre with
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Ambulance facility

10

The project proponent shall also
comply with all the environmental
protection measures and safeguards
maintained as per the EIA/EMP/ risk
analysis and DMP report.

Environmental protection measures and
safeguards recommended in the EIA/EMP/risk
analysis and DMP report have been
implemented.

For emission control, ESP, Bag houses, cyclone
and gas cleaning tower have been installed
with adequate stacks height for proper
dispersion of emission.

For Effluent Control, zero discharge is
maintained through ETP, RO-ZLD and STP.

For Hazardous waste management, best
available technology being used for waste
minimization and disposal of Hazardous waste
is done as per Authorization conditions.

11

The project authorities shall provide
Rs. 76.00 crores towards
environmental pollution control
measures  to  implement the
conditions stipulated by the Ministry
of Environment and Forests as well
as the Government and submit and
implementation schedule for all the
conditions stipulated herein to this

Incurred Rs. 76 Crore towards environmental
pollution control measures.

Breakup expenditure for Rs. 76 Crore is as
under:

Area/Equipments Cost

(Rs. in Crores)
Acid Plant 33.0
Gas Cleaning 16.0
ESP,Bag Filter,Stacks 13.0




Ministry and its Regional Office at
Lucknow.

The funds so provided shall not be
diverted for any other purposes.

Stack Analyser 0.5

Covered conveyers 2.0

Modification/addition in water/ 5.0

Effluent Treatment Facilities/RO

Plant

Solid waste disposal facilities 5.0

(Jarosite SLF etc)

Monitoring Facilities (Additional) 0.5

Green belt 1.0
Total 76.0

The Environmental expenditure for last five years
are as under:

2017-2018 Rs. 92.31 Lacs

2018-2019 Rs. 171.94 Lacs

2019-2020 Rs. 522.98 Lacs

2020-2021 Rs. 1078 Lacs

2021-2022 Rs. 1193 Lacs

2022-2023 Rs. 1632 Lacs

12

The Regional Office of this Ministry
at Lucknow, CPCB/RSPCB shall
monitor the stipulated conditions.

A six monthly compliance report and
the monitored data along with
statistical interpretation shouid be
submitted to them regularly.

Compliance status is submitted regularly to the
Ministry. Previous compliance of EC was submitted
on 19.05.2023.

The same is also available on on following link at
company website:
https://www.hzlindia.com/wp-content/uploads/EC-
Compliance_ZSD.pdf

13

The Project Proponent shall inform
the public that the project has been
accorded environmental clearance
by the Ministry and copies if the
clearance letter are available with
the Rajasthan Pollution Control
Board and may also be seen at
Website  of the Ministry of
Environment and  Forests at
http:/envfor.nic.in.

This shall be advertised within seven
days from the date of issue of the
clearance letter at least in two local
newspaper that are widely circulated
in the region of which one shali be in
the vernacular language of the
locality concerned and a copy of the
same shall be be forwarded to the
Regional office.

Noted and informed.

The information published in two local newspapers
(Dainik Bhasker & Prthakal) on 25.03.2008). It was
forwarded to regional office on date. 25.03.2008.

14

The project authorities shall inform
the Regional Office as well as the
Ministry, the date of financial closure

Date of commencement of land development work
is 4% January-2007.




and final approval of the project by
the concerned authorities and the
date of commencing the land
development work




RSPCB

TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Appro;;égy_l%ﬁaiatry of Environment and Forest, Government of India as Environmental Laboratory

ISO 9001:2015,

IS0 14001:2015,

ISO 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipar - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,

Website :

www.leamiesthouse.com

Emall : team.bdhead@gmail.com

Laboraiory : G1-584, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : 491 9460222039, 9460222049,

Emall : director@ieamtesthouse.com,

Emall : marketinglab@teamiesthouse.com
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TEST REPORT
Report No/ULR  |[TC502523400001427 Date : 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO : Zinc Smelier, District Udaipur (Rajasthan),
Type of sample /  JAmbient Air Quality Monitoring / Chemical Date of Sample 18-05-2023 17:00 fo 19-
Discipline : Coltection/Monitori |01-2023 06:00
ng:
Point of Collection |{Laboratory Top Date of Receipt : 120-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan :  |IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
[representative ; Sample :
RESULTS
S.No {Parameters Observed Value |Testing Protocol Limits as per
MNational Ambient
Air Quality
Standard, 2009
1 Ammenia [microgram/m3] BDL(<10.0) IS 65182 {Part 25) : 2018 400.00
2 Carbon Monoxide [microgram/m3] 510 TTH/AAQM/08 4000
3 Lead [microgram/m3] 0.22 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 fmicrogram/m3] |14.44 IS 5182 (Part 6) : 2006 80.00
Reaffirmed 2017
5 Ozone [microgram/m3] BDL{< 20) APHA 1977,Part 819 100.00
6 Particulate Matter (PM2.5) [microgram/m3] 130.27 IS 5182 (Parf 24) : 2019 60.00
7 Suiphur Dioxide [microgram/m3] 5.16 18 5182 {Part 2) : 2001 RA |80.00
2017
8 Particulate Matter (PM 10} [microgram/m3} |76.87 IS 5182 {Part 23)-2008 RA {100.00
2017
g Arsenic [ng/m3] BDL{<2.0} 1S 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 Nickel [ng/m3] 6.3 IS 5182 ; Part 26 : 2020 20.00
Notes :-
# Tha results listed refer only ta the testad sample (s) & paramelers (s). Endorsemant of products is neither inferred nor Implied.
# This report is not fo be reproduced wholly or In part and ¢an not be used evidence in the court of faw and should not be used In any
advertising media without our special parmissien in writing.
# The samples will be destroyed after 15 days from the date of issua of test report unless ctherwise specified,
e

Ra esg?ﬁﬁar IeSnWan

Asitherized Signatory

(Report No: TC502523400001427 )

TC502523400001427 | Printed on 05 June, 2023 12:40:53 pm

This is comnuier aenaratad renort
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Minisiry of Environment and Forest, Government of India ss Environmental Lah't;.r_nh{_ohi-ym

RSPCB ISO 9001:201S5, ISO 14001:2015, 180 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chltranjan Marg, Laboratoery : G1-584, RIICO Industrial Ares,
C-Scheme, Jalpur - 302001, Rajasthan Stiapwra, Jafpur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : 491 2460222039, 9460222049,
Website : www.teamiesthouse.com Email ; director@teamtesthouse.com,
Email : team. bdhesd@gmail.com Email : marketinglab@teamiesthouse.com

TEST REPORT
Report No./JULR  [400001427 Date ; 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Air Quality Monitoring / Chemical Date of Sample 18-05-2023 17:00 to 19-
Discipline : Collection/Monitori (01-2023 06:00
ng:
Point of Collection |Laboratory Top Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1" Benzene [microgram/ma3] BDL(<1.0) IS 5182 (Part 11) : 2012 5.00
RA 2017
12 Benzo-aifa- Pyrene [ng/m3] BDL(<0.5) CPCB Guidelines 1.00
Notes ==
# The results listed refer only to the tested sample (s} & paramelers (s), Endorsemerst of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test repert untess otherwise specified,
7
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TEAM TEST HOUSE
nit of Team Institute of Science & Technology Pvt. Lid.
Y

Approved by Ministry of Environment snd Forest, Government of India a5 Environmental Lsboratory

RSPCB

&%@ 9001:2015,
Office : E-65, Chitranjan Marg,
C-Scheme, Jalpar - 302008, Rejasibhen
Phone : +91 6377210064, 9414077379,
Website : www.teamiesthouse.com
Emsil ; team.bdhead@gmail.com

TS0 14001:2015,

018 (OH&S) JDA/UDH

Laboratery : G1-584, RIICO Industrial Area,
Sltepura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emall : director@teamtesthonse.com,

Emall : markelinglab@ teamtesthouse.com

TEST REPORT
Report No/JULR  |TC502523400001428 Date : 05-06-2023
No. ;
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smeiter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Air Quality Monitoring / Chemical Date of Sample 18-05-2023 17:0210 19-
Discipline : Collection/Monitori |05-2023 17.02
ng:
Point of Collection [Near Railway Gate Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No ([Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/ma3] BDL(<10.0) IS 5182 (Part 25) : 2018 400,00
2 Carbon Monoxide [microgram/m3] 430 TTH/AAQM/O8 4000
3 Lead [microgram/m3} 0.2 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgramy/m3]  |14.53 IS 5182 (Part 8) : 2006 80.00
Reaffirmed 2017
5 QOzaone [microgram/m3) BDL(< 20) APHA 1977 Part 819 100.00
6 Particulate Matter (PM2.5) [microgram/m3] |36.57 1S 5182 {Part 24):2019 60.00
7 Sulphur Dioxide [microgram/m3] 5.54 IS 5182 (Part 2) : 2001 RA  [80.00
2017
8 Particulate Matter (PM 10) fmicrogram/m3] |82.46 IS 5182 (Part 23)-2008 RA |100.00
2017
9 Arsenic [ng/ma3] BDL(<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 Nickel [ng/m3] B 1S 5182 ; Part 26 : 2020 20.00
, Notes -
# The results listed refer only to the tested sample () & parameters (). Endorsement of produets is nelther inferrad nor implied.
# This report Is not fo be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of Issue of test report Unless otherwise speclfied,
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCH

Approved by Ministry of Environment and Forest, Government of Indls as Environmental Laboratory

ISO 9001:2015,

ISO 14001:2015,

iSO

45001:2018 (OH&S) JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone ; +91 6377210064, 9414077379,
Webslte : www.teamtesthouse.com
Emalil : team.bdhezd@gmasil.com

Laboratory : G1-584, RIICO Industrial Area,
Sliapura, Jalpur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email s directer@iesmtestbouse.com,

Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No/ULR  |400001428 Date : 05-06-2023
No. :
Issued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit ; Smelter
Smaelter]
{PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / JAmblent Air Quality Monitoring / Chemical Date of Sample 18-05-2023 17:02 to 19-
Discipline : Collection/Monitori |05-2023 17:02
ng :
Point of Collection |Near Railway Gate Date of Receipt :  |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1" Benzene [fmicrogram/m3] BDL{<1.0) IS 5182 (Part 11) : 2012 5.00
RA 2017
12 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) CPCB Guidelines 1.00

Notes :-
#
#

advertising media without cur special permission In writing.

#

/

putzr Mal vogi
Seniorkna‘ﬂrlsi via YOQ;

The resulis listed refer only 1o the tested sample (s} & paramelers {s). Endorsement of praducts is neither Inferred nor implied.
This report is not to be reproduced wholly or in part and can not be used evidencs in the court of law and should not be used in any

The samples will be destroyed after 15 days from the date of issue of test report untess ofharwise specified.
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TEST REPORT
lReport No/ULR |TC502523400001429 Date : 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smeiter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Ambient Air Quality Monitoring / Chemical Date of Sample 17-05-2023 17.04 to 18-
Discipline : Collection/Monitori {05-2023 17:03
ng:
Point of Collection jNear ETP Date of Receipt:  |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampting Plan :  [IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/m3] BDL{<10.0) IS 5182 (Part 25): 2018 400.00
2 Carbon Monoxide [microgram/m3] 380 TTH/AAQM/O8 4000
3 Lead [microgram/m3] 0.22 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgram/m3]  }14.33 IS 5182 (Part 6) : 2006 80.00
Reaffirmed 2017
5 Ozone [microgram/m3] BDL{< 20) APHA 1977 Part 819 100.00
6 Particulate Matter (PM2.5) [microgram/m3] |38.03 1S 5182 (Part 24) : 2019 60,00
7 Sulphur Dioxide [microgram/m3] 5.53 1S 5182 (Part 2) : 2001 RA  [80.00
2017
B Particulate Matter (PM 10) [microgram/m3] 180.49 IS 5182 (Part 23)-2006 RA  |100.00
2017
g Arsenic [ng/m3) BDL{<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2018
10 Nickel [ng/m3] 58 IS 5182 : Part 26 : 2020 20.00
Nates :-
# The results listed refer only to the tesled sample (s) & parameters (s). Endorsement of products Is nelther Inferrad nor implied.
# This report is not o be reproducad wholly or in part and can not be used evidence in the court of faw and should not be used in any
advertising media without our special permission in writing,
# The samples will be destroyed after 15 days from the date of issue of test report uniless ctherwise specified,
purdn\Wial Yogi
Senior Analyst &@%ﬁ.{i&@%@ﬁ&pwaﬂ
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

RSPCB

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

ISO 5001:2015,

ISO 14001:2015,

ISO 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phope : +91 6377210064, 9414077379,
Website : www.team(esthouse.com
Ewmall ; teambdbead @gmailcom

Laboratory : G1-584, RIICO Industrisl Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 9460222049,

Emai#l : direclor@teamtesthouse.com,

Email : marketiaglab@iesmtesthouse.com

TEST REPORT

Report No/ULR  |400001429 Date : 05-06-2023
No. .
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelter]

PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Air Quality Monitoring / Chemical Date of Sample 17-05-2023 17:04 to 18-
Discipline : Collection/Monitori |05-2023 17:03

ng:

Point of Collection

Near ETP

Date of Receipt :

20-05-2023

Date of

Y R P -
o W ogs

Senior Analyst

20-05-2023 to 27-05-2023 Sampling Plan : 15 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1" Benzene [microgram/m3] BDL(<1.0) IS 5182 (Part 11) : 2012 5.00
RA 2017
12 Benzo-alfa- Pyrena [ng/m3] BDL{<0.5) CPCB Guidelines 1.00
Notes -
4 The results isted refer only to the tested sample {s} & parameters (s). Endorsement of products is neither inferred nor Implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should nol be used in any
advettising media without our speclal panmission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
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(Unit of Team Institute of Science & Technology Pvt. Ltd,)
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Approved by Ministry of Environment sud Forest, Government of Indls as Environmental Laboratory

RSPCB IS0 9001:2015,

IS0 14001:2015,

ISO 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Masg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Wehslte : www.teamtesthouse.com
Emall ; team.bdhead@gmaii.com

Laboratory : G1-584, RTICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Fhone 1 +91 9450222039, 9460222049,

Emall : director@teamtesthouse.com,

Emall : marketinglab@teamiesthouse.com

Smelter]

PO : Zinc Smeiter, District Udaipur (Rajasthan),

TEST REPORT
Report No/JULR  [TC502523400001430 Date : 05-06-2023
No.:
Issued To : IM/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smelter

Type of sample /

Ambient Air Quality Monitoring / Chemical

Date of Sampie

17-05-2023 17:06 to 18-

Discipline : Collection/Monitori |05-2023 17:06
ng:
Point of Collection |Near Solar Plant Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yaday
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/m3] BDL(<10.0) IS 5182 (Part 25) : 2018 400.00
2 Carbon Monoxide [microgram/m3] 420 TTH/AAQM/08 4000
3 Lead [microgram/m3] 0.2 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgram/m3]  |14.81 IS 5182 (Part 6) : 2006 80.00
Reaffirmed 2017
5 Ozone [microgram/m3] BDL(< 20} APHA 1977,Part 819 100.00
6 Particulate Matter (PM2.5) {microgram/m3] [34.88 IS 5182 (Part 24} : 2018 60.00
7 Sulphur Dioxide [microgram/m3] 6.58 IS 5182 {Part 2) : 2001 RA |80.00
2017
8 Particulate Matter {PM 10) [microgram/m3] [79.11 IS 5182 (Part 23)-2006 RA [100.00
2017
g Arsenic [ng/m3] BDL(<2.0} IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 Nickel [ng/m3] 6.3 1S 5182 : Part 26 : 2020 20.00
Notes -
# The resulis fisted refer only to the tested sample (s} & paramelers {s). Endorsement of products Is neither inferred nor implied.
# This report is not to be reproduced wholly or in part end can not be used avidenca in the court of law and should nof ba used In any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of Issus of test report unless otherwise specified.
= ﬂ_
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCR

Approved by Ministry of Eavironment and Forest, Government of Indls as Environmentsl iahuntory
180 45001:2018 (OHLS)

180 9001:2015,

ISO 14001:2015,

JDA/UDH

Office : E45, Chlivan]an Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077375,
Websiie : www.teamtesthouse.com

Laboratory ; G1-584, RIICO Indusirial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emall : direcior(@teamtesihouse.com,

Emasil : tesm bdbead @gmall.com Email : marketinglab@teamtesiborse.com
TEST REPORT
Report No./JULR 400001430 Dale : 05-06-2023
No.:
Issued To : M!S Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Air Quality Monitoring / Chemical Date of Sample 17-05-2023 17:06 to 18-
Discipline : Collection/Monitori (05-2023 17:06
ng:
Paint of Collection [Near Solar Plant Date of Receipt: [20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collecied |Vimal Kumar Yadav
Sample : By :
Unit's Ms, Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
11 Benzene [microgram/m3] BDL{<1.0) IS 5182 {Part 11} : 2012 5.00
RA 2017
12 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) CPCB Guidslines 1.00
Notes :-
# The resuls listad refer only to the tested sampie (s} & parameters (s). Endorsemant of products is helther inferred nor implied.
#t This report is not to be reproduced wholly or in part and can nof be used evidence in the court of faw and should not be used in any
advertising medla without our special permission fn writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)
/] 8y

Appmwﬂ hy Ministry of Environment and Forest, Government of Indis a3 Environmental Laboratory

RSPCB ISO %001:2015,

ISO 14001:2015,

180 45001:2018 (OH&S)

JDA/UDH

Office ;: £-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phoue : +91 6377110064, 9414077379,
Website : www.teamiesthouse.com
Email : team.bdbesd@gmailcom

Laboratory : 1.584, RIICO Industrial Aren,

Sitapura,
Phone ; +91

302022, Rajasthan
22039, 9460222049,

Email : director@teamtesthouse.com,
Emnasil : marketinglab@teamtesthouse.com

TEST REPORT
Report No/ULR  |23400001939 Date: 24-08-2023
No.:
lssued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Ambient Air Quality Monitoring / Chemical Date of Sample 18-08-2023 15:51 to 18-
Discipline : Collection/Monitori [08-2023 15:51
ng:
Point of Collection jLaboratory Top Date of Receipt : {21-08-2023
Date of 21-08-2023 {o 23-08-2023 Sampling Plan: |15 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample . By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
represeniaiive : Sample :
RESULTS
5.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/m3] BDL(< 20} IS 5182 (Part 25) : 2018 400.00
2 Carbon Monoxide {microgram/m3]) 360 TTH/AAQM/08 4000
3 Lead [microgram/m3] 0.1 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgram/m3]  |16.64 IS 5182 {Part 6) : 2006 80.00
Reaffirmed 2017
5 Ozone [microgram/m3] BDL{<20.0) APHA 1977 Part 819 100.00
6 Particulate Matter (PM2.5) [microgram/m3] |40.11 1S 5182 (Part 24) : 2019 60.00
7 Sulphur Dioxide [microgram/m3] 8.1 IS 5182 {Part 2) : 2001 RA |80.00
2017
8 Particulate Matter (PM 10) [microgram/m3] |73.37 IS 5182 (Part 23)-2006 RA |100.00
2017
9 Arsenic [ng/m3] BDL{<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2018
10 Nickel [ng/m3] 7.3 IS 5182 : Part 26 : 2020 20.00
Notes -
& The results isted refer only to the tasted sample () & parameters (s). Endorsement of products Is nelther Inferred nor implied.
# Thia report is not to be reproduced wholly or in part and can nol be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of Issue of test report unlass otherwise specified,
P
mar / herfjes— )
Senior Analyst Autyrizeditiobdal YOO
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:..;lsll TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

_____RSPCB IS0 9001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : Gi-584, RIHCO Indusirial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 9414677379, Phone : +91 9460222039, 9460222049,
Website : wow.teamtesthouse.com Email : director@teamtesthouse.com,
Email ; team.bdhead@gmail.com Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No./ULR 400001939 Date ; 24.08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smetlter, District Udaipur (Rajasthan),
Type of sample/ |Ambient Air Quality Monitoring / Chemical Date of Sample 18-08-2023 15:51 to 19-
Discipline : Collection/Monitori {08-2023 15:51
ng:
Point of Collection |Laboratory Top Date of Receipt: |21-08-2023
Date of 21-08-2023 to 23-08-2023 Sampling Plan: IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2008
11 Benzene [microgram/m3] BDL(<1.0) 1S 5182 (Part 11): 2012 5.00
RA 2017
12 Benzo-alfa- Pyrene [ng/m3] BDL{<0.5) CPCB Guidelines 1.00
Notes :-
# The resylts listed refar only to the testad sample {s} & paramaters (8). Endorsement of products is nelther inforred nor Implied.
# This report ia not 1o be reproduced wholly or In part and can nol ke used evidence In the court of law and should not be used In any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSPCB ISO %001:2015, ISE 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Oflice ; £-65, Ciliranjan Marg, Laboratory : G1-584, RIICO Industrial Ares,
C-Scheme, Jaipwr - 302001, Rajasthan Sitapara, Jalpur - 302022, Rajasthan
Phone ; 191 6377210064, 3414077379, Phone : +91 9460222039, 9460222049,
Website : www.leamtesihouse.com Emall : director@teamtesthouse.com,
Emall ; team.bdhead@gmailcom Emafl : marketinglab@leamiestbouse.com

TEST REPORT
Report NeJ/ULR  |23400001940 Date : 24-08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Ambient Air Quality Monitoring / Chemical Date of Sample 18-08-2023 15:53 {0 19-
Discipline : Collection/Monitori |08-2023 15:53
ng:
Point of Collection |Near Reiiway Gate Date of Receipt: |21-08-2023
Date of 21-08-2023 o 23-08-2023 Sampling Plan:  |IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sampie Collected | Vimal Kumar Yadav
Sample : By:
Unif's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Pratocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/ma3] BDL{= 20) IS 5182 (Part 25) : 2018 400.00
2 Carbon Monoxide [microgram/m3] 380 TTH/AAQM/08 4000
3 Lead [microgram/m3] 0.24 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgram/m3]  [16.83 IS 5182 {Part 6) : 2006 80.00
Reaffirmed 2017
5 Ozone [microgram/m3] BDL(<20.0) APHA 1977 Part 819 100.00
6 Particulate Matter (PM2.5) imicragram/m3] |45.29 IS 5182 (Part 24) : 2019 60.00
7 Sulphur Dioxide [microgram/m3] 9.1 IS 5182 {Part 2} : 2001 RA |80.00
2017
8 Particulate Matter (PM 10} [microgram/m3] |80.21 IS 5182 {Part 23)-2006 RA |106.00
2017
9 Arsenic [ng/m3] BDL{<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 Nicket [ng!mal 74 IS 5182 : Part 26 : 2020 20.00
Notes :-
# The rasults Ested refer only fo the tested sample (s} & parameters (s). Endorsement of products is nelther inferred nor implled.
# This report Is not ko be reproduced wholly o in part and can not be used evidence in the court of law and should nof be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of lest report unless otherwise specified,
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(Unit of Team Institute of Sc

T A RA "y
TEAM TES

TE

ience &

T HOUSE

Technology Pvt. Ltd.)

RSPCB

Approved i)j_? E’tihnmry of Environment and Forest, Gﬁwrnrﬂm?r;i’ India as Environmental Laboratory

ISO 9001:2015,

ISO 14001:2015,

ISO 45001:2018 (OH&S)

Office : E-65, Chitranjsn Marg,
C-Scheme, Jalpur - 302001, Rajasthan
FPhoue : +91 6377210064, 2414077379,
Website : www.teamtesthouse.com
Email : team.bdhead@gmailcom

EQ4
~Ue,

Laboratory : G1 RIICO Industrial Am,
Sltapura, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 0460222049,

Email : director@teamtesthouse.com,

Emsl : marketinglab@ieamtesibonse.com

JDA/UDH

TEST REPORT
Report No/ULR  j400001940 Date : 24-0B-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiter]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample /  |Ambient Air Quality Monitoring / Chemical Date of Sample  {18-08-2023 15:53 to 19-
Discipline : Coltection/Monitori {08-2023 15:53
ng:
Paint of Collection |Near Rallway Gate Date of Receipt : |21-08-2023
Date of 21-08-2023 fo 23-08-2023 Sampling Plan : IS 5182:2000{Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Linit's Ms. Neha Maheshwari Condition of Fit for testing
|representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1" Benzene [microgram/ma3] BDL(<1.0) IS 5182 (Part 11) : 2012 5.00
RA 2017
12 Benzo-alfa- Pyreng [ng/m3] BDL{<0.5) CPCB Guidelines 1.00
Notes -
# The resuls listad refer only to the tested sampte (s) & parameters (). Endorsement of producis is neither inferred nor implied,
# This report is not to be repreduced wholly or in part and can not be ussd evidence in the court of law and should not be used in any
advertising media without our special permiasion in writing.
# ‘The samples will be destroyed after 15 days from the date of issue of test report unless otherwise spacified.
3 7
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®

TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved h}; Ministry of Eavironment and F orest, Government of India as E_l";;ironmzntsl leurﬁtory

RSPCB ISO 9001:201S,

Office ;: E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone 1 +91 6377210064, 2414077373,
Wehbsite : www.icamiesthouse.com
Email : team.bdhead @gmail.com

IS0 14001:201,

IS0 45001:2018 (OH&S)

Sitapurs, Jalpur - 302022, Rajasthan
Phoar : +91 9460222039, 9460212049,
Ewssil : divecior@tesmtssthomse.com,
Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No/JULR  |23400001941 Date ; 24-08-2023
No. :
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelier]
PO : Zinc Smeller, District Udaipur (Rajasthan),
Type of sample / |Ambient Air Quality Monitoring / Chemical Date of Sample 18-08-2023 15:54 o 19-
Discipling : Collection/Monitori |08-2023 15:54
ng:
Point of Collection |Near ETP Date of Receipt :  |21-0B-2023
Date of 21-08-2023 1o 23-08-2023 Sampling Plan:  |1S 5182:2000(Pari 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S .No |Parameters Observed Value {Testing Protocol Limits as per
National Ambient
Air Quality
Siandard, 2009
1 Ammonia [microgram/m3] BDL{=< 20} IS 5182 (Part 25) : 2018 400.00
2 Carbon Monoxide [microgram/m3] 410 TTH/AAQMIOS 4000
3 Lead [microgram/m3] .21 IS 5182 (Part 22} : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgram/ma3] 13.18 iS 5182 {Part 6) : 2006 80,00
Reaffirmed 2017
5 Ozone [microgram/m3] BDL{<20.0) APHA 1977,Part 819 100.00
6 Particulate Matter (PM2.5) [microgram/m3] §34.89 IS 5182 (Part 24) : 2019 60.00
7 Sulphur Dioxide [microgram/m?3] 9.42 15 5182 (Part 2) : 2001 RA  [80.00
2017
B Particulate Matter (PM 10) [microgram/m3] {79.76 IS 5182 (Part 23)-2006 RA  1100.00
2017
9 Arsenic [ng/m3] BDL{<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 Nickel [ng/m3] 6.9 IS 5182 : Part 26 : 2020 20.00
Notes :-
# The results listed refer only to the lested sample (s) & parameters (s). Endorsement of products bs neither inferred nor Implied.
# This repart is not to be reproduced wholly or in part and can not be used evidence in the court of lsw and should not be used in any
adverlising media without our special permission in waiting.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise spacifled.
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- @ TEAM TEST HOUSE
; (Unit of Team Institute of Science & Technology Pvt, Ltd.)

Approved by Miristry of Environment and Forest, Government of India as Enviroemental Laboratory

RSPCB ISO 9001:2015,  1SO 14001:2015, I1SO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chliranjan Marg, Laborstory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : 491 6377210064, 9414077379, Phioae ; +91 2460222039, 54602220649,
Webisite ;: www.ieam{esthouse.com Email : director@teamtiesthouse.com,
Ewail : team bdhead@gmail.com Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No./ULR 400001941 Date : 24-08-2023
No. :
Issued To ; M/S Hindusthan Zin¢ Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan},
Type of sample / |Amblent Air Quality Monitoring / Chemical Date of Sample 18-08-2023 15:54 to 19-
Discipline : Coliection/Menitori |08-2023 15:54
ng:
Point of Collection |Near ETP Date of Receipt : |21-08-2023
Date of 21-08-2023 to 23-08-2023 Sampling Plan :  |IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
11 Benzene [microgram/m3] BDL{<1.0) IS 5182 (Part 11) . 2012 5.00
RA 2017
12 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) CPCB Guidelines 1.00
Notes :-
# The results listed refer only to the tested sample {s) & parametess (s), Endorsement of products is neilher infetred nor Implied.
# This report is not to be reproduced wholly or In part and can not be used evidence: in the court of law and should rot be used in any
adveriising media without our special parmission i writing.
# The samples will be destroyed after 15 days from the date of issue of iest report unless otharwise specified.
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s E-65, Chitran]

>-Scheme, Juipar - 302001, Rajasthan

L o P

™

g M

Phone : +91 6377110064, 3414077379,
Webslie : www.teamitesthouse.com
Email : team.bdbhead@gmallcom

@ TEAM TEST HO
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

B e

PCB ISO 9001:2015, ISO 14001:20185,

Slinpura, Jalpur

JDA/UDH

RIICO Industrial Avea,
- 302022, Rajasthan

Phone : +91 94560222039, 9460222049,
Email : direcior@tesmiesthouse.com,
Email : marketinglab@teamtesthonse.com

TEST REPORT
Report No/JULR  |23400001942 Date : 24-08-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
iPO : Zinc Smelter, District Udaipur (Rajasthan},
Type of sample /  }Ambient Air Quality Monitoring / Cherical Date of Sample 18-08-2023 16:00 o 19-
Discipline : Collection/Monitori |08-2023 16:01
n& .
Paint of Collection [Near Sclar Area Date of Receipt : |21-08-2023
Date of 21-08-2023 to 23-08-2023 Sampling Plan: {18 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected {Vimai Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value [Testing Protocol Limils as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgram/ma3] BDL{<20) IS 5182 (Part 25) : 2018 400.00
Carbon Monoxide [microgram/m3} 370 TTH/AAQM/DE 4000
3 Fi_ead [micrograrm/m3] 0.2 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2018
4 Nitrogen Dioxide as NO2 [microgram/m3]  [16.51 IS 5182 {FPart 6) : 2006 80.00
Reaffirmed 2017
5 Qzone [microgram/m3] BDL{<20.0) APHA 1977,Part 819 100.00
8 Parficulate Matter (PM2.5) [microgram/m3] }32.65 IS 5182 (Part 24) : 2019 60.00
7 Sulphur Bioxide [microgram/m3] 7.7 IS 5182 (Part 2) : 2001 RA  |80.00
2017
8 Particulate Matter {PM 10) [microgram/m3] [83.11 1S 5182 {Part 23)-2006 RA 1100.00
2017
9 Arsenic [ng/m3) BDL({<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 Nickel {nglm?s] 6.8 IS 5182 : Part 26 : 2020 20.00
Notes -
# The results listed refar only to the tested sample {s) & paramaters {s). Endorsemant of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media withoul our special permission in writing.
# The semples will be destroyed after 15 days from the date of issue of test report unless atherwise specified.
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' @ TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvi. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSPCH 180 9001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : 191 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
Webaite : wew.ieamtesthouse.com Email : diveclor@teamtesthouse.com,
Email : team.bdhead@gmail.com Email : marketinglab@teamtesthouse.com

TEST REPORT
Repori NoJ/JULR  |400001842 Date : 24-08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {(Rajasthan),
Type of sample / |Ambient Alr Quality Monitoring / Chemical Date of Sample  |18-08-2023 16:00 to 19-
Discipline : Collection/Menitori |08-2023 16:01
ng:
Point of Collection |Near Solar Area Date of Receipt: |21-08-2023
Date of 21-08-2023 to 23-08-2023 Sampling Plan:  |IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representalive : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Benzene [microgram/m3] BDL(<1.0) {8 5182 (Part 11) : 2012 5.00
RA 2017
12 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) CPCB Guidelines 1.00
Notes -
# “fhe results Bsted refer only to the tested sample {s) & parameters {s). Endorsgment of products is neither Inferred nor implied,
# This report is not 1o be reproduced whelly or in part and can not be used evidence in the court of law and should rot be used in any
adverilsing medla without our special permission In writing.
# The samples will be destroyed after 15 duys from the date of issus of test report unless otherwise specified,
7
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)

- @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,) e

—-

B Sairs

Appreved by Minlstry of Environment end Forest, Government of India as Environmental Laboratory

RSPCB 150 9001:2018, 150 14001:2018, IS0 45001:2018 (DH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO lndustrial Ares,
C-Scherme, Jaipar - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajastban
Phone : +91 6377210064, 2414077379, Phone : +91 9460222038, 9460222049,
Website : www.teamtesthouse.com Emall : divector@ teamtesthouse.com,
Email : team.bdbead@ gmail.com Email : marketinglab@ teamtiesthouse.com

TEST REPORT
Report NoJULR  |[TC502523500000506 Date : 21-04-2023
No.:
Issued To : M!S Hindusthan Zinc Lirmited [Debari Zinc Type of Unit : Smalter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster-li Date of Receipt : | 14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis * 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Sulphur Dioxide [mg/Nm3} 120.8 IS 11255(Part 2) :1985
Reaffirmed 2014
Notes -
# The results lisied refer only to the tested ple (5) & par ters (). Endor t of produets is neither inferred nor implied.
# This report is not to be reproduced whelly ar in part and can not be usad evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified,
p &+
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RSPCB 150 9001:2018,

TEAM TEST HOUSE

IS0 14001:20615,

(Unit of Team Institute of Science & Technology Pyt Ltd,)

Approv ed b by Minmﬂ of Environment and Forest, Government ‘of India as Environmental Eaboratery
JDA/UDH

150 45001:2018 (OH&S)

Office : E.65, Chiteanfan Mary,
C-Schente, Jaipur - 302001, Rejastihan
Phone : +91 63772100064, 9414077379,
Wehsite : www.teamiesthouse.com
Email ; team.bdhead@ gmaii.com

Laboratory : G1-884, RIICD Industrial Aren,
Sitapura, Jaipur - 302622, Rajasthan

Phone : +91 9460222039, 9460222049,

Emall : director@ teamtesthouse.com,

Emall : marketinglab@ teanttesthouse.con

TEST REPORT
Report No./ULR  |500000506 Date : 21-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smaslter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of semple/ |Stack Emission Level / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster-lIl Date of Receipt :  |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan : IS 11255:2008{Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No [Parameters Observed Value  |Testing Protocol
2 Acid Mist [mg/m3] 24.7 USEPA Method 8A

Notes .-

[} The results listed refer only 1o the 1ested sample {5} & paramelers {5). Endorsement of praducts Is naither inferred nor implied.

# This report is not to be raproduced wholly or in part and can not be used evidence in the court of law and should not be used in any

advertising media without our special parmission in writing.
# The samples will be destroyed afler 15 days from the dale of issue of test report unless otherwise specified.
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A (ﬁ;) TEAM TEST HOUSE
oo (Unit of Team Institute of Science & Technology Pyt. Ltd.)

Ll Mlz'i‘

FXMF&& b\ iﬁnistry of Enviroument and -i“brest, Goverament of Indin as Environmental Laboratory

CRSPCB . [SO9001:2015, IS0 14001:2015,  ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitraajan Marg, Laboratory 1 G1-584, RIICO Indostrial Ares, -
C-Schetue, Jaipur - 3020061, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone ; +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
Webslte : www. teamtesthouse.com Emall : director@ teaintesthouse.com,
Emai : team.bdhesd@ gmail.com Email : marketinglab(@ teamtesthouse.com
TEST REPORT
Report No/ULR  |TC502523500000507 Data : 21-04-2023
No. :
lssued To ¢ M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /! |Stack Emission Level / Chemical Date of Sample 11-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster Il Date of Receipt: | 14-04-2023
Date of 14-04-2023 to 21-04.2023 Sampling Plan:  [IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
8.No |Parameters Observed Value  |Testing Protocal
1 Suiphur Dioxide [mg/Nm3] 118.6 IS 11255(Part 2) :1885
Reaffirmed 2014
Notes -
& The resuits listed refer only to the tested sample (s} & parameters (s). Endorsament of products [s neither inferred nor implied.
# This raport is not to ba reproduced wholly o in part and can not be used evidence in the court of law and should net be used in any
adverlising madla without our special permission in wiiting.
# The samples wilt be destroyed after 15 days from the data of lssus of lest raport unless otherwise specified.
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RSPCH

ISO 90012015,

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

tpprmed by Ministry of Environment and Forest, Government of Indis 85 Environmental i.aboratory
IS0 45001:2018 (OH&S)

150) 14001:2015,

JDAUDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipuy - 302001, Rajasthan
Phone : +91 6377218064, 2414077379,
wwwleamdesthouse.com
Emall ; team.bdheadia gmail.com

Website ;

Laborstary : GG1-584, RIICO Industrial Arvea,

SHapura, Jaipuy - 302022, Rajasthan

Phone : +91 9460222039, 2460222049,
Email : diveclor@ifeamtesthouse.com,
Emazil : nurketinglab teamtesthouse.com

TEST REPORT
Report NoJULR  |500000507 Date : 21-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smetter)
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emissicn Level / Chemical Date of Sample 11-04-2023
Discipline ; Collection/Monitori
ng:
Point of Collection |Stack Roaster Il Date of Receipt : |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Pian : 15 11285:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No [Parameters Observed Value  |Testing Protocol
2 Acid Mist [mg/m3] 2586 USEPA Method 8A

Notes -

# The resutts listed refsr only to the tested sampie {s} & parameters (s). Endorsemant of products is neither inferred nor implied.

# This report is not o ba reproduced wholly or in part and can not be used evidence in the court of law and should not bs used in any

advarlising media without our special parmission in writing.
.3 The samples will be destroyed after 15 days from the date of issue of lest report unless otherwise specified.
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(Unit of Team Institute of Science & T echnology Pvt. Ltd,) b

L}

nEw

@ TEAM TEST HOUSE i3

Approved by Ministry of Environment and Forest, Government of Indiz as Environmentsl Laboratory

___RSP(.‘B ESO 9001:2015, ] ISO 1140111:2015, IS0 45001:2018 (OH&S) JDA/UDH
Office ; E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Aves,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone 1 +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamiesthouse.com Exnil : director@teamtesthouse.com,
Emall : team.bdhead@gmail.com Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No./ULR  {TC502523500000606 Date : 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelier
Smelter]
PO : Zinc Smelter, District Udalpur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 19-05-2023
Discipline : Collection/Manitori
ng:
Point of Collecfion |Stack Roaster-Il Date of Recelpt: }20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : IS 11255:2008(Part 3)RA
TestAnalysis : 2018
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No Parameters Observed Value  |Testing Protocol
1 Sulphur Dioxide [mg/Nm3] 118 IS 11255(Part 2) ;1985
Reaffirmed 2014

Notes :-

# The results listed refer only to the tested sample {s) & paramaters {s). Endorsement of products is neither inferred ner implied.

# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any -

advertising medla without our special permission in writing,
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified,
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: @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory .

RSPCB ISO 9001:2018, ISO 14001:2015, IS0 45001:2018 (OH&:S) JDA/UDH
Offlice : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Ares,
C-Scheme, Jalpur - 302001, Rajasthan Sltapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077373, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email : director@teamtesthonse.com,
Emall : team.bdhead@gmallcom Emzil : marketinglab@teamtesthouse.com

TEST REPCRT
Report No./ULR  |500000606 Date : 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc 8melter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 19-05-2023
Discipiing : Collection/Monitori
ng:
Point of Collection |Stack Roaster-I| Date of Receipt: |20-05-2023
Bate of 20-05-2023 1o 27-05-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
2 Acid Mist [mg/m3] 25.8 USEPA Method 8A

Notes :-

# The results listed refer only to the tested sample (s} & parametars {s). Endorsement of products is neither inferred nor implied.

# This report Is not te be reproduced wholly or in part and can not be used evidence In the court of law and should not be used in any

adverlising media witheut our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specifiad.

~
Purah Mal _fagi ‘

Senior Analyst i"#ﬁﬁﬁéﬁied Signatory
(Report No: 500000806 )
500000606 | Printed on 05 June, 2023 12:53:34 pm 20f2
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o @ TEAM TEST HOUSE @
(Unit of Team Institute of Science & Technology Pvt. Ltd,) S

T8zt

Approved by Mialstry of Enviroement and Forest, Government of Indls as Environmental Laboratery

RSPCB IS0 9061:2015, ISO 14001:2015, 150 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Indusirial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapurs, Jalpur - 302022, Rajasthan
Phone : 491 6377210084, 9414077379, Phone ; +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emall ; director@teamtesthouse.com,
Emall : team.bdhead@gmail.com Emall : marketinglsb@leamiesthouse.com

TEST REPORT
Report No./ULR  |TC502523500000607 Date : 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeilter, District Udaipur (Rajasthan),
Type of sample/ |Stack Emission Level / Chemical Date of Sample 19-05-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster Il Date of Receipt :  |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampiing Plan: IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of B Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No {Parameters Observed Vaiue |Testing Protocal
1 Sulphur Dioxide [mg/Nm3] 115 IS 11255(Part 2} : 1985
Reaffirmed 2014

Notes :-

# The results iisted refer only to the tested sample (s) & parameters (). Endorsement of products s nefther inferred nor implied.

# This report is not to be repreduced wholly or in part and ¢an not be used evidence in the court of law and should not be used in any

advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of Issue of test report unless atherwisa specified,
Vg

(L i
Senior Analyst Rm&%M&gmwan

(Report No: TC502523500000607 )

TC502523500000607 | Printed on 05 June, 2023 12:54:37 pm 10f2
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratery

RSPCB ISO 9001:2015,

ISO 14001:2015,

ISO 45001:2018 (OH&S) JDA/UDH

Oflice : £-65, Chitranjan Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone : +91 6377210064, 9414077373,
Website : www.teamtesthouse.com
Emall : team.bdbead@gmall.com

Laborstory : G1-584, RIICO Industrial Area,
Sltapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emiall : director@teamtesthouse.com,

Email : marketinglab@teamtesibouse.com

TEST REPORT
Report No/ULR  [500000607 Date - lo5-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smelter)
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 18-05-2023
Discipline : Collection/Monitori
ng:
Paoint of Collection |Stack Roaster III Date of Receipt: [20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan ; IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantify of - Sample Colfected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No [Parameters Observed Value |Testing Protocal
2 Acid Mist [mg/m3] 26.2 USEPA Method 8A

Naotes -

# The results listed refer only to the tested sampla (s) & parameters (s). Endorsement of products is neither inferrad nor implied.

# This report is not to be repraduced whelly or in part and can not be used evidence in the court of law and should not be used In any

advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issus of lest report unless ofherwise spacified.
,{7
% o I
F"Uféﬂwh?r‘ i Reyesii Maneshpwa
Senior Analyst al YOQ' ! ;o

Authorized Signatory
{Report No: 500000607 }

500000607 | Printed on 05 June, 2023 12:54:37 pm
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2 TEAM TEST HOUSE

e (Unit of Team Institute of Science & Technology Pvt. Ltd.)
Approved by Ministry of Environment and Forest, Government of india as Environmental Laboratory
RSPCB ISO %2001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDAUTDH

Office : E-65, Chilirsnjsn Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : 491 6377210064, 9414077379,
Webslie : www.leamiesthouse.com

Laboratory : G1-584, RIICO Indusirial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 9460222049,

Email ; director@ieamtesthouse.com,

Email : team.bdhead@gmail.com Emafl : marketinglab@teamtesthouse.com
TEST REPORT
Report No/ULR  |[TC502523500000725 Date : 30-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelter]

PO : Zinc Smelter, District Udaipur (Rajasthan),

Type of sample / |Stack Emission Level / Chemical
Discipline :

Date of Sample 20-06-2023
Collection/Monitori

ng:

Point of Collection |Stack Roaster-l!

Date of Receipt : |23-06-2023

Date of 23-06-2023 to 29-06-2023

Sampling Plan : 15 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :

RES

LTS

S.No Parameters

Observed Value  |Testing Protocol

1 Sulphur Dioxide [img/Nma3] 121 IS 11255(Part 2) 11985
Reaffirmed 2014
Notes :-
# The resukts listed refar only to the tested sample (s) & parameters {s). Endorsement of products is netther inferred nor implied.
# This report is not to ba reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
adverising medla without our speclal permission in writing.
# The samplas will be destroyed after 15 days from the date of issue of lest report unless otharwise specified.
[y "

Senior Analyst
uran wai V@(j"i

281051 WiEssTIwe T
Hg&\&‘lﬁhorized Signatery

(Report No: TC502523500000725 )

TG502523500000725 | Printed on 30 June, 2023 12:24:03 pm
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- @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Misistry of Environment and Forest, Government of India as Environmental Laboratory

RSPCRB ISO 9601:20185, 150 14001:2018%, SO 45001:2018 (OHAS) JDA/UDH
Offlice ; E-65, Chitranjan Marg, Lsboratory : G1-584, RIZCO Industrial Area,
C-Scheme, Jalpur - 302801, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
Website : www.ieamiesthouse.com Email ; director@teamiesthouse.com,
Email : team.bdhesd@gmail.com Email ;: marketinglab@leamtesthouse.com

TEST REPORT
Report No./JULR  |500000725 Date : 30-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 20-06-2023
Discipline : Collection/Menitori
ng:
Point of Collection |Stack Roaster-l| Date of Receipt: |23-06-2023
Date of 23-06-2023 o 28-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vima! Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representalive : Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
2 Acid Mist [mg/m3] 28.6 USEPA Method B8A

Notes -

# The resulis listad refer only to the tosted sample (s) & parameders (s). Endorsement of products is neither inferred nor implied.

# This repart Is net to ba reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any

advertlsing media without our special permission in writing.
# The samples will be destrayed after 15 days from the date of ssue of test report unless otherwise specified.

£~
s —
/ "9': 9%8&_188ﬂwa f

W"‘Hﬂ"ﬂiﬁﬂ \g,-‘,{-ﬁ Rﬁﬁhnﬁzed ignatory

{Report No: 500000725 }

500000725 | Printed on 30 June, 2023 12:24:03 pm 2of2
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~@i TEAM TEST HOUSE &
- {Unit of Team Institute of Science & Technology Pvt. Ltd.) §f: \
Approved by Ministry of Environment and Forest, Covernment of Indis as Environmental Laboratery
RSPCB IS0 9001:2015, T80 14001:20185, 150 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Indesiris] Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phene : +91 6377210064, 9414077379, Phone : +91 9460222039, 2460222049,
Website : www.ieamiesthouse.com Emall ; director@teamtesthouse.com,
Email : tesm.bdhead@gmail.com Email : marketinglab@ teamtesthouse.com
TEST REPORT
Report NoJULR | TC502523500000726 Date : 30-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 20-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster i Date of Receipt: [23-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
_RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Sulphur Dioxide [mg/Nm3] 118 IS 11255(Part 2) 11985
Reaffirmed 2014
Notes -
# The results fisted refer only to the tesied sample (s) & paramelers (s). Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising medla without our special permission in writing.
# The sarples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
L 5
A T .
' / _ = = Rg«;;a@r.ﬂ Mahashwan
Senigranal i m! Yoo Authorized Signatory

{Report No: TC502523500000726 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt, Ltd.)

Approved by Ministry of Environment and Ferest, Government of India as Environmental Laboratory

RSPCB 1S 5001:2015,

ISO 14001:2015,

1SO 45001:2018 (OH&S) JDA/UDH

Office : E-6S, Chitranjan Marg,
C-Scheme, Jalpur - 302001, Rajssthan
Phone : +91 6377210064, 9414077379,
Website : www.leamiesthomse.com
Emall : team.bdhead @gmalicom

Laboratory : G1-584, RIICO Industrial Area,
Sitapurs, Jaipur - 302022, Rajasthan

FPhone : +91 9460222039, 9460222049,

Email : direcior@{eamtesthouse.com,

Email : marketinglab@ienmiesthonse.com

TEST REPORT
Report NoJULR  [500000726 Date : 30-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO : Zinc Smeilter, District Udaipur {Rajasthan),
Type of sample/ |Stack Emission Level / Chemical Date of Sample 20-06-2023
Disciptine : Collectior/Monitori
ng:
Point of Collection |[Stack Roaster Nl Date of Receipt : 123-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis ; 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample: By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value |Testing Protocol
2 Acid Mist [mg/m3] 27.3 USEPA Method 8A

Notes -

# The results listed refer only to the lested sample {g) & parameters {s). Endorsement of praducts Is neither inferred nor implied.

# This report Is not to be reproduced wholly or in part and can not be used evidence in the court of taw and should not be used in any

advertising media without our special permission in writing.
# The samples will be desiroyed after 15 days from the date of issue of test raport unless otherwise specified.

2

~\ A
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snipraveal Yogi

Raiesii Vianeshwan
? s’ti&mﬁ\’t?uriital:! Signatory
(Report No: 500000726 )

500000726 | Printed on 30 June, 2023 12:24.59 pm
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) TEAM TEST HOUSE By

(Unit of Team Institute of Science & Technology Pvi. Ltd.)
Approved by Ministey of Environment snd Forest, Government of India as Environmental Laboratory
RSPCB 1SO 2001:2015, ISO 14001:2015, ISO 45003;2018 (OH&ES) JDA/UDH
Offlce ; E-65, Chitranjan Marg, Laboratory : G1-584, RHCO Indastris) Aren,
C-Scheme, Jaipar - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6371210064, 9414077379, Phose : +91 9460222039, 9460221049,
Website : www.leamiesthouse.com Ewmall : divectora teaptesthouse.cngm,
Email : team.bdhesdd gmail.com Email : marketinglabf teamtesthouse.com
TEST REPORT
Report NoJULR | TC502523500000798 Date : 22-.07-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 08-07-2023
Disciptine : Collection/Monitori
ng:
Point of Collection |Stack Roaster-il Date of Receipt: |11-07-2023
Date of 11-07-2023 to 22-07-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Sulphur Dioxide [mg/Nm3] 119 IS 11255(Part 2} : 1985
Reaffirmed 2014
Notes -
# The results listed refar only W the tested sample (s) & parameisrs (s}. Endorsamant of products is neithar infermed nor implied.
# This repost is not to be reproduced whally or in part and can not be used evidence in the court of law and should ot be used in any
advariising madia without our special parmission in writing.
& The samples will be destroyed after 15 days frorn the date of issue of test repori unlese otherwise specified,
“~

/ 1”% [ray~
al Yog

Senibr')‘\rialysl ’
(Report No: TC502523500000799 )
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TEAM TEST HOUSE
- (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved b; Minisiry of Environment and Forest, Government of India as Em’lronmemaﬁ.,abﬂntnry
150> 14001:2015,

RSPCB SO 5001:2015,

150 45003 :2018 (OH&LS)

Dffice : E-68, Chifranjan Marg,
{-Schenie, Jaipur - 302661, Rajesthan
Phone : +91 6377210084, 9414077379,
Website 1 www. ieamiesthouse.com
Email ; team.bdhiend(@ gmail.com

Sitapura, Jaipur - 302022, Rsjasthan
Phone : +91 946022203%, 9460222049,
Emall ; director@ teanmtesibouse.com,
Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report NoJULR  |500000799 Date : 22-07-2023
No. :
issued To : MIS Hindusthan Zinic Limited [Debari Zinc Type of Unit: Smelter
Smaelter]
PO : Zinc Smeiter, District Udalpur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample  J08-07-2023
Discipline : Cullaction/Monitori
ng :
Peint of Collection jStack Roaster-l1 Date of Receipt: ]11-07-2023
Date of 11-07-2023 to 22-07-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representalive : Sample :
RESULTS

S.No |Parameters Observed Value |Tasting Protocol
2 Acid Mist [mg/m3] 25.3 USEPA Method 8A

Notss -

# The reculls listed refer only to the lested sample {s) & paremeters {s). Endorsement of producls is neither inferrad nor implied.

# This report is not to ba reproduced wholy of in part and can not be used svidence in the court of law &nd shouid Rot be used in any

adveriising media withowt our special parmisaion in writing.
# The samples will be destroyed after 15 days from the date of issue of test reporl uniess otherwise specified.
D
J Venyes— (Raf—

Seniu:r 'Aﬁé‘fys't A f ‘B’Og

Aithorized Signatory
{Report No: 500000799 )
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TEAM TEST HOUSE

g (Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCB

Office : E-65, fhiﬁan] a_n_I\_i_arg‘

Approved by Ministry of Environment and ﬁir‘es;, Government of India as Environmental Laboratory

ISO 9001:2015,

C-8cheme, Jaipur - 302001, Rajasthan
Phone : +21 6377210064, 9414677379,
Wehsite : www.teamiesthouse.com
Email : team.bdhead@gmail.com

150 14001:2015, IS0 45001:2018 (OB&S) JDA/UDH

Laboratory : G1-584, RIICO Industriai Area,
Sttapura, Jaipur - 302022, Rajasthan

Phoue : +91 9460222039, 9460222049,

Einail : director@teamiesthonse.com,

Email : marketinglab@teamtesthouse.com

Point of Collection

Report No./ULR | TTHMHZL/DZS/O Date : 22-07-2023
No.: i -
Issued To : M/S Hindusthan Zinc Limited Type of Unit : Smelter
[Debari ZincSmelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 08-07-2023
Discipline : Collection/Monitoring
Stack Roaster-lIl Date of Receipt : 11-07-2023

Date of 11-07-2023 to 22-07-2023 Sampling Plan: IS 11255:2008(Part 3)RA
TestlAnalysis - 2018 )
Quantity of - Sample CollectedBy | Vimal Kumar Yadav
Sample : - e
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative . Sample : -
RESULTS
S.No |Parameters Observed Value
1 Sulphur Dioxide [mg/Nm3]
Shut Down

2 Acid Mist [mg/m3]

Notes :-

# The results listed refer only fo ihe tested sampls (s} & paramaters (s). Endorsement of products is neither inferred nor implied.

# This report Is not to be reproduced wholly or in part and can not be used evidenca In the court of law and should not be used in any

adveriising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless othgrwise specified.
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P dﬁgﬁr‘#&af

Senior Analyst
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AutharizerSinatehy e i
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@ TEAM TEST HOUSE
- (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India ss Environmental Laboratory

RSPCB ISO 9001:203§_. IS0 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory ; G1-384, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sliapura, Jaipur - 301022, Rajasthan
Phone : +31 6377210064, 9414077373, Phone : +91 9460222039, 9460222049,
Webslte : www.leamiesibouse.com Emalil ; directon@icamtesthouse.com,
Email ; team.bdhead@gmail.com Emall : marketinglab{@teamtesihouse.com

TEST REPORT
Report No/ULR  |23500000862 Date : 24-08-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelier]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 18-08-2023
Discipline : Collection/Monitor
ng:
Point of Collaction |Stack Roaster-ll Date of Recsipt :  [21-08-2023
Date of 21-08-2023 to 24-08-2023 Sampling Plan:  {IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for festing
representative . . Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Sulphur Dioxide [mg/MNm3] 122 IS 11255(Part 2) : 1985
Reaffirmed 2014

Notas :-

# The results isted refer only to the testad sample {s) & paramaters (a). Endorsement of products is nelther infarred nor implied.

# This report is not to be reproduced whally or in part and can not be used evidence In the court of taw and should not be used in any

advertising medla without our special permission in writing.
3 The samples will be destroyed afier 15 days from tha date of issue of test report uniess otherwise spacified.
2
=2 [t ven
Senior Analyst AuthofreirSighaliigt YOE

{Report No: 23500000862 )
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@ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Lid.)

Approved by Ministry of Environment snd Forest, Government of India as Environmental Laboratory

_____RSPCB ISO 9001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : B-68, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Aren,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phoue : +91 6377210064, 2414077379, Phone : +91 9460222039, 9460212049,
‘Website : www.ieamtesthouse.com Email : divector@teamtesthouse.com,
Email : team. bdbead @gmail.com Emafl : marketinglab@leamtesthouse.com

TEST REPORT
Report NoJULR 1500000862 Date : 24.08.2023
No. !
issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiter]
PO : Zinc Smelter, District Udalpur {Rajasthan),
Type of sample / |Stack Emission Level / Chetnical Date of Sample 18-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster-ll Date of Receipt: |21-08-2023
Date of 21-08-2023 to 24-08-2023 Sampling Plan : |15 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
2 Acid Mist [mg/m3] 26.2 USEPA Method 8A

Notes -

# “I'hie results Isted refer only o the lested sampls (5) & parametars (s). Endorsement of praducts |s neither inferred nor impliad,

# This report Is not 1o be reproduced wholly ar in part and &an not be used evidence In the court of [aw and should not be used inany

advertising media without our speclal permission In writing.
# The samples will ba destroyed after 15 days from the date of issue of test report unless ctherwise spacified.

=
i oL Yoa!

500000862 | Printed on 24 August, 2023 02:01:58 pm 20f2
This it ramniter arnarated renonrt




@ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Gi;;"a-n:nment of indis a3 Environmental Laboratory

RSPCB ISO 9001:2015, 1SO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Offfice : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone ; +91 6377210064, 5414077379, Phone : +91 94608222039, 9460222049,
Website : www.leamiesthouse com Emall ; director@teamiesthomse.com,
Fwiall ; team bdhesd@gmailcom Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report NoJULR  |23500000863 Date : 24-08-2023
No. :
Issued To ! M!S Hindusthan Zinc Limited [Debart Zine Type of Unit : Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level f Chemical Date of Sample  |18-08-2023
Discipline : Collection/Monitari
ng:
Point of Collection |Stack Roaster [} Date of Receipt : |21-08-2023
Date of 21-08-2023 to 24-08-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Sulphur Dioxide [mg/Nm3] 118 IS 11255(Part 2) :1985
Reaffirmed 2014
Notes :-
# The results fisted refer only to the tested sample (3) & parameaters (s). Endorsement of producis is neither inforred nor implied.
# This repor is nat fo be reproduced wholly or in part and can nrot be used evidencs in the court of law and shoukl not be used inany
advariising media without our special permission in writing.
# The samples will be dastrayed after 15 days from the date of issue of test report unless otherwise specified,
%
' /o phal Yogi
. og
S@ng\ 5’!’7 ar Auth?lkéﬂ%fan%ﬁ

(Report No: 23500000863 )
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This is commter aanarsted renord




| @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Mmisiny of Environment and Faopest, Government of Indls as Enviroamentsl Laboratory

|- Rﬁ_fgﬁ___ L ISO 9901 2015 b3, 189‘3_-;?!&_:.4& 15 - 150 =i"~3ﬂbl.20i§ {OH&S) J_I_)MU;!“:
Office : E-6S, Chitranjan Pa..s..m Laboratory ; Gi-584, RIIC 'O Industrial ﬁrs.xs,
C.Scheme, Jaipar - 302001, Rajasthan SHapura, Jaipur - 302022, Rajasthan
Phope : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamiesthouse.com Emall : director@teamtesthouse.com,
Emsil : team. bdkead@gmallcom Email : markelinglab@teamtesthonse.com
TEST REPORT
Report No./ULR |500000863 Date : 24-08-2023
No.:
lissued To : M/S Hindusthan Zinc Limitad [Debarl Zinc Type of Unit: Smelter
Smelier]
|PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / [Stack Emission Level / Chemical Date of Sample 18-08-2023
lDiscipIine : Collection/Monitori
ng:
|Paint of Collection |Stack Roaster Il Date of Receipt: |21-08-2023
Date of 21-08-2023 1o 24-08-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameiers Observed Value | Testing Protocol
2 Acid Mist [mg/m3] 25.6 USEPA Method 8A
Notes -
# The razults ligted refer anly to the tested sample {$} & parameters (2). Endorsemant of praducts is neithar inferred nor impliad.
# This raport is not to be reproduced whelly or In part and can not be used evidence in the court of law and should not be used In any
adverlising media without our spacial parmission in writing.
# The samples will be destroyed after 15 days from the date of kssue of test raport unless otherwise apecified.
z
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Segior Authorized Siunaiuty‘ ﬁ‘l
SHAR e (Report No: 500000863 )
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; ifl) TEAM TEST HOUSE

T (Unit of Team Institute of Science & Technology Pvt. Lid.)
Approved by bMinistry of Eavironment and Forest, Government of Indis as Environments] Laboratory
__RspcB IS 9001:2015, SO 14001:2015 IS0 45001:2018 (OH&S) JDAA'DH
Office ; E-65, Chitr l"_ll!l Marg, Labor atlory 1 ‘G1-584, RIICO Judustrial Area.
{"-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302021, Rajasthan
Phone : +91 6377210064, 9414077379, Phone 1 +91 94460222039, 9460222049,
Website : www.teamtesthonse.com Email : divectord teamiesthouse.com,
Email : teasibdbead@ gmail.com Email : marketinglabfa teamtesthouse.com
TEST REPORT
Report No./ULR | 23500000887 Date : 04-10-2023
No.
Issued To : M/S Hindusthan Zine Limited {Debari Zinc Type of Unit : Smaelter
Smelter]
PO : Zine Smelier, District Udaipur (Rajasthan},
Type of sample/  |Stack Emission Level / Chemical Date of Sample 22-09.2023
Discipline : Collection/Monitori
ng:
Point of Coltaction |Stack Roaster-li Date of Receipt :  |25-09-2023
Date of 25-09-2023 to 04-10-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected {kishan murari
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No |Parameters Observed Value  jTesting Protogol
1 Sulphur Dioxide [mg/Nm3] 119.7 1S 11255(Part 2) ;1985
Reaffirmed 2014
Notas -
# The resulls Ested rafer only to the tested sample (s) & paramelers {s). Endorsament of products is neither inferred nor implied.
# This report Is not to be reproduced wholly or in part and can not be used evidence in the court of {ew and should rot be used in any
advartising media without our special permission in wiiting.
# The samplas will be destrayad atter 15 days from the dale of issue of 1est raporl unless otherwise specified.

2 ;
e M .
< \'.‘—__1 ) _.'4‘ .r puréwmogl
S‘Z’Mﬂinaiyg - Authorized Signatory
(Report No: 23500000987 )
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R“l’l B

TEAM TES

T HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

IS0 9008:2015,

Office : E.“ Chitranjan Murg,
C-Scheme, Jaipur - 302001, Rajasthan
Phose : +91 6377250064, 9483077379,
YWehsite : www . teamtesthouse.com

ISO 14005:2015,

Approved h\ Ministey of Frvironment and Forest, Government of Indin as Emlmnmmt_ | Laboratory
IS0 45001:2018 (OH&S)

JDAIUDH.

Laboraim} G1-584 RII‘ 'O Industrial Areu,
Sitapura, Jaipur - 3!52(!22 Rajasthan
Phone : +91 9460222039, 9460222049,
Email ; directorfy {eamtesibouse.com,

Email 1 team.bdbeadia goueil.com Emazil : marketinglabfa leamiesthouse.com
TEST REPORT
Report NoJULR 1500000987 Date : 04-10-2023
No. :
lssued To . M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 22-09-2023
Discipling : Collection/Monitori
ng :
Point of Collection |Stack Roaster-H Date of Receipt :  |25-09-2023
Date of 25.08-2023 to 04-10-2023 Sampling Plan : 15 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |kishan murari
Sample : By
Unif's Ms. Neha Maheshwari Condition of Fil for testing
represeniative : Sample :
RESULTS

S.No |Paramelers Observed Value  |Testing Protocol
2 Acid Mist [mg/m3]) 21.6 USEPA Method 8A

Notes -

# The results lisied rafer only to the tested sample (s} & parameters (3). Endorsemant of products is netther Inferred nor implied.

# This report Is not {o be reproduced wholly or In part and can not be usad evidence in the court of law and should not be used in any

advertising media withaut our special permission in writing.
# The samples will be destroyed after 15 days from the date of Issue of test repoit untess otherwise spacified.
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Senior Analyst
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{Report No: 500000987 }
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TEAM TEST HOUSE

RSPCB IS0 9001:2015,

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasiban
Phore : +91 6377210064, 9414077379,
Website 1 www.teamtesthouse.com
Email : leam.bdhead @ gmail.com

ISO 14001:2015,

(Unit of Team Institute of Science & Technology Pvi. Ltd.)

N Approved by Ministey of Environment and Forest, Government of India ns_'Envimnm;niul—Labomtnry
JDANDH

150 45001:2018 (OH&S)

Laboratory ; G1-584, RUCO Industrial Area,

Sitapura, Jaipur - 302022, Rajasthan
Phone : 91 9460222039, 9460222049,
Email : divector® teamtesthonse.com,
Email : marketinglab(@ teamtesihouse.com

Point of Collection

TEST REPORT

Report No/JULR  [23500000988 Date : 04-10-2023
Ne. :
Issued To: M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smeiter

Smelter]

PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 21-09-2023
Discipline : Collection/Monitori

ng:
Stack Roaster Ht Date of Receipt : |25-09-2023

Date of

25-09-2023 to 04-10-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected {kishan murari
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Sulphur Dioxide [mg/Nm3] 116.9 1S 11255(Part 2) :1985
Reaffirmed 2014
Noles -
# The results isted rafer only to the tested sample (3) & parameters (s). Endorsement of products is nelther inferred nor implied.
# This repont Is not to be reproduced whoily or in parl and can not be used evidence In the court of law and should not be ueed in any
advertizing media without our special permiseion in writing.
# The samples will b destroyed after 15 days from the date of issue of test report unless otherwise specified.
it
=30, ) Wy .
Senior Analyst Aughuriz&FBiMry o

{Report No: 23500000988 }
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i) TEAM TEST HOUSE
- (Unit of Team Institute of Science & Technology Pvi. Lid.)

Approved by Ministey of Environment snd Forest, Government of India as Environmental Laboratory

[Tj<SK ]

RSPOB N0 9012015, 150 141(!1 12018, IS0 45001:2018 (OH&S) JI)AIUD_I_-!_
Office : E-65, Chitrasjan Marg, Lahoratory : G1-584, RICO Tndustriat Ares,
C.Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 332022, Rajusthan
Phone : +91 6377210664, 9414077379, Phone : +31 9460222039, 2468222049,
Websile : www teamiesthouse.com Emaii : diveclor(a teamtesthotse.com,
Emall ; team.bdbead/n gmail.com Email : marketingiabi teamtesthouse.com

TEST REPORT
Report No/JULR  {500000288 Date : 04-10-2023
No. :
Issued To : M/S Hindusthan Zinc Limiled [Debari Zinc Type of Unit : Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample ! {Stack Emission Level/ Chemical Date of Sample 21-09-2023
Discipline ; Collection/Monitori
ng:
Point of Collection |Stack Roaster Il Date of Receipt :  |25-08-2023
Date of 25-08-2023 to 04-10-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis ; 2018
Quantity of - Sample Collected |kishan murari
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
2 Acid Mist [mg/ma3] 227 USEPA Method 8A
Notes -
# The results ksled refer only to the tested sampie (s) & parameters (g), Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the coun ¢f law and should not be vsed in any
advertising media withoul our special permission in writing,
# The samples will be destroyed after 15 days from the date of Issue of test report unless otherwise specified.
2
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(Report No: 500000988 )
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R‘“mzc. .

@ TEAM TEST HOUSE I ¥ )
(Unit of Team Institute of Science & Technolugy Pvt. Lid,)

v a2

Approved by Ministvy of Envircoment and Forest, Government of India as Environmentai Laboratory

RSPCB ISO $001:2015, ISO 14001:2015, IS0 45001:2018 (OH&S) JDAUDH
Office ; E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 2414077379, Phone : +91 9460222039, 9460222049,
Website : wow.teamtesthouse.com Emafl : director teamtesthouse.com,
Email : ieam.bdhead(d gmail.com Emai} : marketinglabt teamtesthouse.com

TEST REPORT
Report NoJULR | TC502523500000504 Date : 21-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiter]
PO : Zinc Smelfer, District Udaipur {Rajasthan),
Type of sample / | Stack Emisslon Level / Chemical Date of Sampla 12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collaction |Induction Fumace Stack Date of Receipt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan ; IS 11255:2008{Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value | Testing Protacol
1 Particulate matter {mg/Nm3] 16.68 IS 11255 (Part 1):1985
Reaffirmed 2014

Motes :

# The results listed refer only to the testad sample (5} & parameters (s). Endorsement of produgts I neither inferred nor implied.

¥ This report is not to be reproduced wholly or in parl and can nol be used evidence & the court of law and should nol be used in any

advartising media without our special permission in wrillng.
# Tha samples will be destroyad after 15 days from the dale of issue of fest reporl unless otherwise specified.
2

[ rengjee~ oy
Senior Analyst 1 ., Ralesh Maheshwar

(Report No: TCE02623500000504 )
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i) TEAM TEST HOUSE 3%

g (Unit of Team Institute of Science & Technology Pvi. Ltd.)
Approved by blinistry of Envirenment snd l-'u_n_-si,f;m'v rnment of India as Ell_\:i_l-';)l_ll-n;ﬁf?ll_Eﬂ_}l-l-o.!‘_a;(_l!:}j_—_.—-
RSPCB 1SO 9001:2015, _ __lh_t__l !:1001:2015, l_N() 45G01:2018 (OH&S) JDA/UDH
Olfice : E-65, Chilranjan Marg, Laboratory : G1-5384, RIICO Industrial Area,
C-S5cheme, Jalpur - 302601, Rajasthan Sitapura, Yaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +01 9460222039, 9469222049,
Webstie : www. teamtesthouse.com Emasll ; divector@ teamtesthouse.com,
Emuil : team.bdhead(@ gmail.com Email : marketinglabgi teamiesthouse.com
TEST REPORT
Report NoJULR  |TC502523500000505 Date : 21-04-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smeiter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sarnple /  |Stack Emission Levet / Chemical Date of Sample 12-04-2023
Discipline : Collection/Manitori
ng:
Point of Collection |Azex Furnace Date of Recelpt:  |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan :  [iS§ 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Particulate miatter [mg/Nm3] 18.74 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes -
# The resutis listad refar only lo the tested sample (s) & parameters (5). Endorsement of products is neither inferred nor implied.
# This report is not to be repraduced whally or in part and can not be used evidence in the court of law and shoukd not be used in any
adverlising media without our special permisslon i writing.
# The samples will be destroyed after 15 days from the date of issue of st reparl unless otherwise specified.
7
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Beribranaide | Yogi Authibrized Signatory 11

(Report No: TC502523500000505 )

TC502523500000505 | Printed on 21 April, 2023 03:35:22 pm 1of1
This i rnmniter aenarated ranort




]

i TEAM TEST HOUSE ;zﬁﬁﬁ‘]

‘ 3 - ¥ » ] \v-‘:‘éﬂé-'-!- 'fj’
- (Unit of Team Institute of Science & Technology Pvt. Ltd.) L
o 4018
Approved by Ministry of Environment and Forest, Government of India as Environmentai Laboratory
RSPCB I8 9001:20%5, SO 14001:2015, IO 45001:2018 (OH&S) JDA/NUDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +9% 6377210064, 9414077379,
Wehshie : www.teamitesthouse.com
Email : team.bdhead % gmail.com

Laboratory : GI-884, RIICO Indusirial Area,
Sitapuva, Jaipur - 302022, Rajasthan

Phore : +91 94602322039, 3460222049,

Email : divector@ teamiesthouse.com,

Email : marketinglabf teamiesthouse.com

Point of Coliection

TEST REPORT

Report No/ULR | TC502523500000502 Date : 2104-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelter]

PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Leve} / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori

ng .
MCTP Stack Date of Receipt : |14-04-2023

Date of

14-04-2023 to 21-04-2023 Sampling Plan : IS 11265:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for tasting
representative : Sample :
RESULTS
S.No  |Parameters Observed Value | Testing Protocol
1 Particulate matier [mg/Nm?3) 26.06 IS 11255 (Part 1):1985
Reaffirmed 2014

Noles :-

# The results ksted refer only io the tested sampls {s) & parameters (s). Endorsement of products is neither inferred nor impfied.

# ‘This repart is not to be reproduced wholly or in part and ean not be used evidence in the court of law and should not be used in any

atvertising media without our special permission in writing.
3 The samples wili be destroyed afler 15 days from the date of issue of lest report uniess clherwise specified,

o
J heng ™

.- Sanior Analyst

% 1
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(Report No: TC502523500000502 )
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i) TEAM TEST HOUSE Py oy

e (Unit of Team Institute of Science & Technolegy Pvt. Lid.) D/l
Approved by Ministry of Environment and Forest, Government of Indis as Environmental Laboratery
_RSPCB_ ISO900L:2015, IS0 14003:2015, 150 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chifraajan Marg, Laboratory : G1-584, RIICO Ihdils_lﬁni_;i;e_u,
C-Bcheme, Jaipar - 302001, Rajasthan Shapura, Jalpur - 302022, Rajasthan
Phone : 491 6377210064, 9414077379, Phone : +91 9460122039, 9460222049,
Website : www.teamitesthouse.com Emall : divector@ teamiesthouse.com,
Emall : team.bdhead@ gmail.com Emauil : marketinglab teamiesthouse.com
TEST REPORT
Report No/ULR  |TC502523500000503 Date : 21-04-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chamical Date of Sample  |12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Demag & Slag Furnace Stack Date of Receipt : | 14-04-2023
Date of 14-04-2023 10 21-04-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimai Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representafive : Sample ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Particulate matier [mg/Nm3] 25.2 I8 11255 (Part 1):1985
Reaffirmed 2014
Notes -
# The resulis isted refer only to tha tested sample () & parameters (s). Endorsement of pruducls is nalther inferred nor implied.
# This report is not to be reproduced wholly or in parl and can not be used evidence in tha court of law and should not be Used in any
advertising media without our special permission in writing.
# The samples will be destroyed afier 15 days from the date of issue of tesi report unlass olherwise specifiad.
P
=] 2 Pa—
sensk @21 Yogi Authorizéd Signatory
{Report No: TC502523500000503 )
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m@ TEAM TEST HOUSE
rrres (Unit of Team Institute of Science & Technology Pvi. Lid.)

Approved by Mini;try of Environment and Forest, Government of India ss Environmental Laboratory

RSPCB I1SO 2001:2018, ISCr 14001:2015, 150 45001:2018 (OH&S) JDAADH
fice : E-65, Chilranjan Marg, Lahoratory : G1-584, RIICO Indusivial Aren,
C'-Scheme, Jaipur - 202601, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Websiie ; www.leamtesthonse.com Email : directorf@ teamtesthiouse com,
Email : team.bdbesdia gmail.com Email : marketinglabta teamtesthouse.com

TEST REPORT
Report No/ULR  |500000502 Date : 21-04-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng :
Point of Collection |MCTP Stack Date of Receipt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value |Testing Protocol
2 Lead [mg/Nm3] 0.31 USEPA method 29

Notes ;-

# The results listed refer only io the tested sample {s) & parameters (s). Endorsement of products is neither inferred nor implied.

# This report is not te be reproduced wholly or in part and can not be used evidence In the court of taw and should not be used In any

advertising media without our special permission in wriling.
# The sampies will be destroyad after 15 days from the date of issue of test report unless othenwise specified.
“
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{Report No: 500000502 }
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@ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

1L 5024

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratery

RSPCB ISO 9001:2015, ISO 14001:2015, 1SO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : Gi-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Stiapura, Jeipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emafl : divector@teamtesthouse.com,
Email : team.bdhead @pgmail.com Enisil : marketinglab@teamiesthouse.com

TEST REPORT
Report NoJULR  |TC502523500000604 Date : 05-06-2023
No.:
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan},
Type of sample/ |Stack Emission Level / Chemical Date of Sample 18-05-2023
Discipline : Collection/Mcnitori
ng:
Point of Collection |Induction Furnace Stack Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No [Parameters Observed Valve  |Testing Protocol
1 Particulate matter [mg/Nm3] 40.41 IS 11255 (Part 1):1885
Reaffirmed 2014

Notes -

# The rasuits listed refer only to the tested sample (s) & parameters (s). Endarserent of products s neither inferred nor implied,

# This raport is not to be reproduced wholly or in part and can not be used evidence In the court of law and should not be used in any

advertising media without our special parmission in writing.
# The samples will be destroyed aRer 15 days from the date of issue of lest report unless otherwise specified,
4
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= @ TEAM TEST HOUSE 1,:3
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

T an?

Approved by Ministry of Environment and Forest, Government of India as Environmentsl Laboratory

RSPCB IS0 9!!61:2915,_ ISO 14001:2015, _____ 150 45001:2018 (OH&S) JDA/UDH
Office : E-6S, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Ares,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phoue : +91 6377210064, 9414077379, Phone : +91 9450222039, 9460222049,
Website : www.teamitesthouse.com Emall : director@teamtesthouse.com,
Emall : {eam.bdhead@gmailcom Emall : marketinglab@tesmtesthouse.com

TEST REPORT
Report No/JULR  |TC502523500000605 Date : 05-06-2023
No. ;
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample/ |Stack Emission Level / Chemical Date of Sample 18-05-2023
Discipline : Collection/Monitor
ng:
Point of Collection |Azex Furnace Date of Receipt :  |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Pian : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
hrepresentalive . Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Particulate matter fmg/Nm3} 40.03 IS 11255 {Part 1):1985
Reaffirmed 2014
Noles :-
# The results listed refer only to the tested sample (s) & paramsters {8). Endarsement of products is neither inferred nor implied,
# This report is not to be reprodused whally or in part and can not be used evidence in the court of law and should net be used in any
advertising media without our special pesmission In writing.
# The samples will be destroyed after 15 days from the date of issue of test teport unfess otherwise specified.
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(Report No: TC502523500000605 )
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~ @ TEAM TEST HOUSE &5
- (Unit of Team Institute of Science & Technology Pvt. Ltd.) P

Approved by Ministry of Environment and Forest, Govémmm( of Indis as Environmental Laboratory

RSPCB IS0 2001:2015, ISO 14001:2015, 1SO 45001:2018 (OH&S) JDA/UDH
Offfice : E-6S, Chitranjan Marg, Laborztory : G1-584, RIICO Industris! Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipar - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtiesthouse.com Emall : direclon@teamtesthouse.com,
Email : team.bdhead@gmall.com Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No/ULR  |TC502523500000603 Date : 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ [Stack Emission Level / Chemical Date of Sample 18-05-2023
Discipline : Collection/Monitori
ng .
Point of Collection |Zinc Melting & Stag Grinding Stack Date of Receipt : |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  [IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Particulate matter [mg/Nm3] 33.65 IS 11255 (Part 1):1985
Reaffirmed 2014

Motes :-

# The results listed refer only to the tasted sample {s) & paramatars (s), Endarsement of products is nefther inferred nor implied.

# This report is not to be reproducsd wholly or in part and can not be used evidence in the courl of law and should not be used in any

adverlising media without our special permission in writing.
4 The samples will be destroyed after 15 days from the date of Issue of test repoit unless otherwise specified.
“
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- TEAM TEST HOUSE L)
- (Unit of Team Institute of Science & Technology Pvt. Ltd.,) g
T2
Approved by Minisiry of Environment and Forest, Government of India as Environmental Laboratory
RSPCB ISO 9001:2015, ISO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Ofllice ; E~-65, Chltramjan Marg, Laboralory : G1-584, RIICO Indusirizl Aren,
C-Scheme, Jaipur - 302001, Rajasthan Sitapwra, Jaipwr - 302022, Rajasthan
Phone : 491 6377210064, 9414077379, Phone : 491 9460222039, 9460222049,
Webslie : www.teamtesthouse.com Emall : director@teamtesthouse.com,
Email : team.bdhead@gmail.com Emall : marketinglab@ teamiesthouse.com
TEST REPORT
Report No./ULR  |TC502523500000602 Date : 05-06-2023
No.:
Issued To ; M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 09-05-2023
Discipline : Collection/Monitori
ng:
Point of Collection [MCTP Stack Date of Receipt : |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan :  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vima! Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No  |Parameters Observed Value [Testing Protocol
1 Particulate matter {mg/Nm3] 35.48 IS 11255 (Part 1):1985
Reaffirmed 2014
Nates :-
# The results listed refer only to the testad sample {5} & parameters (s). Endorsement of products is neither inferred nor implied.
# This repart is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission In.writing.
# The samples will be destrayed after 15 days from the date of issue of test report unless otherwise specified.
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i @ TEAM TEST HOUSE
= (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Appmved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSPCB ISO 9001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Ares,
C-Scheme, Jaipur - 302001, Rejasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +31 6377210064, 9414077379, Phoae : +91 9460222039, 9460222049,

Website : www.teamtesthouse.com Email : director@teamtesthouse.com,
Email : team.bdhead@gmail.com Emall : marketinglab@teamitesthouse.com

TEST REPORT

Report No./JULR  |500000602 Date ; 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Leve! / Chemical Date of Sample 09-05-2023
Discipline : Collection/Monitori
ng:
Point of Collection |MCTP Stack Date of Receipt :  |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
2 Lead [mg/Nm3] 0.32 USEPA method 29

Notes :-

# The results listed refer only to the tested sample () & parameters (s). Endorsement of products is neither inferred nor implied.

# This report is not to be reproduced wholly or In part and can not be used evidence In the court of law and should not be used in any

advertising media without our special permission in writing,

# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

Puran & Yo g"n Maheshwan
Senior Analyst T@ 4 i Fﬁﬂ orized Signatory

(Report No: 500000602 )
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- @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of Indis as Environmental Laboratory

RSPCB IS0 2001:2015, IS0 14001:2015, 15O 45001:2018 (OHA&S) JBAMUDH
Office : ¥-65, Chitranjan Marg, Laboralory : Gi-584, REICO Indusiris] Aren,
C-Scheme, Jalpur - 302001, Rajssihan Sitapura, Jalpur - 362022, Rajasthan
Pbone ; +91 6377210064, 9414077379, Phone : +91 9460222039, 9460212049,
Website : wwrw.(eamiesthouse.com Email : direcior@teamtesthouse.com,
Email : team.bdhead@gmail.com Emall : marketinglab@teamiesihouse.com

TEST REPORT
Report No./ULR  [TC502523500000721 Date : 30-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelier)
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 18-06-2023
|Discipline : Collection/Monitori
ng:
Point of Collection |induction Furnace Stack Date of Receipt : 123-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan :  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quaniity of - Sample Collected [Vimal Kumar Yadav
Sample : By:
Unif's Ms. Neha Maheshwari Condition of Fit for testing
frepresentative : Sample :
RESULTS
S.No Parameters Observed Value |Testing Protocol
1 Particulate matter [mg/Nm3] 38.46 1S 11255 (Part 1):1985
Reaffirmed 2014
Nates :-
# The results listed refer only lo the tested sample (s) & parameters (s}. Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be desiroyed after 15 days from the date of issue of lest report uniass otharwise specified.
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TEAM TEST HOUSE
y (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSPCB IS0 %001:2015,

ISO 14001:2015,

IS0 45001:2018 (OH&S)

IDAADH

Oifice : E-65, Chilranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthsn
Phone : +91 63772105064, 9414077379,
Website : www.leamiesthouse.com
Emzil ; team.bdhead@gmail.com

Laboralory : G1-584, RIICO Industrial Area,
Silapuvrs, Jalpar - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emefl : direcior@teamtesthouse.com,

Enanil ; marketinglab@ieamiesthonse.com

TEST REPORT
Report NoJULR  [TC502523500000722 Date : 30-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 19-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection jAzex Furnace Daie of Recelpt :  j23-05-2023
Date of 23-06-2023 1o 29-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No  |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3] 17.7 IS 11255 (Part 1):1985
Reaffirmed 2014

MNotes »

# The resuits listed refer only to the tested sample (s) & parameters (). Endorsement of products is neither inferred nor implied.

# This report is not to be reproduced wholly or in part and can not be used evidence In the court of law and should rot be used in any

advertising media without our spacial permission In writing.
# The samples will be destroyed after 15 days frem lhe date of issue of tesi report unless otherwise specified.
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TEAM TEST HOUSE 5
(Unit of Team Institute of Science & Technology Pvt. Ltd.) 78

Approved by Ministry of Environment and Forest, Covernment of India as Environmentsl Laboratory

L

ag*

__BSPCB IS0 5001:2015, IS0 14001:2015, 1SO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chilranjan Marg, Laboratery : G1-584, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasihan Sitapura, Jalpur - 302022, Rajasthan
Fhone : +91 6377210064, 9414077379, Phone 1 +91 2460222039, 5450223043,

Website : weww.leamtesthouse.com Email ; direclon@{eamtesthounse.com,
Emalil : team bdhead@gmail.com Emall : marketinglab@:teamtesthouse.com

TEST REPORT

Report No/ULR  [TC502523500000723 Date : 30-06-2023
No.:
Issued To . M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter}
PO : Zinc Smelter, District Udalpur {Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 19-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection 1Siag Grinding Date of Receipt: |23-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwati Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3] 43.21 IS 11255 (Part 1):1985
Reaffirmed 2014

Notes :-

# The results fisted refer only to the tested sample (s) & parameters (). Endorsement of products is neither infarred nor implied.

# This raport is nat 1o be reproduced wholly or in part and can not be wsed evidence in the court of law and should not be used in any

advertising media without our special permission in writing,
# The samples will be destroyad after 15 days from the date of issue of test report unless otherwise specified.

- ¢
i e uash. Mahespwes
SNTARNE 21 Yogi RayeRbMPADS Y

{Report No: TC502523500000723 )

TC502523500000723 | Printed on 30 June, 2023 12:22:38 pm 1of1

This is rnmnuter aenerater rennrt




; T A AL TLCT LY, o %
| @ TEAM TEST HOUSE e x )
y @ o p? . r . W=
(Unit of Team Institute of Science & Technology Pvt. Ltd.) I
Approved by Ministry of Environment and Forest, Government of India s Environmental Laborstory
RSPCB ISO 9001:2015, 180 14001:2{33_@:_'“ ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Iadustrial Area,
C-Scheme, Jafpur - 302001, Rajasthan Sitspurs, Jalpur - 302022, Rajastban
Phone : +91 6377210064, 2414077373, Fhone : +21 9450222039, 94560222049,
Website : www.teamtesthouse.com Emsil : direcion@teamiesthouse.com,
Emall ; team.bdhead@gmail.com Email : marketinglab@teamiesthouse.com
TEST REPORT
Report No/JULR  |TC502523500000720 Date © 30-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Stack Emission Level / Chemical Date of Sample 10-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection |MCTP Stack Date of Receipt : |23-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected {Vimal Kumar Yadav
Sample : iBy:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
represeniative : Sample :
RESULTS
S.No |Parameters QObserved Value  |Testing Protocol
1 Particulate matter fmg/Nm3] 33.59 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes :-
# The results listed refer only to the tested sample (s) & paramaters (s). Endorsement of products is neither infarred nor implied.
# This report is not te be reproduced wholly or in part and can nat be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed aftar 15 days from the date of issua of test report unless otherwise specified.
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of Indis as Environmentsl Laboratory

RSPCB ISO 9001:2015, 150 14001:2015, SO 45001:2018 (OH&S) JDANUDH
Gifice : E-65, Chitranjan Marg, Laboratery : G1-584, RECO Industrizl Ares,
C-Scheme, Jaipar - 302001, Rajasthan Stiapwurs, Jaipur - 302022, Rajasihan
Phone : +91 6377218064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.leamiesthonse.com Email : direcior(@teamtesthouse.com,
Email ; team. bdhead@gmail.com Emall ; marketinglab@tesmiesthouse.com

TEST REPORT
Report No.ULR  |500000720 Date : 30-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zine Type of Unit : Smehter
Smelier]
PO : Zinc Smielier, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 10-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection |MCTP Stack Date of Receipt - {23-08-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan: 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS

S.No |Parameters Observed Value |Testing Protocol
2 Lead [mg/Nm3] 0.05 USEPA method 29

Noies ;-

# The results listed refer only to the tested sample {s) & parameters (s). Endorsement of products is neither inferred nor implied.

# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any

advartising media without our special permission in writing.
# The samples wil be destroyed afier 15 days from the date of issue of test report uniess otherwise specified.
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’@ TEAM TEST HOUSE i %
(Unit of Team Instituge of Science & T echnology Pvt. Ltd, ) \;;.-Tﬁ,x

Approved by Ministry of Environment and Forest, Government of India as Exvironmental Laboratory

__RSPCB 180 9001 2015, IS0 14001:2015, SO 450032018 (OH&S) _ JDAUDH

Oﬁ‘ke : E-68, Chitra ajam Marg, Laboratory : G1-584, RIICO Industrial Ares,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
FPhome : 91 6377210064, 9414077379, Phone : 491 9460222039, 9460222045,

Website : www.leamtesthouse.com Emali : dlreclor@lumteslbollsc.mm.
Email : team.bdhead @gmaiicom Emafi ; marketinglab@teamtesthouse.com

TEST REPORT
Report NoJULR TC502523500000718 Date : 30-06-2023
No. :
Issued To: M/S Hindusthan Zinc Limited [Debari Zing Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / [Stack Emission Leve! / Chemical Date of Sample 18-06-2023
Discipline ; Collection/Monitori
ng:
Point of Collection |DG Set /CPP-1 Date of Receipt:  |23-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan: [Ig 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
8.No |Parameters Observed Value Testing Protocoel Limits as per
Environment
protection rules,
1986
1 Particulate matter img/Nma3] 54.36 IS 11255 (Part 1);1985 75
Reaffirmed 2014
2 Oxide of Nitrogen [mg/Nm3]) 350 1S 11255 (Part 7) ;1985 710 ppmv
Redffirmed 2012
3 Carbon monoxide [mg/Nm3] 130 Instruction Manual Kane 150
900 Plus
Noles :-
# The results listed refer only to tha tested sample () & par {s). End it of products is neither inferred nor imptied,
# This report is not to be repraduced whally or in part and can not be used evidence in the court of law and should not be used In any
advertising medla without our special permission In writing.
# The samples will be destroyed after 15 days from the dats of issue of test report unless otherwise spacified,
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"HOUSE

(Unit of Team Institute of Science & Technology Pvt. Lt Ltd.)

RSPCB

Approved by Ministry of Environment and Forest, Government of Indis as Environmental Lahoratnry o

iSO 2001:2015,

ISO 14001:2015,

IS0 45001:2018 (OH&S)

JDAUDH

Office : E-65, Chltranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phione : +91 6377210064, 9414077379,
Website : www.ieamiesthouse.com
Ewail ; team.bdhead@gmail.com

Laboratory ¢ G1-584, RIICO Indusirial Area,
Sliapura, Jaipur - 302022, Rajasthan
Phone : +21 9460222039, 9460222049,

Email : direclor@ienmiesihonse.com,
Email : marketinglab@teamtesthouse.com
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TEST REPORT
Report NoJULR  }500000718 Date : 30-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 18-06-2023
Discipline : Collection/Monitori
ng:
Peint of Collection DG Set /CPP-1 Date of Receipt :  123-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected {Vimal Kumar Yadav
Sample : By :
Unif's Ms. Neha Maheshwari Condition of Fit for testing
representative . Sample :
RESULTS
S.No [Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
4 Non Methane Hydrocarbon as HC 46 IS 5182 (Part 21) : 2001 100
Jimg/Nm3] RA 2017
Notes :-
# The results listad refer only to the tested samphe (5) & parameters (8). Endorsament of preducts is neither inferred nor impiisd.
# This report is not to be reproducad whally or In part and can not be used evidence in the court of law and should nat be used In any
advertising media without our special permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unlass otherwise specified.
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSPCB

IS0 %001:2015, IS0 14001:2015,

1SO 45001:2018 (OH&S)

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.leamtiesthouse.com
Emali : team.bdbend@gmailcom

Sitapura, Jalpur - 302022, Rajasthan
Phone ; +91 9460223039, 9460222049,
Emafl : direclior@ieamiesthotuse.com,
Emafi : marketinglab@teamtesthounse.com

TEST REPORT
Report NoJULR  |TC502523500000719 Date : 30-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 10-06-2023
Discipline : CollectionfMonitori
ng:
Point of Collaction |DG Set /CPP-Il Date of Receipt: |23-06-2023
Date of 23-06-2023 to 29-06-2023 Sampling Plan ;:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
represeniative : Sample :
RESULTS
S.No |Parameters Observed Value |[Testing Protocol Limits as pet
Environment
protection rules,
1986
1 Particulate matter [mg/Nm3] 50.43 IS 11255 (Part 1):1985 75
Reaffirmed 2014
2 Oxide of Nitrogen [mg/Nm3] 346 IS 11255 {Part7):1985  |710 ppmv
iRedffirmed 2012
3 Carbon monoxide [mg/Nm3] 127 Instruetion Manuat Kane 150
800 Plus
Noles -
# The results listed refer only to the testad sample (s) & parameters (s). Endorsement of products is nelther infarrad nor implied,
# ‘This report is not to be reproduced wheily ot In pari and can not be used evidence in the court of law and should not be used n any
advertising media without cur special permission in writing.
# The samples wiil be desiroyed after 15 days from the date of issue of test report unless otharwise specified.
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(Report No: TC502523500000719 )

TCE02523500000710 | Printed on 30 June, 2023 12:15:25 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Appr(wt;tﬁ_;f Ministry of Environment and Forest, Gevernment of India as Environmentsl Laboratory
1SO 14001:2018,

RSPCB ISO 9001:2015,

ISO 45001:2018 (OH&S) JDA/UDH

OfMice : E-65, Chitranjan Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone : +31 6377210064, 9414077379,
Website : www.tenmifesthouse.com
Emasll : team bdhead@gmail.com

Laboratory : G1-584, RICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222043,

Email : divector@teamtesthouse.com,

Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No/JULR  |500000719 Date : 30-06-2023
No. :
Issued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 10-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection |DG Set /CPP-II Date of Receipt: |23-06-2023
Date of 23-06-2023 to 28-06-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
8.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
4 Non Methane Hydrocarbon as HC 42 IS 5182 (Part 21) : 2001 100
[mg/Nim3] RA 2017
Motes :-
# The results listed refer only to the tested sample {s) & parameters (s}. Endersement of products is neither inferred nor implied,
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
adveriising media without our special permission in writing.
# The sampies will be destroyed after 15 days from the date of Issue of lest report unkass otherwlse specified.
j W«.q\ i
Senior Analyst R Epaimuen
Puran Msl Yogi {Report No: 500000719 )

500000719 | Printed on 30 June, 2023 12:15:25 pm
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&b TEAM TEST HOUSE 1Y)
== (Unit of Team Institute of Science & Technology Pvt. Ltd.) ol

Approved by Ministry of Environment and Forest, Governament of India as Environmental Laborstory

RSPFCB 150 9001:2018, ISO 14001:2015, ISO 45001:2018 {OH&S) IDA/UDH
Office : E-65, Chitrajan Marg, Laborsiory ; (G1-584, RINCO Industrial Area,
C-Scheme, Julpur - 302001, Rajasthan Sitwpura, Juipur - 301022, Rajasthan
Phoue : +91 6371210064, 9414077399, Phone : +91 $460222039, 9460222049,
Website : www.ieamtesthouse.coin Emzil : divectorid teamtesthonse.com,
Emal! : ieam.bdhesd@ gmail.com Email : marketinglzbi teamtesthouse.com

TEST REPORT
Report No/ULR  |TCB02523500000787 Date : 2207-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Deban Zinc Type of Unit ; Smelter
Smelter]
PO ; Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 08-07-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Induction Furnace Stack Date of Receipt: |11-07-2023
Date of 11-07-2023 1o 22-07-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of . Sample Collected [Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3} 36.11 IS 11255 {Part 1%:1985
Reaffirmed 2014

Notes -

# The results isted refer only o the tested sampls (s) & parameters (s). Endorsement of progucts is neither infermed nor implied.

# This report is not to ba raproduced whally or in part and can not be used evidence in the court of law and should not be used in any

advertislng media without cur special penmission in wiiting.
# The samples will ba deskroyed after 15 days from the date of issue of test report unless atharwise speciied.
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(i TEAM TEST HOUSE ey
(77 :

== (Unit of Team Institute of Science & Technology Pvt. Lid.)
Appruvel_l_l;iliu_i;?{-_\_- of Environment and Forest, Government of India as Enviroonmeatal L;hor};n;.r_\" o
RSPUB IS 9006 : 20185, 180r 140018:2015, IS0 45601: 2018 (OH&ES) JDA/UDH
Offlice : E-65, Chitvamjan Marg, Laberatory : G1-584, RIICO Indusiris] Aves,
C-Schene, Jaipur - 302001, Rajasthan Sitmpura, Jalpuy - 3026022, Rajasthan
Phone : +91 6377110064, 9414077379, Phone : +91 9460222039, 9460221049,
Website : www.teamtesthonse.com Ematil ; divecéor@ teamtesthousse.com,
Email : team.hdheads gmafi.com Email : marketinglab@ teamtesthouse.com
TEST REPORT
Report No/ULR | TCS502523500000786 Date : 22-07-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample / |Stack Emisston Level / Chemical Date of Sample 08-07-2023
Discipline : Collection/Monitori
ng:
Paint of Collection |Azex Furnace Date of Receipt: |11-07-2023
Date of 11-07-2023 to 22-07-2023 Sampiing Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of B Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample ;
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/iNm3) 29.56 IS 11255 (Part 1):1885
Reaffirmed 2014
Notes -
# The results listed refer only 1o the tested sample (s) & parameters {s). Endorsemaent of producls is neither inferred nor implied.
# This report is not to be reproduced whally or in parl and ¢an not be used evidence in the court of law and should not be used in any
advertising media without our special parmission in wriling.
# The sampies will be destroyed afler 15 days from the date of issua of test reporl unless otherwise specified.
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Senior Analys¥ %! 051 Authorized Signatory ¥
(Report No: TC502523500000796 )

TC502523500000796 | Printed on 22 July, 2023 03:12:52 pm 10f1
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s TEAM TEST HOUSE 2%

- (Unit of Team Institute of Science & Technology Pvi. Lid.)
Approved by Ministry of Environment and Forest, Government of india as Environmental Laboratory
RSPCB 180 9001120615, ISO 14001:2015, IS0 45001: 2018 (OHE&S) JDAJUH
Office : E.65, Chitranjan Marg, Laboratory : G1-584, RICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapurs, Jaipur - 302022, Rajasthan
Phone : 49k 6377210064, 9414877379, Phone : +91 9460222039, 9460222049,
Wehsite 1 www.leamtesthouse.com Ensall : divectori tenmtesthouse.com,
Email : team.bdbead@ gmall.com Email ; markelinglab@ teamtesthouse.com
TEST REPORT
Report NoJULR | TCE02623500000798 Date : 22-07-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan},
Type of sample / | Stack Emission Level / Chemical Date of Sample 08-07-2023
Discipline : Collection/Monitori
ng:
Point of Collection 1Slag Grinding & Zinc Melting Stack Date of Receipt :  §11-07-2023
Date of 11-07-2023 to 22-07.2023 Sampling Plan:  {I1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
SNo |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3] 24.32 IS 11255 (Part 1):1285
Reaffirmed 2014
Notes
# The results kisted refer only to the fesied sample (s) & paramelers (8). Endorsement of products is neither inferred nor implied.
[ This report is not to be reproduced wholly or in part and can not be used evidance in the court of law and should not be used in any
advertizsing media without our speciat permission in writing,
# The samplas will be destroyed after 15 days from the date of issue of test raport unless otherwiss specified,
P
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@ TEAM TEST HOUSE L ¥
| (Unif of Team Institute of Science & Technology Pvt. Ltd.) N

B e
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
RSPCH ISO 9001:2015, 154 14001:20185, IS0 45001:2018 (OH&S) . JDAATDH
Office ; E65, Chitranjar Marg, Laboratory : G1-584, RIICO Industrial Aven,
“Seheme, Jaipur - 302061, Rajastisan Sitapurs, Jaipoy - 302022, Rajasthan
Phone : +%1 62772100464, 9414077379, ) Phone : +91 9460222029, 9460222049,
Website : www.leamtesthouse.com Emall ; divector@ lcamtesibodse. com,
Emasil : feam.blieada gmall.com Email : marketinglabf teasniesthonse.com
TEST REPORT
Report No/ULR | TC502523500000801 Date: 22072023
No. :
issued To : M/S Hindusthan Zinc Limiled [Debari Zinc Type of Unit : Smelter
Smeiter]
PO Zinc Smelter, District Udaipur {Rajasthan},
Type of sample / |Stack Emission Level / Chemical Date of Sample  |08-07-2023
Discipline : Collection/Monitori
ng:
Point of Collection [MCTP Stack Date of Receipt: |11-07-2023
Date of 11-07-2023 to 22-07-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
8.No [Parameters Observed Value  |Tesling Protocol
1 Particulate matter [mg/Nm3] 2525 1S 11255 (Part 1):1985
Reaffirmed 2014
Motes -
# ‘The results ksted refer only to the lested sampla (s) & parameters {s). Endorsement of products is neither inferred nor impfied.
4 ‘This report is not 1o be reproduced whally or in part and can not be used evidence in the court of law and should not be used In any
advertising media without cur special permission in writing.
# The samples will be destrayed after 15 days from the date of Issue of teat report uniess ctherwise spacified.
p -
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{Report No: TC502523500000801 )
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TEAM TEST HOUSE

‘ " ) - - ' ” -

4-! (Unit of Team Institute of Science & Technology Pvt. Ltd.)

T Approved by Ministry of Ewviroument and Forest, Government of indin as Environmental Khn;inry
RSPCE 1SO 9001:2015, IS0 14001:2018,

180 45001:2018 (OH&S)

Office : E-65, Chliranjan Marg,
{-Schems, Jaipur - 362001, Relasthan
Phone ; +91 6377210064, 9414077379,
Wehsite : woww. tesmiesthouse.com
Emasil ; team.badbiesd(@ gmeil.com

Sitapura, Jaipur - 302022, Rajssthan
FPlong : +531 9460222039, 9460222049,
Email : directeri@ teamiesthouse.com,
Emall ; mavketinglabis teamtesthodse.com

TEST REPORT
Report No/JULR  |500000801 Date : 22-07-2023
No,:
Issued To : M/S Hindusthan Zinc Limited {Debart Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 08-07-2023
Discipline : Collection/Monitori
ng:
Point of Collection [MCTP Stack Date of Receipt:  {11-07-2023
Date of 11-07-2023 to 22-07-2023 Sampling Pilan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quandity of - Sample Collected [Vimal Kumar Yadav
Sample By
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
2 Lead [mg/Nma3] 0.05 USEPA method 29

Notes :-

# The results keled refer only to the tested sampie (s) & parameters (s). Endorsamant of products is nelther inferrad nor implied.

# This report is not 10 be reproduced wholly of in pari and can not be used evidente in the court of law and should not be used in any

atvertising media without our spacial permission in writing.
# The samples will be destroyed after 15 days from the date of issup of test repont uniess atherwise specified.
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A @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

o Approved by M}nhn‘}"};f Environment and Forest, Government of India a3 Environmental Lahoratory

RSPCB SO %001:2015, ISO 14001:2015, B ISO 45001:2018 (OH&S) JDA/UDH
Ofilice : E-65, Chitran]an Marg, Laboratory ; G1-584, RIICO Industrial Aven,
C-Scheme, Jalpur - 302001, Rajasthan Sttapura, Jaipur - 302012, Rajasthan
Phome : +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emafl : director@teamtesthounse.com,
Email ; team.bdhead@gmail.com Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No./JULR  |2350000085¢ Date : 24-08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smelter]
PQ : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 18-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Induction Furnace Stack Date of Recelpt : |21-08-2023
Date of 21-08-2023 to 24-08-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit’s Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3] 38.33 IS 11255 {Part 1):1985
Reaffirmed 2014

Motes -

# The results lisled refer only to the tested sample (s) & parameters {8). Endorsement of products is neither inferred nor implied.

# This raport is not fo be reproduced whally or in part and can not be used evidence in the court of law and should not be used in any

advertising media without our special permission in writing,
# The samples will be destroyed after 15 days from the date of issue of test repor unless otherwise spacified.
_ ~
() [ avires ‘
Senior Analyst Authoribrd s@m&.@al Yogl

(Report No: 235000008589 )

23500000859 | Printed on 24 August, 2023 02:00:57 pm 10of1
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:ﬁ) TEAM TEST HOUSE

o (Unit of Team Institute of Science & Technology Pvt. Lid.)
Approved by Ministry of Envirenment and Forest, Government of India as Environnental Laboratory
RSPUB 1SO 900 1:2015, SO 14001:2615, 150 45001:2018 {OH&N) JBA/UDH
Oflice : E-65, Chifeanjan Marg, Laberstory : G1-584, RIIC'O Industrial Aven,
C-Scheme, Jaipur - 362001, Rajasthan Sitapura, Jaipur - 302622, Rajasthan
Phone : +91 6377218064, 9414077379, Phone : =91 2450222039, 9460222049,
Wehsite : wanieamtesthouse.com Email : divectora temmtesthowse.com,
Email ¢ team.bdhead gmail.com Emall : marketinglubia teamlesthouse.com
TEST REPORT
Report No./JULR 23500000860 Date : 06-09-2023
No. :
issued To : MIS Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emission Level / Chamical Date of Sample 16-08-2023
Discipline : Coilection/Monitori
ng:
Point of Collection {Azex Furnace Date of Receipt : 121-08-2023
Date of 24-08-2023 to 01-09-2023 Sampling Plan: IS 11255:2008({Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By .
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No [Parameters Observed Value  |Testing Profocol
1 Particulate matter [mg/Nm3] 25.63 IS 11255 {Part 1):1985
Reaffirmed 2014
Notes -
# Tha results listed refer only lo the tested sample (s) & parameters (s). Endorsament of products is neither inferred nor implied.
# This repart is not to be repreduced whelly or in parl and can not be used evidence in the courl of law and should not be used in any
advertising media without our special parmission In wriling.
# The samples will bs desiroyed after 15 days from the date of issue of test report unless otherwise specified.
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L @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment »nd Forest, Government of lndin as Environmental Laboratory

RSPCB IS0 QGM'EG!E, . _Eg,iiﬁf?} E_Z_{!l;‘;, _ 150 45001:2018 (OH&S) = JDA/UDH
Ofllice : E-65, L‘tj&mtjnn Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Schieme, Jaipur - 302001, Ra]asthan Sitepurs, Jalpur - 302022, Rajasihan
Phone : 491 6377210064, 9414077379, Phone : 491 94560222039, 9450222049,
Website : www.teamtesthouse.com Email : divector@teamtesthouse.com,
Emall : team bdhead@gmail.com Esall : marketinglab@ieamtesibouse.com

TEST REPORT
Report No./JULR  |23500000858 Date 24-08-2023
No. :
Issued To : M7S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Stelter
Smelter]
PO : Zinc Smelier, District Udaipur {Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 18-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Zine Meliing & Stag Grinding Stack Date of Receipt: [21-08-2023
Date of 21-08-2023 to 24-08-2023 Sampling Plan:  [IS 11255:2008{Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
jrepresentative : Sample :
RESULTS
SNo |Parameters Observed Value  |Testing Protocol
1 Patticulate matter [ng/Nm3] 32.52 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes -
# The resulls listed refer only to the tested sample (s) & parameters (s). Endorsement of producls is neither inferred nor implied.
# This report is not to be reproduced wholly of in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special parmission in writing.
4 The sampies will be destroyed after 15 days from the date of issue of test report unless atherwise specified.
£
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Senior Analyst fel Author‘ugaéiagqalptyn! Yﬁgi
(Report No: 23500000858)
23500000858 | Printed on 24 August, 2023 01:59:02 pm 10f1
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ﬂ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Ltd.)

Approved by Ministry of Environptent and Forest, Government of indis as Environmental Laboratory

RSPCB I8Q 9001:2015, SO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phome : 491 6377210064, 9414077379, Phone : +91 5460222039, 9460222049,
Website : www.leamiesthouse.com Email : director@iesmtestkouse.com,
Fomall : team bdbead@gmall.com Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No./ULR  |23500000857 Date : 24.08-2023
No.:
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chernical Date of Sample 18-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |MCTP Stack Date of Receipt: |21-08-2023
Date of 21-08-2023 to 24-08-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quaniity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value | Testing Protocol
1 Particulate matter [mg/Nm3] 29.08 1S 11255 (Part 1):1985
Reaffirmed 2014
Naotas -
# The results listad refer only to the tested sample (s) & p tars {3). Endor t of products is neither inferred nor implied.
# This repart is not o be reproduced whally or in part and ean not be used evidence in the tourt of law and should not be used in any
advertising tnedia without our spacial permisslon in writing.
# “I'he sampies will be destroyed after 15 days from the dale of issue of test reporl unless otherwise specifiod,
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(Report No: 23500000857 }
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\‘@ TEAM TEST HOUSE
: (Unit of Team Institute of Science & Technology Pvt. Ltd.)

L

Approved by Ministry of Eavironment and Forest, Government of Indis as Environmental Laboratory

RSPCB 18O 90012615, 1SO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-6S, Chitranjan Marg, Laboratory : Gi-584, RIICO Indusirial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phore : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460212049,
Website ; www.leamlesthouse.com Emall : director@teamiesthouse.com,
Emall ; (cam.bdhead@gmail.com Emalil : marketinglab@teamiesthouse.com

TEST REPORT
Report No./JULR  |500000857 Date : 24-08-2023
No. :
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 18-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |MCTP Stack Date of Receipt :  |21-08-2023
Daie of 21-08-2023 to 24-08-2023 Sampling Plan : IS 11255:2008(Part 3}RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
2 Lead [mg/Nm3] 0.11 USEPA method 29

Notes -

# The resuits listed refer only to the tested sample (s} & paramelers (s). Endorsament of products is neither inferred nor implied.

# This report is not to be repreduced wholly or in part and can not be used evidence in the court of law and shouid not be used in any

advertising media withou?! our speclal parmission in writing.
# The samples will be destroyed after 14 days from the date of issue of lest report unless otherwise specified.
o
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Eavironment and Fﬂrest Cov sverament of Iadia as Epvironmentsl Laboratory

RSPC ‘B

1SO 9005:2015,

Office : E-65, (‘htlrnjﬁ Marg,
C-Scheme, Jalpur - 302001, Rajasthsn
Phone : +91 6377210064, 94145077379,

Websjte :

wiww teamtesthouse.com

Emall : team.bdheadw gmail.com

150 14001:2018,

IS0 45001 2018 (OH&S) JDAA'DH
Lahuramry G1-584, RIICO Industrial Ares,
Sitapuira, Jaipur - 302022, Rajasthan
Phone : +31 9460221039, 9460222049,

Email : divectora teamtesthouse.com,
Emasil : marketuglabgr teanvesthouse.com

TEST REPORT
Report No./ULR (23500000855 Date : 06-08-2023
No. :
Issued Yo : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smeltar
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan},
Type of sampla/ |Stack Emission Level / Chemicat Date of Sample 14-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |DG Set /CPP-1 Date of Receipt : |21-08-2023
Date of 21-08-2023 to 01-09-2023 Sampling Plan : IS 11255:2008(Part 2)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Gondition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Particulate matter [mg/Nm3] 49.53 IS 11255 (Part 1):1985 75
Reaffirmed 2014
2 Oxide of Nitrogen [mg/Nm3] 351 IS 11255 (Part 7) 11985 710 ppmy
Redffirmed 2012
3 Carbon monoxide fmg/Nm3) 128 instruction Manual Kane 150
900 Plus
Notes -
# Tha resulls listec refar only lo the tested sample (s) & parameters (s}. Endorsemant of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence In the courl of iaw and should not be used in any
advortising media without cur special permission in writing,
# The samples will be destroyed afier 15 days from the date of issue of test report unless otherwise specified.
(g
.-:::— s I) -4 ! '\tftq’ f
Senlor Analyst Authorized Signatory

(Report No: 23500000855 }

23500000855 | Printad on (06 September, 2023 05:15:29 pm
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w ) TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Enviroumental Laboratory

RSPCB
Olfice : E-65, Chifranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phkone : +91 63772168064, 2414077379,
Websile ; www.tenmiesthouse. com
Email : team.bdheadia gmnil.com

IS0 9001:2015,

ISO 14001 1201 S,

180 45001 :2018 (OH&S)

» JBAUDH
Laboratory : G1-584, RIICO Tudustrial Area,
Sltapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : directos@ tenmtesthouse.com,

Email : markefinglab@ tenmtesthouse.com

TEST REPORT

Report NoJULR  |500000855 Date : 06-09-2023
No. :
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smaelter

Smelter]

PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Date of Sample 14-08-2023
Discipline : Collection/Monitori

ng :

Paoint of Collection |DG Set /CPP-1 Date of Receipt: |21-08-2023

Date of

21-08-2023 to 01-09-2023 Sampling Plan : 1S 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Vaiue |Tesling Protocol Limits as per
Environment
protection rules,
1986
4 Non Methane Hydrocarbon as HC 41 IS 5182 (Part 21) : 2001 100
[mg/Nm3] RA 2017
Notes -
# The results listed refer only to the 1ested sample (8} & parameters (s). End of produtts is neither mfarred nor implkied.
# This report is not to be reproduced wholly or in part and can not ba used evidence in the courf of law and shauld not be used in any
advertising media without our Special permission in writing.
# The samples will be destroyed afier 15 days from the date of issue of test report unlass otherwise specified.
>
=0 ad Koy
SBHGHARaTySt AL!thé‘rszed Signatory

{Report No: 500000855 }

500000855 | Printed on 06 Septembar, 2023 05:15:29 pm
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(.?-.) TEAM TEST HOUSE
= (Unit of Team Institute of Science & T echnology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Goveroment of Indis as Environments] Laboratery
__RSPCB ISO 9001:2015, 150 14001:2018, 150 45001:2018 (OH&S) JDAARDH
Office ; E-65, Chitre -.n;m \Inrg, ' © Laboratory : G1.8 RIIC '
C-Scheme, Jaipur - 302001, Rejasihan tapurs, Jai oy o e

Sitapurs, Jaipuy - 302022, Rajastha
Phene : +91 6377210064, 9414077379, Phone : 40t ;’460222039. 94605;;204!;
Wehsite : wow.teamtesthouse.com :

_ Emalf : director(@ teamtesthouse.com,
Emall : team.bihead’s gmsil.com Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report NoJULR  |23500000856 Dale : 06-08-2023
No.:
Issued To : M!S Hindusthan Zinc Limited [Debar Zinc Type of Unit : Smelter
Smelter]
PO : Zing Smelter, District Udaipur {Rajasthan),
Type of sample / {Stack Emission Level / Chemical Date of Sample 14-08-2023
Discipline : Collection/Monitori
ng:
Paint of Collection |DG Set /CPP-I Date of Receipt: 121-08-2023
Date of 21-08-2023 o 01-09-2023 Sampling Plan ; IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Particulate matter {mg/Nm3] 54.51 IS 11255 (Part 1):1985 75
Reaffirmed 2014
2 Oxide of Nitragen {mg/Nm3] 355 IS 11255 (Part7):1985 710 ppmv
Redffirmed 2012
3 Carbon monoxide [mg/Nm3] 135 Instruction Manual Kane 150
800 Plus
Notes -
# The results listed refer only to the tested sample {s) & parameters {s). Enderaement of products is neither inferred nor impliad,
# This report is not (o be reproduced whe!ry arin parl and can not be used evidence in the court of law and should not be used in any
advertising media with our sp [ {ssion in wiiting,
# The samples will be desiroyed after 15 days from the dale of issue of test report unless otherwise spacified.

e i
Senior Anaiyst Adfhorized Sigriatory
(Report No: 23500000856 )

23500000856 | Printed on 06 Seplember, 2023 05:14:23 pm jof2
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RSPCB 150 200§:2015,

TEAM TEST HOUSE

IS0 14001:2015,

(Unit of Team Institute ({f Science & Tttlmu!m,:i' Pyt Ltd. L)

\ppro! ed | by Ministry of Envirenment and Forest, Government t of India as Environmental l.slmratorg
150 48001:2018 (OH&S)

JDAADH

Office @ E-65, Chitranjan Marg,

C-Scheme, Juipur - 302001, Rajasthan
Phone : +31 63TTLL0064, 9414077379,
Website : waw.leamiesthouse.com
Emall : team.bdheada gmail.com

Laboratory @ G1-584, RUCO ladusteial Area,
Sitapurs, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 3460222049,

Emazil : director(a teamiesthouse.com,

Email ; marketinglab@ teamitesthouse.com

TEST REPORT
Report NoJJULR  |500000856 Date ; 06-09-2023
No. :
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 14-08-2023
Discipline : Coliection/Monitori
ng:
Point of Collection |DG Set /[CPP-I Date of Receipt: |21-08-2023
Date of 21-08-2023 to 01-09-2023 Sampling Plan : IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
proiection rulas,
1986
4 Non Methane Hydrocarbon as HC 44 IS 5182 (Part 21) : 2001 100
[mg/Nm3] RA 2017
Natas :»
# The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is neither infarred nor inpliad.
¥ This report is not to be reproduced wholly or in parl and can not bs used avidenca In the court of law and should not be used In any
advertising madia without our spectal parmisgion in writing.
# The samples will ke destroyed after 15 days frem the date of issue of test report unless otherwise spacifiod.
2
_‘_'_c:' " \mi / 1\;1?(}5—-
Senior Analyst Authotized Signatory

{Report No: 500000856 )

500000856 | Printed on 06 September, 2023 05:14:23 pm
This is comnuter aeppratand rennrk
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Lid.)

Approved by Ministry of Environment and Forest, Governmest of Indis as Environmental Laborztory

RSPOB IS0 9001:2015, SO 140601:2015, 1SO 45081:2018 (OH&S) JDA/UDH
Office 1 E-65, Chitrsnjan Msrg, Laborstory : G1-884, RINCO Indusérisl Avea,
C-Scheme, Jaipur - 302001, Rajasthan Sitapurs, Jaipur - 302022, Rajasthan
Phone ; +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,

Website : www.teamiesthouse.com Email ; director@ teamtesthouse.com,
Email : team.bdhead/a gmail.com Ewmail : marketinglab@ teamtesthuuse.com

TEST REPORT

Report No./ULR  |23500000885 Date : 04-10-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zing Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample  [21-08-2023
Disclpline : Collection/Monitori
ng:
Point of Collection |Induction Furnace Stack Date of Receipt: |25-09-2023
Date of 25-08-2023 to 04-10-2023 Sampling Plan ; IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |kishan murari
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protoco!
1 Particulate matter [mg/Nm3] 18.74 IS 11258 (Part 1);1985
Reaffirmed 2014

Notes -

# The resulls fisted rafer only to the lested sample {3) & parameters {s). Endorsement of producis is neither inferred nor implied.

# This report is nat to be reprodused wholly or in part and can not be used evidence in the courl of law and should not be used In any

adverlising medla without our spaclal parmission in writing.
# The samples will be destroyed after 15 days from the date of Issue of tast raport unless otherwise spacified.
P
ﬁsgeﬁg }wng”“
SR T e e , o wi Yoo
Senior Anglyst*- Authnrn:ed‘glgn%ry
(Report No: 23500000285 )
23500000985 | Printad on 04 Qctober, 2023 05:07:13 pm 1of1
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@il TEAM TEST HOUSE

ot {Unit of Team Institute of Science & Technology Pvt. Lid.)
-.r\,iipﬂl\ ed by f\ii-l;i_ht_l‘.\ of Envivoument and Forest, Government of India as Environmental ]_.:z.iml'ulnl'} )
RSB 150 S601: 2015, 150 14001:2015, IS0 45001:2018 (OH&S) JDANATIH
ifice 1 E-65, Chitrapjan farg, Laborstory ; £:1-584, REVCO Yodustrial Area,
C-Scheme, Jaipur - 382001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emall : directore teamiesthonse.com,
Emall ; teann.bdbheads gmail.com Email - marketinglabie teamtesthonse.com
TEST REPORT
Report NoJULR  |23500000986 Date : 04-10-2023
No.:
Issued To : M/S Hindusthan Zing Limited {Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample 21-08-2023
Disclpline : Collection/Monitori
ng :
Point of Collection |Azex Furnace Date of Receipt : |25-09-2023
Date of 25-09-2023 to 04-10-2023 Sampling Pian : 1S 11255:2008{(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |kishan murari
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Particulate matter [rng/Nm3] 30.28 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes =~
# Tie resulis isted refer only te 1he tesled sample (s} & parametars (5) Endorsemant of products is neither inlerred nor implied.
i This report is not 1o be reproduced wholly or in part and can nof be used svidance In the court of [aw and shoukl not be used in any
arlvertising media without our special permission n wriling.
# The samplos will ba desiroyed afiar 15 days from the date of issue of test repon unless otherwise specified.

2
Sunil-Kumar [ regEa—
Senior Analyst Authorized Signatdly ~ '’
(Report No: 23500000886 )

23500000986 | Printed on 04 October, 2023 05:07:51 pm 1of1
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TEAM TEST HOUSE
(Unit of Team Institute {sf Science & Techm)logv Pvr. Lid. )

Approved by Ministry of Eavi ironment and i i-oi*e«st, Govarpnent of India as Emimnmentai Lahnramn

RSPCB

150 9061:2015, IS0 14001:2015,

Office : E-65, Chitranjan Marg,

IS0 45001: 2018 (OH&S)

e

JDAMTDH

C-Bcheme, Jaipue - 302003, Rajasthan

Phooe :

+91 6377210064

. 9414077379,

Website : waw. teamiesthonse.com
Email : team.bdheada gmail.com

Laborziory : G1-584, RIECO Indosizial Ares,

Sitapurs, Jaipar - 302022, Rajasthan
Phose : +91 2460222039, 9460222049,
Email : divectora teamtesthouse.cnm,
Email : marketinglab/ teamtesthouse.com

TEST REPORT

Report No/JULR  [23500000984 Date : 04-10-2023
No. :
Issued To: M/S Hindusthan Zinc Limited [Debari Zine Type of Unit Smeller

Smeiter]

PO ; Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample 22-08-2023
Discipline : Collection/Monitori

ng:

Point of Collection |Zinc Melting & Stag Grinding Stack Date of Receipt :  |25-09-2023

Date of

265-09.2023 to 04-10-2023 Sampling Plan : 1S 11255:2008{Part 3)RA
Test/Analysis 2018
Quantity of - Sample Collected |kishan murari
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 Particulate matter [mg/Nm3] 16.26 IS 11255 (Part 1):1985
Reaffirmed 2014
Noles -
# The results Usted refer only to the tested sample (s} & paramelers {s). Endorsement of products is neither inferred nor implied.
# This repert is not to be reproduced wholly ar in part and can not be used evidence in the court of law and should nat be used in any
advertising media without our special permission in writing
# The samples will be destroyed after 15 days from the date of issue of lest report uniess otherwise specified
o
by T W‘ﬁ" R
3u mar plirad Mal Yogi
Samor nalys ma Authorized Signatory

(Report No: 23500000984 )

23500000984 | Printed on 04 October, 2023 05:06:40 pm
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10of1




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Ltd.)

Approved by Binistry of Environment and Forest, Government of India as Environmental Labovatory

RSPUB 150 5001 :2015,

IS 14001:2018,

ISO 45001:2018 (OH&S)

Office ; E-65, Chitranjan Marg,
C-Scheme, Juipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Webslte : www.teamtesthouse.com
Esnail ; tesm.biheadis gmail.com

TEST REPORT

Laboratory : G1-584, RIICO Industrisl Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : directordd teamtesthouse.com,

Email : marketinglab@ teamiesthouse.com

JDAUDH

Report No. 500001052 Date : 05-10-2023
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smeller
Smeliter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Stack Emission Level / Chemical Pate of Sample 22-098-2023
Discipline : Collection/Monitori
ng:
Paoint of Collection | MCTP Stack Date of Receipt: |25-08-2023
Date of 25-09-2023 Sampling Plan: |15 11255.2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Krishan murari
Sample : By :
Unit's Ms. Neha Mahashwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value
1 Particulate matter [mg/Nm3]
Shutdown
2 Lead [mg/Nm3]
Noles :-
# The results listed refer only 1o the tested sample (s) & parameters {s). Endorsement of products is neither inferred nor impiwed.
# This report is not to be reproduced wheoily or in part and can not be used evidence In the cour of law and should not be used in any
advertising metlia without our special permisslon In writing,
# The sampies will be desiroyed after 15 days from the date of issue of lest raport unless olherwise specified.
o Y Lo )
mar f ;Qﬁ %’“ )
Senjor Analyst u'ffxon d gtomgl

{Report No: 500001052)

23500000857 | Printed on 09 October, 2023 10:21:51 am

This is computer aenerated raport.
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TEAM TEST HOUSE

flannx ——@

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

_RSPCB____
Office : E-65, Chitranjan Marg,

Approved by Alinistry of Environment snd Forest, Goverament of India as Environmental Laboratory

150 ‘)lllll:ZtHjS._

C-5cheme, Jaipur - 302001, Rajasthan
Phonre : +91 6377210064, 9414077379,

Website :

www.teamtesthuuse.com

Email : team.bdherdia gimail.com

AL s L

SO J5001:2088 (OH&S) JDMJ_D_H
Eaboratory : G1-884, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9466222039, 9460222049,

Email : director@ teamtesthouse.com,
Emall @ marketinglab@ teamfesthouse.com

A}

Stmiekeumar

TEST REPORT
Report No/ULR | TC502523200000854 Date : 28-04-2023
No. !
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / Liquid Effluents / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |ETP Outlet Date of Receipt :  {14-04-2023
i)ate of 14-04-2023 to 28-04-2023 Sampling Plan : APHA 2017 : 1060
Test/Analysis :
Quantity of 2 ltr. Sample Collacted {Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No {Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/l] 8 APHA.2017.2540-D 100
2 Biochemical Oxygen Demand (BOD) [mg/l] |9.67 APHA 2017:5210-B 30
3 Chloride as CI [mg/l] 7285 APHA 2017 :4500-Cl-8 |-
4 Chemical Oxygen Demand (COD) [mg/l) £6.74 APHA:2017 : 5220-C 250
5 Cyanide [mgfl] Less than 0.05 |APHA 2017:4500-CND |0.2
6 Fluoride {mg/l) 1.0 APHA:2017 : 4500-F-C 2.0
7 pH 7.46 APHA:2017 : 4500 H+B 5.5-9.0
8 Sulphide as S [mgf] BDE(<0.1) APHA, 2017 ; 4500-S2-F |2
9 Cadmium [mgi] BDL(<0.001) APHA :2017 :3111-B 2.0
10 Copper fmg/l] 0.11 APHA 2017 :3111-B 3.0
11 Iron [mg/]] 0.08 APHA :2017 :3111-B 3.0
12 Lead [mg/i] BDL(<0.01) APHA :2017 :3111-B 0.1
13 Nicke! [mg/] 0.08 APHA :2017 :3111-B 3.0
14 Zinc [mgh] 0.07 APHA 12017 :3111-B 5.0
15 Oil & Grease [mg/l] 3 APHA 2017 : 5520 B 10
Notes -
# The results §sted refer only to the teated sample (s} & paramstars (£), Endorsement of products Ia maither inferred nor lmphied.
# This report Is not to be reprodused whelly or in part and can not be used evidence in the court of law and shouid not be used In any
advertising media withcut our special parmission in writing.
# The samples will be destroyed after 15 days from the dste of issue of test report unless otherwise epecifled,

Authorized Signatory
(Report No: TC502523200000854 }

TC502523200000854 | Printed on 28 April, 2023 10:44:22 am

This s rnmntaer drnerated enort
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N TEAM TEST HOUSE e “}
(Unit of Team Institute of Science & T. echneology Pvi. Lid.,) \;%“"’”'{g

FLA028

Approved by Ministry of Environment and Forest, Government of Indis as Environmentsl Laboratery

RSPCB ISO %001:2015, IS0 14001:2015, ISO 45001:2018 (OH&S) JDMUDH_
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sispura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Webslte : www.teamtesthonse.com Email ; direclor@teamtesthouse.com,
Emall ; team.bdhead@gmall.com Emall : marketinglab@icamtesthouse.com

TEST REPORT
Report No./ULR  |TC502523200001118 Date : 06-06-2023
No. :
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Liguid Effluents / Chemical Date of Sample  |20-05-2023
Discipline : Collection/Monitori
ng:
Point of Collection |ETP OQutlet Date of Recelpt: |20-05-2023
Date of 20-05-2023 to 06-06-2023 Sampling Plan:  |APHA 2017 ; 1060
Test/Analysis :
Quantity of 2 itr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/f] 20 APHA.2017:2540-D 100
2 Biochemical Oxygen Demand (BOD) [mgfl] [10 APHA 2017:5210-B 30
3 Chioride as Cl [mg/l] 1165.6 APHA 2017 :4500-Ci-B |-
4 Chemical Oxygen Demand (COD) [mgf 75.26 APHA:2017 . 5220-C 250
5 Cyanide [mg/l] Less than 0.05 |APHA 2017 :4500-CND (0.2
6 Fluoride [mg/Y 1.22 APHA:2017 : 4500-F-C 20
7 pH 7.82 APHA:2017 : 4500 H+B 55-9.0
8 Sulphide as S [mg/l} BDL{<0.1) APHA. 2017 : 4500-52-F |2
g Cadmium [mg/) BDL{<0.001) APHA :2017 :3111-B 2.0
10 Copper [mgfl]} 0.06 APHA :2017 :3111-B 3.0
11 lron [mg/l] 0.13 APHA 2017 :3111-B 3.0
12 Lead [mgf] BDL(<0.01) APHA :2017 :3111-B 0.1
13 Nickel [mg/l] 0.06 APHA :2017 :3111-B 3.0
14 Zinc [mg/l] 0.05 APHA :2017 :3111-B 5.0
15 Oil & Grease [mg/l] 3 APHA 2017 ; 5520 B 10
Notes -
# The resulls listed rafer only to the tested sample {s} & parameters (s}, Endorsement of products is neither inferred nor implied.
# This raport is not to ba reproduced wholly or in part and can not be used evidence In the court of law and should not be used in any
advertising media without our special permission In writing.
# The samples will be destroyed after 15 days from the date of issus of fest report uniess otherwise specifled,

= \.!. !
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SéajonAnalysfs L1111 Authorized Sigpalepy ™
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TC502523200001118 | Printed on 06 June, 2023 10:57:51 am 1of1
This is eomnnter nenerated renort




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Apgirowd by Mimistry of Environment and Forest, Government of India as Environmental Laboratory

RSPCB ISO %901:2015, *_[§_0 14001:2015, IS0 45001:2018 (OHLS) JDA/UDH
Offlice : E-65, Chitranjan Marg, Laboratory : G1-584, RIXCO Industrial Ares,
C-Scheme, Jalpur - 302001, Rajasthan Sliapurs, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.leamiesthonse.com Email ; divector@icamiesthouse.com,
Emall : team.bdhecad@gmail.com Emall : marketinglab@leamtesthouse.com

TEST REPORT
Report NoJULR  [TC502523200001747 Date : 08-07-2023
No.:
Issued Te: M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Liquid Effluents / Chemica) Date of Sample  |20-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection {ETP Outlet Date of Receipt:  |22-06-2023
Date of 22-06-2023 to 08-07-2023 Sampling Plan: |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 ir. Sample Collected |Vimail Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Caondition of Fit for testing
representative : Sample :
RESULTS
S.N¢ |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids fmg/l] 6 APHA.2017:2540-D 100
2 Blochemical Oxygen Demand (BOD) img/l] |4.75 APHA 2017:5210-B 30
3 Chloride as Cl [mg/l] 909.29 APHA 2017 :4500-Cl-B |-
4 Chemical Oxygen Demand {COD) [mg/l} 18.3 APHA:2017 : 5220-C 250
5 Cyanide [mg/l] Less than 0.05 |APHA 2017 :4500-CND |0.2
6 Fluoride {mg/ 1.03 APHA:2017 : 4500-F-C 2.0
7 pH 7.39 APHA:2017 ; 4500 H+B 55-9.0
8 Sulphide as S Img/] BDL {<0.1) APHA. 2017 : 4500-82-F 2
] Cadmium [mg/l] BDL(<0.001) APHA 2017 :3111-B 2.0
10 Copper [mg/i] 0.04 APHA :2017 :3111-B 3.0
11 tron [mgfl] 0.06 APHA :2017 :3111-B 3.0
12 Lead [mgf] BDL{<0.01) APHA :2017 :3111-B 0.1
13 Nickel [mg/l] 0.11 APHA :2017 :3111-B 3.0
14 Zinc [mgfl] 0.02 APHA 2017 :3111-8 5.0
15 Oil & Grease [mg/l] 2 APHA 2017 : 5520 B 10
Noles i«
# The resulis listed refer only fo the tested sampls (s} & paramelers (). Endorsement of products is neither inferred nor Implied.
# This report is not to be reproduced wholly or in part and can not ba used evidence In the court of l2aw and should not be used in any
advertising media without our spetial permission in writing,
# The samples wil be destroyed after 15 days from the date of issue of test report unless otherwise specified,
fk:. ,
Qrﬁ}g;’:": "‘"""‘S""i'lp HmMar ] Y
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Sorkr Avanet DB ghaon

{Repori No: TC502523200001747 )
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“(@ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Lid.)

Approved by Ministry of Environment and Forest, Goveroment of India as Environmental Laboratory

RSPCEB 1._%_()__93_91_:;0_!5.
Office ; E-65, Chitranjan Marg,
C-Scheme, Jaipur - 362001, Rajasthan
Phone : +2§ 6377210064, 2414877379,
Website : www.feamiesthonse.com
Ewmall : team.bdhead@ gmail.com

IS0 14001:2015,

IS0 45001:2018 (OH&S) JDA/UDH

Laboratory : G1-584, RIICO Indastrial Arves,
Sitapura, Jaipur - 302021, Rajasthan

Phone : +91 9460222039, 9450122049,

Email : divectorg teamtesthouse.com,

Email : marketinglabf teamtesthouse.com

TEST REPORT

Report No/ULR  |23200001884 Date : 01-08-2023
No. :
lssued To ; M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smetter

Smelter]

PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  [Liguid Efjuents / Chemical Date of Sample 0B-07-2023
Discipline : Ccllection/Monitori

ng:

Point of Collection |ETP Outlet Date of Recelpt: | 11-07-2023

Date of

11-07-2023 to 01-08-2023 Sampling Plan: |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 Hr. Sample Colletied |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample ;
RESULTS
S.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/i] 15 APHA.2017:2540-D 100
2 Biochemical Oxygen Demand {(BOD) [mg/fl] (B.29 APHA 2017:5210-B 30
3 Chloride as Cl [mg/l] 641,29 APHA 2017 :4500-Cl-8 |-
4 Chemical Oxygen Demand (COD) fmg#] 87.58 APHA:2017 : 5220-C 250
5 Cyanide [mgfl] Less than 0.05 |APHA 2017 :4500-CND (0.2
8 Fluoride [mg/l} 1.24 APHA:2017 : 4500-F-C 2.0
7 pH 7.56 APHA:2017 : 4500 H+B 55-90
8 Sulphide as 8 [mgfi] BDL(<0.1) APHA. 2017 : 4500-82-F |2
g Cadmium Img/l] BDI.{<0.001) APHA :2017 :3111-B 2.0
10  |Copper [mofi] 0.03 APHA 12017 :3111-B 30
11 Iron [mgA} 0.13 APHA :2017 :3111-B 3.0
12 Lead [mgfl] BDL(<0.01) APHA :2017 :3111-B 0.1
13 |Nickel [mg/l] 0.06 APHA :2017 :3111-B 3.0
14 Zinc [mgfl} 0.15 APHA 2017 :3111-B 50
15 Qil & Grease [mg/l] 3 APHA 2017 : 5520 B 10
Notes -
# Fhe resulls fisted refer only ta the tested semple {s) & paramaters (s). Endorsement of products is neither inferred nor implled.
# This report is not to be reproduced whally or in part and ¢can not be used evidence In the court of lew and should not be used In any
arvarliging mediz without our special pertnission In writing,
# The samples will be destroyed after 15 days from the date of Issue of test repart uniess otherwise specified.
e U ReasiAi
Senior Analyst tﬂtﬂlfﬁr&z’e&ﬂ?ﬁm "

(Report No; 23200001884 )
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@ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pwt. Ltd,)

e e e B e b R S -— .._-__..-‘_-..___«....;.._-..- e i o s S

.h.pm‘uwd by v Ministry v of Environment and Farest Government of Indis #» Environmental Laboratory

RSPCB IS0 900] 2018, ISO 14001:2015, ISO 45001:2018 (OH&:S) JRAATDH
Office : E-68, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
{"‘—-i%u:“#\m Jalpar - 302001, Rajnsthan Sitapura, Jaipur - 302022, Rajasthan

Phone : +31 6377210064, S’tﬁlf DT1378, Phone : +91 9460222039, 9460222049,
e : www.teamtesthonse.com Emall : direcior@teamtesthouse.com,

Emall : team bdhead@gmail.com rketinglab@teamiesthouse.com
TEST REPORT
Report No/JULR  |23200002443 Date : 01-09-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Liquid Effluents / Chemical Date of Sample 19-08-2023
Discipline : Collection/Monitori
ng:
Paint of Collection | ETP Qutlet Date of Receipt: |21-08-2023
Date of 21-08-2023 to 01-09-2023 Sampling Plan: | APHA 2017 : 1060
Test/Analysis :
Quantity of 2 Itr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |[Parameters Observed Value | Testing Protocol Limits as per
Envirgnment
protection rules,
1986
1 Total Suspended Solids [mg/] 21 APHA . 2017:2540-D 100
2 Biochemical Oxygen Demand (BOD) [mgfi] 19.5 APHA 2017:5210-B 30
3 Chloride as Ci [mgfl] 589.25 APHA 2017 : 4500-CI- B -
4 Chemical Oxygen Demand {COD) [mg/l} 72.5 APHA:2017 : 5220-C 250
5 Cyanide [mgfl] Less than 0.05 |APHA 2017 :4500-CND 0.2
6 Fluoride [mgfl) 1.35 APHA;2017 : 4500-F-C 20
7 pH 7.42 APHA:2017 ;. 4500 H+B 55-9.0
8 Sulphide as S [mg/l] BDL(<0.1) APHA. 2017 : 4500-52-F 2
9 Cadmium [mg/i] BDL(<0.001) APHA :2017 :3111-B 2.0
10 Copper [mgf] 0.04 APHA 2017 :3111-B 3.0
11 Iron [mgfl] 0.10 APHA :2017 :3111-B 3.0
12 Lead [mo#] BDL(<0.01) APHA ;2017 :3111-B 0.1
13 Nickel [mg/] 0.05 APHA :2017 :3111-B 3.0
14 Zinc [mgfl} 0.19 APHA 12017 :3111-B 5.0
15 Oil & Grease [mg/l] 3 APHA 2017 : 5520 B 10
Notes :-
# The resufts listed refer only to the tested sample (s) & parameters (s). Endorsement of products is nelther inferred nor implled.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our speclal permission in writing.
# The samples will be destroyed afier 15 days from the date of issue of test report unless otherwise specified,
——
Senior Analyst~ . . Authonzgd ignatory .
(Report No: 23200002443 ¥
23200001884 | Printed on 01 September, 2023 04:06:06 pm 10f1
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TEAM TEST HOUSE

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
JDA/UDH

B 150 2001:2015,

IS0 14001:2015,

Office : E-65, Chifeagjan Marg,
C-Schemse, Jaipur - 302001, Rajosthan
Phone : 491 6377210064, 9414877379,
Webaite : www.testitesthouse.com
Email : team.bidheadir ganall.com

IS0 45001:2018 (OH&S)

Laboratory : G1-584, RIICO Industrial Avea,

Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9360222039, 9460222049,
Emall ; directori teamtesthouse.com,
Emsil : marketinglaha teamiesthonse.com

- N j'.
Sunihkemer

Senior Analyst

TEST REPORT
Report No/ULR  |23200002762 Date : 04-10-2023
No. :
Issued To : M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit ; Smeller
Smasilfer}
PO : Zinc Smelier, District Udaipur (Rajasthan),
Type of sample /  |Liguid Effluents / Chemical Date of Sample 21-09-2023
Discipline : Collection/Monitori
ng:
Point of Collection {ETP Qutlet Date of Receipt: |25-009-2023
Date of 25.09-2023 to 04-10-2023 Sampling Plan: |APHA 2017 : 1060
Test/Analysls :
Quantity of 2 lir, Sample Collected |kishan murari
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No [Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Soclids [mg/l] 30 APHA.2017:2540-D 100
2 Biochemical Oxygen Demand {BOD) [mg/l] |8.17 APHA 2017:56210-B 30
3 Chloride as Cl [mg/l] 736.3 APHA 2017 :4500-CI-B |-
4 Chemical Oxygen Dernand (COD) [mgll] 50.28 APHA2017 : §220-C 250
5 Cyanide fmg/l] Less than 0.05 |APHA 2017 :4500-CND |0.2
6 Fluoride [mg/l} 1.44 APHA:2017 : 4500-F-C 2.0
7 pH 7.12 APHA:2017 : 4500 H+B 55-90
8 Sulphide as 8 [mg/l} BDL (<0.1) APHA. 2017 : 4500-S2-F |2
9 Cadmium [my/l} BDL{<0.001) APHA 2017 :3111-B 2.0
10 Copper [mg/l} 0.04 APHA 2017 :3111-B 3.0
1% Iron [mg/1} 0.12 APHA 2017 :3111-B 3.0
12 Lead [mgA] BDL{<0.01) APHA 2017 :3111-B 0.1
13 Nickel {mg/l] 0.086 APHA 2017 :3111-B 3.0
14 Zine [mgfl} 0.03 APHA 2017 ;:3111-B 5.0
15 Oil & Grease [mg/l] 3 APHA 2017 : 5520 B 10
Notes ;-
# ‘The resuits listed refar only 1o the tesled sampte (5) & parameters (s). Endorsemaent of products s aeither inferred nor implied.
# This repart is not to ba reproduced wholly or in parl and can nolt be used avidence in the courl of law and should not be used in any
advertising media without our special perrnission in wriling.
# The samples wiii be destroyed after 15 days from the date of issue of last report unlass otherwise speclilad.

PO«
Rajech Matsehwarl
Authorized Signatory
{Report No: 23200002762 )

23200002762 | Printed on 04 October, 2023 02:00:11 pm
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Ane-—67

3

-

Approved by Ministry of Environment and Forest, Governnient of India as Envirenmenial Laboratory

RSPCB

150 2001:2015, 150 14001:2015,

I1SO 45001:2018 (OH&S)

JDA/UDH

Oifice : E-65, Chitvanjan Marg,
C.Scheme, Jaipur - 302001, Rajasthan
Phone ; +91 6377210064, 9414077379,
Website : www.leamtesihouse.com
Email : team.bdheadi gmall.com

Laboratory ;: G1-5884, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460122039, 9460222049,

Emall ; director@ teamiesihouse.com,

Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report No./JULR | TC502523200000853 Date : 28-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Liquid Effluents / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng .
Point of Collection |STP Outlet (Plant) Date of Receipt: |14-04-2023
Date of 14-04-2023 to 28-04-2023 Sampling Plan : APHA 2017 : 1060
Test/Analysis :
Quantity of 2 [tr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Envirenment
protection rules,
1986
] Total Suspended Solids [mg/l] 42 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/l] 9.03 APHA 2017 : 4500-MH3 C |50
3 Biochemical Oxygen Demand (BOD) [mgil} |6 APHA 2017:5210-B 30
4 Chemical Dxygen Demand (COD) {mgf) 21,28 APHA:2017 : 5220-C 250
5 pH 7.19 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease [mg/l] 2 APHA 2017 : 5520 B 10
7 Nitrate as NO3 [mg/1] 14,63 APHA 2017 : 4500-NO3-B |50
Noates :-
# The rasults Hated refer only io the tested sample (s} & parameters (s). Endorsement of products Is neither infarred nor implied,
# Thig report is not to be rapraduced wholly or in parl and can not ba used evidence in the court of law and should not be used in any
advertising media without our special permission in witting.
# The samples will be destroyed after 15 days from the date of isaue of tes! report unless ctherwise specified.
AN B -
RajesPinesmeg
S Kymar Authorized Signa n

(Report No: TC502523200000853 )

T0502§"23200000853 | Printad on 28 April, 2023 10:43:58 am
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@i TEAM TEST HOUSE gL :

i (Unit of Team Institute of Science & Technology Pvt. Ltd.) AL
Approved by Ministry of Environment and Forest, Government of Indis as Environmental Laboratory
RSPCB IS0 9001:2015, ISO 14091:2015, 1SO 45001:2018 (OH&S) JDA/UDH
Office : E-48, Chitrajan Marg, Laboratory : G1-884, RIICO Industrisl Area,
C-Scheme, Jaipur - 302001, Rajssthan Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 5414077375, Phore : +91 9460222039, 9460222049,
Website : www.teamtesthonse.com Eraail ; director@teamtesihouse.com,
Emall : team.bdhead@gmallcom Emall ;: marketinglab@esmtesthouse.com
TEST REPORT
Report No/JULR | TC502523200001117 Date : 06-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 20-05-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Cutlet (Plant) Date of Receipt : |20-05-2023
Date of 20-05-2023 to 06-06-2023 Sampling Plan: |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 Itr. Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection ruies,
1986
1 Total Suspended Solids [mg/l] 47 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/i] 11.57 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/l} [6.25 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) {mg/] 25.84 APHA:2017 : 5220-C 250
5 pH 7.24 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease [mg/l] 2 APHA 2017 : 5520 B 10
7 Nitrate as NO3 [mg/l] 11.29 APHA 2017 : 4500-NO3- B |50
Notes :-
# The resuits listed refer only to the tesied sample (s) & paramsters (s). Endorsemeant of products Is neither infemed nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of Jaw and should not be used in any
advertising media without our special parmisslon in writing.
# Tha samples will be destroyed after 15 days from the dale of issue of tast report unloss otharwise spacified,
o iRl Rtz domsdya
P A7 L L {(Report No: TC502523200001117 §
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®

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.,)

L5025

RSPCB

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

ISO 9001:2015,

ISO 14001:2015, ISO 45601:2018 (OH&S) JDA/UDH
Offlice : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasihan Sitapurs, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone 1 +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email ; divector@teamtesthounse.com,
Emalil : team.bdhead@gmailcom Emall : marketinglab@teamtesthouse.com
TEST REPORT
Report No/JULR | TC502523200001746 Date : 08-07-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 20-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Outlet (Plant) Date of Receipt: }22-06-2023
Date of 22-06-2023 to 08-07-2023 SamplingPlan: |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 lir. Sample Collected |Vimal Kumar Yadav
Sample ; By :
Unif's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/[] 34 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/i} 9.11 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/l] |7.17 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) {mg/l] 36.61 APHA:2017 : 5220-C 250
5 pH 7.13 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease [mgf] 3 APHA 2017 : 5520 B 10
7 Nitrate as NO3 [mg/] 9.88 APHA 2017 : 4500-NO3-B |50
Noles :-

o :::’::;i] 'ad]
R, ¥ N f TR,
'Semr%nalyst !

#
#

adverlising media without our spacial parmission in writing.

#

)

L34

&

The samples will be destrayed after 15 days from the dale of issue of test report unless otherwise specified.

The results listed refer only to the tested sample {s) & parameters (s). Endorsement of preducts is neither inferred nor fmpliad.
This repott is not to be reproduced wholly or in part and can not be used evidenca In the court of law and should not be used in any

’ W%a%@@%h\qaj

(Report No: TCE02523200001746 }
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TEA .1! 7“{3-‘?'?— H() l";-S‘E
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCE

Approved by Ministry of Envivonment and Forest, Government of Indin as Envirenmental Laboratory

ISO Y001:2015,

Office : E-68, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9514077379,
Website : www.teamtesthonse.com
Email : team.bdheadd gmail.com

IS0 14001:2015,

TEST REPORT

ISO 45001:2018 (OH&S)

JDA/UDH

Laboratery : G1-584, RIICO Industris} Ares,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222029, 9460222049,

Email : divecior@ teamtesibonse.com,

Email : marketinglab teamtesthoyse.com

Report Ne/ULR  |23200001883 Date : 01-08-2023
No. :
Issuad To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter}
PO : 2inc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 08-07-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Qutlet (Plant) Date of Receipt: |11-07-2023
Date of 11-07-2023 to 01-08-2023 Sampling Plan: |APHA 2017 : 1060
Test/Analysis ;
Quantity of 2 ltr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |[Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/l] 41 APHA . 2017:2540-D 100
2 Ammonical Nitrogen ag N [mg/] 8.12 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/] (6.5 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) [mgA] 30.98 APHA:2017 ; 5220-C 250
5 pH 7.03 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease [mgfl] 2 APHA 2017 : 55208 10
7 Nitrate as NO3 [mg/l] 11.17 APHA 2017 : 4500-NO3-B |50
Nates .-
# The results listed rafer only to the tested pla (s} & p (s). End t of products is neithar infarrad nor implied.
# This report is nat to be reproduced wholly of in part and can not be used svidence In the court of tlaw and shouid not be used in any
advertising media without our spacial permission in writing.
# The samples will be destroyad afler 15 days from the date of issue of test repart unlass otherwise specified.

Ra!esﬁiﬁ"'
qurizedaSmigﬁggr‘ywn

{Report No: 23200001883 )

23200001883 | Printed an 01 August, 2023 02:15:43 pm
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@

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Minlstry of Environment and Forest, Government of Indis as Environmentsl Laboratory

RSPCB ISO 5001:201 51___ ISO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Ofliice ; E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jaipur - 301022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460122049,
Webslie : wew.ieamiesthonse.com Email : director@teamtesthonse.com,
Emall ; team.bdhead@gmall.com Email : marketinglab@teamtesthouse.com

TEST REPORT

Report No.JULR 23200002442 Date : 01-09-2023

No. :

Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelfer]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 18-08-2023
|Discipline : Collection/Monitori
ng:

Point of Collection |STP Outlet (Plant) Date of Receipt: [21-08-2023

Date of 21-08-2023 to 01-09-2023 Sampting Plan : APHA 2017 : 1060

Test/Analysis :

Quantity of 2Lir Sample Coliected |Vimal Kumar Yadav

Sample : By :

Unit's Ms. Neha Maheshwari Condition of Fit for testing

representative : Sample :

RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/I] 10 APHA.2017:2540-D 100

2 Ammonical Nitragen as N [mg/l] 2.07 APHA 2017 : 4500-NH3C |50

3 Biochemical Oxygen Demand (BOD) [mg/fl] |6.71 APHA 2017:5210-B 30

4 Chemical Oxygen Demand (COD} [mg/l] 33.79 APHA:2017 : 5220-C 250

5 pH 7.56 APHA:2017 : 4500 H+B 55-9.0

6 Oil & Grease [mg/l] 2 APHA 2017 : 5520 B 10

7 Nitrate as NO3 [mg/l] 1242 APHA 2017 : 4500-NO3-B |50

Notes -
# The results [isted refer only lo the tested sample (s) & paramaters {s). Endorsement of produets is neither inferred nor implied.
# This report is not to be repraduced wholly or In part and can not be used evidence in the court of law and should not be used in any
advertising media without cur special permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
-
> Jves—
Senior Analyst Authoiized-Signatote:| /o
w WF

{Report No: 23200002442 )

23200002442 | Printed on 01 September, 2023 04:00:09 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSP

‘B

IS0 14061:2015,

150 45001:2018 (OH&S)

Approved by binistry of Environment nnd Forest, Government of India as fl;'imumental Laboratory

150 9601:2018, JDA/UDH

Offiee ; E-65, Chitranjan Marg,
C.Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 93140777379,
Wehsile » wwn tesnidesibouse.com
Ewmall : feama.bdhesd @ gmail.com

Laboratory : G1-584, RIICO Industrial Area,

Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9468222639,

9460222049,

Emall : director@ teamtesthouse.com,
Email : marketinglaba teamtesthouse.com

. '
Tl Avﬁgip{ar

TEST REPORT
Report No/ULR  |23200002764 Date : 04-10-2023
No. :
Issued To M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smetter
Smelter]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample / |Liquid Effluents / Chemical Date of Sample  |21-09-2023
Discipline : Collection/Monitori
ng :
Paint of Collection |STP Outlet (Plant) Date of Recelpt :  |25.09-2023
Date of 25-09-2023 to 04-10-2023 Sampling Plan : APHA 2017 : 1060
Test/Analysis :
Quantity of 2 Itr. Sample Collected |kishan murari
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sampie :
RESULTS
S.No |Paramsters Observed Value |Testing Protocol Lirnits as per
Environment
protection rules,
1886
1 Total Suspended Solids [mg/] 6 APHA.2017:2540-D 100
2 Ammonical Nitregen as N [mg/l] 6.11 APHA 2017 4500-NH3 C |50
3 Biochemical Oxygen Demand {(BOD) [mg/l] |5.5 APHA 2017:5210-B 30
4 Chemicat Oxygen Demand (COD) [mg/l]  |19.76 APHA:2017 - 5220-C 250
5 pH 7.10 APHA2017 . 4500 H+8 55-9.0
6 Oil & Grease [mo/lj 2 APHA 2017 : 5520 B 10
7 Nitrate as NO3 [mg/l] 13.21 APHA 2017 : 4500-NO3-B |50
Notes .-
# The resuils listed refer only 1o the tested sample (3) & parameters {8). Endorsement of praducts ie neither inferred nor implied.
# This report is nol 10 be reproducad whally or in part and can not ba used gvidence in the courl of law and should not be used in any
advartising madia without our special permission in writing,
# The samples wilt be dastrayed after 15 days from the dale of issue of tast report unless otharwise spacifisd.

Rajesh EW War
Authorized Signatory
(Report No: 23200002761 )

23200002761 | Printed on 04 October, 2023 02:59:20 pm
This is rommnier caanpratad rennrt
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~ @ TEAM TEST HOUSE Bl
- (Unit of Team Institute of Science & Technology Pvt. Ltd.) e
————— = L s T Se2
Approved by Miuisiry of Environment and Forest, Government of India as Environmental Laboratory
__RSPCB ISO 9001:2015, ISO 14001:2015, ]SO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Aves,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emall : director@ teamfesthouse.com,
Email : team.bdhead@ gmall.com Email : marketinglabf teamtesthouse.com
TEST REPORT
Seporl NoJ/ULR  |TC502523200000856 Date : 28-04-2023
0, .
Issued To : M/S Hindusthan Zine Limited {Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zing Smelter, District Udaipur (Rajasthan),
Type of sample / |Liquid Effluents / Chemical & Biological Date of Sample 12-04-2023
|Discipline - Collection/Monitori
ng:
Point of Collection [STP Outlet Colony Date of Receipt : |14-04-2023
Date of 14-04-2023 to 28-04-2023 Sampling Plarr:  |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 It Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Sofids [mg/] 8 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/] 1263 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/l] |9.25 APHA 2017:5210-8 30
4 Chemical Oxygen Demand (COD) [mg/l] 63.84 APHA:2017 : 5220-C 250
5 pH 7.30 APHA:2017 : 4500 H+B 55-9.0
& Qil & Grease [mg/i] 3 APHA 2017 : 6520 B 10
7 Total Residual Chlorine [mg/l BDL (<0.1)° APHA 2017 : 4500-CI-8 |[1.0
8 Nitrate as NO3 [mgi] 548 APHA 2017 ; 4500-NO3-B |50
9 Bioassay test 90% survival of |IS 6582 11971 90 % Survival of
fish after 96 hrs Fish after 96
in 100% dilution hours in 100 %
Effluent
Notes -
# The resulls listed refer only 1o the tested ple {8) & p ters (8). Ende 1ent of products ig neither inferred nor impliad.
# This report is not to be reproduced wiiolly or In part and can not be used evidence in the courl of iaw and should not be used in any
advertising media without our spacial parmissian in writing.
# The samples will be destroyed afier 15 deys from the date of Issue of test report unless otherwise specified.
==l et
Senter Analyst Authorized Sighatory

(Report No: TC502523200000856 )

TC502523200000856 | Printed on 28 April, 2023 11:09:19 am
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@ TEAM TEST HOUSE
: (Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Ministry of Environment aud Forest, f(::n ernment of Indis as Environmental Laboratory
FWPLB 1SO 9001:2015, - ICG Ef 0122015, - 150 45001:2018 {GH&S} JDA/UDH
Office ; E-65, Chitranjan Marg, anminr} : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phome : +91 6377210064, 9414077379, Phoue : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email : direcior@teamtesthouse.com,
Emall : team.bdkead@gmail.com Email : marketinglab@teamiesthouse.com
TEST REPORT
Report No/ULR  ITC502523200001120 Date ; 06-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur {Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 20-05-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Qutlet Colony Date of Receipt :  |20-05-2023
Date of 20-05-2023 to 06-06-2023 Sampling Plan:  |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 It Sample Collecled |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No {Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/l] 36 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/f] 46 APHA 2017 :4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/i] |11.17 APHA 2017:5210-B 30
4 Chemical Oxygen Demand {COL) [mg/l] 72.13 APHA:2017 : 5220-C 250
5 pH 7.08 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease [mgfl] 3 APHA 2017 : 5520 B 10
7 Total Residual Chlorine [mg/i] BDL(<0.1) APHA 2017 :4500-CI-B  |1.0
8 Nitrate as NQO3 [mgfi] 12.31 APHA 2017 : 4500-NO3-B |50
9 Bioassay test 100 % Survival |18 6582 :1971 90 % Survival of
of Fish after 96 Fish after 96
hrs in 100 % hours in 100 %
Dilution Effluent
Notes -
# The resulls listed refer only to the tested sample (5) & parameters (s). Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced whelly or In pant and ¢an not be used evidence In the court of flaw and should not be used in any
advertising media without our special permission in writing.
4 The samples will be destroyed after 15 days from the date of issue of test raport unless otherwise specified,
T
va ﬁné;wsmaj '%ZL@ dfigratmnwarn
ort No: TC502523200001120 )

TC502523200001120 | Printed on 08 June, 2023 11:00:61 am 1of2
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TEAM

TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

lteni'

Approved by Ministry of Environment sud Forest, Govercment of India »s Environmental Laboratory

RSPCB 150 2001:20185, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laberatory : G1-584, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapurs, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthonse.com Email : director@teamtesthouse.com,
Email : team.bdhead @gmalil.com Email : marketinglab@teamfesthouse.com

TEST REPORT
Report No/ULR  |TC502523200001749 Date : 08-07-2023
No. !
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 21-06-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Qutlet Colony Date of Receipt ;” |22-06-2023
Date of 22-06-2023 to 08-07-2023 Sampling Plan : APHA 2017 : 10860
TestAnalysis :
Quantity of 2 |tr, Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [ma/l] 13 APHA . 2017:2540-D 100
2 Ammonical Nifrogen as N {mg/i] 8.03 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/l] |7.5 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) [mgf] 48.26 APHA:2017 : 5220-C 250
S pH 741 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease Img/l] 3 APHA 2017 : 5520 B 10
7 Total Residual Chlorine [mg/l} BDL (<0.1) APHA 2017 :4500-CI-B [|1.0
8 Nitrate as NO3 [mg/} 7.65 APHA 2017 : 4500-NO3-B |50
9 Bioassay test 90 % Survival of |IS 6582 :1971 90 % Survival of
Fish after 96 Fish after 96
Hours in 100% hours in 100 %
Dilution Effluent
Notes :«
# The results listed refer only to the tested sample (s} & parameters (5). Endorsement of products is neither inferred ner implied.
# This report is nof to be raproduced wholly or in part and can not be used evidence In the court of faw and should not be used in any
advertising media without aur spacial permission in writing.
#

The samples will be destroyed after 16 days from the date of issue of test report unless otherwise specified.

) \

ASA T ad glgna 3T

{Report No: TC502523200001749 )

TC502523200001748 | Printed on 08 July, 2023 08:18:16 am
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TEA M TEA?T I I () (-‘;.\S.E

(Unit of Team Institute of Science & Technology Pvt. Ltd)

RSPCB

150 9401:2015,

Approved by Ministry of Envirenment and Forest, Government of India as Esnvironmental Laboratory
IS0 1400122018, )

150 45001:2618 (OH&S) JDANTDH

Office : E-68, Chitranjan Marg,
-Scheme, Jaipur - 302001, Rajasthan
Phose : +21 6377210064, 9414877379,
Website : www.teamlesthouse.com
Exnil : tearn.bdhead @ gmeil.com

Laboratory : G1-584, RIICO Industrist Ares,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : director( teamtesthouse.com,

Email : marketinglabia teamiesthouse.com

TEST REPORT
Report No/JULR 23200001886 Date : 01-08-2023
No.: .
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smeiter]
PO : Zinc Smelter, District Udaipur (Rajasthan},
T:\',rpe of sample ! |Liquid Efffluents / Chemical & Biological Date of Sample 08-07-2023
Discipline : Collection/Monitor
ng:
Point of Collection ISTP Quttet Colony Date of Receipt: |11-07-2023
Date of 11-07-2023 to 01-08-2023 Sampling Plan:  |APHA 2017 : 1060
Test/Analysis : !
Quantity of 2 Itr. Sample Collected |Vimal Kumar Yadav ,
Sample : By: I
Unit's Ms. Neha Maheshwari Condition of Fit for testing |
representative : Sample ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Sotlids [mg/l} 29 APHA.2017:2540-D 100
2 Ammonical Nifrogen as N {mg/l] 9.71 APHA 2017 : 4500-NH3 C |50
3 Blochemical Oxygen Demand (BOD) [mgf} |8 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) [my/i] 521 APHA:2017 - §220-C 250 i
5 pH 7.41 APHA:2017 : 4500 H+B 55-9.0
6 Cil & Grease [mg/l} 3 APHA 2017 : 5520 B 10
T Total Residual Chilorine [mgf] BDL(<0.1} APHA 2017 :4500-Ci-B |1.0 |
8 Nitrate as NO3 [mg/l) 15.53 APHA 2017 : 4500-NO3- B |50
9 Bioassay test 90% survival of |IS 6582 :1971 90 % Survival of
fish after 96 hrs Fish after 96
in 100% dilution hours in 100 %
Effluent
MNotes -
# The results isted refar only 10 the lested sample () & paramelers (s). Endorsement of products is neither infarred nor implied.
# This report is not ta be reprodused wholly of in part and can not be used evidence in the court of law and shoukd not be used In any
advertising media without our special permizsion in writing.
# The samples will be destroyed afier 15 days from the date of issue of test report unless otherwise specified.
W .
‘Senior Analyst Rﬁ&ﬁ;ﬁzegglgnamry
{Report No: 23200001886 )

23200001886 | Printed on 01 August, 2023 02:18:11 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Minlstry of Environment and Forest, Government of India a3 Environmental Laboratory
RSPCB IS0 9001:2015, IS0 14001:2015, IS0 45041:2018 (OH&S)

X by fiaL kLA Sty JDA/UDH
Oifice : E-68, Chltranjan Marg, Laboratary : G1-884, RIICO Indastrial Area,

C-Scheme, Jalpur - 302001, Rajasthan
Phone : 431 6377110064, 9414077379,
Website : www.teamtesthouse.com
Fmall : team bdkead@gmall.com

TEST REPORT

Sitapura, Jaipur - 302021, Rajasthan
Phone : +91 9460222039, 9460222049,
Email : director@teamiesthonse.com,
Email : markefingiab@ieamtesthouse.com

Report No/ULR  |23200002445 Date : 01-09-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Liquid Effluents / Chemical Date of Sample 19-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Qutiet Colony Date of Receipt : [21-08-2023
Date of 21-08-2023 to 01-09-2023 Sampling Plan : APHA 2017 : 1080
Test/Analysis :
Quantity of 21t Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative @ Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environmant
protection rules,
1986
1 Total Suspended Solids [mg/l] 24 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/l] 7.32 APHA 2017 :4600-NH3C |50
3 Biochemical Oxygen Demand {BOD) [mg/l] |9.75 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD} [mg/l] 73.73 APHA:2017 ; 5220-C 250
5 pH 7.76 APHA:2017 : 4500 H+B 55-9.0
6 Cil & Grease Img/] 3 APHA 2017 : 5520 B 10
7 Total Residual Chlorine [mg/lj 0.1 APHA 2017 :4500-C-B |1.0
8 Nitrate as NO3 [mg/f] 13.18 APHA 2017 . 4500-NO3-B |50
9 Bioassay test 90 % Survival of |IS 6582 11971 90 % Survival of
Fish after 86 Fish after 96
Hours in 100% hours in 100 %
Dilution Effluent

Notes -

# The resuls listed refer only to the tested sample () & parameters {s). Endorsement of products is neither inferred nor implied.

This report Is not to be reproduced wholly or in pari and can not be used evidence in the court of law and should not be used in any
adverlising media without our special permission in writing.

The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

=)

Seniar Andhiey

P
el
Authorized Signatory,
(Report No: 23200002445 )

23200002445 | Printed on 01 September, 2023 04:02:00 pm
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RSPCB

TEAM TEST HOUSE

ISG 9001:2015, ISO 14081:2015,

.\ppl'u\'cd by Ministry of Environment and Ferest, Government of ludia as E:R‘irunm_r;_lial-Lnboratt-Jg N

IS0 45001:2018 {OH&S)

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

JDADH

Office : E-65, Chitranjap Marg,
C.Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, $424077379,
Website - www tesmitesihonse.com
Email : team.bidhead & gioail.com

Luboratory : G1-584, RIICO Industrial Aves,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 94602221139, 2460222049,

Email : divector@ teamtesthouse.cons,

Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report No./JULR  |23200002764 Date : 04-10-2023
No.:
Issued To . M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smeltar]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / |Liquid Effluents / Chemical Date of Sample 20-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |STP Outlet Colony Date of Receipt : |25-09-2023
Date of 25-09-2023 to 04-10-2023 Sampling Plan:  |APHA 2017 : 1060
Test/Analysis :
Quantity of 2 itr, Sample Collected |kishan murari
Sample : By :
Unit's Ms. Neha Mahashwart Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/i} 35 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/] 4.95 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand {BOD) [mgfl] |8.57 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) {mgl] 66.88 APHA:2017 : 5220-C 250
5 pH 7.34 APHA:2017 : 4500 H+B 55-9.0
6 Oil & Grease [myf] 3 APHA 2017 : 5520 B 10
7 Total Residual Chiorine [mgfl} 0.1 APHA 2017 :4500-C-B |[1.0
8 Nitrate as MO3 [mg/l] 17.85 APHA 2017 : 4500-NO3-B |50
e} Bioassay test 90 % Survival of (IS 6582 :1971 90 % Survival of
Fish afer 96 Fish after 86
Hours in 100% hours in 100 %
Dilution Effluent

Nates -
#
#
advertising
#
’ _
Gedaedits wa

Senior Anélyst

media without our special permission in writing.

The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

‘The results ksted refer only to the tested sampls (s} 8 paramelers {s). Endorsement of prodirets is neither infermed nor implied.
This report Is nol to be reproduced wholly of In part and can not be usad evidenca in the cour! of law and should not be used in any

- 9»51: e
Rajegh Maeshwr

(Report No: 23200002764 )

23200002764 | Printed on 04 October, 2023 03:03:00 pm
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TEAM TEST HOUSE
(Unit of Team Institute of LScwm e & Technu!auv Pvt. Ltd.)

Apprm ed bw, Mlnutr\ of Environment and Furest Government of India as Environmental Laboratory

RSPCB

ISO 9001:2015,

IS0 14081:2018,

IS0 45001:2018 (OH&S)

et~

JDA/UDH

Office : E-45, Chitranfan Marg,
C-Scheme, Jeipur - 302001, Rajasiban
Phone : +91 6377210064, 2414077379,
Website : www.leamiesthouse com
Email ; team.bdhead/dgmail.com

TEST REPORT

Laboratory : GL.584, REICO Indastrial Area,
Sitapura, Jaipur - 302022, Rajasthen

Phone ; +91 9460222039, 9460222049,

Email : director@ teamtesthouse.com,

Emall : marketinglab teamtesthotse.com

Report No./ULR  }TC502523100000708 Date : 21-04-2023
No.,
Issued To: M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smalter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ground Water / Chemicai Date of Sample 12.04.2023
Discipline : Coliection/Monitori
ng:
Point of Collection |Peizometer No.-1 Date of Receipt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan:  |IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2tr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 pH 8.35 IS 3025 (Part 11) : 1983 RA
2017
2 Tron imgfi] BDL(=<0.,01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mgfl] BDI.(<(.001) IS 3025 (Part 41} : 1992 RA
2019
4 Lead [mol] BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mgfl] 0.03 1S 3025 (Part 49) : 1994 RA
2019
Notes -
# The rasults ksted refer only o the tested sample (s) & parameters {s). Endorsement of products Is neithar inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence In the court of law and should nol be used in any
advertising media without cur special permission in writing.
# The samplas will be destroyed sfiar 15 days from the dzie of issue of test report unless otherwiss spacified.

Bl

BEL’EEB‘FA Efstr‘l\m‘

é 711 i ]
Aut ed Sl}gr?atogrsnwa

{Report No: TG502523100000708 )

TCS02523100000708 | Printed on 21 April, 2023 11:35:42 am
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RSPCB

“\[l-Fl:l—l.\'l.'l.l by E\lilii;l—r';\m-l;f Enviconment and Forest, Governineat of India as !F.’i.l-;i.l'lllli!IL‘ITE:H-I-:;!iI(II‘iIi!IE'r
ESCr 14001:2015,

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Lid.)

150 2001:2015,

180 45001: 2008 (OH&S)

TR L

JDAUDH

Office : E-65, Chifranjae Marg,
C-Scheme, Jaipur - 302001, Rajasthun
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email : team.bdbead@ gmail.com

Laboratory : G1.584, RIICO Indastrial Area,
Sitapura, Jaipur - 302022, Rajasiban

Phone : +91 9460222039, 9466122049,
Emall : director{@ teamtesthouse.com,
Emall : markelinglab leamtesthouse.cons

TEST REPORT
tReport NoJ/ULR |TC502523100000705 Date : 21-04-2023
No. :
Issued To : M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smelter
Smeilter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Peizometer No.-2 Date of Receipt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan : IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2 lir. Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Caondition of Fit for testing
representative : Sample :
RESULTS
S.No |Paramelers Observed Value | Testing Protocol
1 pH 8.24 18 3025 (Part 11) ; 1983 RA
2017
2 iron [mgfi) BDL(<0.01) 1S 3025 (Pan 53) : 2003 RA
2019
3 Cadmium [mg/] BDL(<0.001) IS 3025 (Part41) : 1992 RA
2019
4 Lead [mgf] 8DL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc jmg/) 0.04 IS 3025 (Part 49) : 1994 RA
2019
Naotes -
# Tha results lisled refer only to the tested sample (s} & paramaters {s). Endorsamant of products is neithar inferrad nor Impliad.
# This report ia not to be reproduced whally or in part and can not be used evidence in the court of law and should not be used in any
advertlsing media without our spetial permisslon in writing,
# The samples will be destroyed afier 15 days from the date of issue of test report unfess otherwise specified.

Balpa

" Sehior Analyst

[=1]

3

Puajuoil avicad SN
Authorized Signatory
(Report No: TC502523100000708 )

TC502523100000709 | Printed on 21 April, 2023 11:36:46 am
This iz rnmmdar neneratend rennrt
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@i TEAM TEST HOUSE vy
- (Unit of Team Institute of Science & Technology Pvt. Ltd.) o
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
RSP{'B ISO 9001:2015, 18O 140101 : 2015, 150 45001:2018 (OH&S) JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajastban
Phone : +91 6377210064, 2414077379,
Website : www.teamtesthouse.com
Emafl : team.bdhead®@ gmail.com

Laboratery : G1.584, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajusthan

Phone : +91 9460222039, 9460222049,

Email : director®@ teamtesthouse.com,

Email : marketingiab@ teamtesthoyse.com

TEST REPORT

Report No/JULR  |TC502523100000710 Date : 21-04-2023
No.:
Issued To : M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smelter

Smeaelter)

PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori

ng:

Point of Collection |Peizometer No.-3 Date of Receipt : |14-04-2023

Date of

Test/Analysis :

14-04-2023 to 21-04-2023

Sampling Plan :

IS 3025:19B7(Part 1)RA
2014

Quantity of 21, Sampla Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
9 pH 8.18 1S 3025 {Part 11) ; 1883 RA
2017
2 Iron Imgfl] BDL{<0.01) {8 3025 {Part 53) : 2003 RA
2019
3 Cadmium {mag/l] BDL{=<0.001} IS 3025 (Part 41) : 1992 RA
2019
4 Lead [mg/l} BDL{<0.01) 15 3025 {(Part 47) : 1994 RA
2018
5 Zinc [mg/M BDL(<0.01) IS 3025 (Part 49) . 1994 RA
2019
Nales .-
# The resulls listed refer only to the tested sample (s} & parameters (s). Endorsament of products it neithar infarred nor Implied.
# This report is not 1o be reproduced wholly or in part #nd can not be used evidence in the court of faw and should not ba used in any
advertising mexfia without our special permission in writing.
# The samples will ba d

r m

~Senior Anafyst o

trayed after 15 days from the date of Issue of test raport urdess otherwise specified,

¥

Rﬁuiﬁ’oﬁzed Signatory
{Report No: TC50252310000071G )

TCE02523100000710 | Printed an 21 April, 2023 11:37:49 am

Thiz ie ramnider senarated ranart
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyvt. Ltd.)

4

TR s

Approved by Ministry of Environment and Forest, Government of Indin a3 Environmental Laboratory

RSPCB

I50 9601:2015,

150 14001:2015,

150 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheroe, Jaipur - 302008, Rajasthan
Phone : 91 6377210064, 9414877379,
Website : www tesmtesthonse.com
Email : team.bdhendi@ gmail.com

Laboratory : G1-584, RINCO Todustrial Avea,
Sitapurs, Jaipar - M2022, Rajasthan

Phone ; +21 9460222039, 9460222049,

Email : directorir teamtesthouse com,

Email : marketinglab{@ teamtesthouse.com

TEST REPORT
Repart NoJULR  |TC502523100000711 Date . 21-04-2023
No. :
Issuad To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smeiter
Smelter]
PO ; Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water / Chemicat Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Peizometer No.-4 Date of Receipt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan : IS 3025:1987({Part 1)RA
Test/Analysis : 2014
Quantity of 2 Itr, Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 pH 8.22 IS 3025 (Part 11) : 1983 RA
2017
2 Iron [mof) 0.03 IS 3025 {Part 53) ;: 2003 RA
2018
3 Cadmium fmgfl] BDL(<0.001) IS 3025 (Part 41) : 1892 RA
2019
4 Lead [mgf] BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mgl} BDL({<0.01) IS 3025 (Part 49) : 1994 RA
2019
Noles -
# The rasulls listed refer only 1o the tested sampla (s) & paramiters (s). Endorsement of praducts is neither infarred nor implisd.
# This report Is not to be reproduced whally or in part and ¢an not ba used evidence In the court of law and shauld not be used In any
advertising media without our apecial permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test repont unless otherwise specified.

Bl

Senidr ﬁ-:néliﬁ‘

T
Ve e

6oy
Ritsrize Sighatory '
(Report No: TC502523100000711 )

TC502523100000711 | Printed on 21 April, 2023 11:38:51 am
This iz rnommter nanerater] renort
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RSPCB
OffTice : E-65, Chitranjan Marg,
C-Scheme, Jaipar - 302001, Rajasthan
Phoue : +91 6377210064, 9454077379,
\Websife : www.leamitesthouse.com
Email : tesm.bdhead@ gimail.com

IS0 9001:2015,

150 14091:2015,

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

N Api:rﬂvéai k%_M;m_'i;l: ot Enviren h;ein_f and I‘urrst, Cn\_:efnment -of- Iﬁﬂg-;;ﬁii;;iﬁé;tﬁl i.;ao:;!-ur)- -
ISO 45001:2018 (OH&S)

2

JDA/U'DH

Laboratory : G1-584, RIICO Industrisl Ares,
Sitaputra, Jaipure - 302022, Rajasthan

Phone : +91 9460222039, 94606222049,

Email ;: director(@ teameesthouse.com,

Email ; marketinglab teamiesthouse.com

TEST REPORT
Report No/ULR  {TC502523100000712 Date : 21-04-2023
No.:
Issued To ; M/3 Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ground Water / Chemical Date of Sample 12-04-2023
Discipline : Collgction/Monitori
ng:
Point of Collection |Peizometer No.-5 Date of Receipt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan :  |IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2 lfr, Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Tesfing Protocol
1 pH 8.09 IS 3025 (Part 11) : 1983 RA
2017
2 iron [mgfi] BDL({<0.01) I8 3025 (Part 53) : 2003 RA
2019
3 Cadmium {ma/l] BDL(<0.001) IS 3025 (Part 41): 1982 RA
2019
4 Lead [mg/l} BDL(<0.01) IS 3025 {(Parl 47) : 1854 RA
2019
5 Zinc [mgflj BDL(<0.01) IS 3025 (Parl 48) : 1994 RA
2019
Naoies :-
# The rasuits listed refer only to the tested sampie (&) & parameters (s). Endorsement of products Is neither Inferred nor implied.
# This reportis not to be repraduced wholly or in part and can not be used evidence in the court of law and should not be used In any
advertising media without cur special permission in wriling.
# The samples will be destroyed afler 15 days from the date of issue of test raport unless otherwise specified,
M}W— 42 '_:_..._.
Raiesn Managpune
Senior Anatyst Authorized Signatory

{Report No: TC502523100000712 )

TC502523100000712 | Printed an 21 April, 2023 12:03:01 pm
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a-gai

Apprmed h\ Minism of Enviromment and f‘orest. Government of India as Environmental 1. aboratory

RSPCB

Office : F-65, C hitranjan \I;rg,
C-Ncheme, Jaipar - 302001, Rajasthan
+91 6377210064, 9414077379,
Wehsite : www.teamfesthouse.com
Email : team.bdhead/a gmall.com

Phone :

IS0 9001:2015,

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technoiogy wt. Ltd,)

150 14001:2015.

150 45001:2018 (OH&S)

Laborstory : G1-584, RIICO Industris! Ares, Area,
Sitapuars, Jxipar - 302022, Rajasthan

Phone : +91 9466212039, 9360222049,

Email : director@ teamiesthouse.com,

Email : marketinglab teamtesthouse.com

TEST REPORT
Report No./ULR  |TC502523100000713 Date : 21-04-2023
No, :
lssued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / jGround Water / Chemical Date of Sample 12-04-2023
Discipline : Collection/fMenitori
ng:
Pcint of Collection |Peizometer No.-6 Date of Recelpt: |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan: |18 3025:1987(Part 1}RA
Test/Analysis : 2014
Quantity of 2 Itr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwarl Condition of Fit for testing
representative ; Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 pH 8.03 IS 3025 (Part 11) : 1983 RA
2017
2 Iron {mgf] BDL(<0,01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium {mg/l] BDL{<0.001) IS 3025 (Part 41) : 1992 RA
2019
4 Lead [mgh] BDL{<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zing [mg 0.03 IS 3025 (Part 49) : 1994 RA
2019
Noles -
# The results listed refer only to the lested sample (s) & parameters (s). Endorsemant of products I naithar inferrad nor implied.
# This report is not to be rapioduced wholly of in part and can not be used evidence in the court of law and should not be used 1n any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test raport unless otherwise specified.
) f ¥ . °
Balratn Agarwai Rajlsfridancsnws
Senior Analyst Authorized Signatory

(Report No: TC502523100000713 )

TC502523100000713 | Printed on 21 Aprll, 2023 12:04:30 pm

This iz rmhiiter nenarated renart
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.) i

Apprmul by Ministry of Emvironment and Forest, Government of Indin as Environmental Laborutor\

RSPCB IS0 90061:2015,
Office : E-65, (‘hltrlnjln Marg,

C-Scheme, Jxipur - 302001, Rajasthan

Phoue : +91 6377210064, $484077379,

Website : www.teamtesthouse.com

Email : team.bdhesd@ gmail.com

150 14001:2015,

IS0 45001:2018 (OH&S)

L. llmrawn G1-584, RH('O ]Bﬂll.slﬂ.ﬂl ‘\m
Sitapura, Jaipur - 302022, Rajasthap

FPhone : +91 9460222039, 9460222049,

Email : director@ teamiesthouse.com,

Email ; marketinglab@ teamiesthouse.com

JDA/UDH

TEST REPORT
Report No/ULR | TC502523100000714 Date : 21-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Dabari Zinc Type of Unit : Smelter
Smelter}
PO : Zing Smeiter, District Udaipur {Rajasthan),
Type of sample /  |Ground Water / Chemical Date of Sample 12-04-2023
Discipline : Callection/Monitori
ng:
Point of Collection |Peizometer No.-7 Dale of Receipt :  |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan : IS 3025:1987(Part 1)RA
Test/Analysis ; 2014
Quantity of 20tr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample *
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 pH 8.19 IS 3025 (Part 11) : 1983 RA
2017
2 Iron {mg/ll BDL(<0.01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/i} BDL(<0.001) IS 3025 (Part 41) : 1992 RA
2019
4 Lead [mgf] BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mgft] BDL(<0.01} 15 3025 (Part 48) : 1994 RA
2019
Nales :-
# The results listed refer only to the tested sampls (s) & parametars {s}. Endorsement of prodiscts is naither inferred nor implied.
# This repart is not to be reproduced wholly or in part and can not be used avidence in the courl of law and should nef be used in any
advertising madia without our special permission in writing.
# The samples will be desiroyed after 15 days from the date of issue of test report unless otherwise specified.

By

“Senlor Analyst

gL

2 JU@’:-\::“N

Authorized Signatory
{Report No: TC502523100000714 }

TC502523100000714 | Printed on 21 Aprii, 2023 12:05:53 pm

Thiz ie ramnitar nanaratad rona
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A

TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pyt. Ltd.) =

IL_sazs

Apprmed bx Ministry 3 of Environment and Forest, Government of India a5 Environmental Laburnlnn

Sl

¥ 3 rf!’?
Senior Analyst

__RSPCB SO 9001:20185, ISO 14001:2015, IS0 45001: 2018 (OH&S) JDM’DH
Office : E-ﬁ% C hltrm;m Marg, Laboratory : G1-584, RIICO Indostrial Ar Area,
U-Scheme, Jaipur - 302061, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone 1 +91 6377210064, 941477379, Fhone : +91 9460222039, 9460222049,
Website : wow.teamtesthouse.com Email : director@ teamtesthouse.com,
Email : team.bdheada gmalt.com Email : marketinglabi@ teamtestbouse.com

TEST REPORT
Report No/ULR | TC502523100000715 Date : 2104-2023
No. !
Issued To : M{S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smeller
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitori
ng:
Paint of Collection |Peizometer No.-8 Date of Receipt : | 14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan ; IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 21, Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ! Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 pH 8.21 I8 3025 (Part 11) : 1983 RA
2017
2 fron mg#) BDL(<0.01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/l] BDL{<0.001) 15 3025 (Part 41) : 1992 RA
2018
4 Lead fmg/l] BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mg/i] 0.08 IS 3025 (Part 49) : 1994 RA
2019
Nales -
# The results listed ratar onty to the tested sample (s} & paramstars (s). Endorsement of products Is nalther Irferred nor implied,
# This rapart is not to be reproduced wholly or in part and can not be wused evidence in the court of law and shauld not be usad in BNy
advertising media without oitr speclal parmission In writing,
# The samples will be destroyed after 15 days from the date of issue of test report unless otheiwise specifiad,

(oy—
Authorized Signatory
{Report No: TC502523100000715 )

TC502523100000715 | Printed on 21 April, 2023 12:07:15 pm

Thir Is ramniter asneratad renort
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) TEAM TEST HOUSE XY
- (Unit of Team Institute of Science & Technology Pvt. Ltd.) g
:&B‘p[:ii\eti-i};—gﬁnis}t’; of Epvironment and Forest, Government of India as Environmental Laboratory
RSPCE ISO 9001:2015, IS0 14001:2015, 150 45001:2018 (OH&S) JDA/UDH

Office : E-65, Chitrasjan Marg,
(-Scheme, Jalpar - 302001, Rajasthan
Phone ¢ +91 6377210064, 9414077379,
Website : www.tesmtesthouse.com
Email : team bhdbead@ gmail.com

Laboeratory : (G1-584, RIIC'O Industrial Ares,

Sitapura, Jaipur - 302022, Rajasthan
Fhone : +91 9460222039, 9460222049,
Email : director®@ teamfesthouse.cam,
Emuil : marketinglabda teamtesthonse.com

TEST REPORT

Report No./ULR  |TC502523100000716 Date . 21-04-2023

No. :

issued To : M/ Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter

Smeiter]
PO . Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water / Chemical Date of Sample 12.04-2023
Discipline : Collection/Monitori
ng:

Point of Collection |Peizometer No.-9 Date of Receipt :  {14-04-2023

Date of 14-04-2023 to 21-04-2023 Sampling Plan:  HS 3025:1987(Part 1)RA

Test/Analysis : 2014

Quantity of 21, Sampie Collected |[Vimal Kumar Yadav

Sample : By :

Unit's Ms. Neha Maheshwari Condition of Fit for testing

representative : Sample :

RESULTS

S.No |Parameters Observed Value | Testing Protocol

1 pH 8.16 IS 3025 (Part 11) : 1983 RA
2017

2 Iron [mgfi BDL{=<0.01) IS 3025 (Part 53) : 2003 RA
2019

3 Cadmium [mg/l] BBL(<0.001) IS 3025 {Part 41) : 1992 RA
2019

4 Lead [mgf] BDL{<0.01) IS 3025 (Pert 47) : 1994 RA
2019

5 Zinc [mgfl) BDL{<0.01) IS 3025 (Part 49) : 1984 RA
2019

Motes -
#

advertising

B

Senior Analyst

madia without our special permission in writing.

Thea rasults {isted refer only to the tested sample (s} & parameters {8). Endorsement of produets it neither inferrad nar Implisd.
This report is not te ba repreduced wholly or In part and an not be usad evidence in the court of 12w and should not be used in any

The samples will be destroyed after 15 days fram the date of issue of tas! repor unless otherwise specified.

Rau@ﬁ’ e
Authorized Signatory '
(Report No: TC502523100000716 )

TC502523100000716

| Printed on 21 April, 2023 12:08:20 pm

This = rnmmiter nenesratand ranar
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__RSPCB

Office : E-65, (;ilﬁ‘llijln Marg,

TEAM TEST HOUSE

IS0 9001:2015,

C-Scheme, Juipar - 302001, Rajasthan

a (Unit of Team Institute of Science & Technology Pvt. Ltd.)

180 14001:2008,

o -_A%_m"éu b;iii'_nislr) of Environment and Forest, Government of India as Envirenmental Laho_t:;mry
I1SO 45001:2018 (OH&S)

JDA/UDH

Laboratory : G1-584, RITCO Industrial Area,
Sitapura, Jalpar - 302022, Rajasthan

Phoge : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email ; divector@ teamtesthouse.com,
Email : team.bdhead@ gmail.com Email : marketinglab@ teamtesthouse.com
TEST REPORT
Report NoJULR | TC502523100000717 Date : 21-04-2023
No. :
Issued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit ; Smelter
Smelter}
PO : Zinc Smeifter, District Udaipur (Rajasthan),
Type of sample / |Ground Water / Chemical Date of Sample 12-04-2023
Discipline : Collection/Monitort
ng:
Point of Colleclion |Peizometer No.-10 Date of Receipt : |14-04-2023
Date of 14-04-2023 to 21-04-2023 Sampling Plan : IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2 Itr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Mahashwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 pH 8.13 1S 3025 (Part 11) : 1983 RA
2017
2 iron [mgf) BDL{<0.01) IS 3025 (Part 53) : 2003 RA
2018
3 Cadmium [mg/i] BDL{<0.001) IS 3025 (Part 41) : 1992 RA
2019
4 Lead [mgf] BDL{=0.01) IS 3025 (Part 47} : 1884 RA
2018
5 Zinc ImgA) BDL({=0.01) IS 3025 (Part 48) : 1994 RA
2018
fNales :-
# The results listed rafer only to the tested sample (s} & parametars (s). Endorsement of products is naither inferred nor implied,
# This report is not 1o be reproduced whoily ar in part 2nd ¢an not be used avidence In the court of taw and should not bs used in any
advartising media without our speclal permission in writing.
# The samples will be destroyed after 15 days fram the date of issue of test report unless otharwise spocified.
i
Eé#ra:m Agarwar (o

Senior Analys

Authorized Signatory
{Report No: TC502523100000717 )

TC502523100000717 | Printed on 21 April, 2023 12:09:09 pm
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TEAM TEST HOUSE
(Unit of Team Institute af Sei ience & Technology Pvt. Ltd.)

Apprmﬂl by ‘\lmiq:n of E_n\ lr&h-lneﬂt zmd i o1 est,( over nmeni ni‘ lmlia a8 Em irnnnu nt; al Laboratory

__RSPC B 189_ ?I_}l}_l 2015,
Office : E-ﬁﬁ Chitranjan ‘uarg.
C-Scheme, Jaipur - M2M1, Rajasthan

Phope : +91 6377210864, 9414077379,

IS0 14001:2015,

Webslte : www. teamtesthouse.coni
Email : team.bdbendia goail.com

l’s(_) 450(11 2018 (()Hé. S)

JDA/UDH

Laboratory ;
Sitapurs, Juipur - 302622, Rajasthan
Phooe ; +91 2460222039, 9460222049,
Emali : divectori teamitesihouse.com,
Email : marketinglabr leamtesthouse.com

TEST REPORT
Reporf NoJULR  |23100001456 Date : 06-09-2023
No.:
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ground Water / Chemical & Biological Date of Sampla 19-08-2023
Discipline : Collestion/Monitori
ng:
Point of Collection |Peizometer No.-1 Date of Receipt: |21-08-2023
Date of 21-08-2023 to 06-09-2023 Sampling Pian : IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2Lt Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protoco!
1 pH 7.04 IS 3025 (Part 11) : 1983 RA
2017
2 Iron [mig#] BDL(<0.0%) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/l] 0.003 1S 3025 (Part 41) : 1992 RA
2019
4 Lead {mig/l] BDL {<0.01) 1S 3025 (Part 47) : 1994 RA
2019
5 Zinc [mgft} 2.46 15 3025 (Part 49) : 1994 RA
2019
Notes -
# The results kisled refer only lo the tesied sample (s} § paramelers (s). Endorsement of products is neither Inferred nor implied.
[ This report is not to be reproduced wholly ar in part and can nat be used evidance in the court of law and should not ba used In any
advertising média without our spaclal parmisslon In writing.
# The samples will be desiroyed after 15 days from the date of issuc of test report unless otherwise specified.
Bl -
Benidr Analyst Authorized Signatory.

(Report No: 23100001456 )

G1-584, RIICO Indusiviai Arvea,

23100001456 | Printed on 06 September, 2023 03:44:46 pm
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pyt Ltd.)

RSPCB

Office : E-65, Chitranjan Marg,

150 9001:2015,

C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website 1 www.teamtesthouse.com

150 14001:2018,

Approved by Mioistry of Environment and Forest, Government of India a5 Environmental Labaratory
IS0 45001:2018 (OH&S)

JDA/NDH

Laboratory : G1-584, RIICO Industrial Aves,
Silapura, Juiper - 302022, Rajasthan

Phone : +91 9266222039, 9460222049,

Email : director@ teamtesthouse.com,

Email : team.bdbeada gmail.com Emall : marketinglab teamtesthouve.com
TEST REPORT
Report No/ULR  |23100001457 Date : 06-09-2023
No, :
Issuad To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smeller
Smelter]
PO : Zinc Smelter, Dislrict Udaipur (Rajasthan),
Type of sample/  |Ground Water / Chemical & Biological Dale of Sample 19-08-2023
Discipline : Collaction/Monitort
ng:
Paoint of Collection |Peizometer No.-2 Date of Receipt :  |21-08-2023
Date of 21-08-2023 to0 06-09-2023 Sampling Plan : IS 3025:1987(Part 1)RA
Test/Analysis 2014
Quantity of 2Lir Sampie Collected |[Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sampie :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 pH 7.01 IS 3025 {Part 11) : 1983 RA
2017 |
2 Iron [mgf] BDL(<0.01) IS 3025 {Part 53) : 2003 RA
2019
3 Cadmium [mg/l} 0.001 IS 3025 (Part 41} : 1992 RA
2019
4 Lead [mofl} .01 IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mgfl} 0.89 IS 3025 (Part 49) : 1994 RA
2019
Notesg ;- .
# The resulls tisted refer only 1o the tested sample (s) & parameters (s). Endorsemant of products Is neither inferred nor implied.
# This repont |s not 1o be reproduced whaily o in part and can not be used evidenca in the court of law and should not be used ih any
adyertising media without our spacial permission in wrting.
# The sarmples will be destroyed after 15 days fromn the date of issue of test report unless otherwise specified.

Edne-

Senior Analyst

B

Authbrized Signatory
{Report No: 23100001457 )

23100001457 | Printed on 06 September, 2023 03:46:01 pm

Thi= iz camnitee annaratard reonrt
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyvt. Ltd.)

Approved by Ministry of Environment and Forest,

RSPCR

Government of Indis as Environmental Laboratery

JDA/L DH

180 S061: 2015, SO 14001 :2018, ISO 45001:2018 (OH&S)
(;‘m‘h:e t E-65, Chitranjan Mavg, Lahoratary : G1.584, RIIC'O Indusirial Areq,
C-Scheme, Jaipur - 302005, Rajssthan Sitapurs, Jaipur - 302022, Rajasthan
Pl;mne T 491 6377210064, 94140773719, Phone - +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email : directoria teamtesthouse.com,
Email : team.bdhead it gmail.com Emuil ; marketinglabia tesmtesthouse.com
TEST REPORT
Report NoJJULR 123100004458 Date: 06-09-2023
No.:
issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit - Smaelter
Stelter)
PO : Zinc Smelter, District Udaipur {Rajasthan),
Yypg of sample/ |Ground Water / Chemical & Biological Date of Sample 19-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Peizometer No.-3 Date of Receipt: |21-08-2023
Date of 21-08-2023 to 06-09-2023 Sampling Plan: (IS 3025:1587(Part 1)RA
Test/Analysis : 2014
Quantity of 2Lt Sample Collected {Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwarl Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 pH 7.45 1S 3025 (Part 1) : 1983 RA
2017
2 iron fmp/il BDL(<0.01) 1S 3025 {Part 53) : 2003 RA
2019
3 Cadmium [mg/i] 0.002 1S 3025 {Part 41) : 1992 RA
2019
4 Lead [my/l] 0.01 IS 3025 {Part 47} : 1994 RA
2019
5 Zinc [mgf] 0.28 IS 3025 (Part 49) - 1994 RA
2019
Notes ;-
# TFhe results listed refer only to the tested sample (8) & paramealers (s). Endorsoment of produsts is neither inferred nor implied.
# Thig report is not {o be reproduced wholly of in part and can not be used svidence in the courl of faw and should not ba used in any
advertising madia withou! our special parmilssion I writing,
# The samples will be destroyed afier 15 days from the date of issue of test report unless otherwise specified,

Reknm

Sehidr-Analyst

far—

Authorized Bignatory-
(Report No: 23100001458 )

23100001458 | Printed on 06 September, 2023 03:47:05 pm
This is remmter asnerated rannrd
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TEAM TEST HOUSE

(Unit of Team Institute of Science & T echnology Pvt. Ltd)

RSPCB

IS0 9501 %"_‘.5-_ -

 Office : E-65, Chitranjan Marg,

C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website ; www.teamtesthouse.com
Email : team bdheadda gmail.com

150 40012015,

Approved by Ministry of Environment and Forest, Government of Indig s Environmentsl Laboratory
SO 45001:2018 (OH&S)

JDA/UDH

Labkoratory : G1-584, RIICO Industrial Ares,
Sitapura, Jalpur - 302022, Rajasthan

Phoue : +21 9460222039, 2460222049,

Email : directorfa teamiesthouse.con,

Enwil : mavketinglab@ teamtesthouse.com

TEST REPORT

Report No/ULR  |2310000145% Date ; 06-09-2023

No. :

Issued To : M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smelter

Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sampie/ |Ground Water / Chemical & Biologicat Date of Sampla 19-08-2023
Discipline : Collection/Monitori
ng:

Point of Collection |Peizometer No.-4 Date of Receipt :  [21-08-2023

Date of 21-08-2023 to 06-09-2023 Sampling Plan : IS 3025:1987(Pant 1)RA

Test/Analysis : 2014

Quanitity of 2Ltr Sample Collected |Vimal Kumar Yadav

Sample By:

Unit's Ms. Neha Maheshwari Condition of Fit for testing

representative : Sample :

RESULTS

S.No |Parameters Observed Value |Testing Protocol

1 pH 6.54 1S 3025 {Part 11} : 1983 RA
2017

2 Iron fg/l} BDL(<0.01) 18 3025 (Part 53) : 2003 RA
2019

3 Cadmium [mg/l] 0.003 {5 3025 (Part 41) : 1992 RA
2019

4 Lead [mgfi] 0.01 IS 3025 (Part 47) : 1924 RA
2019

5 Zinc [mgli] 487 1S 3025 (Part 48) : 1994 RA
2019

Notes -

#
8

#

The resuits listed rafer only to the tesiod sample {s) & parameters {s). Endorsement of products is naither inferred nor implied.,

This report is not to be reproducad wholly or in part and can ot be used avidence in the court of iaw and should not be used in any
advertising media without our special permission in writing,
The samples will be destroyed afler 15 days from the date of izsue of tesl report uniess otharwise spacified.

B

Senlor Analyst

Gai—
Authorized Signatory
(Report No: 23100001459 )

23100001459 | Printed on 06 September, 2023 03:48:24 pm
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@i TEAM TEST HOUSE
- (Unit of Team Institute of Science & Fechnology Pyt. Ltd,)

Approved by Ministry of Environment and | orest, Gavernment of Indis a5 Environmental Laboratory
_RSPCB_ 180900122015, ISO 14001:2015, 1SO 48001:2018 (OH&S) “IDAADH
O‘IBC‘E:":—6;‘.t‘]lill'allilﬂhllr‘g, - T Laboratery: G138, .
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 63772106064, 9414077379,
Website : www.teamtesthouse.com

Email : teaa.bdheadf gmail.com

Laboratory : G1-584, l{]l('(_l—llld—urfr;a_l-m o
Sitapura, Jaipur - 302022, Rajasthan

Fhone : +91 3460222039, 9460222049,

Emasil : director teamtesthonse.com.

Emull : marketinglab@ texmtesthouse.com

TEST REPORT
Seport No/ULR  |23100001460 Date : 06-09-2023
0, :
Issued To : M/ Hindusthan Zinc Limited [Dabari Zinc Type of Unit : Smelier
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample/ {Ground Water / Chemical & Biological Date of Sample 19-08-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Peizometer No -5 Date of Receipt :  |21-08-2023
Date of 21-08-2023 1o 08-09-2023 Sampling Plan : IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2 Ltr Sample Collected |Vimal Kurnar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 pH 6.87 15 3025 (Part 11) : 1983 RA
2017
2 Iren [mgf] BDL{<0.01) I8 30265 (Part 53) : 2003 RA
2012
3 Cadrnium [mg/l] 0.001 IS 3025 (Part 41} : 1992 RA
2019
4 Lead [mgf] BDL (<0.01) 1§ 3025 (Part 47) ; 1394 RA
2018
5 Zinc [magh] 2.50 1S 3025 (Part 49) : 1994 RA
2019
Notes -
# The rasults listed rafar only to the tested sample {s) & paramaters (s). Endorsement of products Is neither inferred nor implied.
# This report is not te be reproguced whotly or In part and ¢an not be used gvidence in the court of aw and should not be used in any
adverlising media without our spacial permmission in writing.
# The samples will be destroyed afler 15 days from tha date of issus of test report unless otherwise specified.

Bl (e~
Senigr Analyst Authorized Signatory
(Report No: 23100001460 )

23100001480 | Printed on 06 September, 2023 03:49:26 pm 1Tof1
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Minlstry of Environment aud Forest, Government of India as Envirenmental Luboratory

RSB IS0 9001:2018,

IS0 14001:2018,

150 45001:2018 (OH&S)

JIRA/UDH

Office : E-65, Chitragjan Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone ; +91 6377210864, 9414077379,
Website : www.teamiesthouse.com
Email : texm.bdhendiz gmail.com

Laboratory : G1.584, RIICO [ndastrial Area,
Sitapura, Jaipur - 362022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : divector@ teamtesthouse.com,

Email : marketinglabe texmtesthouse.com

TEST REPORT

Report No/ULR  {23100001461 Date : 06-09-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zine Type of Unit : Smelter

Smeiter]

PO : Zinc Smalter, District Udaipur (Rajasthan),
Type of sample / [Ground Water / Chemical & Biological Date of Sample 19-08-2023
Discipline : Collection/Monitori

ng:

Point of Collection |Peizometer No.-6 Date of Receipt : |21-08-2023

Date of

21-08-2023 1o 06-09-2023 Sampling Plan ; IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2Lt Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
repressntative ; Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 pH 7.67 IS 3025 (Part 11) : 1983 RA
2017
2 Iron {mgfl] |BDL(<0.01) 1S 3025 (Part 53) : 2003 RA
2019
3 Cadmiurm [mg/l} 0.001 18 3025 (Part 41) : 1992 RA
2019
4 Lead [mgf] 0.01 1S 3025 (Part 47) : 1984 RA
2012
5 Zinc {mgf] 0.13 IS 3025 (Part 49) : 1994 RA
2019
Nates -
# The restils lisled rafar only lo the tested sample (s} & parematers (s). Endorsement of products Is neither inferred nor Implied.
# This report |s nol to be reproduced wholly or in part and can not be used evidence In the cournt of law ang should not be used in any
adverlising media without cur special permission In writing.
# The semples will be destroyed afier 15 days from the date of issue of test report unless otherwise spicified.

Bl

Senior Analysi

Authorized. Signaioas
(Report No: 23100001461 )

23100001461 | Printed on 05 September, 2023 03:50:32 pm
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~'g--) TEAM TEST HOUSE
et (Unit of Team Institute of Science & Technology Pyt. Ltd.)
Approved by Ministry of Eaviconment and Forest, Government of India #5 Environmental Labaratory
RSPCB ISO 9111:2015, IS0 14001:2018, 180 45001:2018 (OH&S)

Office : E-65, Chitranjan Marg,
C-Scheme, Xxipur - 02001, Rajasthan
Phoue : +91 6377210064, 9414077379,
Website : www. teamtesthouse.com
Email : team.bdhead@ gmail.com

Laboratory : G1-584, RIICO Iudustrisl Area,
Sitapurs, Jaipur - 302022, Rajasthan
Phone : +91 9450222039, 9460222049,
Email : directoria teamtesthouse.com,
Emall : marketinglab@ teamiesthouse.com

JDANDH

TEST REPORT
Report NoJULR  [23100001462 Date : 08-09-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debar] Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Ground Water / Chemical & Biclogical Date of Sample 19.08-2023
Discipline : Collection/Monitori
ng :
Point of Collection jPaizometer No.-7 Daie of Receipt:  |21-08-2023
Date of 21-08-2023 to 06-09-2023 Sampling Ptan :  |IS 3025:1987(Part 1}RA
Test/Analysis : 2014
Quantity of 2Lt Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 pH 7.61 IS 3025 (Part 11) : 1983 RA
2017
2 Iron [mgf] BDL(<0.01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mgfl] 0.002 153025 (Part 41) : 1992 RA
2019
4 Lead fmg/l 0.01 IS 3025 {Part 47) : 1894 RA
2019
5 Zinc {mgf] 0.10 IS 3025 (Part 49) : 1994 RA
2019
Naotes -
# The resulls listed refer only ta the tested sample (s} & parametars (s8). Endorsement of products is heithar infarred nor implied.
# This repont is not to be reproduced wholly or in part and can not ba used evidences in the court of law and should not be used in any
advertising media without cur spacial permission in wriling.
# The samples wil) be destroyed after 15 days from the date of issue of test report uniess otherwiss specified,

Bl

Senior Analyst

@al
Authorized Signatory
{Report No: 23100001462 )

23100001462 | Printed on 06 September, 2023 03:51:31 pm

Thic is eomnider nenerated renart
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Miaistry of Environment and Forest, Government of India as Environmenta) Laboratory

RSPCB

ISO 9001:2018,

IS0 14001 : 2015,

IS0 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302601, Rajasthan
Phone : +91 6377210064, 9514077379,
Website : www.teamtesthouse,com
Email : team.bdbead @ gmail.com

Laborstory : G1-584, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phope : +21 9460222039, 9460222049,

Email : divector( teamtesthonse.com,

Email : marketinglabdy teamtesthouse.com

TEST REPORT

Report No/JULR  |23100001462 Date : 08-09-2023

No. :

Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter

Smeller]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ground Water / Chemical & Biclogical Date of Sample 19-08-2023
Discipline : Collection/Monitor]
ng:

Point of Collection |Peizometar No -8 Date of Recelpt: |21-08-2023

Date of 21-08-2023 to 06-09-2023 Sampling Plan ; IS 3025:1987(Part 1)RA

Test/Analysis : 2014

Quantity of 2 Ltr Sample Collected |Vimal Kumar Yadav

Sample : By:

Unit's Ms. Neha Maheshwari Condition of Fit for testing

representative : Sample :

RESULTS

S.No [Parameters Observed Value |Testing Protocol

1 pH 7.53 IS 3025 (Part 11) : 1883 RA
2017

2 Iron [/} BDL(<0.01} IS 3025 (Part 53) : 2003 RA
2019

3 Cadmium fmg/l) 0.001 IS 3025 (Part 41} : 1892 RA
2019

4 Lead g BDL {«<0.01} IS 3025 (Part 47) : 1894 RA
2019

5 Zinc [mgf] 0.12 1S 3025 {Part 49) : 1994 RA
2019

Notes -
# The results listed refar only 1o the tesled sample (s} & p (8). End 1t of preducts is neither inferred nor implied.

#

#

This report is not 1o be reproduced wholly or in part and can not be used evidence in the court of law and should not ba used in any

advertising madia without our special permission in writing.

The samples will be destroyed atter 15 days from tha date of issue of test report unless otherwise specified,

B

Senlor Analyst

@H'w

Authorized Signatory- -~
(Report No: 23100001463 )

23100001463 | Printed on 06 September, 2023 03:52:38 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Eovironment and Forest, Government of India as Environmental Laboratory

RSPOB
Office : E-65, Chitranjan Mayg,
(-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9413077379,
Website : www.teamtesthouse.com
Emasil : teany,hdheadd@ gmail.com

IS0 9001:2015,

ISNO 14001:2015,

IS0 45001:2018 (OH&S)

JDA/UDH

Laboratory : G1-584, RIICQ Industrial Area,
Sitapura, Yaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Emafl : directora tesmtesthonse.com,
Email : marketuglaba teamtesthouse.com

TEST REPORT
Report No./ULR 123100001464 Date : 06-09-2023
No. :
lssued To : M/S Hindusthan Zinc Limitad [Debari Zinc Type of Unit : Smeiter
Smaelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Ground Water / Chemical & Biological Date of Sample 19-08-2023
Discipline : Collection/Monitori
nyg:
Peint of Collection {Peizometer No.-9 Date of Receipt: |24-08-2023
Date of 21-08-2023 to 06-09-2023 Sampling Plan: |15 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2 Ltr Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol
1 pH 7.13 iS 3025 (Part 11) : 1983 RA
2017
2 Iren [mgfl] BDL(<0.01}) IS 3025 {Part 53) : 2003 RA
2019
3 Cadmium [mg/T) BDL(<0.001) IS 3025 (Part 41) : 1982 RA
2019
4 Lead [mg/ BDL(<0,01) IS 3025 (Part 47) : 1984 RA
2018
5 Zinc [mg/l] 0.23 IS 3026 (Part 49) : 1994 RA
2019
Notes -
# The results lisled refer only to the tasted sampie (8} & parameters (5). Endorsement of prod ts neither Inferred nor implied.
3 This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in wriling.
# The samples will be destrayed after 15 days from the date of issue of test report untess otherwise specifiad,

Bl

Senior Analyst

Huthiorized Sighntory: =7 7l
(Report No: 23100001464 )

23100001464 | Printed on 06 September, 2023 03:53.42 pm

This is romntiter asnpratad rennrt
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@i TEAM TEST HOUSE

- (Unit of Team Institute of Science & Technology Pvt. Ltd.)
Approved by Ministry of Emv ironmient and Furest. Goveriment of Indin as Environmental Loborstory -
RSP( B _ l‘s()_ﬂ(_ll}i_gn 15, 1801 4001:2015, 150 4‘“3_[!1_ 2018 (OH&\) JDA/DH
Dmcg . E- b'\ C hm .m]an Marg, Laboratory : GI-884, RIICO Imlmll ial Area, o
C-Schetne, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 312022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : -H)I 9460232039, 9460222049,
Wabsite : www.teamtesthonse.com Emai! : director@ teamtesthouse.cons,
Emasil : team.bdhead@ gmail.com Erndl 1 mavkellnglab@ teamtesthouse.com
TEST REPORT
Report No./ULR  ]23100001465 Date : 06-09-2023
No. :
issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udalpur (Rajasthan),
Type of sample/ |Ground Water / Chemical & Biological Date of Sampla 19-08-2023
Discipline : CollectionMonitori
ng:
Point of Collection |Peizometer No.-10 Date of Recelpt : |21-08-2023
Date of 21-08-2023 to 06-09-2023 Sampling Plan:  |IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2Lt Sample Collected [Vimal Kumar Yadav
Sample : By :
Unit’s Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
5.No |Parametlers Observed Value |Testing Protocol
1 pH 7.36 IS 3025 (Part 11) : 1983 RA
2017
2 ron {mgf] BDL(<0,01) 8 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/l] 0.00M IS 3025 (Part 41) : 1892 RA
2019
4 Lead [mg/] 0.01 1S 3025 (Part 47) : 1994 RA
2019
5 Zinc [mgf] 0.67 IS 3025 (Part 48) : 1994 RA
2018
Notes :-
# The resulls isted refer only fo the tested sample (s) & parameters (s). Endorgsement of products is nefther Inferred nor implled.
& This report is not to be raproduced wholly or in part and can not be used evidence in the cour! of law and should not ba used in any
advertising media without our gpacial parmission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise spacified.
é?-ﬁﬂv—- @Ql' _—
Senior Analyst Authorized Signatory

{Report No: 23100001465 )

23100001485 | Printed on 06 September, 2023 03:54:32 pm 10of1
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(Unit of Team Institute of Science & Technology Pvt, Ltd.)

TEAM TEST HOUSE

g

Z

T 5024

Approved by Ministry of Environment sud Forest, Government of India as Environmental Laboratory

RSPCB

ISO 9801:2015, ISO 14007:2015,

150 45001:2018 (OH&S)

JDA/UDH

OMice : E-63, Chitranjan Marg,
C-Scheme, Jalpur - 302081, Rajasthan
Phone : +91 6377210064, 2414077379,
Website : www.teaintesthouse.com

Laboratory : G1-384, RIICO Industrial Area,
Sitapura, Jalpar - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emafl : direcior@teamtesihouse.com,

Emall : team. bdhead@gmsilcom Email : marketinglab@ teamiesthouse.com
TEST REPORT
Report No./ULR  jTC502523600001111 Date : 05-08-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter

Smeiter]
PO : Zinc Smelter, District Udaipur {(Rajasthan},

Type of sample / | Ambient Noise Leve! Monitoring / Chemical Date of Sample 18-05-2023 17:19to 19-
Discipline : Collection/Monitori |05-2023 17:19
ng :
Point of Collection |Near Environmental lab Date of Receipt : |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value {Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 61.7 IS 9989 75
2 Noise Level (Night Time ): Leq [dB{A)] §3.6 IS 9989 70
Notes -
# The results listed refar only to the testad sample (s) & paramaters (s). Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced whelly or in part and can not be used evidence in the court of law and shouid not be used in any
advertising media without cur speclal permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
£~
At R é’g‘;” h
Senior Analyst fdt‘ﬁor{;e’y ﬁéngfbﬂzwa 4

{Report No: TC502523600001111 )

TC502523600001111

| Printed on 05 June, 2023 12:56:02 pm

This is commiter aanaratad rannrt
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A @ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratery

RSPCB ISO 9001:2015, TS0 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory ; G1-584, RHCO Induostrial Area,
C-Scheme, Jaipur - 302001, Rajasihan SHapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460322039, 9460222049,
Website : www.teamfesthouse.com Emall : director@teamtesthouse.com,
Emali : tesm.bdbead@gmailcom Email : mnrkeﬁnginb@te:mtestham.qom

TEST REPORT
Report No/ULR  |TC502523600001112 Date : 05-06-2023
No. :
lssued To : M/S Hindusthan Zine Limited {Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan},
Type of sample/ JAmblent Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:20 10 19-
|Discipline : Collection/Monitori |05-2023 17:20
ng:
Point of Collection |Near Railway Gatef SRP Date of Receipt: |[20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample ; By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 624 1S 9989 75
2 Noise Levsl (Night Time ). Leq [dB(A)] 53.7 1S 9989 70
Notes -
# The resyls listed refer only to the tesled sample (s) & paramatars {s). Endorsement of producis Is neither inferred nor implied.
# This report is not to be repraduced wholly or in part and ¢an not be used evidence in the court of law and should not be used in any
advertising madia without our special permission in writing.
# The samples will be desiroyed after 15 days from the date of issue of test repart unloss otherwise specified.

=
-UA%\ }'{gg{' o= ?@‘,":‘f T
Senior Analyst ' A&fﬁgﬁiiegﬁié‘iﬁh*ﬁbm;ﬂ T
{Report No: TC502523600001112 )

TC502523600001112 | Printed on 05 June, 2023 12:56:46 pm
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A @ TEAM TEST HOUSE
: (Unit of Team Institute of Science & Technology Pvt. Ltd.)

15038
Approved by Ministry of Environment and Forest, Government of Indis as Environmental Laboratory
RSPCB IS0 2001:2015, _ ISO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chliranjan Marg, Laboralory : Gi-584, RIICO Indusirial Area,
C-Scheme, Jalpur - 302061, Rajasthan Sitapura, Jsipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.leamtesthouse.com Email : directon@leamtesthouse.com,
Emall : team.bdhesd@gmailcom Emati : marketinglab@teamiesthonse.com
TEST REPORT
Report No./ULR  |TC502523600001113 Date : 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zine Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:21 to 18-
Discipline : Collection/Monitori |05-2023 17:21
ng:
Paint of Collection |Near ETP Date of Receipt: [20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan: | TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for iesting
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time } : Leg [dB(A)] 56.6 1S 0989 75
2 Noise Level (Night Time ). Leq [dB(A)] 49.2 1S 9939 70
Notes :-
# The results listed refer only to the tested sample {s) & paramaters (s). Endorsement of products is nelther inferred nor implied.
# This report is not to be reproduced wholly or in part and can not he used evidence in the court of law and should not be used in any
advertising media without aur special permiesion in writing,
# The samplas will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
ﬂ T §
hedgp . ——
/an hai Yogi Ra e@)ﬂ Mahe
senig xnalyst 9 Ali’}thorized Signa opy"‘wa n
{Report No: TC502523600001113 }
TC502523600001113 | Printed on 05 June, 2023 12:57:57 pm 10f1
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TEAM

{ TEST HOUSE
(Unit of Team Institute of Science & T ecﬁzmm@gf Pvt. Ltd.)

Approved by Ministry of Env ironment snd *mesi, Government of Indis as Environmental Ls Laboratory

RSPCB

ISO 9001:2015, ISO 14001:2015,

IS0 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chliranjan Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone ; +91 6377210064, 9414077379,
Webslte : www.ieamtesibouse.com
Emafl : team.bdhead@gmail.com

Laboratery : G1-584, RIICO Industrial Area,
Sitapura, Jaipor - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emall : ¢irector@icamiesthonse.com,

Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No/ULR | TC502523600001114 Date : 05-06-2023
No. ;
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:22 to 19-
Discipline - Collection/Monitori |05-2023 17:22
ng:
Point of Collection |Near DG Set Room Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan: |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level {Day Time ) : Leq [dB(A)} 60.9 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 53.6 IS 9989 70
Notes :-
# The rasults listed refer only to the tested sample {(s) & ¢ ters (s). End nt of products is neither inferred nor implied.
# This repart is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our spedlal permission in wriling.
# The samples will be destroyed after 15 days from the date of issus of test report unless otharwise specified.
£
F"::{:-m Wl T ﬁsﬁ‘xﬁu“aﬁm i
Sentor Analyst Authorized Signatory

(Report No: TC502523600001114 )
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(Unit of Team Institute {Jf Science & Technology Pvt. Ltd.)

TEAM TEST HOUSE

'- 9»

2

%f JL
1

5028

Approved by Ministry of Environment and Furest Government of Indis a5 Environmentsal Laboratory

RSPCB

ISO 9001:2015,  ISO 14001:2015,

IS0 45001:2018 (OH&S)

IDA/UDH

Office : E-65, Chitranjan Marg,

C-Scheme, Jaipur - 302001, Rajusthan
Phone : +93 63772104064, 9414077379,
Website : www.teamiesthouse.com
Emall ; team.bdhead@gmailcom

Lﬁwra!or_v G1-584, RIICO Industrial Area,
Siiapura, Jaipur - 302022, Rajssthan
Phone : +91 3460222039, 9460222049,

Emall : divecior@icamiesthouse.coim,

Emall : markefinglab@teamtesthouse.com

TEST REPORT
Report No/ULR |TC502523600001115 Date : 05-06-2023
No. ;
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:22 to 19-
Discipline : Collection/Monitori |05-2023 17:22
ng:
Point of Collection |Near ZSD Main Gate Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NCISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Tesfing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)} 73.3 IS 9989 75
2 Noise Level {Night Time ). Leq [dB({A)] JM.B IS 9989 70
Notes -
# The results fisted refer only to the tested sample (s} & paramelers {s), Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced whaily or in part and can hot be used evidence in the court of law and should not be used in any
adveriising media without our special permission in writing,
# The samples will be destrayed after 15 days from the date of issue of test report unless otherwise specified.
/ Meag— -
. Raje
Senior Analyst Al.l&horize g&ngf%gwa f

(Report No: TC502523600001115)
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TEST REPORT
Report No./ULR  |[TC50252360000%116 |Date : 105-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelter]

PO : Zinc Smelter, District Udaipur (Rajasthan),

Type of sample /

Ambient Noise Level Monitoring / Chemical

Date of Sample

18-05-2023 17:23 to 19-

Discipline ; Collection/Monitori |05-2023 17:23
ng:
Paint of Collection |Near ZE Date of Receipt : |20-05-2023
Date of 20-05-2023 o 27-05-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample ; By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sampie :
RESULTS
S.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 63.7 IS 99389 7%
2 Noise Level (Night Time }: Leq [dB(A)] 56.2 1S 9989 70
Notes -
# The resutts listed rafer only to the tested sample (s) & parameters (s), Endarsernent of products is neither inferred nor implied,
# This repart is nat to be reproduced whally or in part and can not be used svidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from Ihe date of Issue of lest repart unless otherwise specified.
E4=T ?ﬁl;h s
Senior Analyst {E&E;nzmé}g%@w X

(Report No: TC502523600001116 }

TC502523600001116 | Printed on 05 June, 2023 02:08:44 pm

This is computer arnarated rennr

10of1




- @

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

TEAM TEST HOUSE

Approved by Ministry of Environment and Forest, Government of India 35 Environmental Laboratory

RSPCB ISO 9001:2015, ISO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Oflfice ; E-65, Chitranjan Marg, Laborstory : G1-584, RIICO Industrisl Ares,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Fhone : +91 9460222039, 9460222049,
Website : www.leamiesthouse.com Emall : direcior@ieamtesthouse.com,
Email : team.bdhead@gmailcom Emall ; marketinglab@teamitesthouse.com

TEST REPORT
Report No./JULR  |TC502523600001117 Date : 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zins Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:24 to 18-
Discipline : Collection/Monitori |05-2023 17:24
ng:
Point of Collection |Near Weigh Bridge Date of Receipt : |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NOISE/D1
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
3.No |Paramelers Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB{A)] 67.8 IS 5989 75
2 Noise Level {(Night Time ). Leq [dB(A)] 58.1 IS 9989 70
Notes
# The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products Is neither inferred nor Impiied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of taw and should not be used in any
advertising madia without our special permission in writing.
# The samples will be destroyed after 15 days from the dale of issue of lest report unkess otherwise specified.
V4
Bagi Ra e@i‘n
Senior Analysl orized |gn§${r] L

(Report No: TC502523600001117 }
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TEAM TEST HOUSE 2
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

"y
It s

Approved by Ministry of Environment and Forest, Goverament of India as Environmental Laboratery

RSPCB

ISQ 9001:2015, 180 14001:2015,

IS0 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : 491 6377210064, 9414077379,
Webslte : www.teamtesthouse.com
Email : feam.bdhead@gmail. com

Laboratory : G1-884, RICO Iadusirial Ares,

Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Emall : director@ieamtesthouse.com,
Emall : marketinglab@{eantesthouse.com

TEST REPORT
Report No/ULR  |TC502523600001118 Date : 05-06-2023
No. :
Issued To: M/S Hindusthan Zine Limited [Debari Zinc Type of Unit ; Smelter
Smelier]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:25 to 19-
Discipline : Collection/Monitori |05-2023 17:25
ng:
Point of Collection |Near Leaching Date of Racaipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |[TTH/NOISE/)1
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS |
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level {Day Time ) : Leq [dB(A)] 703 IS 9939 75
2 Noise Level (Night Time ): Leq [dB(A)] 62.5 IS 9989 70

Notes -
#

The results listed refer cnly to the tested sampie (s) & parameters (s). Endorsement of praducts Is neither inferred nor Implied,

# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in wrifing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

Senior Analyét
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{Report No: TC502523600001118 )
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| Printed on 05 June, 2023 02:11:01 pm
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(Unit of Team Institute of Science & Technology Pv
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Appr

RSPCB

oved by Ministry of Environment and For
150 90061:2015,

IS0 14001:2015,

"Olfice : E-65, Chitranjan Marg,

C-Scheme, Jaipur - 302001, Rajasthan
Phone ; +91 6377210064, 9414077379,
nwvw.‘lenmt&lthmsk com
Email : team.bdhead@gmall.com

Website

est, Government of India as Environmental Lahﬂra%m-';
IS0 45001:2018 (OH&S)

L“ f}ra'iaﬂ' G1 5&0 Eﬂ'(‘() Xndnsirlnl An
Sitapura, Jaipor - 302022, Rajssthan
Phone : +91 9460222039, 9460222049,
E::aaa'f : direcior@teamtesthouse.com,
Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No/JULR  |TC502523600001119 Date : 05-06-2023
No.:
Issued To : M/8 Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeltet]
PO : Zing Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ambient Noise Level Monitoring / Chemical Date of Sample 19-05-2023 17:26 to 20-
Discipline : Collection/Monitori |05-2023 17:26
ng:
Point of Collection |Near MCTP Entrance Date of Receipt : |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NOCISE/O1
Test/Analysis :
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By
Unit's Ms. Neha Maheshwari Condition of Fit for tesfing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB{A)] 68.9 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 60.2 IS 9989 70
Notes :-
# The results lisiad refer only to the tested sarnple (s) & paramaters (s). Endorsement of products is neither inferred nor implied.
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of faw and should not be used in any
advertising media without our special parmission Tn writing.
# The samples will be destroyed after 15 days from the date of Issue of test repoit unless otherwise specified.
7
I./L:w..‘ BT
..,‘_.".J[J Ry j& .‘&l oo
Senior Analyst gm%ﬁ%eﬁ S“”

(Report No: T0502523600001 118)

TC502523600001119 | Printed on 05 June, 2023 02:22:25 pm
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RSPCB

Office

i €

{U”Ef of Team Institute of Sc w*m

bv

Approved by

ISO %001:201

Ministry of ,*,nvironment and I m-c:st, Government of Inc
180 14001:2015,

- E—SS;Chitr;l‘li;; ?P:I{mp,,

C-Scheme, Jaipur - 302001, Rajasthsn
Fhone : +91 6377210064, 9414077373,
Websile : www.teamtesthouse.com

TEAM TEST HOUSE
& 7

?(;rff r @kﬂ’

oy Pyt L

Laburainry Gl-584, RIICO Industrial Aves,

iz as ,,‘“,m'ém"v*r‘cumﬁ ,_,J‘un;tﬁw
I“"\'} "‘5’”3.2{}‘18 (ﬁq :8)

JDAM TDH

Sitspura, Jaipur - 302022, Rajasthan
Phone : +51 9460222039, 9460222049,
Emall - Jﬂmc.or( teamtesthouse,com,

Email : team.bdhead@gmall.com Emall : marketinglab@ieamtesthonse.com
TEST REPORT
ReportNo/ULR |TC502523600001120 Date : 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chemical Date of Sample 19-05-2023 17:26 to 20-
Discipline : Coilection/Monitori |05-2023 17:26
ng:
Point of Collection |Near Roaster Date of Receipt :  |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan : TTH/NOISE/ 01
Test/Analysis -
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protogol Limits as per
Environment
protection rules,
1986
1 Noise Level {Day Time } : Leq [dB(A)] 68.7 1S 9989 75
2 Noise Level (Night Time ) ) : Leq [dB(A)] 58.2 IS 9989 70
Nates -
# The results listed refer only to the tested sample (s} & p ters (s). E nt of products is neither inferved nor implied,
# This report is not to be reproduced whelly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our spacial permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unloss otherwise specified.
A
R Yoai @‘
PUI’éu i*m.,-l. YOQ' Ra& dln'h ,"Eﬂ
Senior Analyst Atthorized Signato

{Report No: TC502523600001120 }
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Minlstry of Environment and Forest, Government of India as Environmental Laboratery

RSPCB

ISO 9001:2015, ISO 14001:2015,

1SO 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.lcamiesthouse.com
Emall : team bdhead@gmall.com

Laboratory : G1-584, RIICO Indusirial Area,
Sitapurs, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 9460222049,

Fmall : director@teamtesibouse,com,

Emaill : marketinglab@teamiesthouse.com

TEST REPORT
Report No/JULR  |TC502523600001121 Date : 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample 19-05-2023 17:27 fo 20-
Disgcipline : CollectionfMonitori |05-2023 17:27
ng:
Point of Collection |Near Work Shop Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NOISE/Q1
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time } ; Leq [dB{A})] 65.5 1S 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 56.6 1S 9989 70

Motes ;-
#
#

advertlsing madia without our special permission in writing.

#

7
/ g

Seribimnayie! Yogi

The results fisted refer only io tha tested sample {s) & parameters {(s). Endorsament of products is neither Infarred nor implied.
This report Is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not bz used in any

The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
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- (Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by | ';Finis:irv of Environment and Forest, Government of Indis as Environmentsal Laboratory
_ _E_‘;‘S_ﬂji,ﬁ B ___}SU &(‘1 20 15, I$O K«a\m' 2015, ) 180 450!_)1__2_!!1_8{{0&5 5} ) JDAN ..Ihﬂ-ﬁ
Oflfice : E-65, E_hlﬁn.ja s Marg, Ejh:-rnmry G1-584, RIICO Industrial A Area,
C-Scheme, Jaipur - 302001, Rajasthan wz:i:. ira, Jalpar - 302022, Rajasthan
Fhone : +91 6377218064, 9414077379, *he +91 9460222039, 95460222049,
Website : www.teamtesthouse.com i : director@teamtesthouse.com,
Email : team.bdbesd@gmail.com : marketinglab@teamtesthouse.con
TEST REPORT
Report NoJULR  |TC502523600001122 Date : 05-06-2023
No. ;
Issued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO . Zinc Smelier, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample 19-05-2023 17:28 to 20-
Discipline : Collection/Monitori J05-2023 17:28
ng:
Point of Collection {Near Solar Area Date of Receipt :  {20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  [TTH/NQISE/01
Test/Analysis :
Quantity of “ Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 544 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 46.2 IS 9989 70
Notes :-
# The results listed refer only 1o the tasled sample {s) & parameters (s). Endorsement of products is neither inferred nor Impliad.
# This raport is net ta be reprmduced whally or in part and can not be used evidence in the court of law and should not be used in any

advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test repart unless otherwise specified.

wad vy ./ ﬁ\,,

Senior Analyst
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Rajest' 3
Authonzed SloHaBRMWAR

{Report No: TC502523600001122 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Ministry of Environment and Forest, Government of India a5 Environmental Laboratory

RSPCB

ISO 9001:2015, IS0 14001:2015,

IS0 45001:2618 (OH&S)

' Office : E‘ES, Chitranjan Marg,

C-Scheme, Jaipur - 302001, Rajasthan
Phone ; +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email : team.bdhead@gmail.com

IDA/UDH

Laboratory : G1-584, RIICO Jndunstrial Ares,
Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Emall : director@teamtesthouse.com,
Emall ; marketinglab(@tesmiesthouse.com

TEST REPCRT
Report No,ULR  |TC502523600001123 Date . 05-06-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:28 to 20-
Discipline : Collection/Monitort |05-2023 17:29
ng:
Point of Collection |Near Hospital Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan;  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time }: Leq [dB({A)] 53.8 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 45.3 1S 9989 70
Notes :-
# The results listed refer only to the tested sample {s) & parameters (s). Endorsement of preducts is neither inferred nar implied.
# This repertis not to be repreduced whelly or in part and can not be used evidence in the court of law and shouid not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the dale of issue of test report unless otherwise specified.
/
Péran : H_aedr o S
Senior Analyst Mal YOgi Authorized Sigjr?ét'éry’ wal

{Report No: TC502523600001123 )

TCH02523800001123 | Printed on 05 June, 2023 02:27:32 pm
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e TEAM TESTH @”T’:L'
(Unit of Team Institute of Sc E&Eff’s_‘é’ & T F&'ﬁuux@gf’ Pvt. Ltd,)

Ag‘ﬂmved by Minis m of Environment and }’zﬂeru?, Government of India a5 Environmental Laboratary

""‘5?(,3 ISO 98 2015, u. O 14001: 201" _ néﬁ 45 001: _?J‘ 8 (O S} JDA/UDH
Oi‘i‘te.E-&S i‘ﬁ*'imr‘j F}E:rg, Lahoratoly G1-584, RIICO Indus fz‘imﬂ Aren,

C-Scheme, Jaipur - 3020( jasthan Sit:n{,. ra, Jaipur
Phone : +91 6377210064, 9414077379,

Website : www.teamtesthouse.com

Email : team.bdhead@gmall.com

- 302022, Raj

839, _-A,--mzm-aae

; 1: esthouse.com,
Email : mlrketlnght@;ie;ml estomse.com

TEST REPORT
Report No/ULR  [TC502523600001124 Date : 05-06-2023
No.:
{ssued To : M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PC : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sampie 198-05-2023 17:30 to 20-
Discipline : Callection/Monitari |05-2023 17:30
ng:
Point of Collection |Near STP Date of Receipt : |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan:  |TTH/NOISE/1
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time } : Leq [dB(A)] 58.4 IS 9989 75
2 Noise Level {Night Time ): Leq [dB(A)] 49.6 IS 9989 70
Notes -
# The resuis lisled refar only to the tested sample (s) & paramelers {s). Endorsement of praducts is neither inferred nor implied.
# This report is not to be reproduced wholly ar in part and can not be used svidence in the cour of law and should not be used in any
advertising media without our special panmission In writing.
# The samples will be destroyed after 15 days from the date of issue of lest report unlass otherwise specified.
p -
o Lo Rﬁ'f@ﬁg Shwan
SeRidr Analyshi 2 orized Slgnato
{Report No: TC502523600001124 )
TC502523600001124 | Printed on 05 June, 2023 02:28:04 pm 10f1
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

L/

T2

Approved by Ministry of Environment and Forest, Government of India as Environmental Lél't_z-m"—ﬂmry

RSPCB

IS0 3001:2015,

ISO 14001:2015,

Office : -85, Chitranjan Marg,

150 45001:2018 (OH&S)

C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 £377210064, 9414077379,
Website : www.leamtesthouse.com
Emall : team.bdhead@gmail.com

Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Emafl : director@teamtesthouse.com,
Email : marketinglab@leamiesthouse.com

TEST REPORT
Report No/ULR  {TC502523600001125 Date : 05-06-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiier]
PO : Zinc Smeker, District Udaipur (Rajasthan),
Type of sample / [Ambient Noise Level Monitoring / Chemical Date of Sample 18-05-2023 17:31 to 20-
Discipline : Collection/Monitori |05-2023 17:31
ng:
Point of Collection |Near Store Date of Receipt: |20-05-2023
Date of 20-05-2023 to 27-05-2023 Sampling Plan: | TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Envircnment
protection rules,
1986
1 Noise Level (Day Time ) : Leqg [dB(A)] 62.9 1S 9989 75
2 Noise Levet (Night Time ): Leq [dB(A)] 55.6 1S D989 70
Nates :-
# The resulis Fisted nefer only o the tested sample {s) & paramsters (s). Endorsement of products is neither infarmed nor implied,
# This report is nat to be repraduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing,
] The samples will be destroyed after 15 days from the date of issue of test repart unless otherwise specified.,
D
/W l § '_,-.:_‘.1_',: : U
Senicr Analyst Authorized Signatory’

(Report No: TC502523600001125 )

TC502523600001125 | Printed on 05 June, 2023 02:28:36 pm
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@@

TEAM
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

jf Voo WA ¢ |

TLEOT LI

JUSE

Approved by Minisn:;' of Environment and Forest, Government of India as Environmental Laboratory
IS0 45001:2018 (OH&S)

IS0 9001:2015, ISO 14001:2015,

N RSPCB )
Ofllice ; E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phoune : 491 6377210064, 9414077379,
Website : www.leamtiesthouse.com
Emall : team.bdhead@gmall.cam

JDA/UDH
Laboratory : G1-584, RIICO Industrial Area,
Sitapura, Jaipar - 202022, Rajasihan

Phone ; +91 9460222039, 94560222049,

Emall ; directon@teamlesthouse.com,

Email : mariketinglab@teamtesthouse.com

Senior Analyst

TEST REPORT
Report No/JULR  |23600001483 Date : 24-08-2023
No. :
Issued To @ M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelier]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample/ |Ambient Noise Level Monitoring / - Date of Sample 18-08-2023 11:56 o 19-
Discipline : Collection/Monitori {08-2023 11.56
ng:
Point of Collection |Near Environment Lab Date of Receipt . |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan : | TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value {Testing Protocol Limits as per
Environment
protection ruies,
1986
1 Noise Level {Day Time ) : Leq [dB(A)} 56.8 IS 2989 75
2 Noise Leval (Night Time ): Leq [dB(A)] 47.5 IS 9989 70
Notes :-
# The results fisted refer only to the tested sample {s) & parameters (s). Endorsement of products is neither inferred nor implied,
# This report is not to be reproduced wholly or In part and can not be used evidance in the court of law and should not be used in any
advertising media without our special parmission in writing.
# The samples will be destroyed after 15 days from the date of [ssue of test report unless ctherwise specified.
0
'I:r._-'\'\:’h[' ) - 1 !lvs S %"'_
Auth%ﬁié&é?gr%d%’ Yog

(Report No: 23600001483 }

23600001483 | Printed on 24 August, 2023 02:04:37 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCB

Approved by Ministry of Environment and Forest, CGoversiment of Indls as Environmental Laboratory

ISO 9001:2015,

IS0 14001:2015,

ISO 45001:2018 (OH&S)

JDA/UDH

Office ; E-65, Chltranjan Marg,
C-Scheme, Jnipur - 302001, Rajssthan
Fhone ; +91 6377210064, 5414077378,
Website : www.icamissthouse.com

Laboratory : G1-884, RIICO Industrial Ares,
Sitapurn, Jaipur - 302022, Rajasthan
Phone : +91 94560222039, 9460222049,
Emall : direcior@teamiesthouse.com,

Eauall : tesm bdhead@gmail.com Emall : marketinglah@teamtesibouse.com
TEST REPORT
Report No./ULR 23600001482 Date : 24-08-2023
No. :
lssued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chermical Date of Sample 18-08-2023 11:58 to 19-
Disclpline : CollectionMenitori |08-2023 11:58
ng:
Point of Collsction |Near Railway Gate/ SRP Date of Recaipt: |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan: | TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwati Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 61.8 IS 9989 75
2 Noise Level {Eight Time ): Ley [dB(A)] 152.6 IS 9989 70
Notes :-
# The resulls listed refar aniy to the tested sample {s) & parametars (s). Endorsement of products is nefther infarred nor implied.
# This report is not 1o bs reproduced wholly or in part and can not be usad evidence in the court of law and should not ba used in any
advertlsing media without our spacial permission in writing.
# The samples will be destroyed after 15 days from the date of issue of tast report unless ofverwice spacified.
= /Pl o ? — )
Senior Alnf:]yfftj_ | Authorized ighdtl Y 00!

{Report No: 23600001482 )

236000041482 | Printed on 24 August, 2023 02:13:35 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Lid.)

Apprwedj by Ministry of Environment and Forest, Government of Indis ss Environments] Laboratory

RSPCB

ISO 9001:2015, ISO 14001:2015,

IS0 45001:2018 (OH&S)

JDA/UDH

Office ; E-65, Chiiranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 5414077379,
Website : www.teamtesthonse.com

Laboratery ;: G1-584, RIICO Indusirial Ares,
Sitspura, Jalpur - 302022, Rajasthan
Phone : +91 9460222039, 9480222045,
Email : direcior@icamiesthouse.com,

Enall ; team.bdhesd@gmail.com Email : marketinglab@teamtesthouse.com
TEST REPORT
Report No/ULR  |23600001484 Date : 24-08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debar! Zine Type of Unit : Smelter
Smelter]
PG : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ambient Noise Level Monitering / Chemical Date of Sample 18-08-2023 14:02 {0 19-
Discipline : Collection/Monitori |08-2023 14:02
ng:
Point of Collection |Near ETP Date of Raceipt : |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULYS
S.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leqg [dB(A)] 65.3 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 58.7 IS 9989 70

Notes ==
#

#
adverlising

#

N
)

.

media without our special parmlssion in writing.

Senl@ﬁf&l Kumar

The results listed refer only to the tested sample (s) & parametars (3). Endorsement of preducis is nefther inferred nor implied.
This raport is not to be repreduced wholly or in part and can not be usad evidence in the court of law and should not be used in any

The samplas will be destroyed after 15 days from the date of Issue of test report unless otherwlse specified.

}f Ly e . )
Aum&?zaaﬁéhaén}?l Yogl

(Report No: 23600001484 )

23600001484 | Printed on 24 August, 2023 02:16:40 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Goversment of India as Environmental Laboratory

RSPCB

ISO %001:2015,

ISO 14001:2018,

ISO 45001:2018 (OH&S)

JDA/UDH

Oflfice ; E-65, Chitraajan My,
C-Scheme, Jaipar - 302001, Rajasthan
Phoue : +51 6377210064, 2414077379,
Wehsite : www.leamlesihouse.com

Laboratory : G1-584, RIICO Industrial Area,
Sitapura, Jaipar - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Emall : director@teamiesthonse.com,

Email ; team bdkead@gmail com Emafl : marketinglab@tenmtesthonse com
TEST REPORT
Report No/ULR  |23600001485 Date : 24-08-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zine Type of Unit ; Smelier
Smeller]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chemical Date of Sample 18-08-2023 14:04 to 19-
Discipline : Collection/Monitori |08-2023 14:04
ng:
Point of Collection |Mear DG Set Room Date of Receipt: |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB{A}] 564 1S 9989 75
2 Noise Levei (Night Time ): Leq [dB(A)] 482 IS 9989 70
Nates -
¥ The: results listed refer only to the tested sample {s) & paramaters (s). Endorsement of products is neither inferred nor Implied.
# This report Is not 1o be reproduced wholly or in part and can not be used evidence In the court of law and should ot be used in any
advertising media without our speclal permission in writing,
# The samples will be destroyed after 15 days fram the date of issue of tost report unless otherwise specified,

== 4 !)
Senig Analyst

unlf Kumnar

[
(o

AuthorizadSignhbent Yool
{Report No: 23600001485 )

236800001485 | Printed on 24 August, 2023 02:18:31 pm
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(Unit of Team Institute of fScience & Technology Pvt. Ltd,)

App“‘uw:d by Ministry of Emimnment and Fum:% Government aﬂmdm a3 Envimnmenfal La&mratnw

RSPCB

Office

1SO 9001:2015, 1SO 14001:2015,

L-CS Chitranjan Marg,

C-Scheme, Jalpur - 302001, Rajasthan

Phone = 491 6377210064, 9414077379,
‘Website : worw.teamiesthouse.com

IS0 45001:%¢ 018 (OH&S) JDA/UDH
Laboratory : G1-584, RIICO Industrial Ares,
Shizpura, Jaipur - 301022, Rajssibhan
Phope : +91 9460222039, 9460212049,

Emall ; direclor@teamtestbonse.com,

Emifl : team bdhesd@gmaii.com Emalfl : marketinglab@ieamiesthouse.com
TEST REPORT
Report No/JULR  |23600001486 Date . 24-08-2023
No.:
lssued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter
Smeller]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  }Ambient Nolse Level Monitoring / Chemical Date of Sample 18-08-2023 14:08 to 19-
Discipline : Collection/Monitori |08-2023 14:08
ng:
Point of Collection |Near ZSD Main Gate Date of Receipt:  122-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan: |TTH/NQISE/01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
represontative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A}] 829 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 53.7 IS 9989 70
Notes :-
# The results listad refer only to the tested sample {s) & paramaters {s). Endorsement of products is neither inferred nor implied.
# This report is not to ba repreduced wholly or in part and can not be used evidenca in the court of law and should not be used In any
advertising media without our special permission In writing,
# The samples will be destroyed afier 18 days from the date of issue of test report unless otherwise spacified.
_ Z
c-:;:,g /W*W“ .
SeniorARalykt TLTIAT Authdrzgd Biﬂnw | Yogt

(Report No: 23600001486 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Ltd.)

Approved by Minfstry of Environment and Forest, Government of lndis a3 Environmental Laboratory

RSPCB ISO %001:2015, ISC 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Offlice ;: E-65, Chilranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapurs, Jalpur - 302022, Rajssthan
Phone : 491 6377210064, 9414077379, Phone : +91 9460221039, 9460222049,
Wabslte : www.teamiesthouse.com Emall : director@teamtesthouse.com,
Email ; team.bdhead@gmail.com Esteafl : marketinglab@leamiesthonse.com

TEST REPORT
Report No/ULR  |23600001487 Date : 24-08-2023
No. : :
Issued To : M/S Hindusthan Zinc Limited {Debarl Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Amblent Noise Level Monitoring / Chemical Date of Sample 18-08-2023 14:40 10 19-
Discipline : Collection/Monitori |08-2023 14:40
ng:
Point of Collection [Near ZE Date of Recelpt : |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/ANOISE/01
Test/Analysis *
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's iis. Neha Maheshwari Condition of Fit for testing
representative : Sampla :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1886
1 Noise Level (Day Time ) : Leq [dB(A)] 67.4 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 60.4 1S 9989 70
Notes -
# The results listed refer only to the tested sample (s} & parameters (s). Endorsement of products is neither infarrad nor implied.
# “This report is nat 1o ba raproduced wholly ot in pait and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the data of issue of test report unless olherwise specified.
g
=2 P e
i t
Seni@AMMRumay AggrizathS e  OF

(Report No: 23600001487 )

23600001487 | Printed on 24 August, 2023 02:20:15 pm
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Lid.)

Aﬂ}m}red by Ministry of Environment and Forest, Government of India as Environmentsl Laboratory

RSPCB ISO 9001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Oflice ; E-65, Chitranjan Marg, Labaratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan SHapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077372, Phone : +91 9460222039, 9460222049,
Webslie : www.icamiesthouse.com Emall ; director@tleamtestbonse.com,
Email : team.bdhead@gmail.com Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No./ULR  |23600001488 Date : 24-08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO ; Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ambient Noise Level Monitoring / Chemical Date of Sample 18-08-2023 14:42 to 18-
Discipline : Collection/Monitori [08-2023 14:42
ng:
Point of Collection |Near Weigh Bridge Date of Receipt: [22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan: | TTH/NOISE/O1
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
Moise Level (Night Time ) ) : Leg [dB(A)}}  [54.7 IS 9989 70
Noise Level (Day Time ): Leq [dB(A)] 63.9 IS 9989 75
Notes :-
# The results listed refer only to the tested sample (s) & paramatets {s). Endorsement of products Is nelther inferred nor implied.
& This report 16 not to be reproduced wholly o in part and can not be used evidance in ihe court of faw and should not be used in any
advertising medla without our special permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwlsa spocifiad.
&
SenoRAIAN Authorized, SigRatgy | Yogi

{Report No: 23600001488 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Minisiry of Environment snd Forest, Government of indis a3 Environmentsi Laboratory

Smelter]
PO : Zinc Smelier, District Udaipur (Rajasthan),

__RSPCB 180 9001:2015, IS0 14001:2015, 150 45001:2018 (OH&S) o JDA/UDH
Office ;: E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Arex,
C-Scheme, Juipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phoue : +91 6377210064, 9414077379, Phome : +91 9460222039, 9450222049,

Webalte ; www.ieamiesthonse.com Ewmail : direc{or@ieamtesthouse.com,
Exail : team.bdhead@gmuilcom Emall : marketinglab@teamtesthouse.com
TEST REPORT
Report No/ULR  [23600001490 Date , 24-08-2023
No. :
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Type of sample /  |Ambient Noise Leve! Moniioring / Chemical Date of Sample 18-08-2023 14:45 to 19-
Discipline : Collection/Monitori {08-2023 14:45
ng:
Point of Collection {Near MCTP Entrance Date of Receipt :  122-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan : | TTH/NOISED1
Test/Analysis -
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample ; By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Night Time ) ) : Leq [dB(A}] 49.2 IS 9989 70
2 Noise Level {Day Time ): Leq [dB(A)] 57.4 IS 8989 75
Notes -
# The resulis listed refer only lo the tested sample (s) & paramsters (s). Endorsement of products 1s neither Inferred nor Implled,
# This repart is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
adverlising media without our special permission in writing.
# The sampies will be destroyed after 15 days from the date of issue of test report unfess otherwiss specified.
o
= G5l Yoo
e ; ; 2
Senidt ﬁm’@p{um&r Auth’rEér?ﬁ; ory
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TEAM TEST

HOU:

Y

(Unit of Team Institute of Science & Technology Pvt. Ltd)

RSPCB

ISO %001:20185,

ISO 45001:2018 (OH&S)

Office : E-65, Chiizanjan Marg,
C-Scheme, Jaipar - 302001, Rajasihan
Phone : +91 6377210064, 9414077379,
Webslie : worw.tesmiesthouse.com
Emall ; team.bdhesd@gmall.com

Sitapura, Jalpur - 302022, Rejasthan
Phone : 491 9460222039, 9458222049,
Email : directon@teamitesthounse.com,
Emall ; marketinglab@teamtesthouse.com

TEST REPORT
Report NoJULR  |23600001491 Date : 24-08-2023
No.:
Issued To: M/S Rindusthan Zing Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PQ : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  jAmbient Noise Level Monitoring / Chemical Date of Sample  |18-08-2023 14:46 to 19-
Discipline : Collection/Monitori |08-2023 14:46
ng:
Point of Collectiocn [Near Roaster Date of Receipt: |22-08-2023
[Date of 22.08-2023 io 23-08-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Night Time ) } : Leq [dB({A)] 60.5 IS 9989 70
2 Noise Level (Day Time ): Leq [dB(A)] 68.7 IS 9989 75
Natea ;-
# The results Nisted refer only to the tested sample (s} & parameters {s). Endorsemsnt of producis is neither inferred nor implied.
# This repor is not io be reproduced wholly or in part and can not be vsed evidence in the court of law and should not be used in any
advertising media without our speclal permission in writing.
# The samples will be deslroyed after 15 days from ihe date of issua of test report unless olherwise specified.
=z
5\"&:& / & ‘ Yog‘““
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TEAM '

EST HOUSE

(Unit of Team Institute of Science & Technology Pyvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India a3 Environmental Laboratory

RSPCB

180 5001:2015, ISO 14001:2015,

ISO 45001:2018 (OH&S)

JDA/UDH

Office ; E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone ; 491 6377210064, 9414077379,
Website : www.teamiesthouse.com

Laboratory : G1-584, RIICO Industrial Aves,

Sitapura, Jeipur - 302022, Rajasthan
Phone : +9)] 9460212039, 9460222049,
Exmail ; direcior@ieamtesthonse.com,

Emasil : team.bdhead@gmailcom Email : marketingleb@teamiesthouse.com
TEST REPORT
Report No JULR  |23600001492 Date : 24-08-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelier
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / |Ambient Noise Level Monitoring / Chemical Date of Sample  |18-08-2023 14:48 t0 19-
Discipline : Collection/Monitori |08-2023 14:48
ng:
Point of Coliection |Near Wark Shop Date of Receipt : |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/NOISE/01
Tast/Analysis :
Cuantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unif's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Valug |Tesling Protocol Limits as per
Environment
protection rules,
1986
Noise Level (Night Time ) } : Leq [dB(A)] 56.6 1S 9989 70
Noise Levei (Day Time ): Leq [dB(A)] 65.7 IS 9989 75
Notes :»
H The results listed refer only to the testad sample (s) & parameters (s). Endorsemenl of products is nefther Infeimed nor implied,
# This report is nat to be rapreduced wholly or in part and can nat be used evidence in the court of law and should not be used in any
advertising media without our special permisglon in wriling,
# The sampies will be desiroyed after 15 days from the date of issue of test repor unless ctherwise specified.
L2
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCB

Approved by Ministry of Environment and Forest, Government of Indis s Environmentai l..lbornory‘_

1SO $001:2015,

ISO 14001:2015,

ISO 45001:2018 (OH&S)

Office : E-65, Chifran)an Marg,
C-Scheme, Jaipar - 302001, Rajasihan
Phone : +91 6377210064, 9414077379,

Webslte

: www. teamiesthouse.com

Emall : team.bdhead@gmuil.com

Sitapura, Jafpur - 302022, Rajasthan
Phone : +31 9460222039, 94560222049,
Email 2 director@teamiesthonse.com,
Emafl : marketlnglab@ieamtesthouse.com

TEST REPORT
Report No/ULR  |23600001493 Date : 24-08-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Amblent Noise Level Menitoring / Chemicat Date of Sample 18-08-2023 14:49 10 19-
Discipline : Collection/Monitori |08-2023 14:49
ng:
Point of Collection |Near Solar Area Date of Receipt: [22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collecied |Vimal Kumar Yadav
Sample : By :
Unit's Ms, Neha Maheshwari Condition of Fit for testing
representative : Sample :
BESULTS
S.No |Parameters Obseived Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Moise Level (Night Tims ) ) : Leq [dB(A)] 47.7 IS 9589 70
2 Noise Level (Day Time ): Leq [dB(A)] 156.9 1S 9989 75
Motes -
# The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products [s neither inferred nor impllad.
# This mport is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our speclal permission in writihg,
# The samples will be destroyed after 15 days from the dale of issue of test report unless otherwise spacified,
— % 4 "‘Vh_"
= / e 3
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TEAM TEST HOUSE

{(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Mlnlstry of Environment and Forest, - Government of India as Environmental Laboratory

RSPCB

ISO 9001:2015, ISO 14001:2015,

1SO 45001;2018 (OH&S)

JDA/UDH

Office ; E-65, Chiiranjan Marg,
C-Scheme, Jaipar - 302001, Rajasthan
Phoue : 491 6377210064, 2414077379,
Website : www.leamiesihouse.com
Emall ; team.bdhead@gmail.com

Laboratory : G1-584, RIICO Industrial Area,
Sitapura, Juipur - 302022, Rajasthan

Phone : +31 9460222039, 9460222045,

Emnil : director@teamtesthouse.com,

Emafl ;: marketinglab@teamiesthouse.com

TEST REPORT
Report No/ULR  |23600001494 Date : 24-08-2023
No. :
lssued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample/ |Ambient Noise Level Monitoring / Chemical Date of Sample 18-08-2023 14:50 to 19-
Disclpline : Collection/Monitori |08-2023 14:50
ng :
Point of Coltection |Near Hospital Date of Receipt: |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |[TTH/NOISE/01
Test/Analysis :
Quantity of - Sample Collacted |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwarl Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Night Time ) ) : Leq [dB(A)] 45.5 IS 9989 70
2 Noise Level (Day Time }: Leqg [dB(A)] 54.7 IS 9989 75

Motes »
#
#

advertising madia without our apeclat permission in writing.

#

A
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:f—f::WW )

Senior Analyst

The results Ksted refer only to the tested sample (s) & parameters (s). Endorsement of products is neither Inferred nor implied.
This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any

The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified,
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@ TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved Iby Ministry of Eavironment and Forest, Government of india ws Environmental Laboratery

RSPCB ISO %001:2015, I1SO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH
Ofllice : E-65, Chilranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipar - 302081, Rajasthan Sitspara, Jaipur - 302022, Rajastbian
Phone : +91 6377210064, 9414077379, Phome : +91 9460122039, 9460222049,
Website ; www.teamtesthouse.com Eail : divecior@teamiesthouse.com,
Emsil : team bilhead @gmail.com Emall : marketinglab@teamiesthouse.com

TEST REPORT
Report No./JULR 23600001495 Date : 24-08-2023
No.:
issued To : M/& Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Amblent Noise Leve! Monitoring / Chemical Date of Sample 18-08-2023 14:52 fo 18-
Discipline : Collection/Monitori |08-2023 14:52
ng:
Point of Collection |Near STP Date of Receipt: |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/NOISE/ 01
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No [|Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level {Night Time ) ) : Leq [dB{A)] 53.5 IS 9989 70
2 Noise Level (Day Time ): Leq [dB(A)] 60.9 IS 9989 75
Motes -
# The results fisted refer only to the tested sample {s} & parameters (s). Endorsement of products is neither Inferred nor implied,
# This report is not ta ba reproduced whaolly or in part and can not be used evidence in the court of law and should not ba used in any
advertising media without our speclal permission in writing.
& The samplas will be destroyed after 15 days from the dats of issua of lest report unless atherwise spacified.
i
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23600001495 { Printed on 24 August, 2023 02:33:32 pm 1oft
Thir is cnmmitar nenarated rennrt .




@ TEAM TEST HOUSE
( Unit of Team Institute of Science & Technology Pvt. Ltd.)

—————— e e —— e e = e s o e e e B et R A A e s et ettt

Appmw 4 by“ﬁiiaisin of Eavironament and Forest, (imf:z:amm of indis as Environmental Laboratory

RSPCB IS0 9001 2015, IS0 14001: 213‘&5_, 180 4 fﬂ _al,zam (OH&S) _____.%_ﬁ_n/i DH
Office ; E-65, Chitranjan Marg, L 1‘unratury G1-584, RINCO TIndustrisl Ares,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajastbhan
Phone : +51 6377210064, 2414077379, Phove : +91 2460222039, 9460212049,
Website : www.tcamiesthouse.com Emall ; director@teamtesthonuse.com,
Emall : team bdhead@gmail.com Eonil : marketnphab@isanmtesthouse.com

TEST REPORT
Report No/ULR 23600001496 Date : 24-08-2023
No.:
Issued To : M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smeilter
Smelter]
PO : Zinc Smelier, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample 18-08-2023 14:53 to 19-
Discipline : Collection/Monitori {08-2023 14:53
ng.
Point of Collection |MNear Store Date of Receipt:  [22-08-2023
Date of - 22-08-2023 to 23-08-2023 Sampling Plan: |[TTH/NOISE/Q1
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ¢ Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level {Day Time ) : Leq [dB(A)) 61.9 IS 9989 75
2 Noise Level (Night Time ): Leq {dB(A}l 152.6 1S 9989 70
Notes -
# The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is neither infemad not Implled,
# This report Is nat to be reproduced wholly or in part and can not be used evidenca in the court of law and should not be used inany
advertising media without our special parmission In writing,
# The samples will be destroyed after 15 days from the date of issua of {est report unleas otharwise specified.
=D / W
S@igrAnlystnar Authorigeisigiadi 2! YO gt
(Report No: 23600001496 )
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i @ TEAM TEST HOUSE
' (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Minisiry of Environment snd Forest, Governmest of India s Environmental Laboratory

__RSPCB ISO 9001:2015, 180 14001:2015, 1SO 45001:2018 (OH&S) JDA/UDH
Office ;: E-65, Chilranjan Marg, Laboraiory : G1-584, RIICO Industris] Avea,
C-Scheme, Saipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377110064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamissthouse.com Emnll ; director@ieamtesthouse com,
Emall ; team.bdhead @gmail.com Email ;: marketinglab@icamiesthouse.com

TEST REPORT
Report NoJULR  |23600001489 Date : 24-08-2023
No.:
Issued To : M/8 Hindusthan Zing Limited [Debari Zinc Type of Unit : Smelter
Smalier]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / [Ambient Noise Level Monitoring / Blologlcal Date of Sample 18-(08-2023 15:451to 19-
IDiscipIine : Collection/Monitori {08-2023 15:45
ng:
|Point of Collection [Near Leaching Date of Receipt:  |22-08-2023
Date of 22-08-2023 to 23-08-2023 Sampling Plan:  |TTH/NOQISED1
Test/Analysis :
Quanitity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms, Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Testing Frotocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 69.2 IS 9989 75
2 Noise Lovel (Night Time ): Leq [dB(A)] 60.2 IS 9989 70
Nates :-
# The results Bsted refer only to the tested sample {s) & paramelers (s). Endorsement of producls is nelther inferrad ner implied.
# This report is not 1 be repraduced wholly or in part and can not be used evidence in the court of law and should not be used in eny
advartising media without our spacial permissicn in writing,
# Tha samples will be destroyed after 15 days from the date of Issue of test reporl unless otherwise specified.
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