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To,
Member Secretary

Rajasthan State Poliution Control Board
4, Institutional Area, thalana Doongri,
Jaipur-302004

Sub: Compliance report for Zinc Smelter (80,000 ton to 1,00,000 ton) at Debari, Udaipur,
o= Rajasthan by Hindustan Zinc Limited.

Ref.: J-11011/479/2006-1A.11(1) dated 19% /25% March, 2008

Dear Sir,

With reference to the above mentioned subject, please find enclosed herewith the compliance
report of stipulated condition of Environment clearance for the period from October 2022 to
March 2023 for Zinc Smelter, Debari.

Thanking you,
Yours faithfuliy

-

(Manas Yyagi )
Director- SBU, ZSD

))

C.C.: 1. Regional Officer,
Rajasthan State Pollution Control Board
F-470, Mewar Industrial Area, UCCI-UDAIPUR (RAJ)-313001
2. Scientist ‘D’ & In charge
Zonal Office (Central),
Central Pollution Control Board, 3rd Floor, Sahkar Bhawan,
North T.T. Nagar, Bhopal- 462003 6/
3. The Deputy Director (S)/ Scientist- C, C
Ministry of Environment, Forest & Climate Change
Integrated Regional Office, A- 209 & 218, Aranya Bhawan,
Jhalana Institutional Area, Jaipur (Rajasthan) - 302004
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HINDUSTAN ZINC

Six Monthly Compliance Report
of

Environmental Clearance Conditions

Zinc Smelter Debari

M/s Hindustan Zine Limited
Debari — 313024, Udaipur, Rajasthan

For the poriod
1% Detober 2022 to 375 March 2023

( EC Letter No. J-11011/479/2006-IA .11 (1) dated 19 March, 2008)

May, 2023




S. No. Particulars Details

1 | Name of Proje

ct M/s Hindustan Zinc Limited, Zinc Smelter Debari

2 | Address of Project

M/s Hindustan Zinc Limited, Zinc Smelter Debari,
Village Debari, District- Udaipur, Rajasthan

3 Environment

Letter no & Date 2008

Clearance | Letter No. J-11011/479/2006-1A )1 (I) dated 10t March,

4 | Status of Project Operational

Zinc Smelter Debari of

Hindustan Zinc Limited, located at Udalpur District of Rajasthan, over

a lease area of 190.05 Ha. The smelter is based on hydrometallurgical zinc smelting

technology through Ro

ast-Leach-Eiectrowinning process.

. . Year of Production
Siiflo Unit Capacity Commissioning (FY 22-23)
1 | ZincSmelter | Zn:1,00,000 TPA 1968 82517MT

Details of Consents to
given below:

Operate & Hazérdous Waste Authorization (HWA) granted to unit are

Unit Name |

CTO / HWA References File Nos.

CTO Details

Zinc Smelter, Debari

F(Pian)/Udaipur(Girwa)/5(1)/2017—2018/4223-4226 Dtd: 17/09/2018
F(HDF)/Udaipur(Girwa)/1328(1)/2022-2023/7460—7462
Dtd:17/03/2023

Captive Power Plant
(D.G. Set 2x7.4 MW)

F(CPM)/Udaipur(Girwa)/16()/2017-2018/2043-2045 Dtd: 30/08/2019

MCTP

F(CPM)/Udaipur(Girwa)/16()/2017-2018/3562-3564 Dtd: 27/08/2018

Zinc Smelter F(CPM)/Udaipur(Girwa)/17(1)/2018-2019/2817-2819 Dtd-
Township 11/11/2019

Zinc Smelter F(BMW)/Udaipur(Girwa)/?OOS(1)/2021-2022/ 1340-1341, dtd:
Hospital 21/01/2022.

HWA Details

Zinc Smelter, Debari

F(HSW)/Udaipur(Girwa)/7034(1)/2022-2023/7463-7465 Dtd:
17/03/2023




Name of the project: Expansion of Zinc Smelter {80,000 TPA to 1,00,000 TPA) at Debari,

Udaipur Rajasthan by M/s Hindustan Zinc Ltd.

clearance regarding

Project Code:
Clearance Letter No.: J-11011/479/2006-IA.1 (1) dated 19th / 25th March, 2008
Period of Compliance Report: 01 October 2023 to 31 March 2023

Specific Conditions:

— Environmental

Sr.No

Condition

Compliance Status

1

The company shall install on-line stack
emission monitoring equipments for
continuous monitoring of S02, NOx,
SPM and O; and all the pollution
control measures shall be inter-
locked. The company shall install
fume extractors and bag filters to
control the emissions from all melting
and casting units including Moore
cake treatment plant. Cyclone,
scrubber, wet ESP, Fluoride removal
plant, absorption tower, demister
etc. shall be installed in the Sulphuric
acid plant | & Il to control dust and
S02 emissions within the stipulated
limits of 50 mg/Nm3 and reports
submitted to the Ministry including its
Regional Office at Lucknow, CPCB and
RSPCB.

All PCW’s like Cyclone, scrubber, wet ESP, absorption
tower, demister,etc. have been installed.

Bag filters and fume extractors are provided and are
operated efficiently in Zinc Melting, casting unit,
Calcine. handling system and Moore cake treatment
plant.

Online analysers for SOz, NOx, SPM and 02 emission
are installed and connected to PCB server. All PCEs
are interlocked. AAQ. monitoring reports for the
period Oct. 2022 to Mar. 2023 are attached as
Annexure — 1 and also reported to Pollution Control
Board.

Bag flltef MCTP Online analyzer




S0, emissions shall be controlled less
than 1.5 Kg/ton of Sulphuric acid
(H2S04) produced and acid mist less
than 50 mg/Nm?3,

50; & Acid mist have been monitored on regular
basis.

arameter Roaster-2 Roaster-3
502 Acid S02 Acid
(mg/N | Mist (mg/N | Mist
m3) (mg/N | m3 mg/N
Month m3) ) :nsg)
Oct’ 22 1236 25.6 124.3 26.4
Nov'22 121,21 | 21.82 118.86 | 20.57
Dec’' 22 123 24.6 119 25,7
Jan’23 120 23,7 119 23.5
Feb’23 120.4 27.5 117.2 25.6
Mar’'23 118.5 23,6 120.4 295

All stack monitoring reports for the period Oct’22 to
Mar’23 are attached as Annexure ~ 10

Secondary fugitive emissions from all
the sources including Roaster plant
shall be controlled, regularly
monitored and data submitted to the
Regional Office at Lucknow, CPCB and
RSPCB.

Fugitive emission have been monitored and results
are regularly submitted to RSPCB. Reports for the
period Oct’22 to Mar’23 are attached as Annexure -
1A.

Total water requirement from Udai
Sagar Dam shall not exceed 8,000
m3/day as per the agreement signed
with Govt. of Rajasthan. No ground
water will be used.

As reflected in the EIA/EMP, all the
effluent generated from gas cleaning
plant, Sulphuric acid plant, anode &
cathode washing, demineralization
plant and cooling tower shall be
treated in the effluent treatment
plant {ETP). The treated effluent shall
conform to the prescribed standards
and recycled to maintain the 'zero'
discharge. Sewage shall be treated in
sewage treatment plant (STP).

Total water consumption does not exceed 7,100
m3/day.

Sources of fresh water is Mansiwakal and treated
water from Common Sewage Treatment Plant. No
ground water is abstracted for use.

The effluents from these sources are treated in
Effluent Treatment Plant followed by ETP{Capacity
5760 KLD) and further in RO-ZLD with MVR system
(Capacity 3000 KLD) to ensure effective treatment
and Zero Liquid Discharge (ZLD) and to improve
quality and quantity of treated water and its
recycling in process. All treated water is being used
in process. Additional RO-ZLD with MVR system is
also ensures effective and mechanized evaporation
and treatment of Reject generated from treatment
process.




Flan ¥

Effluent treatment plant (ETP)

The sample of treated effluent are regularly
collected and analyzed as per IS & CPCB approved
procedures & treated effluent confirms the limits
prescribed by the Board.

The treated water is recycled and zero discharge is
maintained.

Reports of treated effluent for the period October
2022 to March 2023 are attached as Annexure =2,
Domestic effluent from plant and colony is treated
in sewage treatment plant (STP). Reports of treated
effluent of plant & colony for the period October
2022 to March 2023 are attached as Annexure —3A
& 3B.

Resuits of Piezowells for period of October 2022 to
March 2023 are attached as Annexure -4.

P oo tetee By o T

Pt vt By

All  the process residues, spent
catalyst, Cobalt cake, anode mud,
cooler cake, Copper cake etc. shall be

®* Anode mud are recycled & Cooler cake, Spent

catalyst are disposed at CHWMF Gudli. Copies of
manifest are submitted to RSPCB every month.




disposed off in common hazardous
waste management facility (CHWMF)
at Gudli of M/s Ramky.

The Jarosite sludge shall be
neutralized with hydrated lime and
disposed off in secured landfill (SLF)
inside the plant premises. ETP siudge
in the form of cake shall be recycled in
the Moore cake treatment Plant.
Waste/used oil shall be sold to
registered recyclers. Valid
membership to CHWMF shall be
obtained.

Waste oil/used oil are sold to registered
recyclers.

Previously Jarosite Residue is stored in 3rd
Jarosite secured landfill, after treatment with
lime in ETP, slurry is pumped to ponds and
supernated/leachate water is retreated in ETP
and recycled in plant. Now 100 % of Jarosite
generated from process i

n being sent for co-processing in cement
Industries

ETP sludge is disposed off in common hazardous
waste management facility (CHWMF) at  Gudli of
M/s Ramky

All the process residues & other Hazardous
wastes are handied & disposed as per granted
Authorization & HWR-2016.

Membership no. 373 obtained for CHWMEF
through UCC), Udaipur vide letter no.
UCCI/HWM-373/2022-23-340.

7

As proposed in EIA/EMP, canopy
based green belt of adequate width
and density in and around the around
the periphery of plant in 67.5 ha. Out
of total 190.05 ha. Shall be developed
as per CPCB guidelines.

Around 76 hectare area is covered under green belt
out of lease area of 190.05 hectare including lawns.
Green belt developed in the factory is maintained .

| Permission and recommendations of

In_consultation wuth forest department h:-llowmg




the State Forest Department
regarding impact of the proposed
expansion on surrounding 18 reserve
forests shall be obtained and all the
recommendations shall be
implemented. Further, Conversation
Plan for the conservation of wild
fauna in consultation with the State
Forest Department shall be prepared
and implemented.

actions are taken for conservation of wild fauna
around premises:

o First Miyawaki forest with 8000 plants
created in HZL at Debari in 1 Acre. The
Miyawaki method is an afforestation
technique that uses native species to create
dense, multilayered forests

o Display board for awareness
conservation of wild fauna.

¢ Total 10200 no. piantation done in FY-22-23,

¢ Preservation of trees and shrubs for
providing better niche for the animals.

¢ Regular maintenance with dedicated team
and other resources is being done for existing
plant, parks and green belt cover in factory
area is carried out.

¢ Awareness program conducted for
employees and their families on the occasion
of National energy conservation day, Water
day, Biodiversity day, Earth day & World

_Environme

indicating

Regular medicai examination and
health  monitoring of all the
employees for Lead (Pb} and

Cadmium (Cd) shall be carried out and
if cases of presence of Lead {Pb) and
Cadmium (Cd) are detected,
necessary compensation shall be
arranged under the existing laws. A
competent  occupational health
physician shall be appointed to carry
out medical surveillance.
Occupational health of all the workers
shall be monitored for relevant

Regularly, all the employees are undergoing
periodical medical check-ups for health impact due

to industrial activity. Check up for lead and cadmium
is carried out for all workmen working in that area
and randomly for others. The blood samples are
analyzed by expert team of HZL. We are having
qualified & experienced medical officers with us.
1. Dr. Sumit Siroya — MBBS,PGDD,FiD, AFIH with
13 years experience.

Records are maintained as per requirement.




parameters and records maintained
for at least 40 vyears from the
beginning of the employment or 15
years after the retirement or
cessation of employment whichever is
later.

All the recommendations made in
Charter for Corporate Responsibility
for Environment Protection {CREP) for
Zinc Smelter shall be implemented.

Meeting SO; emission 950 mg/NM? 1.5 Kg/tonne
of 100% H2S04 produced, 50 mg/Nm? of acid
mist.

Online SO; monitoring system has been installed
at Acid Plant-2 & Acid Plant-3 and real time data
is transmitted to PCB server. It is working
satisfactorily,

Solid and Hazardous Waste disposal: Captive
secured landfill for disposal of waste Jarosite
cake after neutralization, and other wastes are
recycled / disposed as per authorization under
HW (M, H & T) Rules 2016.

Wastewater treatment and disposal: Dedicated
ETP plant and RO-ZLD Plants are in operation and
zero discharge is maintained by reuse/recycle.
Domestic effluent is treated in STP and treated
water is used in plantation.

Housekeeping: Reduction of the generation of
fugitive dust by Water spray, Regular water spray
on roads and drain cleaning in entire plant area,
routine cleaning activities, using Mechanical and
hand- driven road vacuum cleaners and by
installing Bag filters in Zinc melting, Calcine
handling system and Moore cake section to
minimize the dust emission.

L g |

k]

Water spray tanker




Vaccum cleaner- Road sweeper

R P

gy -l Ml e PR
Vaccum cleaner- Road sweeper

Green Belt: The details of developed greenbelt as
per CPCB guidelines is as below:

Total ZSD area: 190.05 Hectare

Green-belt area: 76.0 Hectare

General Conditions:

Sr. No Condition Compliance Status

1 The project authorities must strictly | Noted
adhere to the stipulations made by
the Rajasthan State Pollution Control
Board (RSPCB) and the State
Government.

2 No expansion or modification in the | Noted
plant shall be carried out without
prior approval of the Ministry of
Environment and Forests.

3 The gaseous emissions from various The emission results are mentioned above
process units shall conform to the against specific condition no. 1 & 2 and are well
standards  prescribed by the within prescribed standards.
concerned authorities from time to The emission is well within the prescribed fimit.
time. Al the pollution control equipment are
The Rajasthan State Pollution interlocked.

Control Board {RSPCB) may specify




more stringent standards for the
relevant parameters keeping in view
the nature of the industry and its
size and location.

At no time, the emissions level shall
go beyond the prescribed standards.
In the event of failure of any
poliution control system adopted by
the unit, the respective unit shall not
be restarted until the controi
measures are rectified to achieve the
desired efficiency.

4 Adequate number of ambient air| e Four ambient air quality monitoring stations are
quality monitoring stations shall be established in consultation with Rajasthan State
established in the downward Pollution Control Board. Reports are submitted
direction as well as where maximum to statutory authorities periodically.

d level ion of SPM, \ . ) . .
g(r)ozunan de eNoion;:fentraa;g; a:e d hl/:] * Third party monitoring of Ambient air quality
) . pa carried out by NABL, RSPCB and MOEF&CC
consultation with the Rajasthan . .
. accredited laboratory is attached as Annexure
State Pollution Control Board. i .
] ) \ 1. The result are submiited to concern authority
Data on ambient air quality and stack .
. . on regular basis. The average values of
emission shall be regularly submitted reporting period are given as below:
to the Ministry including its Regional P gp 8 )
Office at Lucknow and the cPCB/ Average Value (in pug/ m3)
RSPCB once in six months. Parameter Near
Laboratory | Railwa Near | Near
Y Y| etp | solar
gate
PMag 73.14 73.30 | 71.17 | 76.73 |
PMzs 33.96 3632 | 30 | 36.10 |
| 50, 5.36 5.45 6.03 5.6
_ NO, | 13.68 12.27 | 12.75 | 14.59
Fugitive  emissions, acid mist |e Monitoring of all said parameters is done

vapours, fumes and SO, shall be
controlled and work environment
monitored for prevailing
contaminants regularly. Fugitive dust
| emissions in the handling area and at
various transfer points shall be
|minimized by provision of dust
suppression system.

iBag filters shall be installed in |

Roaster, calcine handling & storage

| saction, Zn atomiziﬂg unit, Dross |

regularly. |
For dust suppression regular water spraying is
done. Also mechanized road sweeping machine |
has been deployed to clean roads.

Bag filters are installed at said locations to control
fugitive emissions |
All the roads are asphaited & cemented, To|
minimize the fugitive dust, mechanized vacuum
dust cleaner is used for road sweeping/cleaning. |




milling section to control fugitive
emissions.

The company shall improve overall
housekeeping by asphalting the
internal roads and to reduce the
generation of fugitive dust from
vehicle movements.

Industrial wastewater shall be
properly collected, treated so as to
conform to the standards prescribed
under GSR 422 (E) dated 19th May,
1993 and 31st December, 1993 or as
amended from time to time.

The treated wastewater shall be
recycled in this plant as well as
utilization for plantation purpose.

The sample of treated effluent are regularly
collected and analyzed by NABL, RSPCB and
MOEF&CC accredited laboratory as per IS &
CPCB approved procedures & treated effluent
conforms the limits prescribed by the Board.
The treated water is recycled and zero
discharge is maintained.

The project authorities must strictly
comply with the rules and
regulations with regards to handling
and disposal of hazardous wastes in
accordance with the Hazardous
Waste (Management and Handling)
Rule, 2003. '
Authorization from the state
pollution control board must be
obtained for coliection, storage,
treatment and disposal of hazardous
waste,

Authorization issued by RSPCB under the HW
Rules vide RPCB letter no.
F(HSW)/Udaipur(Girwa)/7034{1)/2022-
2023/7463-7465 Dtd: 17/03/2023, is valid up to
date 31-12-2027.

Disposal / recycling / reuse of HWs is as per the
revised Hazardous and Other Wastes
(Management and Transboundary Movement)
Rules, 2016.

The overall noise levels in and
around the plant area shall be kept
well within the standards (85 dBA)
by providing noise control measures
including acoustic hoods, silencers,
enclosures, etc. on all sources of
noise generation.

The ambient noise level should
conform the standards prescribed
under EPA Rules, 1989 viz. 75 dBA
(daytime} to 70 dBA (nighttime).

Noise control measures including acoustic
hoods, silencers, enclosures etc. have been
provided on all sources of noise generation.
Ambient noise level is monitored by MoEF&CC,
RSPCB & NABL approved taboratory. Report for
the period October'22 to March’23 is attached
as Annexure -5.

Occupational Health Surveillance of
the workers shall be done on a
regular basis and records maintained
as per the Factories Act.

Periodic Medical Examination for occupational
health is done on regular basis and records are
maintained.

A 16 bedded occupation health centre with




(1i
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Ambulance facility

10

The project proponent shall also
comply with all the environmental
protection measures and safeguards
maintained as per the EIA/EMP/ risk
analysis and DMP report.

Environmental protection measures and
safeguards recommended in the EIA/JEMP/risk
analysis and DMP report have been
implemented.

For emission control, ESP, Bag houses, cyclone
and gas cleaning tower have been installed
with adequate stacks height for proper
dispersion of emission.

For Effluent Control, zero discharge is
maintained through ETP, RO-ZLD and STP.

For Hazardous waste management, best
available technology being used for waste
minimization and disposal of Hazardous waste
is done as per Authorization conditions.

11

The project authorities shall provide
Rs. 76.00 crores towards
environmental pollution control
measures to implement the
conditions stipulated by the Ministry
of Environment and Forests as well
as the Government and submit and
implementation schedule for all the
conditions stipulated herein to this

Incurred Rs. 76 Crore towards environmental
pollution control measures.
Breakup expenditure for Rs. 76 Crore is as

under:

Area/Equipments Cost

(Rs. in Crores)
Acid Plant 33.0
Gas Cleaning 16.0
ESP,Bag Filter,Stacks 13.0




Ministry and its Regional Office at
Lucknow.

The funds so provided shall not be
diverted for any other purposes.

Stack Analyser 0.5

Covered conveyers 2.0

Modification/addition in water/ 5.0

Effluent Treatment Facilities/RO

Plant

Solid waste disposal facilities 5.0

(Jarosite SLF etc)

Monitoring Facilities {Additional) 0.5

Green belt 1.0
Total 76.0

The Environmental expenditure for last five years
are as under:

2017-2018 Rs. 92.31 Lacs

2018-2019 Rs. 171.94 Lacs

2019-2020 Rs. 522.98 Lacs

2020-2021 Rs. 1078 Lacs

2021-2022 Rs. 1193 Lacs

2022-2023 Rs. 1704.53 Lacs

12

The Regional Office of this Ministry
at Lucknow, CPCB/RSPCB shall
monitor the stipulated conditions.

A six monthly compliance report and
the monitored data along with
statistical interpretation should be
submitted to them regularly.

Compliance status is submitted regularly to the
Ministry. Previous compliance of EC was submitted
on 28.11.2022.

The same is also available on on following link at
company website:
https://www.hzlindia.com/wp-content/uploads/EC-
Compliance_ZSD.pdf

13

The Project Proponent shall inform
the public that the project has been
accorded environmental clearance
by the Ministry and copies if the
clearance letter are available with
the Rajasthan Pollution Control
Board and may also be seen at
Website of the Ministry of
Environment  and Forests at
http:/envfor.nic.in.

This shall be advertised within seven
days from the date of issue of the
clearance letter at least in two local
newspaper that are widely circulated
in the region of which one shall be in
the vernacular language of the
locality concerned and a copy of the
same shall be be forwarded to the
Regional office.

Noted and informed.

The information published in two local newspapers
{Dainik Bhasker & Prthakal) on 25.03.2008). It was
forwarded to regional office on date. 25.03.2008.

14

The project authorities shall inform
the Regional Office as well as the
Minristry, the date of financial closure

Date of commencement of land development work
is 4™ January-2007.




and final approval of the project by
the concerned authorities and the
date of commencing the land
development work




i

~ “ TEAM TES T HOUSE
(Unit of Team Institute of Science & Technology Pwt, Lid)

Approved by Mln'i;fry_hmvir;ument:nd Forest, Government of India a5 Environmental Laboratory

RSPCB ISO 9001:2015, IS0 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Aren, -
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur « 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +9] 9460222039, 9460222049,
Website ; www.teamtesthouse.com Email : dlnetor@tummﬂmuum
Emal : team.bdbead@gmall.com Emalt marketinglab teamtesthouse.com

TEST REPORT
Il\!lepon No/ULR  [TC502522400003475 Date : 02-12-2022
0. :
Issued To ; gﬂs an]dusthan Zine Limited [Deberi Zing Type of Unit ; Smasiter
mellar]
PO : Zinc Smelter, District Uddipur (Rajasthan), :
Typs of Sample : {Amblent Air Quelity Monitoring Date of Sample  |21-11-2022
Y Coltection/Monitori
ng ;
Paint of Collection Laboratory Top Date of Recelpt: |25-11.2022
Date of 25-11-2022 to 02-12-2022 SamplingPlan: IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Vimal Kumar Yaday
Sample : By ;
Unit's Ms. Navodite Shaktawat Condition of Fit for testing
repressniative : Sampla :
SULTS
S.No [Parameters Observed Value Testing Protoco! Limits as per
National Ambient
Alr Quality
Standard, 2009
1 Ammonia [microgram/m3) BDL {<10.0) IS 5182 (Part 25) : 2018 400,00
2 Carbon Monioxide [microgram/m3) 350 TTH/AAQM/O8 4000
3 Lead [microgram/m3) 0.25 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
d. Nitrogen Dioxide as NO2 microgram/m3] {12.58 IS 5182 (Part 8) : 20068 80.00
[ 1 Reaffirmed 2017
5 Ozone [microgramim3) BDL (<20.0) APHA 1977 Part 819 100.00
lﬁ Particulate Matter (PM2.5) [microgramym3] |35.33 IS 5182 (Part 24) : 2019 80.00
7 Sulphur Dioxide [microgram/ma3] 5.2 |280 ;57182 (Part 2): 2001 RA |80.00
8 Particulate Matter (PM 10) [microgramVm3] [76.1 IZ?J 15;82 (Part 23)-20068 RA {100.00
i 3 BDL(<2.0) 1S 5182 (Part 22) ; 2004 f.00
] Arsenic [ng/m3] ( e
7.5 IS 5182 : Part 28 : 2020 20.00
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Mlntstfyu:f Envirornment and Forest,

Government of Iudia as Environmental Laboratory |

o

___ RSPCB 1SO 9011:_20_1:5_, _ ISO 14001:2015, .. .. .__I8S0 45001:2018 (OH&S) JDA/UDH
OMfice : E-&5, Chitranjan Marg, Laboratory : G1.584, RUCO Industrisl Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 5460222049,
Website : www.teamtesthouse.com Emafl : director@teamtesthouse.com,

Emall ; team.bdhead@gmail.com Emall ;: marketinglab@teamtesthouse.com
TEST REPORT
Seporl NoAULR  [400003475 Date ; 02-12-2022
o, !
Issued To : glr.:?; Hindusthan Zinc Limited [Debarl Zinc Type of Unit ; Smelter
fter)
PO : Zinc Smeilter, Digtrict Udaipur {Rajasthan),
Type of Sample : |Ambient Air Quality Monitoring Date of Sample  |21-11-2022
= Collection/Monitori
ng
,Point of Collection {Laboratary Top [Date of Receipt:  }25-11-2022
Date of 25-11-2022 to 02-12.2022 Sampling Plan:  |IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Conditlen of Fit for testing
L@remtaﬂve : Sample
RESULTS
8.No |Parameters Observed Value [Testing Protocol Limits as per
National Ambient
Alr Quality
Standard, 2009
1 Benzene [microgram/m3] 8DL (<1.0) IS 5182 (Part 11) : 2012 5.00
RA 2017
2___|Benzo-aifa- Pyrene [ng/m3) [BDL(<0.5) CPCB Guidefines 1.00
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# Thesampluumbedestmyedaﬁar'lwayﬂmmmeduhdhsuedlesmponuﬂmomem»snadﬁed.

=00 i
Sunil Kumar
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. TEAM TEST HOUSE
e (Unitof T cam Institute of Science & Technology Pwi. 144,

RSPCB Approved by ’;‘sl;h:? ":' Environment and Forest, Government of Tndia as Environmental Laboratory
Ofe .65, Chiramios i 012018, 150 14001:2015, IS 45001:2018 (OH4:S) JDA/UDH
C-Schease, Jalpur - 302001, Rafssthan Shapures oo e eanc 1N Are,
Phone : 491 6377210064, 9414077379, Pllonpe -‘-;91 &uﬁ'l'liz :z. e
;Vﬂ)lllne ¢ www.teamtesthouse,com Emaijl ; director@ teionft;n’;::gzo:‘n%

all : team.bdhendg gmatt.com Email ; marketln'glab@:tenmteul.wun.cam

TEST REPORT
Sepon No/ULR  [TC502522400003478 Date : 02-12-2022
0, .
lssuad To grﬁ; !;Ielr;duslhan Zinc Limited [Debari Zinc Tvpe of Unit : Smelter
T
PO : Zinc Smelter, District Udaipur (Rajasthan),
. Type of Sample : Ambient Alr Quality Monitoring Date of Sample  [21-17-2022
Callection/Monitori
ng :
Point of Coliection |Near Riliway Gats ’Data of Receipt:  |25-11.2022
Date of 26-11-2022 to 02-12-2022 Sampiing Plan: ig 5182:2000(Part 14)RA
Test/Analysis : , 2014
Quantity of - Sample Coliected [Vimal Kumar Yadav
Sample : By :
Unit's Ms. Navodita Shakiawat Condition of Fit for testing
répresentative * Sample :
RESULTS '
S.No |Parameters Observed Valug Testing Protacol Limits as per
National Ambient
Alr Quality
Standard, 2009
1 Ammonia [microgram/m3) BDL (<10.0) IS 5182 (Part 25) : 2018 400.00
2 Carbon Monoxide [microgram/m3) 280 TTH/AAQM/08 4000
3 Lead [microgramim3) 0.1 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
A |Nitrogen Dioxide as NO2 [microgranym3) |9.33 IS 5182 (Part 6) : 2006 80.00
Reaflimmed 2017
5 Ozone [microgramvma3j BOL {<20.0) APHA 1977.Part 819 100.00
6 Particulate Matter (PM2.5) [microgramvm3] ]35.33 IS 5182 (Part 24) ; 2019 80.00
7 Sulphur Dioxide {microgram/m3] 4,92 |2$ §182 (Part 2) : 2001 RA 180.00
017
8 Particulate Matter (P 10) [microgram/m3] [68.72 -230 1é‘;ﬂi:.’ (Part 23)-2006 RA  |100.00
9 Arsenic [ng/m3) BDL(<2.0) IS 5182 (Part 22) : 2004 6.00
Reafﬁnm_ad 2019
10 Nickel [ng/m3] ¢ 4.6 I8 5182 : Part 26 : 2020 20.00
Nates :»

ﬁmamm(s).sndmnmdmmhmmwmwu.
mmﬁ'mwenunevsumuhm.mauwandmummmmw

Thnmpleswulbedawoywaller 15dmhmﬂudahﬂhmedmmmlmummnpodﬁad.

O
Rajesh Mah Shwarm

Printed on 02 December, 2022 19:49:19 am
Thix i cnmruter asnamted rennt
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RSPCB
Office : E-68, Chitranjsn Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone : 491 $377210064, 414077379,
Website : www.teamtesthouse.com
Emall : tesm.bdhead@ gmail.com

TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pyt. Ltd.)

Approved bymﬁ‘lfnistry of Environment and Fores
150 9001:2015,
= P LA R I ——

t, Government of India 3 Environmental l.alior'aﬁ:;y oz T
1sorn00nms,

150 45001:2018 (OH&S)
Laberatory : GL-A84, RINCO Industrial Ares,
Sitapera, Jalpur - 302912, Rajoshan
Phose : +31 9486223000, Sl 11649,

Emall ; teamisithouse.com,
Emall : marketinglob@teamtesthouse.com

¥ The results iistad refer oniy to the Lastad

» Thlsropunlanoﬂobereproduced
advertising media without our specis!

TEST REPORT
Report No/ULR  |400003476 Date : 02-12-2022
No. :
{ssued To : gdrlns Hll}dusthan Zine Limited fDebari Zinc Type of Unit : Smeiter
eltar]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of Sample : |Ambient Alr Quality Monitoring Date of Sample  [21-11-2022
N Collection/Monitori
ng.
Point of Callaction [Near Raliway Gate Date of Receipt :  [25.11-2022
Date of 25-11-2022 10 02-12-2022 SamplingPlan: [IS 5182:2000{Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected [Vimat Kumar Yaday
Sampie : By :
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS
S.No {Parameters Observed Vaiue [Testing Protocol Limits as per
National Ambient
Alr Quality
Standard, 2009
1 Benzene [microgram/m3) BDL (<1.0) 18 5182 (Part 11) : 2012 5.00
RA 2017
2 Benzo-alfa- Pyrene [ng/m3] BDL(<0.5) CPCB Guidelines 1.00
Notes :-

sampl@ (s) & parameters (s). Endorsemant of products is naithar Infsmed nor implied,
wholly or in part and can not ba used Mdmuhhauounoﬂawandlhouﬂmlbomcdhmy
ponnission in writing,

# Thtumphswllbodnlmyadallar15¢aysﬁwwudaladlssuedhstrepmwmommﬂspadnad.

Sanhr.ﬂ.l:u;m
Sumil Kumar

N oo—

(Report Ma: 400003476 )
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_ 0 TEAM TEST HOUSE
. (Unit of Team Institute of Science & Technology Pvt, Ltd,)
Approved by Ministry of ffviﬁnﬁﬁ]ﬁﬁ-ﬂ;e;t, Government of India as Envireamental I.q.hr.mn-

RSPCB ISO 9001:2015, __ 150 14001:2015, 150 45001:2018 {OH&S) JDA/UDH
gmce : E-65, Chitranjan Marg, Laboratery : G1-584, RIICO Industrial Area,
=Seheme, Jalpur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +01 8460222039, 9460222049,
Website : www.teamitesthouse.com Emall : dlmlor@tenmtmhnmm.
Emall ; team.bdhead@gmall.com Emall : marketinglab@@teamtesthouse.com
TEST REPORT
seporl NoJULR  |TC502522400003477 Date ; ﬁ02-1 22022
0. :
Issued To : glﬂlilHln]dusthan Zine: Limited [Dabar Zing Type of Unit ; Smelter
tar]
PO : Zinc Smelier, District Udalpur (Rejasthan),
- Type of Sample : |Ambiant Air Quafity Monitoring Date of Sample  |21-11-2022
Collection/Monitori
ng
Paint of Collection |Near ETYP Data of Receipt :  [25-11.2022
Date of 25-11-2022 to 02-12-2022 Sampling Plan: IS 5182:2000(Part 14)RA
Tast/Analysis ; 2014
Quantity of - Sample Collected [Vimal Kumar Yaday
Sample ; By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
represeniative ; Sample :
RESULTS
S.No |Parameters Observed Value [Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgran/m?3) BDL (<10.0) IS 5182 (Part 25) : 2018 400.00
2 Carbon Monoxide [microgram/m3) 330 TTH/AAQM/08 4000
3 Lead [microgramim3] 0.1 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
™ [Nitrogen Dioxide as NO2 [microgram/m3} [10.85 1S 5182 (Part 6) : 2006 80.00
4 Reaffirmed 2017
] QOzone [microgram/m3] BOL (<20.0) APHA 1977 Part 819 100.00
L Particulate Matter (PM2.5) [microgram/m3] {28.67 IS 5182 (Part 24) : 2019 60.00
T Sulphur Dioxide [microgram/m3) 6.17 IS 5182 (Part 2) : 2001 RA |80.00
2017
8 Particulate Matter (PM 10) [microgram/m3)] |58.84 IS 5182 (Part 23)-2006 RA |100.00
2017
8 Arsenic [ng/m3} BOL(<2.0) IS 5182 (Part 22) : 2004 LG.OO
Reaffirmed 2019
10 Nickal [ng/m3] 7.5 IS 5182 : Part 26 : 2020 20.00
Notes :-

# Themullslmodmfwmiytnhehsudmpta(sj&mmm(ﬂ.&ﬁmmmolpmduculsnolherlnfamdmrw.:d;‘

# This report is not 1o ba reproduced wholly or in part and ¢ish not be used evidence in Lha tiurt of law and should nat ba us any
oadvortising modia without cur apacia! pe?mhllmtnmilhg'.’ )

# The semples will be destrayad after 15 days from the date of issus of test repert unlass otherwise specifisd,

. =) Rajesh (feheshwan
und Kumar

Printed on 02 Dacember, 2022 11:50:12 am
Thia Iz rnmnuiter aeneratad renart




. TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Py, Lid) -
- Approved by Ministry of Environment and Forest, Government of indis a3 Environmental Laboratory =~
. RSPCB 150 9001:2015, w ... 150 14001;201 . 150 45001:2018 (OH&s) _ Abavpu
Office ; E-55, Chitranjas Mary, — e Laborsiory : G1-884_ RIICG Indusirisl Ares,
C-Scheme, Jnipur - 3a2001, Rajasthan Sliapura, Jalpur - 302022, Rajasthan
Phone : +9) 6377210064, S41M0TTATR, Phone ; +9] 9460222039, 9460222049,
Website : www.ieamtesthouse.com Email direclor@leamtesllwme.com,
Emall team.bdhead@@ grmall.com Email mnrketlnghb@-tmunhouu.cnm
TEST REPORT
seporl No./JULR 400003477 Date ; 02-12.2022
o, :
Issued To ; M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
Smeiter]
PQ : Zing Smelter, District Udaipur {Rajasthan),
Type of Sample ; Ambient Air Quailty Monitoring Date of Semple  |21-17 -2022
Collection/Monitorj
N ng:
Point of Collection Near ETP Dale of Receipt ; 25-11.2022
Data of 25-11-2022 1o 02-12.2022 Sempling Plan:  [is 5162:2000(Part T4RA
Test/Analysis : 2014
Quantity of - Sample Collected 1Vimal Kumar Yaday
Sample : By :
Unit's Ms, Navodita Shaldawat Condition of Fit for testing
representative : Sample ;
SULTS
S.No |Parameters Observed Value Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Benzene [microgramlm3] BDL (<1.0} IS 5182 (Part 1 1):2012 5.00
RA 2017
2 Benzo-alfa- Pyrena_[ng@a] ‘BDL(<O.5) CPCB Guidelines 1.00
Noles .

=a) Rajesh MéhizsShwan
: Sarior Analyst Authorized Signatory
%; Lﬂﬂﬂ :_4" iT‘.-Er (Report No: 400002477 }

Prinied on 07 Dacember, 2052 11:54;15am
Thie i coenm tar nanarated ronar



————

3

i—"u.:“ﬂ_
untl Kumiar

“ TEAM TEST HOUSE
5 (Unit of Team Institute of Science & Technology pys. Lid)
-_u._-. - - — - L X - ———— -t —— -v"-mm‘-‘-‘w'- iy _———__1 -m'
Appreved by M‘lnistry of Environment ang Forest, Government of Indig a8 Environmeng] Laboratory =T
RSPCB = JASD 0l 22015, . Iso 14001:201s, ...._1SO 45001:2018 (ON&S) JDA/UDY
Office ; E-65, Chitranjan Mary, Laboratory : G584, Riico Todastrial Areg,
C-Scheme, Jaipur - 30200), Rafasthan Sitapura, Jaipuy - 302022, Rojastivgn
Phone : 499 6.1772!0064, Nl4077319. Phone ; +91 9460222039, 9460222049,
Website Www.teamtesthouse,com Email : dlrector@mmtuthouu.eem.
Email ; team.bdhead@gmeil.com Emall : mnrkednglnb@mmutlom.com
TEST REPORT
Report No./ULR TC502522400003478 Date ; 02.12.2022
No. :
Issued To : gMS Hfr}dusthan Zinc Limiled [Debar Zinc Type of Unit : Smalier
melter
PO : Zinc Smelter, District Udaipur (Rajasthan),
pe of Sample :  [Ambient Air Qual Monilcring Date of Sample  |21-9 1-2022
L 4 Collection/Monitori
ng:
Point of Collection Near DG Spt Data of Recelpt : 25-11-2022
Date of 25-11-2022 1o 02-12.2022 Sampling Plan: Jig 5182:2000(Part 14)RA
TesVAnalysis ; 2014
Quantily of - Sample Collectad Vimal Kumar Yaday
Sample ; By:
Unit's Ms. Navodita Shaktawat Condition of Fit for lesting
representative : Sample ;
RESULTS
’S.No Parameters Observed Valug Testing Protocol Limits as per
National Ambient
Air Quality
Standard, 2009
1 Ammonia [microgramlmsl BDL (<10.0) IS 5182 (Part 26):2018 400.00
2 Carbon Monoxide [mlanngm3] 320 TTH/AAQM/08 4000
3 Lead [microgramhnS] 0.1 IS 5182 (Part 22) : 2004 1.00
Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [mlomgranmna] 14.37 IS 5182 (Part 68) : 2006 80.00
J— Reaflirmed 2017
v Ozone {rnfomgramlmal BDL (<20,0) APHA 1977, Part 819 100.00
6 Particulate Matter (PM2.5) {microgranym3) [38.95 1S5182 (Par24): 2019  ap.00
7 Sulphur Dioxide [microgranvma) 5 1280 1571 B2 (Part 2) : 2001 RA 80.00
8 Particulate Matter (PM 10) [mitmgramlmS] 70.84 IS 5182 (Part 23)-2006 RA {100.00
2017
9 Arsenic [ng/m3] 8DL(<2.0) IS 5182 (Part 22) : 2004 6.00
Reaffirmed 2019
10 [Nickel fngim3] 3.8 1S5182: Part25: 2020 |20.00

Nolas ;.

# Themulhﬁshdmlarmtyhhtestodwnph(sj&mmmm(s}.Endasmmdwdumhndﬂwhm"wmimﬁed.

# mamponlsnmmblmpmduuumwyorlnmnandcmmweusde\ddmwlnmebwndlawmd\ouldnulhuudlnmy
in writing

# Thamwnmbadmwoaaﬁorisuysmludelodlssueoﬂealrepmunlmolhum!mwaﬁnad.

Rajesn l@éﬁ;shwan

Printed on 02 Decemnber, 2022 11:51:95 am
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“ TEAM TEST HOUSE
' (Unit of Team Institute of Science & Technology Py, Ltd,)

e = - —

" Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
. RSrcE ____Iso H_q_:_:_:u:s,, ) ISO Hypuzms, __'w__l§_9 45001:2018 {OH&S) JDA/UDH -
OifMiee ¢ £-68, Chitranjan Marg, Laoboratory : G1.584, RNCO Industrial Aren,
C-Scheme, Jalpar - 302001, Rajasthan Sitapura, Jalpur . 302022, Rajasthan
Phone ; 491 6377210064, 9414077379, Phone : 491 9460222039, 9460222049,
Website : www. teamtesthouse.com Emall : dlmtor@tenmtesthoun.com,
Emall : team. bdbead@gmail.com " Email : mearketinglahg-teamtesthouse.com
TEST REPORT
Eepon No/ULR  |400003478 Date : 02-12-2022
o, :
Issued To : M/S Hinjdus!han Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample : Adr Quality Monltoring Date of Sample  [21-11-2022
~, Collection/Moniicsi
Point of Coliection |Near DG Set |D|u of Recelpt: |25.11.2022
Diaba of 25-11-2022 to 02-12-2022 Sempling Pan : IS 5182:2000(Pan T4 )AA
TestAnalhss ; 2014
Cuantty of . Sample Collected ,'mur Kumar Yadav
SR | By :
Unir's Ilﬂ. Navodita Shakimeat Condition of IFn for testing
raprasaniathe - Sample ;
BESULTS
SNo |Parameders Observed Value |Testing Protocol Limits as per
National Ambient
Alr Quaality
Standard, 2009
BOL (<1.0) IS 5182 (Part 11) : 2012 5.00
Ra 2017
Iﬂﬂ.{ﬂ:l.i} CPCB Guidelines 1.00
# Thomuhudmformlylumetemdsm(n)&pammm(l).Endmmdpmﬁumumwcmmrhm. —

» mismnonisnotlnbempmmawimllymhpmundcannothuthhwuﬂdlamemthamhw
In wriling.
# Thnnmpluswllbedesh'oyadllhr15dmﬁommedmdlsmnrhslmponumassomemiumdﬂod.

Rajesh I\qﬂhgggg?ﬁ

-~ Authorized
wal) f'}gi Rumar {Report No: 400003478 )

"~ Printed on 02 December, 2022 T1:54:35 am
This It commtar dpnarated ranvet




#y TEAM TEST HOUSE -
(Unit of Team Institute of Science & Technology Pvi. Ltd,) Rl
Approved by Miulstry of Envirenment agd Forest, Government of India a5 Envirenmental Laoboratory 7

5B R 150 9001:2015, ISO 14001:20135, 50 &Wl:lﬂwﬁ JOATIVH
Office : E-45, Chitrunfun Murg, Laboratory : GI1-504, RINCO Indusirial Aren,
C-Scheme, Julpar - 302001, Rojasthan Sitepurs, Jalpur - 302022, Rajasthan
I'E'aone : +91 EITTIN0064, 9414077379, Phone : +91 9460222639, 9460222049,
Webslte Waw.lcomtesthouse.com Emall : directors teamtestbotive.com,
Emal] ; team.bdbeadd gmall.com Emall : marketinglabi teamtecthouse.com
TEST REPORT
mporl No/ULR 1TC502523400000659 Date : 01-04-2023
Issued To : WSHInldunglncLhnitod [Debari Zinc Type of Unit : Smelter
Smeltaer,

PO : Zinc sw District Udalpur (Rajasthan),

-~
Type of sample / Ambient Alr Quality Monlioring / Chemical Dale of Sample  |17-03-2023 14:42 10 18-
iDlsclpllm ] Collection/Monitori 103-2023 14:42

ng H
*Polntofcwwﬂon Laboratory Top - Date of Recsipt : [21-03-2023
Date of 21-03-2023 to 01-04-2023 Sampling Plan: (IS 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected |Banwar Lal Kumawat
Sample : - 'By :
|th'| Ma. Maha Mahashard Condition of Fit for testing
: Samepis :
RESULTS
B.Mo 1P1mruhri |Obsarved Value [Testing Protocol Limits as per
National Ambient
Standand, 2009
1 Ammonia [microgram/m3) BDL{<10.0) 1S 5182 (Part 25) : 2018 400,00
2 {Carbon Monaxids [microgram/m3) 360 TTHAAQMO8
3 Lead [microgram/m3) 0.1 15 8182 (Part 22) : 2004 1.00
-, 1 Reafirmed 2019
14,70 IS 5182 (Part 6) : 2008 80,00
Raaifrmad 2017
|BDL(< 20) 1977 Part 819 100.00
a2 K2 5182 (Part 24) : 2019 60.00
552 IS 5182 (Part 2) : 2001 RA |80.00
2017
T0.19 s 5;82 {Part 23)-2006 RA |100.00
|BoLi<20)  |iIs5182 (Part22): 2004  [s.00
Reaffirmed 2019
74 IS 5162 : Part26:2020  [20.00

Tlnmuhmanfomniylommnmm&pmmﬂﬂEmofMlamlMMmW
This raport Is not to be reproduced wholly or in uummumm\uhumndmwmmummw

mmwum-mwmmnmumummmmm.
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(Report No: TC502523400000859 )




0 TEAM TEST HOUSE o

(Unit of Team Institute of Science & Technology Pwt. Lid.)
—M‘Hmm_____— -

boratory
: 150 9901:2015, IS0 14001:2013, IS0 45001:2018

e DOH&S JDAA'DH
Oillew Marg, Labarstery : G1-884, RIICD Industrisl Aren,
C-Sicheme, Jalpor - 302001, Rojasthax Sitapura, Jalpur - 362022, Rojasthan
Phone : +91 6371216064, MITIYS, Phone : +91 9460222039, 9460222049,
Website : www.teamiesthouse.com Emoll : director@ leamitesthoune.com,
Emall ; team.bdheadsd gmallcom Ematl : marketinglabia teamtesthouse.coin
TEST REPORT
:eponNoJULR 400000658 Cata : Im-m-zozs
n' :
lssued To : mni;dwhmmmmtmbadm Type of Unit : ,Smeuer
PO : Zinc Smefer, District Udaipur (Rejasthan),

—~, |Type of sample / Ambient Alr Quality Monitoring / Chemical Date of Sample  [17.03-2023 14:42 10 18-
Discip Collaction/Monitorl

line : 03-2023 14:42
E_:
Peint of Collection |Laboratory Top Inm of Recwipt:  121-03-2023
Date of 21-03-2023 to 01-04-2023 18&mpling Plan: IS 5182:2000(Part 14)RA
Test/Analysis : 2014 )
lnuanmyof - Sampie Collected [Banwari Lal Kumawat
Sample : By :
Unit's Ms. Nsha Maheshwarl Cendition of Fit for testing
reprasentative : Sample ;
RESULTS
S.No !Paramniofs Observed Value [Testing Protocol Limits as per
National Ambient
Alr Qualily
Standard, 2009
11 Benzene [microgram/m3) BDL{<1.0) IS 5;:12 _’(Parl 11): 2012 5.00
RA
12 Benzo-alfa- Pyrene {ng/im3] BDL{<0.5 ) CPCB Guidelines 1.00
i Notes :-

] mmwmmﬂyhmmmmammEmmdmunmrmumm.

# 'm.mbnmnummummmmmum-namhnmdmwmumhmuw
MMMwmmhm

¥ mmmhmmwmmumdhmdummmm.

/i« A Rof—
sénoinaydilal Yogi

Authorized Signatory *
(Report No: 400000659 )




@

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

I'l||'lv|.;' v

~ Approved by Minksiry of Environment and Forest, Covernment of Iodls o
ISO 14001:2018,

(‘B 150 9001:2018,
Office ; E-65, Chitranjon Marg,
C-Scheme, Jaipur - 302001, Rojasthan
Phone : 491 6377210064, 9414077379,
Webalte ; www.teamfesthouse.com
Emall : teom.bdheads gmail.com

Eavironmental Laboratory

150 45001:2018 (OH&S)
Laboratory ; G1-584, RIICO Industrial Arva,
Sitapura, Jaipur - 302022, Rajosibhon
Phone : 491 B46021 1000, RiSEI2 049,

Emafl ; director(s tenmiesthonse.com,
Emoil : marketinglohdi teamtesibonse.com

JDAUDH

TEST REPORT
|'I:epon NoJULR  [TC502523400000660 fnam: Jo1-04-2023.
0. .
Wlsauad To: M/S ler:]dnsﬂlan Zinc Limied [Debari Zinc Type of Unlt : Smelter
- PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/  [Amblent Alr Quality Monitoring / Chemical Date of Sample  [17-03-2023 14:43 to 18-
Discipiine : CollectionMonitori |03-2023 14:43
-
Paint of Collection ﬂNear Railway Gate Date of Receipt :  [21-03-2023
Date of 21-03-2023 to 01-04-2028 Sampling Plan:  |iS 6182:2000(Part 14)RA
Teat/Analysis : 2014
Quantity of . Sample Collected |Banwar Lal Kumawat
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
represantative : Sample :
RESULTS
S.No [Parameters Observed Value [Testing Protocol Limits as per
National Ambient
Alr Quality
Standard, 2009
1 WAmmonla [microgramym3) BDL(<10.0)  [i8 5182 (Part 25):2018  [400.00
2 Carbon Monoxide imicrogram/m3) 410 TTH/AAQM/08
3 Lead [microgram/m3] 0.15 18 5182 {(Part 22) : 2004
o Reaffirmed 2019
4 Nitrogen Dioxide as NO2 [microgranym3}  |15.22 IS 5182 (Part 6) : 2008
Reaffirmed 2017
5 Ozone [microgram/m3] BDL{<20) APHA 1977 Part 819
6 Particulate Matter (PM2.5) [microgram/m3] [27.22 IS 6182 (Part 24) ; 2019
7 Sulphur Dioxide [microgram/m3] 5.89 '2% 3;82 {Part 2) : 200% RA
8 Parliculata Matter (PM 10) [microgram/m3] |77.89 l2% 1571'82 (Part 23)-2006 RA
B Arsanic [ng/m3) BDL(<2.0) IS 5182 (Part 22) : 2004
Reaffirmed 2019
10 [ng/m3] 6.8 1S 5182 ; Part 26 : 2020
Notes :-
# mmbwwmhmwmm&m(ﬂ.Endmmumﬂproduﬂlhmmlnllntdnwlmpﬂod.
#  Thisraportis nct io be reproduced wholly or in part and can not ba used avidence in the court of lew and should not ba uaad in any
advartising media without cur specia! parmission kn writing.
# mumpmunummm1udmmmmhdmummponunmm-mmd.
4
e G
Senlor Analyst Authorized Signatory

{Raport No: TC502523400000660 )




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvi. Lid,)

Approved by Mialsiry of Enviroament and Forest, Covernment of lndia as Envireamental Laberstery

RSFCB 150 2801:2015,

(HTice : E-68, Chitranjan Moy,
C-Sicheme, Jaipur - 302001, Rajorthon
Phone : +91 6377210064, 14077379,
Webalte ; www.teamtesthouse.com
Emall ; teanv.bdleodg fmail.com

IS0 14001:20158,

IS0 45001:2018 (OH&S JDANTDH
Laborstery : G1-504, RINCO lndevirial Area,
‘itapura, Jalpur - 302022, Rajasthan
Phone ; +91 9460222039, 9460222049,

Email : directorgd senmtestho
Emall : marketinglobit teamtesthonse.com

TEST REPORT
5eporl NoAJLR 1400000680 WDato 8 01-04-2023
. :
Issuad To : glls Hindusthan Zinc Limited {Debari Zinc Typs of Unit : Smelter
PG : Zinc Smelter, District Udsipur (Rajasthan),
= ofsample/ |Amblent Alr Quality Monitoring / Chemical Date of Sample 17-03-2023 14:43 to 18-
gapclepllne 3 *Colbcﬂonlmnihoﬂ 03-2023 14:43
ng:
rolntofcolecﬁon Near Railway Gate Date of Receipt :  [21.03.2023
I'Jaho! 21-03-2023 to 01-04-2023 Sampling Plan: |iS §102:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected ,Bmﬂ La! Kumawat
Sampip : By :
Unit's Ms. Neha Maheshwari Condition of 'Fltfortuﬂng
hfe;pnmnulm H Sample :
S.No {Parameters Observed Value [Testing Protocol Limits as per
National Ambient
Alr Quality
Standard, 2009
11 Benzene [microgram/m3) BDL{<1.0) IS 5182 (Part 11) : 2012 5.00
RA 2017
U2 Benzo-alfa- BDL(<0.5 ) CPCB Guidslines 1.00
= Notes :»
# n-muummmuhmum«)ammmmemm«mhmmnummi‘
used svidance in the courl of ke and ehould not ba used In any
¥ mmmbhnpf:'@udm«hn:mmh
¥ mmwummwmmmmmmuwm.mmmm.
2
e Bt G-
senior Anatiait! Yogi Authorized Signatory

(Report No: 400000860 )



& TEAM TEST HOUSE 0 ~
- (Unit of Team Institute of Science & Technology Pvi. Lud.) i

" of Esviroament and l-'l, 'r-melt of India o8 Environmentel Labotnr,t‘

REMB LS50 $801:3015, ISO 13000:3018, B ISO 45001:2018 5 JDAADH
Office : E-65, Chisrenjon Marg, =T Loborutery : GI-504, RIICO Industricd Aren,
C-Scheme, Jalpur - 392001, Rajasthon Sitapurs, Jalper - 302022, Rojasthan
Phooe : +91 6377210064, 414077309, Phone : +91 9460222039, 9360222049,
Wehsite : www.teomtesthonse.com Emsll : directorgi teamtestbouse.com,
FEmoll ; team.bdbeadd gmall.cem Fmall : marketinglab/d tenmtesthouse.com

TEST REPORT

:eport NoAULR [TC502523400000661 ‘Dalo g 01-04-2023

NOD,

lesued To ; ;vs anjdusthan Zinc Limited [Debari Zinc Type of Unit : Smeller

= |PO : Zinc Smalter, District Udalpur {Rejasthan),
Type of sampie / Ambient Alr Quailty Moniloring / Chemical Date of Sample | 18-03-2023 14:44 to 17-
Diacipline : hOt'.lﬂaeﬁt‘)l\;'m:l‘lilofl [03-2023 14:44
ng:

Point of Collection [Near ETP F)-ateofReeelpt: 21-03-2023

Date of 21-03-2023 to 01-04-2023 Sampling Plan: IS 5162:2000(Part 14)RA

Test/Analysis : 2014

Quantity of - Sample Collected |Banwari Lal Kumawat

Sample : By :

Units Ms. Neha Maheshwari Condition of Fit for testing

represantative : Sample

: RESULTS
S.No |Parameters Obsgerved Value |Testing Protocol Limits as par

National Amblent
Alr Quality
Standard, 2009

1 Ammonia [microgram/m3] BDL(<10.0) IS 5182 (Part 25) : 2018 400.00

2 Carbon Monoxide [microgram/m3] 380 TTH/AAQM/08 4000

3 Lead [microgramim3] 0.12 IS 5182 (Part 22) : 2004 1.00

-~ : Reaffimed 2019

o Nitrogen Dioxide as NO2 [microgram/m3d] 1488 - 5162 (Part 8) : 2008 80.00

Reaffirmed 2017 H

5 Ozone [microgram/m3) BDL{<20) APHA 1977,Part 819 100.00

ls Partioufate Matter (PM2.5) [microgram/m3] |31.03 IS 5182 (Part 24) : 2019  |80.00

7 Sulphur Dioxide [microgram/m3} 5.89 IS 5182 (Part 2) : 2001 RA |80.00

2017
8 1FI|'In.hh Matter (PM 10) |microgramim3] [83.5 gisgsz {Part 23).2008 RA 1100.00
] Arsaniz (ng/m3] BDL{<2.0) IS 51B2 (Part 22) : 2004 6.00
Reaffirmed 2019
10 |Mickel [ng/m3] 8.9 IS 5182 : Part 26 : 2020 |20.00
Notes -
¥ The results ksted refer only 1o v tested sampie (s} & paramssiers s). Endorssmant of products ks neithar inferred nor implied,
* This raport s not o be reproduced whally o in part and can not be used evidence Iin the court of law and should not be used in any
advertising media without our speciel parTalssion In wilting,
' The samples wil be destroysd after 15 caye from the dais of issus of tes] raport uniass othenviss apacified,
L B
s»ﬁfmﬁﬁ b Yogi Ravssiaddgsuannwar

{Reporl No: TC502523400000661 )



0 TEAM TEST HOUSE ’
(Unit of Teumn Institute of Science & Technology Pvi, Ltd,)

Approved by Mialstry of Enviroament and Forest, Government of India as Environmental Laboratory
RSPCB IS0 9001:2018, I1SO 14001:2018, ISO 45001:2018 (OH&S JDAADH
Office ; E-A5, Chitroajan Marg, Laboratory : G1-584, RIICO Indastrial Aren,

C-Scheme, Jalpur - 302001, Rajosihan Sitnpura, Jalpur - 302022, Rajasthon
Phone : 491 6377210064, 9414077379, Phoue : +71 9460222039, 9460222049,
Webslte : www.tesmiesthonse.com Emall ; directorgi-tenmtestboune.com,
Emasll : tenm.bdkead(e gmall.com Email : marketinglabé teamtesthouse.com
TEST REPORT

Report No/ULR  |400000861 Date : 01-04-2023

No, :

lssued To ; ;Ms Hindusthan Zinc Limited [Debarl Zing Type of Unit : Smalter

melter]
PO : Zinc Smelter, District Udalpur {Rajaathan),

~. |Type of sample / Ambient Air Quality Monitoring / Chemical Date of Sample  116-03-2023 14:44 10 17-
Digcipline ; Collaction/Monltor|

03-2023 14:44
rl_g:
Point of Colection |Near ETP |Date of Receipt : [21-03-2023
rnuwr 21-03-2023 1o 01-04-2023 Sampling Plen ; ;Iim:.u-'tw-tum
T s
|ﬂuiu-u - Sample Collecied |Banwari Lal Kumawat
Sampda By:
Unit's Mg, Meha Miaheshwarl Condition of Fit for testing
: St Sampis !
RESULTS T
SMNo [Parameters Obsarved Value |Testing Protocol Limits as par
MNational Ambient
Alr Quality
Standard, 2000
1 Benzene [microgram/m3} BDL(<1.0) IS 51B$7Pan 11): 2012 §.00
A 20
12___ [Benzo-aifs- Pyrane [ng/m3] BOL(<0.5 ) CPCB Guidalines 1.00
P ol -
¥ nmmnlmirmrwmhww(-nmnm.summdmumuwmumm
» 'I'hhnpotlumlblnupmmdmywhmmdunmth-mdwhmuhhmumwmmuunlnany
advartising media without our special psrmiasion in wriing,
# mumpb.wilb-duhmdlﬂuwmammmmdlmdhﬂmmummm
or) >
/W U =, & R T o a0
Senlor Anaiyst., © _ .. RillsRALSERRW AT

{Report No: 400000661 )



Y o >

ﬂ TEAM TEST HOUSE Y s
(Unit of Team Institute of Science & Technology Pwi. Lid,) /s

Appreved by Mialsiry of Envirvamest and Forest, Gevernment of Indla o8 Eovirenmental Laboratory
RSPUB ISO 5001:2015, 150 14001:2018, 150 45001:2018 (OH&S) JDA/UDH
Offtlce : E-63, Chitrunjan Marg, : Laboratory : G1.884, RIICO Industrial Ares,
C-Scheme, Inipur - 302091, Rojasthan Shapurs, Jalpur - 302022, Rajasthan
Phone ; +91 6377210084, 9414077379, Fhone : +91 9460222039, 2460222049,
Website : worw.tenmtesthouse.com Emall : direclorGi tenmiesthouse.com,
Emall : team.bdheadi@ gnnil.com Email : marketinglab@ (eamiestbiozse.com
TEST REPORT
ﬁport No.AULR  [TC502623400000862 [Dats ; 01-04-2023
lssued To ; ;ﬂ;:l Hindusthan Zinc Limited [Debar Zine Type of Unit : Smelter
ter]
. PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/  |Ambient Air Quality Monltoring / Chemical Date of Sample  [16.03-2023 14:49 10 17-
Discipline ; Collection/Monitorl [03-2023 14:49
ng:
Point of Collection |Near Solar i Date of Receipt: 121.03-2023
II:II'hof 21-03-2023 o 01-04-2023 Sampling Plan: I8 5182:2000(Peri 14)RA
Teeiidnnkmsis : r 2014
[ Caanitity of ismcd-um‘ [ Basrrienri Lal Kumawat
Sampls : H
Unit's Mz, Neha Maheshwarl Lc::m of Fil for testing
IS
SHNo |Parameters Obsarved Valua |Tasting Protocol Limits as per
Mational Ambient
Alr Quality
Standard, 2000
1 microgram/m3] BDL{<10.0) IS 5182 (Part 25) : 2018 400.00
2 Monoxide [microgram/m3] TTHIAAGKMOS 4000
3 Lead [microgram/m3] 0.14 I3 5182 (Part 22) ; 2004 1.00
N Reafirmned 2019
Nitrogen Dicudde as NO2 [microgram/m3]  |14.82 12 5182 (Part &) : 2008 B0.00
Rasfirmed 2017
Czone [microgramima] BDL(<20) HA 1977 Part 819 100.00
76 Particulate Matler (PM2.5) microgram/m3) |35.26 IS 5182 (Part 24) : 2019 |80.00
7 Sulphur Dioxide [microgram/m3} 8.2 IS 5182 (Part 2) : 2001 RA [80.00
2017
ﬁa Particulate Matisr (PM 10) [microgram/m3) 82,62 I8 8162 (Part 222008 RA. (100,00
9 Arsenic [ng/m3) |BDL[ <2.0) IS 5182 {Part 22) : 2004 8.00
Reaffirmed 2019
10 T IS 5182 : Part 26 ; 2020
Notes -
# m«mmmmnmmummammmm.&ummdmmbmmwmmm.
’ This report & not to be rapraduced wholly or In part and can not be used evidencs In the court of law and shaukd nct be used in any
advertiaing media Without our special permission in writing.
* The sampies will e destroyed after 15 days from the date of issus of test report unless otherwise specified,
£
/ Leay- ot
Senior Analyst -+ | Adifiorized Signatory «.. . -

{Repart No: TCS02623400000662 )



ﬁ TEAM TEST HOUSE

; (Unit of Team Institute of Science & T echnology Pvr. Ltd,)
Approved by Ministry of Envivonment gud Forest, Goverument of India as Environmental Laboratory T
RSPCB 1SO 9001:2015, IS0 14001:2015, 150 45001:208 (OH&S JDADH

Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO industyial Ares,

C-Scheme, Joipur - 302001, Rajasthan Sitapura, Jaipur - 2022, Rojasthan
Phoae : +9} 6377210064, 9414077379, Phope : +9] 9460222039, 9460222049,
Website : wwwlenmitesibouse.com Ematl : directorg feomtesthouse.com,
Emall ; team.bdbeadis moilcom Emall : marketioglabva leamtesthouse.com
TEST REPORT
Report NoJULR 400000662 Date : 01-04-2023
No. ;
Issued To ; SM;S; Hindusthan Zing Limited {Debari Zino Type of Unit; Smeiter
iter)
PO : Zinc Smelter, District Udaipur (Rajasthan),
of sample / {Amblent Alr Q Monltoring / Chemical Dale of 8a 16-03-2023 14:49 10 17-
™S Rpll:lpllm: e i » Culhctlonf:ag’m 03-2023 14:49
Point of Collection [Near Solar Date of Receipt ; 21-03-2023
bah of 21-03-2023 1o 01-04-2023 Sampling Plen: |Is 5182:2000(Part 14)RA
Test/Analysis : 2014
Quantity of - Sample Collected [Barwari Lal Kumawat
Sample : By :
Unit's Ms. Noha Maheshwari Condition of ,Futorteoung
reprasaniative ; Sampile :
RESULTS
S.No Parameters Observed Value Testing Protocol Limits as per
National Ambient
Air Quality .
Standard, 2009
11 Benzens [microgram/m3) BDL(<1.0) ] 51327(Parl 11): 2012 5.00
RA 201
(12 Pyrana [ngim3) lﬂﬁ'ﬂ.ﬂ } r{:PI.'.:g Guidafneg 1.00
- Notes -

nmwmmwmmnlulmh
¥ mmwmmwmmmsmmmdmamammummm
Ve RaPi—
Serior Atibdial Yog: Authorzea Sigiidory

{Report No: 400000682 )



@

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technqlogy Pvt. Lid.)

it Apl;roved by hiil;iﬁrr of E;ﬁﬁnﬁ;ﬁ-ud

Foresi. Gavernment of india as Environmental Laborstory

Awex

N
ki |

e S L L

) RSFCE IS0 9001:2015, ISO 14501:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitvanjan Marg, Laboratory : G1-584, RIICO Industrizl Area,
C-Scheme, Jeipur - 392001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email : director@teamtesthouse.com,
Emall ; tesm,bdhead@gmail.com Email : marketinglab@teamtesthouse.com
TEST REPORT
Report No.JULR TC502522500001595 Date : l03-11-2022
No. :
Issued To : M/S Hindusthan Zinc Limited {Debari Zinc Type of Uni{: Smelter
Smelter]
PG : Zinc Smelter, District Udaiput {Rajasthan),
Type of Sample ;  |Stack Emisgslon Level Date of Sample  |21-10-2022
Collection/Monitori
ng :
| Pednd of Collection |Zinc Malling Fusmace Date of Recelpt :  |22-10-1022
[Date of 72-10-2022 to 03-11-2022 Bamplng Flan:  |1S 11255:2008(Pan 3)RA
TesUAnabysis . 2018
Clusntity of - Sample Colected |VWimal Kumar Yadav
Sampla By | |
Linit's Ms. Havodita Shakiawal Condiian of |Fil fior tesfing
reprasantative : Sampls |
RESULIS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3] 3169 IS 14255 (Part 1):1985
|Reaffirmed 2014
Notes -
# The resuits listed refer only 1o the tested sample {8} & parameters {5}, Endorsement of products Is noither infarved nor implied.
# This report is not to be repreduced whaolly or in part and can not be used evidence in the court of law and should not be used in any
advertsing media without cur spacial permiasion [n writing.
# The samples wili be destroyed after 15 days from the date of lssue of tost report unless otherwise specified.
V4
Puran’ Fta;e%);w
Senior Anm’ Yo gi Authoﬁzeﬂ?gﬂﬁﬁ? wan

(Repott No: TC502522500001595 )

®



@ TEAM TEST HOUSE 4@
) (Unit of Team Instituie of .:S‘cience & Technology Pvt. Ltd.) i

. L

Approved by Ministry of Environment 2d Forest, Govermment af India ss Environmental Labaratary

RSPCB ISO 9001:2015, ISO 14001:2015, 150 45001:2018 {OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipor - 302001, Rajasthan Sitapars, Jaipur - 302022, Rajasthan
Phone : 191 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Wehbsite : www,teantesthouse.com Email : director@teamtesthouse.com,
Emall ; team.bdhead@gmail.com Email : marketinglab@teamtesthouse.com

TEST REPORT
Report No/ULR  [TC502522500001596 Date : 03-11-2022
No. :
|'ssued To ! M/S Hindusthan Zinc Limited [Debarl Zinc Type of Unit Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {(Rajasthan),
Type of Sample : {Stack Emission Lavel Date of Sample  |21-10-2022
Collection/Moritari
ng:
Point of Collection |Induciion Fumace Stack Date of Receipt :  |22-10-2022
Date of 22.10-2022 to 03-11-2022 Sampling Plan:  |i1§ 11255:2008(Part 3JRA
Tesi/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample By :
Unit's Ms. Navodiia Shaktawat Condition of Fit for testing
|representalive : Sample .
RESULTS
SNo |Parameters Observed Value | Testing Protocol
1 Particulate matter [mg/Nm3] 28.32 IS 11255 (Part 1):1985
{Reaffimed 2014

Notes @~

# The results listed refer only to the tested sample (s} & parameters {s}. Endorsemaent of products Is naither Inderred nor implied.

# This report is not to be reproduced whelly or in part and can not be used ovidence in the court of law and should not be used in any

adverfising media without our special permisslon In writing.
. # The samples will ba desiroyed aftor 15 days from the date of issue of test teport uniess clherwise spocified,
o

Puran I el i
Senior A’n‘aﬁgl Yogi Rﬂ&gﬁﬂzﬂg&gwaﬂ

(Report No: TC502622500001586 )



ﬁ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

APprov ed by Ministry of Environment and Forest, Government of India as Environmental Laboratory

_RSPCB _______ 1509001:2015,  ISO14001:3015, IS 45001:2018 (OHAS) JDA/UDH
O¥ffice : E-65, Chitramsn Marg, “Laborstery : G1-584, RITCO Industrial Area,
C-Schemse, Jalpsr - 302081, Rajasthan Sitapura, Jeipur - M0E022, Rajasiban
Phone : +91 6377210064, 3414077379, Phone : +91 9460222032, BT Iiiio,
Website : www.teamitsthouse.com Emall : director@teamtesthouse.com,
Email ; team.bdhead@gmail.com Email : marketinglab@teamtesthouse.com

TEST REPORT
Report NoJULR  |TC502522500001597 Date : 03-11-2022
No. :
Issued To M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smalter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of Sample :  |Stack Emission Level [Date of Sample  |21-10-2022
Collection/Monitori
ng:
Point of Collection |Azex Furnace Date of Recelpt :  |22-10-2022
Date of 22.10-2022 to 03-11-2088 Samgling Plan : |5 11285:2008(Pan 3)RA
TasliAnalesis < 2018
Cuanlity of - Sample Collected |Vimal Kumar Yadav
Sampla ; By .
Linit's BMis. Navodita Shaktawat Condition al Fit for tasting
raprasaniative ; Samplhe ;
RESULTS
SNo |Parameters Observed Value  |Testing Prolocol
1 Parlicuiate matter [mg/Nm3] 21.8 1S 11255 (Part 1):1985
Reaffirmed 2014

Notws -

# The results listed refer only to the teatad sampls (s) & paramators (s}, Endorsemant of products Is nelther Inferred nor implled.

# This report Is not to be reproduced wholly or in part and can not be used svidence In the court of law and shoukl not be used in any

advertising medla without aur special permission in writing.
# The samples will be destroyed after 15 days from the date of lssue of lest reporl unless olherwise specified.
Puran that Yoi Rajodiga
o b 012
Senior m@!\ YOQI Aulnorized Signatary * 0

{Report No: TC502522500001587 }



T Approved by Ministry of Environment

TEAM TEST HOUSE |

(Unit of Team Institute of Science & Technology Pvt. Lid.)

vl Farest, Gaverament of India s Environmental Laboratory

B A —— R

RSPCB IS0 9001:2015, 180 14001;2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajastizan Siiapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 2460222039, 9460222049,
Webasite ¢ www.teamtesthouse.com Emall : divecter@ieamtesthouse.com,
Email ¢ team.bdhead@gmail.com Email ;: marketinglab@teamtesthouse.com

TEST REPORT
Report NoJULR  |TC5602522500001588 Date : 03-11-2022
No,
issued To M/S Hindusthan Zing Limited [Debari Zinc Type of Unit : Smalter
Smeiter]
| B0+ Tine Smalier, District Udaipur (Rajasthan),
Type of Sample ;  |Stack Emission Lavel Date of Sample  |21-10-2022
CollecticniManitori
ng:
Poinl of Collection |Siag Grinding Date of Receipt :  |2&-10-2022
Dt of 23-10-2022 to 03-11-2022 Samping Plan;  |IS 11255:2008(Part JRA
TesUfnakysls : 2018
Chamntity af - Sampls Collected |Vimal Kumar Yadav
Sampils By:
init's s, Mavodiia Shaktawat Congition of Fit for lnating
raprasaniative | Sarmpls |
EESULTS

&.Mo |Paramalers |Obsarved Value | Testing Protocol
1 Fariiculate matter {mg/Nm3) 22.19 1S 11255 (Part 1):1985

Reafrmmed 2014

Noies :-

#
#

#

Puran M/

The results listed refer ondy to the tested eample (s) & parameters (s). Endorsement of products is neither Inferred nor implied.
This repari is not to be reproduced whally ar in pert and can not ba used evidence in the court of law and should not be used in any

advertising medla without our special permission in writing.

The samples will be destroyed after 15 days from the data of issue of test roport uniess otharwise specified.

4
Logo

Senior Ana?ygt YOH {

L
I Er'! IEE%‘MEE.ﬁPwan

{Report No: TC502522500001598 )



@ TEAM TEST HOUSE
& (Unit of Team It_zstitute of Science & Techn_alogy Pvt. Ltd.)

“Approved by Ministry of Environment wni Forest, Government of Indis as Environmental Laboratery

RSPCB ISO 9001:2015, 1SO 14001:2015, ISO 45001:2018 (OH&:S)
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone ; +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emalil ;: director@teamtesthouse.com,
Email : team.bdhead@gmail.com Emall ; marketinglab@teamtesthouse.com
TEST REPORT
Report NoJULR  |TC502522500001 599 Date ! 03-11-2022
No. :
Issued To : M/S Hindusthan Zinc Limited [Debati Zinc Type of Unit: Smelter
Smelier]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of Sample :  |Slack Emission Level Date of Sample  {21-10-2022
Collection/Monitori
ng .
Point of Collection Auxliuray Boiler Stack Date of Receipt:  |22-10-2022
Date of 22-10-2022 to 03-11-2022 Sampling Plan: IS 11255:2008({Part 3)RA
TestAnalysis : 2018
Quantity of - JSampIe Collected [Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
LTS
S.No |Parameters Observed Valus |Testing Protocol
1 Particulate matter [mg/Nm3] 35.67 IS 11255 (Part 1):1985
|Reaffirmed 2014
Notes -
# The rasults lsted rafer onfy to the tested wampls (33 & par ters (s). End nant of products is neither inferrad nor implisd.
# ‘This repost is not to be reproduced whally or i part and can not be used evidence In the caurt of law and should not be used In any
advartising media without our speclal permission in writing.
# The samples wilt be destroyed after 15 days from the date of Issue of test report unless atherwise specified,
e '
p— —
Puran M i Ra e@ﬂ Mahes
Senigr m’-lﬁJ: Yogi Au{horized Etﬁnuhrg'-l e

(Report No: TC502522500001589 )




@ TEAM TEST HOUSE
(Unit of Team In_stitute of Science & Technology Pvt. Lid.)

o Iﬁ FIMJEW Eﬂvﬁrﬁnm;it' and Fore-si,
IS0 14001:2015, IS0 45001:2018 (OHE&S)

RSPCB 1SO 9001:2015,

Government of Indin as Environmental Laboratary

Office : E-65, Chitranjan Marg,
C-Scheme, Jalpur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email : team,bhead@gmail.com

Laboratory : G1-584, RIICO Induostrial Area,

Sitapura, Jaipur - 302022, Rajasthan
Phene : 191 9460222039, 9460222049,
Email ; director@teamtesthouse.com,

Emsi) : marketinglab@teamtesthouse.com

TEST REPORT
{Report NoJULR | TC502522500001600 |Date : 03-11-2022
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelier]

PO : Zinc Smetter, District Udaipur (Rajesthan),

Type of Sample : Stack Emission Level

Date of Sample  |21-10-2022
Collection/Manitori
ng:

Poaint of Collection |Stack Roaster-||

Date of Receipt: [22-10-2022

Date of 22-10-2022 to 03-11-2022

Sampling Plan: |18 11255:2008(Part 3JRA
Test/Analysis : 2018
Quantity of - Sample Collected }Vimal Kumar Yadav
Sample : By :
Unit's hs. Mavedita Shaktawet Condition of Fit for tasting
repnesankative | Sampls :
RESULTS
E\lo \Paramatars Obsarved Value  |Testing Protocol
1 Sulphur Dioxide fmg/Nm3) 123.6 IS 11255(Part 2} 11985
Reaffirmed 2014
Notes :-
# The tesults listed rafer only to the tesled sample (8) & parameters (s). Endarsement of producis is neither inferred nor implied.
# Tnis report is not to be reproduced wholly or I part and can not be used evidanca In the court of law and should not be usad in any
adveriiting media without our spacial permission in wiiting.
# The samples will be destroyed after 15 days frorn the dats of Issue of test report unless otherwise specifiad.

£
Puran .1';.‘1I ﬁ?ﬂgf

Senior Ana

Rﬂhﬁgﬁfmwa"

(Report No: TC502522500001600 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Lid.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

Puran é

Senior mh-i

Lot
'i"'-n-gf

RSPCB IS0 9001:2015, ISO 14001:2015, IS0 45801:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RI¥CO Indusirial Area,
C-Scheme, Jalpur - 302001, Rajesthan Sltapura, Jsipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Enmail : director@teamtesthouse.com,
Emall ; team.bdbhead@gmail.com Email : marketinglab@tesmtestheuse.com

TEST REPORT
Report No/ULR  |500001600 Date : 03-11-2022
No. :
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of Sample : [Stack Emisslon Level Date of Sample  [21-10-2022
Collection/Monitori
ing
Point of Collection |Stack Roaster-li Date of Receipt :  }22-10-2022
Date of 22-10-2022 to 03-11-2022 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : P By:
Unit's kis. Navodita Shaktawat Corsdilion of Fit for testing
repragentative Sample :
RESULTS

S.No |Parameters Observed Value  {Testing Protocoi
4 Acid Mist [mg/m3] 25.6 USEPA Method 8A

Notes i~

# The rasults listad refer only 1o the tested sample (s) & parameters (s). Endorsement of products Is neliher inferred nor implied.

# This report is not to be reproduced wholly or in part and can not be used evidence in tha court of law end shauld not be used in any

advertising medla without our special parmissicn in writing
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

RaeSiHianaspwan

(Report No: 500001600 )



‘ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,) o

o

N —— e W TR S P L U e TRORE.
Approved by Minisiry of Envirenment and Forest, Government of India as Envirenmental Laborato
RSPCB IS0 9001:2015, IS0 14001:2015, ISO 45001:2018 (OH&:S) JDA/UDH
Offlce : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jzipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
FPhone ; 191 6377210064, 9414077379, Fhone : +91 9460222039, 9460222049,
Webslte : www.teamtesthouse.com Email : divector@teamtesthouse.com,
Emall : team.bdhead@pmail,com Emali : marketinglab@teamtesthouse.com
TEST REPORT
Report NoJULR  |TC502522500001601 Date : 03-11-2022
No. :
Issued To : M/S Hindusthan Zinc Limited [Debar Zinc Type of Unit ; Smelter
Smelter]
2 PO : Zinc Smelter, District Udaipur (Rajasthan), ]
Type of Sample : |Siack Emission Lavel Dalo of Sample | 21-10-2022
Collectionlaniic
ng
Point of Collection |Stack Roaster Il Diate of Recelpt :  |22-10-2022
Dabs of 22-10-2022 to 03-11-2022 Sampling Plan:  [I15 11255:2008{Fan 3)RA
TastiAnalysls ; 2018
Cuanlity of - Sample Colecied |Vimal Kumar Yadav
Samphe : By :
Unit's Mz, Mavodita Shaktawat on of Fit for testing
Fepresentative ; Sampla :
RESULTS
Mo  |Parameters Cbserved Value  |Testing Protocol
1 Sulphur Dioxide img/Nm3] 124.3 IS 112565(Part 2) 11985
Raalfirmad 2014
Notes :-
# The resuits listed refer anly to the tested sample {8) & parameters (s). Endorsement of producis Is neither inforred nor impliad,
# This report is not {o be repraduced wholly o in part and can not be used avidence in the court of law and should not be used in any
advertising media without our spacial permission In writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otharwise specified.

— -
Pwﬁog; %m%gﬁ:c!‘és%wwa"

(Report No: TC502522500001601 )



ﬁ TEAM TEST HOUSE
B (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSPCB ISO 9001:2015, 1SO 14001:2015, 1SO 45001:2018 (OH&S) . JDA/UDH
Office : E-65, Chitranjan Marg, Laborstory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipar - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthen
Phone : +91 6377210064, 9414077379, Phone : 491 9460222039, 9460222049,
Website : www.teamtesthouse.com Emai! : director@teamiesthouse.com,
Email ¢ team.bdhead@gmail.com Emzil ; marketinglab@teamtesthouse.com

TEST REPORT
[Report NoJULR  [500001801 |Date : 03-11-2022
No.:
Issued To: M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit: Smelter
Smefter]
PO : Zine Smelter, District Udaipur (Rejasthan),
Type of Sample :  jStack Emission Love) Date of Sample  [21-10-2022
Collection/Monitori
ng:
Point of Collection |Stack Roaster I Date of Receipt: |22-10-2022
Date of 22.10-2022 o 03-11-2022 Sampling Plan:  |IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Semple Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS

S.No Parameiers Observed Value  [Testing Protocol
1 Acid Mist [mg/m3] 26.4 USEPA Method 8A

Noles -

# The results listed rafer only to the tested sample (8} & parameters (s), Endorsement of products I3 neither inferred nor implled.

# This report is not to be reproduced wholy or in part and can not be used evidence in tha court of law and should nat be used in any

advertising madia without our special parmission In writing.
i The samples will be destroyed after 15 days from the date of Issue of test report unless ctherwise specified.
Puran I Rafeh
Senlor .ﬂ.na:l'i-:ltt ?dﬁf ) Au&orimd“glgrg %ﬂwan

{Report No: 500001601 )



~~

RSPCB ISO 9001:2015,
[WTice : 48, Chitranjan Marg,-
C-Scheme, Jaipar - 302001, Rajasthan
Phone ; 191 6377210064, 9414077379,
Website : www.lcamtesthouse.com
Email ;: team.bdhead{@gmail.com

Approved by Ministry“t“)l‘_ Environment and Forest,
1SO §4001:2015,

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Government of India as Environmental Laboratory
18O 45001:2018 [((VH.&5)

JOA/UDH

1aloratory : G1-584, RIICO Industrisl Area,

Sitapura, Jalpur - 302022, Rajasthan
Phone : 191 9460222039, 9460222049,
Email ; director@teamtesthouse.con,

Email : marketinglab@:teamtesthouse.com

TEST REPORT
E;pnn NoJULR |TC502522500001689 Date : 102-12-2022
issued To WS Hindusthan Zing Limited [Debari Zinc Typa of Linit : Smaitar
Smaethar]
PO ; Binc Smeder, Disinct Udaipur (Rajasthan),
Type of Sampls ©  |Stack Emission Level Ciabe of Sampha 22-11-2022
CollectionuTonilori
g
Poinl of Collsction | Zin: Melting Fumace Diate of Receipl:  [25-11-2022
Ciabe of 25-11-2022 to 0@-12-2022 Eampling Pian - 1S 11255:2008(Part 3)RA
Test Analhysis © 2018
Cuanliky of Sample Collected |Wimad Kumar Yaday
Sampls : By :
Unit's s, Mavodits Shakiawat Condiion of Fit for testing
FEprEsenlative . -t Sampla
RESULTS
S.Ma  |Parameters Observed Value | Tesling Protocol
1 Particulate matter [mg/Nm3) 28.49 1S 112565 (Part 1):1985
Reaffirmed 2014

Notes ;-

# The results listed rafsr only o the tested sample (s) & parametars (s). Endorsement of products is neithar infarred nor implied.

# This repart is not 10 be reproduced wholly of in part and can ol be used evidence in the court of law and should not be used in any

advertising media withoul our special permission in writing.
4 The samples will be desirayed aftar 15 days from the date of issue of test report unless olharwise spatifiad.

=3P,

ZUATRUmar

Rajesh%ﬁ'ﬁesnwaﬁ
Authorized Signatory

{Report No: TC502522500001689 )

Printad on 02 December, 2022 03:22:38 pm
This & ramr tar aenarated renort




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest,
IS0 14001:2015,

RSPCB 150 9001:20135,

OMfice : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Ewmail : team.bdhead@gmail.com

Government of India as Environmental Laboratory

150 45001:2018 (OH&S)  JDA/UDH
L.Hnm Gl-584, RIICO Industrial Area,
Sitapurs, Jalpur 302022, Rajasthan
Phone ; +91 9460222039, 9460222049,

Email : director@teamtesthouse.com,

Ematl : marketinglab@teamtesthouse.com

TEST REPORT
l;eporl No./ULR [TC5(02522500001691 Date : 02.12-2022
0.
Issued To : M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smeiter
Smelter]
PO : Zinc Smelter, District Lldaipur (Rejasthan),
Type of Ssmpla :  [Stack Emission Level Dats of Sampla 22-11-2022
CollectionMionior
ng .
Painl of Collection |Azex Fumace Date of Receipt:  |25-11-2022
Date of 25.91-2022 o 02-12-2022 Sampling Plan ; (15 11255:2008{Pat 3)RA
Tast/Analysis : 2018
Cuantity of - Sampla Collected |Vimal Kumar Yadav
Sample ; By :
Uinit's Ma. Mavedita Shaktawal Coandition of Fil for lasling
representative ; Sample :
LTS
S No  (Paramalers Obsenved Vaise  |Tesling Protocol
1 Fariiculate matter {[mg/Nm3) 25.99 IS 11255 (Part 1):1985
Reaffimed 2014

Notes :-

# The resulis listed refer only tc the tested sample (s} & parameters {¢). Endorsemant of products is neither inferred nor implied.

# This repoit is not 1o ba repmduced wholly or in part and can not be used svidence In the court of law and shoulkd not be used In any

sdvertising media without aur special pernission in writing.
# The samples will be destrayed afier 15 days from the date of issue of test repart unless otherwise specfied

=

SiiMRGmar

s@“?\ﬂahesnwan

nzed Signatory
(Report No: TC502522500001681 )

Printed on 02 Dacember, 2022 03:25:03 pm
This le rnmmuder rienarated rennrt



ﬁ TEAM TEST HOUSE
- (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of Indla as Environmental Laboratory
RSPCB ISO 9001:2015, ISO 14001:20185, ISO 45001:2018 (OH&S) JDA/UDH

Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur » 302001, Rajasthan Sitapury, Jalpur - 302022, Rajasthan

Phone : -H;l 63%7210064, 9114017379, Phone : +91 9460222039, 9460222049,
Webslte : www.teamtesthouse.com Email : director@teamtesthouse.com,

Email : team.bdhead@gmall.com Emall : marketinglab@teamtesthouse.com

TEST REPORT
Report No./JULR | TC502522500001693 Date : [02-12-2022
No, :
Issued To: M/S Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample : |Stack Emission Level Date of Sample  |22-11-2022
Collection/Monitori
ng:
Point of Collection |Stack Roaster-tl Date of Receipt:  |25-11-2022
Date of 25-11-2022 to 02-12-2022 Sampling Plan:  [IS 11255:2008(Parl 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's is. Navodita Shaktawat Condition of Fit for testing
representative : Sample
RESULTS
S.No |Parameters Observed Value | Testing Protoco!
1 Sulphur Dioxide [mg/Nm3] 121.21 IS 11255(Part 2) ;1985
Reaffirmed 2014
Noles -
# “The results listed refer anly to the tested ple {5) & parameters {5). End nent of products is neither inferred nor implied.
# This report is nol {o be reprodiced wholly or in pait and can not be used evidence in the court of law and shiould not be used in any
advertising media without our spectat permission in writing.
# The samples will be destroyad after 15 days from the date of [ssue of test report uniess otherwise specified,
e R iEnssnar
f L - Uthorized Signatory
I nJmar (Report No: TCE02622500001603 )

Frinted on 02 December, 2022 U3:27:19 pm

This k2 csmmiter nenaratad renart
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ﬁ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

T Approv;.-:l bj; l\-i“;uis;a'*y of Environment and Forest, Government of India as Environmental Lal-):;-nlury
REPCH IS0 9001:2015, ~_Is0 I4001:2_0l5. 150 45001:2018 jIh &5} JD!&I!}DH
Office : E-65, Chltranjan Marg, Laboratory : G1-584, RIICO Indestris] Ares,
C-Scheme, Juipur - 302001, Rajasthan Sitapura, Jalpuy - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Webslte : www.teamtesthouse.com Email : directorfwteamtesthouse,com,
Emall : team.bdhead@:gmail.com Email ; marketinglab@teamtesthouse.com
TEST REPORT
Report No./ULR | TC502522500001694 Date: 02-12-2022
No, :
Issued To : M/S Hindusthan Zine Limited {Debari Zinc Type of Unit : Smelter
Smelter)
PO : Zinc Smelter. District Udaipur (Rajasthan),
Type of Sample ;.  |Stack Emisslon Level Date of Sample 22-11-2022
Callection/Monitori
LB
Poinl of Collection |Siack Roaster I} Date of Receipt:  |25:11-2022
Date of 25-11-2022 o 02-12-2022 Sampling Pian : |15 11255:2008(Part 3)RA
Teslinahais 18
Crunnlity of - Sample Collected |fimudl Kumar Yadav
Sample ; By:
Unit's Iis. Navodita Shakdnwal Condilion af Fit for testing
e presonleti Sample :
RESULTS
SNo [Parameters Observed Value  |Taating Protocol
1 Sulphur Dioxide [mg/Nm3) 118.86 I5 11255(Part 2) :1985
Reaffirmed 2014
Noles -
L The resulls fisted refer anly to the tested sample (s) & parameters (8). Endorsement of products is naither infarred nor implied,
) This rapart is ot to ba reproducad wholly or in part and can not be usad evidence in the court of law and should ot b usad in any
advertising macia without eur speclal parmission in writing.
4 The samples wil} be destroyed after 15 days from the date of Issue of {est réport unless otherwise spacified,

=) {hs?e ...u.lesgwa;.

Sﬂtﬁ ! orized Signata
i AUMmar (Report No: TC502522500001694 )

Printed on 02 December, 2022 D3:58:30 pm
Thig i rammitar asnsratand rannrt




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

=
Approw\—r-e?llby Ministry of Environment and Forest, Government of India as Environmental Laboratory
RSPFCB 1SQ 9001:2015, 1SO 14001:2018, 180 45001:2018 (OH&:S) JDA/UDH
Office : E-65, Chitranjan Marg, Laberatory : G1-384, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajasthan
Phone ; +91 6377210064, 9454077379, Phone : +9] 9460222039, 9460222049,
Wehsite : www.teamtesthouse.com Emall : director@ teamtesthouse.com,
Email : team.bdhead@pgmall.com Emnil : marketinglab/a teamtesthouse,com
TEST REPORT

Report NoJULR | TC502522500001764 Date : 26-12-2022

No. :

Issued To : M3 Hindusihan Zine Limited [Debad Zine Type of Linil : Seraillar

Smetindg
PO : Zinc Smelter, District Udaipur [Rajasthan),
Type of Sample : | Stack Emission Leve! Doie of Sample [ 13-12-2022
Collactich/bonion
ng :

Point of Collection |Zinc Melting Fumnace Date of Rocsipl : | 18-12-2022

Date of 16-12-2022 1o 36-12-2022 Samrpling Plan: |15 11255:2008(Part 3)RA

TeaslAnalysis : 2018

Quantity of - Sample Cofecied |Vimal Kumar Yadav

A By :

Unit's M=, Navodita Shaktawat Conditien of IFrt for tasting

represaniative ; l _ Sampis

BRESULTS
SNo |Paramaters Observed Value | Testing Protocol
1 Particulate matter [mg/Nma] 25,85 IS 11255 (Part 1%.1985
Reaffirmed 2014
Nates -
L The resulls listed refer only 1o tha tesied ple (s} & p {s). Erd t of products is neither inferrad nor implied.

#

#

This repor! is ho! to be reproduced whally or in part and can not be used evidence in the court of law and should nol ba used in any

sdvertising media withoul our gpecial permissien in writing,

The samples will be destroyad aftar 15 days from the date of issus of tast report uniass othorwise specified,

fos
Sebrnanert! v

Rajf¥TManesnwan
Authorized Signatory
(Report No: TC502522500001764 )
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TEAM TEST HOUSE I

(Unit of Team Institute of Science & Technology Pvi. Ltd,) z
Approved by Minksiry of El;virénrheut and Forest, Government of Indin as Environmental Laboratory
RSPCB Iﬁu__'lﬂil:Zl!l?. ISO 14001:2015, 150 45001:2018 (OH&S) ) JDA/UDH

" Office : E-63, Chitranjan Marg,

C-Secheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email : team.bdhead@ gmail.com

Laboraiary : G1-884, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emoil : director(@ teamtesthouse.com,

Emall ;: marketlnglab@ teamtesthouse.com

TEST REPORT
Report NoJULR  ITC502522500001768 |Date : 26-12-2022
No. :
lssund To . M/S Hindusthan Zinc Lim&ed [Dakar Zine Typa of Ul : Srnadar
Smelter)
PO : Zinc Smaiter, District Udslpur (Ragasthan),
Type of Sample | Sdack Emnission Lewal Dialo of Sampla 13-12-2022
Collaction/Monitori
ng :
Point of Collection |Azax Fumace Dals of Recedpl : | 18-12-2033
Date of 16-12-2022 1o 28122022 Sampling Plan : IS 11255:2008(Part 3)RA
TaslAnakmis : 2018
Cuanlity of ] Sample Collected |Vimal Kusnas ¥aday
Samplo ; By :
Unit's Ms. Havodita Shakiswal Condition of Fit for testing
[ropresantiative ; Samphs
HEL‘.LTE
S.Mo  |Parameiers Observed Value  [Tesling Protocol
1 Particulate matter [mg/Nm3] 26,15 15 11255 (Part 1):1985
Haalfirmad 2014

Notes :-

# The resulis Iisted refer only to tha tested sample (s) & paramaters {s). Endarsemant of prodircts is neither inferred nor Implied.

# Thie rapori Is nol to ba repraduced wholly or in part and can not be usad svidence in the cour of law and shoutd nol be used in any

advertising media without cur special parmission in weiting.
# The samples will ba dastroyad afer 15 days from the date of issue of test repon unisss olharwise specified.
L i
oo - <gjestl Maheshwan
Sanior Analyst L " Authorized Signatory

(Report No: TC502622500001766 )




“ TEAM TEST HOUSE
~ {Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

: ES_PCB P s lS_O 9001:2015, . 1500 14001:?01_5. SO 45M1:20R(OHES)  JDALDH
Office ; E-65, Chitranjan Marg, Laboratory ; G1-584, RIICO Industrial Ares,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Webslte : www.tcamiesthouse.com Email : dircctor@ teamtesthouse.com,
Email : team.bdhead@ gmall.com Email : marketinglab{.teamtesthouse.com

TEST REPORT
Report NoULR | TOS02E22500001 768 |Date : 2B-12-2022
No. :
Issued To: k'S Hindusthan Zinc Limied [Debad Zinc Typa ol Unit Srmoher
Smelter]
PO : Zinc Smeltar, District Udaipur (Rajasthan),
Type of Sample : |Siack Emission Level Date of Sample  |04-12.2022
Callection/Monitori
ng :
|Pedini of Collaction |Auxiivray Boller Slack |Cute of Receipt :  |16-12-2022
Date of 16-12-2022 to 26-12-2022 Sampling Plan:  [IS 11255:2008(Part 3)RA
TestiAnalyais ; 2018
Clumntity af - Sampla Virnad Humar Yaday
Sampha : By :
Unit's Kz, Navogdita Shaktawat Coradition of Fii for tesling
raprasaniative : Samgol :
RESULTS
S.No _|Parameters Observed Value | Testing Protocol
1 Particulate matter [mg/Nm3] 19.01 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes :-
# The resutis listed rafer only to the tested sampls (s} & pammeters (3). Endorsement of preducts is nether inferred nor implied.
# This repot is not to be repraduced wholly or in part and can not be used evidence in the court of law and should rot be used in any

advertising media withoud our special permission in writing.
# The ples will be yed aftar 15 days from the date of issue of test report unless othenwise specified,

7

‘Senior Analyst* - 1 HaleshManeshwan

(Report No: TC502522600001766 )



RSPCH

Appr('n-'cd by

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Py, Ltd,)

150 9001:2015,

DHifice ¢ E-65, Chitranjan Marg,
C-Scheme, Juipur - 302091, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.teamiesthouse.com
Emall : team.bdbead(@gmail.com

i Ilﬁi;lry of Environment and -Furn;l. Government of India as

150 45001:2018 (OH&S)

Environmental Laboratory

i (OH JBAAIDI
Laboratory ; G1-584, RINCO Industrisl Area,
Sitapura, Jalpur - 102022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email ; director@teamteﬂlnouse.eom,

Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report NoJULR  |500001769 Date : 26-12-2022
No. :
Issued To : M/S Hindusthan Zing Limited [Debari Zinc Type of Unit ; Smelter
Smaelter]
PO : Zinc Smeller, District Udaipur (Rajasthan),
Type of Sample : |Stack Emission Level Date of Sample 12-12-2022
Collection/Monitori
ny :
Point of Coltection |Stack Roaster.| Date of Receipl : |16-12-2022
Date of 16-12-2022 to 26-12-2022 Sampling Plan: |iS 11255:2008(Part 3)RA
Tast/Analysis : 2018
Quantity of - Sample Collectad [Vimal Kumar Yadav
Sample : By:
Unit's Ms, Navodita Shaktawat Condition of Fit for testing
[representative : Sample :
RESULTS
8.No [|Parameters Observed Value |Testing Protocal
1 Acid Mist [mg/m3] 24.6 USEPA Method 8A
Notes :-
# The resuits listed refer only to the tesiod sampla (s) & parameters (), Endorsement of products is neither inferred nor implled,
# This report is not 10 be reproduced wholly or in part and can rol be used evidencs in the courl of law and shoultl not ba used in any
advertising media without our spacial permission In writing.
# The samplas will be destroyed afier 15 days from tha date of issua of test report uniess otharwise specified,
12
[Meeye e
3 S3Nw
p us'egiﬂ Mt Yog!u Aumel&ina%ry

{Report No: 500001769 )
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RSPUH

TEAM TEST HOUSE b
(Unit of Team Institute of Science & Technology

Approved by A Iililstﬁ' of Environment and i"urexl,
ISER 30013015,

150 9001:2015,

Office : E-68, { Tbtram|op Alarg,
C-Scheme, Juipur - 302001, Hajasthan
Phone ; +9] 6377210064, 9314077379,
Website : www.leamtesthiouse.comn
Fmall : team.baheada gmail.com

e
r ’;.a-'rgé \.‘ o~

nLl
2

Pvt. Lid,)

Wl

Government of India as Environmental L|.l|:|-|-rrntor3'
1500 45001:2018 (DH&S)

JRAMIH
Laboratory : €:1-884, RIICT) Industrial Areg,

Sttapura, Jaipur - 302022, Rajasthan

Flsous : +91 9360222039, 9460222049,
Fmail ; directnr@-leamleslhouse.mm.
Email : marketinglabsg teamiesthomse.com

TEST REPORT
Report No./JULR TC502523500000058 Date ; 06-02-2023
No, ;
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit Smelter
Smelter]
PO : Zinc Smetter, District Udalpur (Rajasthan),
Type of sample /  [Stack Emission Level / Chemical Date of Sample  [31-01-2023
Disciptine : Collection/Monitori
ng:
Point of Collection {Zinc Meiting Furnace Date of Receipt: [02-02-2023
Date of 02-02-2023 10 06-02-2023 Sampling Plan ; IS 11255:2008(Part 3)RA
TestAnalysis ; 2018
Quantity of - Sample Collected |Vimal Kumar Yaday
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
reprasaniative : Sampie ;
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 Particulate matter {mg/Nm3) 26.8 IS 11255 (Part 1):1985
Reaffirmed 2014
Nateg :-
= # The rosuits isted refer only o the tagtad sample {6} & parameters (s). Endorsement af products is nelther inferred nor Implied,

#

#

Purﬁuf(}iﬂ Yogi

This report I8 not to be reproducaed wholly or in part and can
advertising media without our special permission In writing.

not be used evidanca in tha

court of law and should not ba used in eny

The samples wiil be destroyed after 15 days from the date of issue of fest report unisas otherwise specified,

Senior Anatyst

Gf—
l|..--I|!l..' i !|i‘ila'l\Nan
{Report No: TC502523500000098 }



@ TEAM TEST HOUSE ; ,ﬁ}}
' (Unit of Team Insiitute of Science & Technology Pvt. Ltd.) e

: -Ai:pnud by .-\-h-l;l:'l]ﬂ_' of Environment al_nt_l_l"‘orest. Government of India as Environmental Luboral(i!.'y

RSPCE  ISO%01:2018, IS0 1dmen:a015, 15O 48001 HISOHaN)  JDA/UDH
(hilce ;: E-&5, Chitranjan Marg, Laboratory : G1-5i4, RIN'D Industriul Avea, '
C-Scheme, Jalpur - 302001, Rajusthan Sitapura, Jalpur - 302022, Rafasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 2460222049,
Website : www.teamtesthowse.com Enuil ;: divector teamlesthouse.com,
Email : team. bdbeadd gomall com Emal) : marketinglab@ teanutesthouse.com

TEST REPORT
Report No/ULR  [TC502523500000089 Date : 06-02-2023
No, ;
issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelier
o~ Smeller]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample /  [Stack Emission Level / Chemical Date of Sample  ]31-01-2023
Discipiine : Collection/Monitori
ng:
Point of Collection {Azex Furnace Date of Receipt :  |02-02-2023
Date of 02-02-2023 to 06-02-2023 Sampling Plan: [iS 11255:2008(Part 3)RA
Test/Anglysis : 2018
Quantity of - Sample Collected [Vimal Kumar Yaday
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3) 26.95 IS 11255 (Part 1):1985
Reaffirmed 2014
Notas :-
S~ # The results ksted refer only to the tested sample (5) & parameters {s). Endorsement of producis is neliher inforred hort Implied.

i Thlsrbpornsmtohemwoduoedvmollyorinpnnandcannmbeuudovidsnuinmooourtnﬂlwandshouldmtbeusadlnmy
advertising media w%uuiourspechlpembshnlnwﬁﬂng.
# Thuampieswillbcdutmyndanur15¢aysﬁomlhedatenmaunofmtrapununlos:othemiuspeciﬁod.

o
he " @,[5.__
PUI‘/&ﬂ’ml Yoqi : v emast S DIPWAT
g
Senlor Analyst Authorized Signatory

(Report No: TC502623500000099 )
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@ TEAM TEST HOUSE Y Xy
i . » ¥ # ’ &) _-...-_’;’5,‘
s (Unit of Team Institute of Scicnce & Technol ogy Pt Lid,) R
f\pp:w;n'-.-d. by Min'l;tr.y of Environnent and l-‘ores-t-, Government of Indin as Euviroamental L-nhprﬁdﬁ-
RSPCB_ CCO00LI0IS, IS0 140012018, ISO 45001:2018(OHES)  JDAUDH
Ofiice : E-65, Chltranjsn Marg, Laboratory : G1-884, RINCO Industial Area,
C-Scheme, Jaipur - 392001, Rajastian Sitapura, Jalpur - 302022, Rajasthan
Phone : 491 6377210064, 9414077379, Phone : +91 92460222039, 9460222049,
Websiie : www.teamtesthouse.com Emazt! : director@ teamtesibouse.com,
Emait : team.bdheadia gmall.com Emall : marketinglabd teamitesthouse.com
TEST REPORT
Report No./ULR  |TC502523500000097 Date : 06-02-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
- Smelter]
PO : Zinc Smelter, District Udeipur {Rajasthan),
Type of sample /  [Stack Emission Lavel / Chemical Date of Sample  [31.01-2023
Discipline ; Coliection/Monltori
ng:
Point of Collection |induction Furnace Stack Date of Receipt :  j02.02-2023
Date of 02-02-2023 to 06-02-2023 Sampling Plan: IS 11255:2008(Part 3JRA
Test/Analysis : 2018
Quantity of - Sample Collected [Vimal Kumar Yaday
Sample ; By:
Lnit's Ms. Neha Maheshwari Condition of Fit for testing
represeniative : Sample :
RESULTS
S.No |Parameters Observed Value | Testing Protocol
1 Parliculate matter [mg/MNm3] 231 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes :-
ey # The resulls listed refer only to the lasted sampis (s) & parameters (s). Endorsement of products is neither inferred nor implisd.
# This rapor Is not to be reproduced wholly of in part and can nol be uged evidente in the coutt of law and should not ba uzad in any
advertising media without our speciaf permission In writing,
# The sampies will be dastroyed sher 15 days from the date of issue of test repor unless ctherwise specifisd,
o~
L r =
PUi t’lﬂ% Yc’g' . 5 b ,@f—:scwluv“‘lwan
Senior Analyst Authorized Signatory

(Report No: TC502523500000097 )



) Appm;ed-b\ Hluhlr- of Enviroament and Forest, Gov erament

RSPCH

Cilfice + E-68, Chitranjan Marg,

r}:'q..ﬂ"i ILI' TE S‘T -i"l.-;'{-"ﬁh
(Umf of Teant Institute of Science » & Technology Pvt. Ltd.)

ISO 9801:2015, _I50 14001:2015,

C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 63772100464, 9414077379,
www.ieemtesthouse.com
Fuoll : team.bdbead s gmail.com

Website ¢

ol [udip as Enﬂmnmental L nhuralor\
150 45001:218 (OH&S)

Lu.hu-rllluﬂ- 1-884, RIICO ) Industrial Avea,
Sitapura, Jalpur - 302022, Rajasthen
Phone : +91 9460222039, 9466222049,
Emall ; divector/d teamtesthouse.com,
Email : marketinglabid (camtesthouse.com

TEST REPORT
Report NoJULR  |TC502523500000101 Date : 06-02-2023
No. :
Issued To M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Mines
Smelter]
PO : Zinc Smalter, District Udalpur (Rajasthan),
Type of sample / {Stack Emission Level / Chemical Date of Sample  |31-01-2023
Discipline : Collaction/Monitorl
ng:
Pgint of Collection |Auxiluray Boiler Stack Date of Receipt : |02-02-2023
Date of 102-02-2023 to 06-02.-2023 Sampling Plan:  [IS 11255:2008(Part 3)RA
Test/Analysis 2018
Quantity of - Sample Collected [Vimal Kumar Yadav
Sample : By :
Unit's Ms, Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS
S.No }Parameters Observed Value | Testing Protocol
1 Particulate matter [mg/Nm3] 18.69 IS 11255 (Part 1):1985
Reaffirmed 2014

Notes :-

# The resuils Ested refar only to the lested sample (s) & parameters (). Endorsement of products is neither inferred nor implied.

# This report is not ta be mpmducodwhoilyurlnpannndmnnmbeusedevldanuelnmuowﬂoflw and should not be used in any

advertising media without our special permission in wiiting,
# The samptee will be destroyed after 15 days from the date of iusue of test report unless otherwise specifiad.

2
puldtrial Yogi

Senior Analyst

...... T 1% ’Vd“
' Aithorized Signatory

(Report No: TC502523500000101 )
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(g' I AN TEAYT .'r- -r.rr LAy ':-'.ﬁ'?:'j-"
- . LR L] :"'"'-I'".:'
(Unit of Yeam Institute of Science & 1 echinology Pvt, Lid,) o
Appru;'es by ﬁlllih—ll‘l-';l;f-l';n\'lﬂ.ll;mén-t and l':nru-t Cavernment of Indis ais.l'.u';'.lru.mln;ﬂj i.I;bd.)l:a-t.l;l:y“.
e e WSOOLIZ0IS, IS MMUOL201S,  ISO45001:2018 (OH&S) IDANDH
Milew : E-88, Chitranjan Murg, Laboratery : GI-584, RIICO Indusirial Acea, '
“-Scheme, Jaipar - 302001, Rajasthan Sitapura, Jaipur - 30222, Rajasthan
"hone : +91 6377210064, 9414077379, Fhene : +91 9460222039, 9460222049,
Vebsite : www.teamtesthouse.com Emall : director@ teamtesthouse.com,
‘il : tearu.bdbeads gmail.com Fmall : marketinglab@ teamtesthouse.com
TEST REPORT
Report NoJULR  [TC502523500000201 Date; 08-03-2023
No. :
Isstred To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udalpur (Rajasthan),
Type of sample/  |Stack Emission Leval / Chemical Date of Sample  |25-02-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Zinc Meiting Furnace Date of Receipt:  [27-02-2023
Date of 27-02-2023 to 08-03-2023 Sampling Plan :  {IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantily of - Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
reprasentative : Sample :
RESULTS
S.No |Parameters 'Observed Value Testing Protocol
1 Particulate matter [mg/Nm3) 29.37 IS 11255 (Part 1):1985
Reaffirmed 2014
Notes -
# The resulls isted refer only (o the tesled sample (&) & paramelers (s). Endorsement of products is nefther inferred nor implied.

# This raport [s not to be raproduced wholly orin part and can not be used evidence In the court of law and shouid not be used In any
advertising media without our spacial parmission in writing.

# The samplas will be destroyed after 15 days from the date of [ssua of test report uniess otherwise specified.

/ Wopnpe— -
Y, I."f; ey Aamghﬁh’i{gn,’-;sh\m“

(Report No: TC502523500000201 )
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TEAM TEST HOUSE ﬁ*— %
(Unit of Team Fnstitute

LD
%

"

of Science & Technology Pvi. Ltd, ) “‘3"

A-pprm:ed by & finktr _-.‘-_

KSPLB

150 9001:2015,

3iMice ; E-68, Chiltranjan \ln!‘_g,

«Scheme, Faipur -

JUIEHEL, Rajustiznn

"hone : +01 6377200064, 2414077379,
Vebalte : www.teamtesthouse.com
‘well : tenm.bdheadw gmall.com

-r;f énfs'r'.i;...?m snd F_(ure;:i, G;:n-vei tiaent of India os }Z;:-.-Em];m;
ISO_ I_-dlliﬂlzz_ﬂli.

I8N0

15001:2018 (OH &)

Sitapura, Jaipar - 302622, Rajasthag

Plione : +91 9460222039, 9460222049,
Emall ; directorg teamiesthouse com,
Email : marketinglabsa teamtesthouse.com

tal I ..*.-llmrul:ury
IAADH
Laboratery : GL-S84, RINO) Industrial Area,

TEST REPORT
Report No/JULR  |TC502523500000203 Date ; 08-03-2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
- Smeilter]
“Po : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample  |25-02-2023
Discipline : Collaction/Monitori
ng :
Point of Collection [Azex Furnace Date of Receipt : 127-02.2023
Date of 27-02-2023 to 08.03-2023 Sampling Plan @ |IS 11255:2008(Pari 3)RA
TesVAnalysis : 2018
Quantiy of - Sample Collected [Vimat Kumar Yadav
Sample : By:
Unit's Ms, Neha Maheshwari Condition of Fit for testing
representative : Sample :
BRESULTS
S.No  |Parameters Observed Value Testing Protocol
1 Particulale matter [mg/Nm3) 30.47 I5 11255 (Part 1):1985
|Reaffirmed 2014
Notes -
S ] Theresulutlmdrehronlylplhelnalcdsamplo(s)&pmmmm(a),Endnmmmdpmduasisnailherinhmaorhnplhd.
» This report s not to be reproduced wholly or In part and can not be used svidence in the court of 1aw and should not be used in any
advertising media without vur spacial permission In writing.
# The samplas will be destroyed after 15 days from the date of issue of tast report untess olherwise specified.
z
/ Mlayr_‘ Hﬁi&{ﬁ"{‘ﬂai :
Senior Analyst . Authorized Signatory

{(Report No: TC502523500000203 )
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RSPC'B

Approved by Ministey of Envirmment snd Forct,

Dffice : E-65, Chitranjan Marg,

TEAM TEST HOUSE S
(Unit of Team Institute of Science & Technology Py, Ltd,)

50 S001:2015,

“-Scheme, Saipur . 302001, Rajasthan
*hone : +91 6377210064, 9414077379,
Vebsite ; waw.teamiesthouse.com
imadl : team.bdbeadds gmait.com

150 140012018,

1il e

Government of Indla as .E\-’i-rm-lix;ent;l_La I:l;;ntnr!.'

ISO 45001:2018 (OH&S)

b L — Y
Labarstory : G1-584, RIICO Indmtriad Aren.
Sitapura, Juipur - 302022, Rajasthon
Phone : +91 9460122039, 9460222049,

Email dlm!or!ﬁ‘tnmiesthouxe.wm.
Emazil : marketinglab@ teamtesthouse.cony

TEST REPORT
Report No.ULR | TC502523500000202 Date : 08-03-2023
No. :
Issued To : WS Hindusthan Zinc Limited [Debari Zing Type of Unit : Smelter
o Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / [Stack Emission Level / Chemical Date of Sample  [25-02-2023
Discipline : Collection/Monitori
ng:
Paint of Collection {Induction Fumace Stack Date of Receipt : {27-02-2023
Date of 27-02-2023 to 08-03-2023 Sampling Plan: {IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Vimal Kumar Yadav
Sampls : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RESULTS

S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [g/Nm3) 26.77 IS 11255 (Part 1):1685

Reaffirmed 2014

Notes :-
Y # The rasults listad refer only to tha tested sample (s) & parameters {s). Endursement of protiucts is nelther Inferved nor impfied.

# ﬂﬁsnportlunu!mberepmduneduﬁollyorinpaunﬂdnnm
advertizing medla without sur special permission in writing.
#
&
/ Wa s

ba used evidence in the

nourwflawandshwldnolbeuudlnany

The samples will be desiroyed alter 15 days from the date of issue of test report unisss otherwise specified.

sehids Réeiiedal v gy)

B —
Authiorized Signstory CShwar
(Report No: TC502523500000202 }
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A @ TEAM TEST HOUSE {;
— (Unit of Team Institute of Science & Technology Pyt, Lid.) ; od

= — B =g

A_ppl:m'ed by .:I-Il-_u;r;- ::r_En\-lmnlﬁc:n_t-én;l l-*"o;eizt. Enve“uiuieat_ of India as EnTi;r-;;:ntnl Laboratory

e R— Y T Y 150 45001:2018 (OH&) IDANDH
(e ; E-68, O hltraman Marg, Labsrabsry : 1504, RIICO Isdunirial a;'rea. :
C-Scheme, Juipor - 302001, Rajasthan Sitapura, Jalpur - 302022, Rajastban
Phone ; +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : waRw.teamtesthouse.com Emall : directorG@ lremitest hoso, oo,
Emell : team.bilbead'a gmaflcom Emall : murketioghab leamiesthouse.com

TEST REPORT
:eport NoJULR |TC502523500000310 Date : 04-04-2023
o. :
Issued To : M/S Hindusthan Zinc Limited [Debar Zinc Type of Unit : Smetter
Smeaiter)
PO : Zinc Smefter, District Udaipur (Rajasthan),
Type of sample /  [Stack Emission Level / Chemical Date of Sample  [17-03.2023
Discipling : Collaction/Monitori
ng:
Point of Coliaction |Zinc melting Stack Date of Recelpt :  |20-03-2023
Date of 20-03-2023 to 01-04-2023 Sampling Plan: IS 1 1255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of - Sample Collected |Banwari Lal Kumawat
Sample : By:
Unit's Ms. Neha Maheshwar] Condition of Fit for testing
reprosentative : Sample ;
RESULTS

S.No [Parameters Observed Value  |Testing Protocot
1 Particulate matter {mg/Nm3] 29.14 IS 11256 {Part 1):1985

Reaffirmed 2014

Notes ;-

# The resully isted refur only to tha tested sample (3) & paramelars (3). Endorsement of products is naither Inferred ner Implied.

# 'lhhreponununobompmdunadvmollywlnpmlnﬂunmlbomedevidenmmthemﬂdhwmlhwumheumlnm
Mmmmmwmlmmm In wniting,

# l’houmphuwiﬂb.dnmuoﬂu15dayslromhd¢horhlucoﬂcstreponunrusohmhuucﬂied.

7
L-u!pl N ﬂﬁi'-—
q" Rajgati Mz:
Pugg r Vﬂgi Mﬂ-.uru-a‘iﬁna'ronm’“a“

{Report No: TC502523500000310 )
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= ﬂ TEAM TEST HOUSE Ry 47
(Unit of Team Institute of Science & T echnology Pvt. Ltd.) P

1w

. ""-I;F-l"'-""""‘ by Mintséry of Envirenment and Forest, Go

vernment of India us Eus lrun maestal l_,;l'mratori'

RSPCB 3 150 '!'Illl.lll_,'l_llﬁ\ m:[_uum-.:us, IS0 45001:2018 (DH&S) JDA/UDYH
(hce 2 E-65, Chitranjan Marg, Laboratory : G1-884, RIICO lndesiril Area,
C-Scheme, Jalpur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Plione ; +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
\}'elnile : wirn. leamitesthense.com Emall ; directori teamtesthouse.com,
Email ; team.bdhead ginail.com Email : marketinglaba tesmtesthouse.com

TEST REPORT

ReportNoULR  [TC502523500000309 |Date : 01-04-2023

No. :

Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Typa of Unit : Smelter

Smelter]
PO : Zinc Smelter, District Udalpur {Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample  |17-03-2023
Discipline : Callection/Monitori
ng:

Point of Collection |Azex Furnace Date of Receipt : [20-03-2023

Date of 20-03-2023 to 01-04-2023 Sampling Plan: IS 11255:2008(Part 3)RA
Test/Analysis : 2013

Quantity of - Sample Collected |Banwarl Lal Kumawal
|Sample : |By :

Unit's Ms. Neha Maheshwarl Condition of Fit for testing
represantative : Sempla ;
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 Particulate matter {mg/Nm3] 39.19 IS 11255 (Part 1);1985
Reaffirmed 2014
Motea i«

# 'I'haresuilsIlshedrcl’uonfyInImmmdsample(l)&mmbml:).&dmmdwwumhneﬂhwlnfumdnwknpﬂod.

] Thlareponi!nmtlobimpmdueedwhnﬂyorhpnnlndcmnﬂbeumdavidnmmtmwunﬂliwwlhouldnothmdlnlny
wvuﬂﬂngmdhwim”wummhwﬂﬂm.
» Thesampluwlllbadnunyednﬂniﬁdawﬁmhedahoﬂsmnl’teMranbsscﬁwmiunpeelﬁed.

Joest B
Senior Analyst - Authorizad Signatory
{Report No: TC502523500000300 )
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{Report No: TC502523500000308 )

o
:{pprnwd by Minkstry nf_E;'i;numeﬁ sad Forest, Government of Indis ns Envir;;lenml Leboratury "
RSPCB IS0 9001:2018, ISO 14001:2018, IS0 45001:2018 (OH&S) JDA/DBH
Oiflice : E-65, Chitranjan Marg, Laboratery : G1-584, RIICO Industrial Aren,
C-Scheme, Jaipur - 302001, Rajusthan Sitspure, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emall : direcior teamiesthouse.com,
Email : team.bdheadi gmail.com Enail : marketinglab{ teamtesthouse.com
TEST REPORT
Report NoJULR  [TCS502523500000308 Date : 01-04-2023
No. :
Issued To : M/S Hindusthan Zing Limited [Debart Zine Type of Unit : Smelter
Smaelter]
-y PO : Zinc Smelter, District Udalpur {Rajasthan),
Type of sample /  [Stack Emissian Level / Chemical Data of Sample 17-03-2023
Discipline : Collsction/Monitori
ing:
Paint of Collection |induction Furace Stack Date of Receipt :  {20-03-2023
Date of 20-03-2023 to 01-04-2023 Sampling Plan:  |IS 11255:2008(Part 3)RA
Tast/Analysis : 2018
Quantity of Sample Collected |Banwari Lal Kumawat
Sample : By:
Unit's Ms. Neha Maheshwarl Condition of Fit for testing
|representative ; Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 Particulate matter [mg/Nm3] 36.6 IS 11255 (Part 1):1985
Reafflrmed 2014
Notes -
# Tha ragults Setod refer only to the tasled sample (s) & parsimeters (s}. Endorsement of prodicts is neither inforred nor implied,
# This report Is not fo be reproduced wholly or in part and can not be used evidancs in the court of law and should not ba used in any
edvertizsing madia without our special panmiesion in writing,
# ThoumplnwillbadmmyodmrSSdmfrumlhedaleoﬂmeomslnpodunmmeuspedﬁod.



RSPCB

(Unit of Team Institute of Science & Fechnology Pvt. Lrd,)
-.1l|l|1-l"|l"|'llﬂ-li ;\ ilh-!lstry of Esvironment and Forest,
IS0 9001:2018,

TEAM TEST HOUSE 23X

__1S0 Li0o1:2018,

Office : E-65, { hiltrunjan Marg,
C-Scheme, Jalpar - 302001, Rajastban
Phone : 493 GIT7210064, 2414077379,
Website ; www.teamiesthouse.com
Email : team.bdheads gmail.com

Government of India as Envirosmental lﬁﬂorxtor?
JDA/N'DH

IS0 45001:2018 (OH&S) - -
Laboratory : C1-884, RINO Yodustrial Area,
Sitapurs, Jaipar - 302022, Rajasthan
Fhone : +91 9460223039, 9460222049,
Famall ; divector@ teamesthouse.com,
Fmail : marketinglab@ teamitesthouse.com

TEST REPORT
Report No./ULR  |TC5025235000001 02 Date : 06-02.2023
No. ;
issued To ; M/S Hindusthan Zino Limited [Debari Zing Typa of Unit ; Smalter
2 Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  [Stack Emission Level { Chemical Date of Sample  {31.01-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack Roaster-ll Date of Receipt :  |02-02-2023
Date of 02-02-2023 1o 06-02-2023 Sampling Plan: [IS 14 1255:2008(Part 3)RA
Test/Analysis : 2018
Cuantity of - Sample Collected |Vimal Kumar Yaday
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative ; Sample :
RESULTS
S.No {Parameters Observed Value Testang_ Protocol
1 Sulphur Dioxide [mg/Nm3] 120 IS 11255(Part 2) :1985
Reaffirmed 2014
Notes :-
I # The results listed tefer only to the teslad sample (¢} & parameters (s). Endorsement of products is nelther Infarnad nor implied.
# Thhmponlsnmmhemnmdumdwhollyotinpmandcanndhoundwidmlnhcouﬂuﬂawandshwldmlbemdk\any
adverlising madia without our spacial permisslion in wrifing,
# The samples will be deatroyed afier 15 days from the date of issue of est report uniess otherwise spacified.
P
| weog— .
? qai Mal Togt — _a‘-!‘.:;. v ot bis di
S nhr Analyst Authorized Signatory

(Report No: TC502523500000102 )
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TEAM TEST HO

(Unit of Team Institute of Science &

RSPCB

Mlice ; E-65, Chitranjon Marg,

Approved by Minkstry of Environment and Fore;t;
150 9001:2015,

1SO 14001:2015,

USE
Technology Pyvt. Ltd,)

Government ;»f_l nills as En{'iFt;h_tﬁenlul f.;buratnr-y
IDAA'DH

ISO 45001:2018 (OH&S)

“-Scheme, Jaipur - 302001, Rajasthsn
'hone : +91 6377210064, 9414077379,
Fehsite : www teamtesthouse.com
mall : team.bdheadia gmail.com

Laborolery : G1-SB4, RIIKO Indusirial Area,

Sliapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Email ; director( teamtesthoyse.com,

Email : macketinglab:u teamtesthouse.com

TEST REPORT
Report No/ULR  |500000102 Date : |os-02-2023
No. :
issuad To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit ; Smelter
Smaelter)
- PO : Zinc Smeiter, District Udaipur (Rajasihany},
Type of sample / [Stack Emissien Level / Chemical Date of Sample  [31-01-2023
Discipline : Collection/Monitori
ng:
Point of Collection [Stack Roastar-Il Date of Receipt :  |02-02-2023
Date of 02-02-2023 to 06-02-2023 Sampling Plan: IS 11255:2008(Part 3)RA
Test/Analysis 2018
Quantity of - Sample Collected |Vimal Kumar Yaday
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
represantative Sample :
RESULTS
S.No |Parameters Observed Value Testing Protocol
2 Acid Mist Img/m3] 23.7 USEPA Method 8A
Notes ;-
# The results listed refar only to the tasted sampla (s) & parameters (s). Endorsement of products 8 nerther inferred nor impliad.

# This report is not to be reproduced whally or in
advertising media without our special parmission

part and can not be used evidence in the court of law ang should not be used in any
in writing.

# The sampies will be destroyed after 15 days from tha date of issus of 183! report uniaas otharwisa spacified.

>
: Vowin g Yogi
Senior Analyst

s

: G—
' KitRorized ﬁm"ivﬁ'r;-'ﬂd ;
(Report No: 500000102 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

KSPCB

Approved by Miaistry of Enviroument and Forest, Government of Indla as Esvirenmental Laboratory

IS0 9001:2018,

150 14mw1:2015,

(MTkew : E-65, Chltranjon Marg,
C-Scheme, Jalpur - 383001, Majsibss
Phone : +91 6377210064, 9414077379,
Website : www teamtesthouse.com
Email : tearm.bdbeadir gmail.com

IS0 45001:2018 (OH&S) DA
© Labarslory ; G1-584, RIICO Industrinl Ares,
Sitapura, Jalpur - 302022, Rajasthan
Fhone ; +91 9460222039, 9460222049,
Emall : directors teamtesthouse.com,
Email : marketinglabra teamtesthouse.com

TEST REPORT
Report No./JULR  |TC502523500000103 Date : 06-02-2023
No.: .
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unlt ; Smelter
- Smelter)
PO : Zinc Smeler, District Udaipur {Rajasthan),
Type of sample / |Stack Emission Level / Chemical Date of Sample  {31-01-2023
Discipiine : Callection/Monitori
LB
Point of Collection |Sisck Roaster |)f Date of Receipt :  |02-02-2023
Date of |02-02-2023 to OB-02-2023 Sampling Plan: IS 11255:2008(Part 3)RA
Tasiifnalysis ; 2018
Cuantity af 2 ltr. Sample Collected |Vimal Kumar Yadav
Sample : By :
Linits Mz. Neha Maheshwar| Conditian of Fit for testing
|regrasaniative Sarmpla :
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 Sulphur Dioxide [mg/Nm3] 119 IS 11255(Part 2) :1985
Reaffirmed 2014
Notes :~
# The results ésted refet only lo the tested sample (s) & parameters (8), Endorsement of products is neither inferred nor implied.
# This report is not to be reproducad wholly or In part and can not be used evidence In the: court of law and should not be used in any
tdvertising media without our spacial permission In writing.
# The samples will be dasiroyed after 15 days fram the date of issue of tes! raport unioss otherwiss spacifisd.
v AV Jopi—
e F\ﬁﬁl YOQI § vaa, e b WU AGED Ma R wah
sénioeAhyst Autharized Signatory

(Report No: TC502523600000103 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & T. echnology Pvt. Ltd.)

Approved by Minlstry of Environment and F orest,

Goevernment of India as Environmental Laboratory

RAPCB __1SO 2001:2015, 150 14081:2015, IS0 45001 10@ _[l‘.'_l]_i.'.’es;! e _JDAN'DH
Mfice : E.65, Chitranjon Mary, Laboraiory : G1-584, RIKCO Industrial Arvs,
“-Scheme, Jalpur - 302001, Rajasthan Siapurs, Jaipur - 302022, Rajasthan
‘hone : +91 6377210064, 9414077379, Phone ; +91 946027 Hids, 9460222039,

Veluile : wow.teamiesthouse.com Emall ; direciorg feamtesthouse.com,
‘maii : tvam.bdheadias gnnil.com Emall : marketioglaby teamtesihouse.com
TEST REPORT
Report NoJULR  |500000103 Date : 06-02-2023
No. ;
Issuad To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
—— Smelter]

PO : Zinc Smelter, District Udaipur (Rajasthan),

|Discipline :

Type of sample / |Stack Emission Level / Chemical

Date of Sample  [31-01-2023
Collection/Monitori

ng:

Paint of Collection |Stack Roaster IlI

Date of Recaipt :  [02-02-2023

Date of 02-02-2023 to 08-02-2023

Sampling Plan: HS 11 255:2008(Part 3)RA
Test/Analysis : 218
Quantity of 2 Itr. Sample Collectad {Vimal Kumar Yadav
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
LIS
S.No [|Parameters Observed Value  |Testing Protocol
2 Acid Mist [mgllﬂ] 23.5 USEPA Method 8A
Notes ;-

# The resulis listed refer only to the tasted samplo (s} & perameters (s). Endorsement of products 1s neither inferred nor implied.
# Thisrapoﬂlsnottobsmproducadwhoi!ynrln part and can not be used evidancs in the court of law and should not be used In any

N advertising media withoul our special parmisslon In wrlting,

# Thanmpluwillbodcslruyodanw1SdaysfrumMedmdhsuuefmtmpmunbuohumlcamdﬁod.

oo

s@amgiial Yool

2T uinwan
Authorized Signatory
(Report No: 500000103 )




@

TEAM TEST HOUSE 2 U

(Unit of Team Institute of Science & Technology Pyvt, Lid.) £
Appruui_l-:r'ﬁlin-istry of E;n-iron-n;en_t and F-m-'e_st.-

a " e s 3 N
Government of Indin as Euviroamenta) Laboratory
DA

REPCB ______ O sen:els, __150 14001:2018, IS0 45000:2018 (OH&S) )
Office : E-6%, Chltranjan Marg, Laboratory : €;1-584, RHCO Industrial Aren,
C-Schewme, Jaipar - Ja2e00, Rajasthan Sttapurs, Jalpur - 302022, Rajasthan
Phene : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email : divector@ tesmtesthouse.com,
imal : teamn.bdheads gmail.com Email ; mrarketinglahfa teamtesthouse.com

TEST REPORT
Report No.JULR TC502523500000205 Data : 08.03.2023
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
M, Smelter]
[PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Stack Emission Level / Chemical Date of Sample  [25-02-2023
Discipline : Collection/Monitori
ng:
Point of Collection |Stack RoasterII Date of Receipt :  |27-02-2023
Date of _ 27-02-2023 to 08.03-2023 Sampling Plan: IS 11255:2008({Part 3)RA
Test/Analysis : 2018
Chuantity of Sample Collected |Vimal Kumar Yaday
Sample : By :
Linitf's Mg, Meha Mahesfrwari Condition of Fit fior tesling
reprasentalive ; Sampls :
_|°.ES!1ILT5
S.No |Paramaters Observed Value  |Testing Protocal
1 Sulphur Dioxide [mg/Nm3] 1204 IS 11255(Part 2) 11985
Raaffirmed 2014
Notes ;-
¢y # The results listed refer only to the tesled sample {s) & parameters {&}. Endoreement of products is neither Infarred nor implied,
# This report is not to be reproduced wiolly or In part and can not ba used evidence in the court of law and thould not be used In any
advertising madia without our special parmission in wiiting.
# The sampias will be destroysd after 15 days from the date of issue of test repart unloss alherwise spacified.
2
: . aheshwan
Senior Analyst ﬁtﬁ&%ﬁ £ natory

(Report No: TC502523500000205 )




@ TEAM TEST HOUSE
= (Unit of Team Institute of Science & Technology Py, Lid,)

Appl;t;\'t;d_lng'_!\llllistlg' of Eﬁ:’iﬁnmem nad Forest, (-'l)-;’l’l‘nl.’l;('m of Iudia as Fuvironmental !,nbht_'a_tnry

RSPCH ERR. L 0) a1:2015, ISO 14001 :2018, _ Iso :ﬁm_u_:;_lug (&S JDANNDH
{fsce : E-68, Chiteanjun Marg, Laboraiory : GI-584, RIICO Industrial Avea,
-Scheme, Jnipur - 302001, Ra Justhen Sitapuia, Jaipur - 302022, Rojasthag
hone : +91 6377218064, 9414077379, Phone : +91 9460222039, 60222049,
rehsiie : www.teamtesthouse.com Emsail ; directory teanitesthouse.com,
mail : teawm.bdbeadsq grail.com Email : marketinglabta teamiesthouse.com
TEST REPORT

Report No/ULR  [500000205 Date ; 08-03-2023

No.:

lssued To : M/S Hindusthar Zinc Limited [Debart Zinc Type of Unit : Smelier

" Smelter]
PO : Zin¢ Smelter, District Udaipur (Rajasthan),
= Type of sample /  |Stack Emission Level I Chamical Date of Sample  |25-02-2023
Discipline : Collection/Monitori
ng:

Point of Collection JStack Roaster-l| Date of Receipt :  {27-02-2023

Date of 27-02-2023 to 08-03-2023 Sampling Plan :  |IS 11255:2008(Part 3)RA

Tast/Analysis : 2018

Quantity of - Sample Collected [Vimal Kumar Yaday

Sample : By:

Unit's Ms. Neha Maheshwari Condition of Fit for testing

reprasentative : Sample :

RESULTS
S.No |Parameters Observed Value Testing Protocol
2 Acid Mist [mg!_mS] 27.5 USEPA Method 8A
Notes ;-

# Tha results listad refer only o the tesled sample (s} & parameters (s). Endorsement of producls is neithar infarrad nor impfied.

o W Thlarepomsnoﬂaberepmdunedwhonyorlnpmandcannutbeusedovldemhmawunoﬂawandshouﬁmlbeusedlnany
advertising medla without cur special permission In writing,

# The samptaa will be destroyed afier 15 days from the date of [esue of tsat roport unless otherwise specified,
2 ,3;1'.—*
/LW ﬂ?ﬂ ; :' ::_ i aﬂ:-:?"@S": ,"ﬁﬂ
SenieAgabgtal YO Ry IRED Jignatory

{Report No: 500000205 }



-

- s il = i . T i :"-:;1N.
ﬁa Tf.'.-..-'{ M i th it f..f!'t "I;#! i _-'-ﬁf:;:
(Unit of Team Institute of Science & T echnology Pvt, Ltd,) il
Approved by Mll.n_ish:y of Emy ':l.ﬂlll.lﬂﬂ' und Forest, f;o;f;r_nment of Indin os Emv Irouments) f;hnr..iur:.-
RSPCB CISONMOL0IS, IS0 MBSLNIS IS0 4S012018 (OH&S)  SDAADH
Mice : E-65, Chitragjen Alarg, Laboratery : G1-884, RINO Indusirial .fr;a. '

“-Bcheme, Jalpur - 362001, Rajasthan
"hone : +91 6377210064, 414077379,
Vebsite : www leamtesthonse.com
Imwll : tesmn.bdliead@ gniail.com

Sliwpura, Jaipor - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Emall : divectors teamtesthouse.com,
Emall ; marketinglabfa teamitesthouse.com

TEST REPORT

IRepon No/ULR |TC502523500000206 Date : 08-03-2023

No. :

Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter

Smelter]
-~ PO : Zinc Smelter, District Udaipur (Rajasthan),
Typa of sampla /  [Stack Emission Level / Chemical Date of Sample  [25-02-2023
Discipline : Collaction/Monitori
ng:

Point of Collection {Stack Roaster [il Date of Receipt:  |27-02-2023

Date of 27-02-2023 to 08-03-2023 Sampling Plan:  [IS 11255:2008(Part 3)RA
Test/Analysis : 2018

Quantity of - Sample Collectad {Vimal Kumar Yadav
Sample : By ;

Unit's Ms. Neha Maheshwari Condition of Fit for testing
|representative : Sample :

RESULTS
S.No |Parameters Observed Value Testlrlg_ Protocol
1 Sulphur Dioxide [mg/Nm3) 117.2 IS 11255(Part 2) :1985
Reaffirmed 2014
Notes :-
# erasultsWmmmlybmomudnm{u}&wmn(ﬂ.Endonemnlofproduchisnelﬁermmmdmrlumnod.

# Thlsmpoﬂhmuobeupmdtudwhollyorlnpmmdcannoibausedeﬁdmhmecounoﬂawnndlhouldnolbeummmy

advartising modia without our special permission in writing

# Thamnplesmllbodellmyodnﬂnrﬂdaysfrom!hod.ﬂ-diuuooﬂeﬂnponunlauolhemisespeclﬁod.
P
7 —
Surarn Mat Yogt Rais=h Maheshwar
Senior Analyst g Authorized Signatory

{Report No: TC502523500000206 )



@\ TEAM TEST HOUSE
(Unit of Team Instituie of Science & T, echnology Pvi. L.td,)

e

Approved by Minlstry of Environment and Forest, Government of Indis as Eavironmeatal Laboratory

RSPCH IS0 9001:1018, iSO 14001:2018, IS0 45001:2018 (OH&S) _ IDARDH
[fice : E-68, Chitranjon Marg, Laboratory : G1-584, RIICO Indusirial Area,
Seheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
hone : +91 6377210064, 2414077379, Phone ; +91 9460222039, 2460222049,
‘ehsile ; wew.teamtesthouse.com Emall : dilwlor(éftenmieﬂlmuse.com.
maif : feam.bdbeadq gmuil.com Email : marketingiabw teamtesthouse.com

TEST REPORT
Report No/ULR  [500000206 Date : J08-03-2023
No. :
Issued To: WIS Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smallar
- Smaker]
PO : Zinc Smeiter, District Udalpur {Rajasihan},
Type of sample / | Siack Emission Lavel / Chamical | Date of Sampile 25-02-2023
|Discipline : ColectionManitori
Poind of Collection |Stack Roasier Il Dmie of Recsipt 1 |27-02-2023
Doie of 27-02-2023 to 08-03-2023 Sampling Plan : |15 11255:2008(Part 3)RA
Test'Analysis : 2018
Cuantity of - Sample Collected |Vimal Kumar Yaday
Samples : By:
Unit's Me. Neha hiahashwari Ciondition of Fit for testing
repregantative Samply @
RESULTS
S.No [Parameters Obsarved Value Testing Protocol
2 Acid Mist f[mg/m3] 25.6 USEPA Method 8A
Notes
# The results listed refer only to the tested sample {3} & paramaters (s), Endarsement of producls is neither inferred nor impfied.

™ i This report is nol to be reproducad wholly or in part and can not be used evidence In the court of law and should not be ussd in any
advertising media without our specla permission in writing.

# The samples will be destroyed alier 15 days from the date of issue of logl raport uniess otharwise spacified,

g
hoee N oo
Senior Analyst Wﬁu Skntteshwan
(Report No: 500000206 )




1 L] ;‘a 3 R
@ TEAM TEST HOUSE .‘;@
(Unit of Teum Institute of Science & Technology Pt. Ltd) S5
1.5 s
Approved by Ministry of Euviroament snd Forest, Govermment of India as Environmeutal Laberatory
__R5PCB ISO S0 :2015, 1SO 14801:3013, lSO 45001:2018 (DH&S) e J_l)_AI_UEH
Office : E-65, Chitragjan Marg, Laborntory : G1-884, RIICO Industrial Aren,
C-Scheme, Jaipur - 302001, Rajasthan Shiapura, Juipur - 302022, Rajasthan
Phone : 491 6377210064, 2414077379, Phooe : +91 9460222039, 9460222049,
Website : wuw.teamiesthoese.com Email : direclor(@ teamtesthouse.com,
Email : teamnbdbeadtd gmail.com Ewmail : marketlnglabsi ieamiesthouse.com
TEST REPORT
Report NoJULR  [TC502523500000312 Date ; 01-04.2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Srnelter
Smeller]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample /  |Stack Emisslon Level / Chemical Date of Sample  |18-03-2023
Discipiine : Collaction/Monitori
ng:
Point of Colfection |Stack Roaster-li ﬂnate of Receipt : [20-03-2023
Date of 20-03-2023 1o 01-04-2023 Sampling Plan :  [IS 11255:2008(Part 3)RA
Test/Analysis : 2018
Quantity of . Sample Collected [Banwar Lal Kumawat
Sample ; By :
Unit's Ms. Neha Maheshwarl Condition of Fit for tasting
representative Sample ;
RESULTS
S.No |Parameters Observed Value Testing Protocol
1 Sulphur Dioxide [mg/Nm3j 1185 1S 11255(Part 2) : 1985
Reaffirmed 2014
Noles ;-

Thenwlhﬁstedmleroﬂyhﬂtemmlq(sjlmm (s).mmmdwmhmmmmmww.

#
| 3 Thbmponhnutmbemmduuedwhduurhpm

advertising modia without our special permissian n S
# 'ﬂnnmpluwﬂlbodutrwod.ﬂlr15dnnﬁumhdlhoflnuoorlntnpnrtunhnoﬂum!uspedﬁad.

s
) asf
Seniok Aiystil=s] Vogi

mmmhmoﬂmhﬂwwﬂoﬂhwmddwuﬁmlhmlnaw

Lo
Authorized Signatory
(Report No: TC502523500000312 )



~ @ TEAM TEST HOUSE
(Unit of Team Instituse of Science & Technology Pyt Lud,)

Approved by Miaistey of Envirenment and Forest, Government of India as Environmenta) Laboratory

__R 150 00 oS, I.':T_.I_l_-l!_l_z!_lllh : ISO 45001:311_13 (DH&S) ABAADH
Offlcr : E-65, Chitranjas Marg, ~ Laboraien : G1-584, RINCO Indusirial Arva,
C-Scheme, Inipur - 362001, Rajasihan Skcapusra, Jaipur - SUIREL, Rajasthan
Phone : 491 6377210064, 9414077379, Phone ;: +9) 9460222039, 9460221049,
Website ; waw.teamiesikouse.com Emall ; dlmlnrﬁrleamlesthonse.mm,
Emusil : tesm bdbhead@ gmail.com Emuil : markeilaglabg tenmiesthouse.com
TEST REPORT

Report No/JULR 500006312 Date : 01-04-2023

iNo. :

Issuad To ; M/S Hindusthan Zinc Limited [Pebari Zinc Type of Unit Smellsr

Smelter]
PO : Zing Smalter, District Udaipur (Rajasthan),
Type of sample/ [Stack Emisslon Level / Chemical Date of Sample  [18-03-2023
Discipiine : Coliection/Monitori
. ng:

Point of Collection |Stack Roastar-il Date of Receipt: [20-03-2023

Date of 20-03-2023 to 01-04-2023 Sampling Plan: [is 11255:2008(Part 3)RA

Teat/Analysis : 2018

Quantily of - Sample Collected [Banwar Lal Kumawat

Sampla : By :

Unit's Ms. Neha Maheshwari Conditlon of Fit for testing

representative : Sample : '

RESULTS
S.No__[Parameters Observed Value Testing Protocol
2 Acid Mist [mgmal 23.6 USEPA Method 8A
Notes -

]
{Pny—
ﬁ“ gﬂ o S .
Senior Analyst <+ " - Aitrensiid dighsip var
{Report No: 500000312 )
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TEAM TEST HOUSE &y
(Unit of Team Institute of Science & Technology Pyve. Ltd.) e

; ..l.pprm.rl [ 1 ‘-ll-ﬁ:n of Euvircument :nd-ioﬁ;t,ﬁo;'erh ment of ludls as Environ mental Lobora tory o

RSPCB 180 9001:2018, ISO 14001:2015, 150 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chliranjan Marg, Laboratory : G1-884, RIICO Industrial Area,
C-Scheme, Jalpur - 302001, Rajestban Sitapura, Jalpur « 302022, Rajasthan
Phoge ; +91 6377210064, 9414077379, Phone : +91 9460222039, 9461222049,
Webshte ; www.teamtesthouse.com Emall : directord teamiesthouse.cotn,
Email : team.hdheadd ginail.com Emall : marketinglabia tesmtesthouse.com

TEST REPORT
zeport No.AULR  |TC502523500000313 {Date : 01-04-2023
0. :
lssued To ! M/S Hindusthan Zinc Limited [Debar Zinc Typa of Unit : Smefter
Smelter]
PO : Zinc Smelter, Dislrict Udaipur (Rajasthan),
N Type of sample /  [Siack Emission Level / Chemical | Dl of Sample | 18-03-2023
Déscipline ; CollsclionMonitori
ng :
Point of Collection |Stack Roawies Il | of Receipd :  |21-03-2023
Dt of 21-03-2023 to 01-04-2023 Sampling Plan ;  [IS 11255: 2008 Part 3)RA
TesilAnahads © 2018
Cuantity of - [Sampie Colectad |BI.|'rn'lr| Lal Kumawat
Iﬁlrmll 1 By
Unit's Ms. Neha Mahastwar Candltion of |Fit for testing
reprasantative Sample ;
RESULTS
SNo {Parameters Observed Value _ |Testing Protacol
1 Sulphur Dioxide [mg/Nm3] 120.4 1S 11255(Part 2) ;1985
Reaffirmed 2014
Noles -
4 The results Ysiad refer only Lo the tested sample (s} & parameters (). Endarsemen! of products is neither Inferted nor impliad,
* This report is not to be reproduced wholly or In part and can net be used svidence in the court of law and should nat be used In any
advartising madia without our special panméssion in writing,
# ‘The samples wil be desiroyed after 15 daya from the dale of issus of tes! report unless otharwise specifiad.
4 T
Lo " v
& ;-’/;1 Al Yog @i T P
Senior Analyst Authorized Signatory

(Report No: TC502523500000313 )




TEAM TEST HOUSE
(Unit of Team Institute of Science
Approved by Minktry of Eny

& Technology Pyt, Ltd.)

ironment and f‘éﬂsﬁb&iﬁmﬁ&t of Jndia as Esvirosmental Laboratory

_ RSPCB 150 2001:2015 1500 14001:201 %, . I1SO 45001:2018 (OH&s) ___JDAATDH
Hilce ; E-£8, Chiiragjan s, Laboratery : G1-584. RIICO Indlwsirial Area,
C-Scheme, Jalpur - 302001, Raojasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 941407379, Phoae : +91 9460222039, 9460222049,
Websife ; Wiw.teamlesthouse.com Emal} ; dirulorﬁ-leamlmhouse.cony
Emeil : team.bdbead :gmall.com Email : marketinglabsa leamiesthouse.com
TEST REPORT
Report No.JULR  [500000313 Date : 01-04-2023
No, :
Issued To : M/S Hindusthan Zinc Limited iDebari Zing Typa of Unit : Smelter
Smelter]
PQ : Zinc Smelter, Distrigt Udaipur (Rajasthan),
Type of sample/ ]Stack Emission Leval / Chemical Date of Sample  [18-03.2023
Diecipling ; Colisction/Monitori
ng :
Paint of Coliection |Stack Roaster T} Dale of Receipt:  |21.03.2023
Date of 21-03-2023 fo 01-04.2023 Sampling Plan: I8 11255:2008(Part 3)RA
Toest/Analysis : - 2018
Quantity of - Sample Collected {Banwari Lal Kumawat
Sample ; By:
Unit's Ms. Neha Maheshwari Condition of Fit for testing
i@msenlaﬂva : Sample :
RESULTS
S.No  [Parameters Observed Vaiue Testing Protocol
2 Acid Mist [mg/m3] 20.5 USEPA Method 8A,

Noteg =

# The rasults lated refer only to the lested

samples {s) & parameders (s). Endorsement of producis is neither inferred nos Impllad,

# 'l’hisrapnulanolmbempmduoedwhonynrinpadundoanmlheundw!dmuinﬂnmrldlawand should not be used in eny
advartising media withourt our special pamisslon In writing,
# Tha samples will be destroyed after 15 days from the date of [saue of lest repart unless othenvise spachiad,

o J e
Fuigi indiesl Yogi

(Re—
Authorized Signatory ™ . .-
{Report No: 500000313 }



@ TEAM TEST HOUSE )

JPIEES (U,“'to T
—— ea" g [y )
£ Approved by num{. 1 Institute of Science & Technology Pvt. Ltd.) Teun
Rrcs ISO 59:).;‘] o-r Environment and For tst, Government of Indin as Environmental Laboratery
OTee s £-65, Chramoni 112015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDI
C-Schene, Malpur - 302 Ly Luboratory : G1-584, RIICO tndustrinl Arca,
Phone : 491 mmfmd u;.; ealnsthan Sltapura, Jaipur - 302022, Rajasthan
Welisite :\\'\\w.!enmiesl;lou::tz?;: . Phione ; 491 9460222035, 9:5012204:.
. . . g thouse.com,
Emnll : team.bidhead @ gmail.comy ::::::I': ::.::E:ffn::%mm‘:@“"°“”“°“‘
TEST REPORT
:gport NoJ/ULR [TC502522200002514 Date : 03-11-2022
ssuad To: M/S Hindusthan Zine Limited [Debad Zinc Typo of Unit : Smelter
Smeller]
PO : Zinc Smelter, Distrlct Udalpur (Rajasthan),
. _m  |Typoof Sample: Liquid Effiuents Dalo of Sample  |21-10-2022
e :a Collection/Moniter]
| ng!
Point of Callection |ETP Outist Dato of Recslpl: |22-10.2022
1[_)&!; zlr‘ - 22-10-2022 fo 03-11-2022 Sampling Plan: |APHA 2017 - 1060
ast/Ansalysls ; ¥
Quantity of 2 lr. Sample Collecied [Vimal Kumar Yadav
Sample ! By:
Unit's Ms. Navodita Shaktawat Condition of Fit for lesting
rapresentalive ; Sample :
RESULTS
S.No [Paramelers Observed Value |Testing Prolocol Limits as per
Environment
protaction rules,
15E6
1 [TolaiSuspendedSolidsmgl] _ _  [27  |AFHA2017:2540D 1100 -
2 Blochomical Oxygen Demand (BOD)[mg®) 18 = |APHA2017:5210-B 30 :
g [ChlcrideasCilwol . ___ __ A8 A 2017:4500-CLB b !
72l<3  |Chemical Oxygen Domand (COD) [mgh]  |67.87. (APHA:2017;85220C 250 i
5 |Cyssidefmgh __  [Lessthan0.05 IAPHA 2017:4500-CND_|0.2
6 [Fluendalmgh) = T T T [Le8 |ABRA217 14500-FC " |58
R . ——— - L L8 __|APHA2017:4500H+B |55 -9.0
B |suphidedsSTmgll  _  _  |BOL{<0A} " [APHA. 2017:450082F |2 T
9 Cadmlum([mgt EDI.{-EE_IJNJ __|APHA :2017 :3111-B 2.0
1o |copeerimell T T D L|8ed T T IAPHAZbMTmIMR 80T T
1 wonfmg] ___|a04  |APHA:2017 :3111-B 3.0
12 |leddfmofl” | .. . ... .[Bouonf)  |APHA:2017:3113:8° T lod T
13 |Mickelfmgh) (002 [APHA:2017:3111-B |30
W |gecimgll T T 0T T |APHAROMT 2198 T [0
15 |0l & Grease [mg/] 3 APHA 2017 : 5520 B 10 4

Notes i=
# The rosults listed refer only 1o the tested samplo (1) & paromaters (s). Endorsemant of products Ia nalthar Inferred nor Impliad,
This report I3 ot to ba reprodiced wholly of in parl and can not be usad evidonca In the court of Ivw arud shaud not be used in any

¥
adveriising madio withoul cur special parmission ln .
¥ Tha samplos wil b dastroyed afior 15 days om the dalo of (ssus of test report unless olhorwise specied,

Sunprum o
| Rajesh Maheshwan

Ptinted on 03 Novemnbar, 2022 04:20:18 pm
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. 6 TEAM TEST HOUSE
o (Unit of Team Institute of Science & Technology Pvt. Ltd,)
Approved by Minlsiry of Enviranment and Forest, Gavernment of ndin ns Environmenial Laboratory
RSPCB 1S0 5001:2015, 1SO 14001:2015, 150 45001:2018 (OT1&:5) JDA/UDH
Office : E-65, Chitranjan Marg,

C-Scheme, Jalpur - 202001, Rajasthon
Phone : +91 377210084, 9414077379,
Website : www.teamiesth busc.com
Eronil : team.bdh end@pmall.com

Laboratory : G1-584, RIICO Industrial Area,
Sitapura, Jafpur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emuil ¢ director@tenmtesthoure.com,

Email : marketinglab@teamtesthousc.com

TEST REPORT
::p?rl NoJULR  |TCS02522200002753 Date: 02-12-2022
Issued To : zus Hindusthan Zinc Limited {Debari Zinc Type of Unit : Smelter
melter]
b PO ; Zinc Smelter, District Udalpur (Rajasthan),
ra_-;_ Type of Sampla:  |Liquis Efivents Dale of Sample  |22-11-2022

Collection/Monitori

J Point of Collaction |ETP Outist

ng:

Date of Receipt: |25-11-2022

*|Date of 25-11-2022 to 02-12-2022 Sampling Plan:  |APHA 2017 : 1060
TeslAnabysis :
Quanlity of 2L Sample Collscted |Vimal Kumar Yadav
Samples : By:
Unil's Ms. Navodita Shaktawal Condion of Fil for tesling
mpresanialve Sampla :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
|1 |Tolal Suspended Solids [mg/] B N APHA.2017:2540-D 100
2. . |Biochemical- Oxygen Demand (BOD) [mgf] |9.33 . |pPHAZ01ZTIS210B - ls0
3 |Chloride as Cl [mg/]) . 202.49 ~ |APHA 2017:4500-CI-B |-
4 7 |Chemical Oxygen Demand (COD]{mp] _-[87.57 _|APHAZ017:6220C [250 |
__|cyanidefmg] Less than 0.05_ |APHA 2017 :4500-CND  [0.2
T T T O [ A Y2 T R T o, S S
~|pH SRF 7.09 APHA:2017 : 4500 H+B 55-9.0
S| s A S g |BDL(0.4) - |APHA, 2017 :450082F B
|Cadmium jmom_ __|BOLI<0001) _ |APHA:2017:3111-B__ 20
Copperfmgl’ e feee . |APHAROIIATTESE S0 T
Wonfmgn BER G0N PPHA N7 SUT-B I
beddimal ~ 1T . {BDU(<001)  [APMAROITEIIIE T [aA
h 13 [Nickelimg/] . BOL (<0.01)  |APHA :2017 :3111-B 3o |
LCISNE L0 IR St . INENONEI . T I IE Y e Y ey
. 15 |0l & Grease [mg/l] 3 APHA 2017 : 5520 B 10 I
. " Notes:-
i . # The rasulis listed refar only to the tesied sempilo (5) & paramalers (%). Endorsement of products is nelther inferred nar Implied.
| ? m ml; m m ;‘:'p;o"gt;:dd :lh;la':;:l; L?c'r,m :r:": :;n not ba used evidence in the court of law and should na! bo used in any
| # The samples will be deslroyad afier 15 days from the date of Issus of test repert untess otherwise specified,
a,'..._
Rajesh Maheshwan

S; 1; ;&. imar
Printed on bar, 2022 12:17:42 pm

This ie ramnitar annaratan ranar



TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pwv. Ltd,)

~ Approved by Ministry of Environment an
o 8IS0 9001:2015,
(HMice 1 E-45, Chitranjan Marg,

REPCH

__1S0 14001:2015,

C-Scheme, Jaipur - 302001, Rajasthan
Phone : 49] 63772 10064, 9414077379,

d Forest, Government of India as Environmental Laboratory
150 45001:2018 (OH&3)

JDA/UDH

Laboratory : G I-584, RIICO Indestrisl Area,
Sitapura, Jalpur - 363021, Rajasthan
Phone : +91 9460222039, 9460222049,

Website : www.teamtesthouse.com
Emal ; team.bdhead@gmail.com

Email : director@tumtmhouse.eom,
Emull : marketinglab@teamtesthouse.com

=

TEST REPORT
Report NoJULR  [TC502522200002896 Date : 23-12-2022
No.:
Issued To : M/3 Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO ; Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample : |Liquid Effluents Date of Sample 13-12-2022
Collection/Monitori
ng:
Point of Collection |ETP Outlet Date of Receipt: |16-12-2022
Date of 16-12-2022 to 23-12.2022 Sampling Plan:  JAPHA 2017 : 1060
Tast/Analyais ;
Clurantity of 2 Lir Sample Colscted |Vimal Kumar Yadav
lEum:h : iﬂp :
Units Ms. Mavodite Shakiawal Condition of Fil fior bosding
reprasenkatva Sampile :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Envirornmani
|protection rules,
) 1986
1 Total Suspended Solids imgf] 11 APHA.2017:2540-D 100
2 Biochemicat Oxygen Demand (BOD) [mg/i] |8.75 APHA 2017:5210-B 30
3 Chloride as Cl [mg/l] 206.96 APHA 2017 :4500-C-B |-
4 Chemical Oxygen Pemand {COD) [mgfl] 7987 APHA:?017 ; 5220-C 250
o Cyanide [mgfl) Less than 0.05 |APHA 2017 :4500-CND |02
3 Fluoride [mg/) Q.72 APHA:201T : 4600-F-C 2.0
7 pH 21 APHA:2017 ; 4500 H+B 5.5-9.0
8 Sulphide as S [mg/M BDL (<0.1) APHA. 2017 : 4500-82F |2
8 Cadmium [mg/)] BDL (= 0.001) |APHA :2017 :3111-B 20
10 Coppar [mg/l) BDL (< 0.01) APHA 2017 :3111-B 3.0
11 Iron [mgfl] BOL (< 0.01) APHA ;2017 :3111-B 3.0
12 |Lead [mg/) BOL (< 0.01) APHA :2017 :3111-B o1
13 Nickel [mg/i] BOL (< 0.01) APHA :2017 :3111-B 3.0
14 Zinc [mgil] BOL (< 0.01) APHA 2017 :3111-B 5.0
15 [Cil & Grease [migH] 3 AFPHA 2017 : 5520 B 10
Noles -
# The resulls listed refar only 16 the tested sample (5) & paramaters (s). Endorsement of products is neither inferred nor implied,
# This report ia not lo be reproduced wholly or in part and can not ba used evidenca in the court of law and should not be used In any
adverlising media without our special permissien in writing.
# Tha samples will be destroyed after 15 days from the date of issue of tesl report unfess otherwise spacified.
Oof—

Printed on 23 December, 2022 03:40:07 pm
This ir romnitar nanaratan ranort



TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

Approved by Ministry of Environmest sad Forest,

Government of Indln 25 Envirenments) Leboratory

__RSPCB IS0 9081:2015, _  1SO 1400122018, IS0 45001:2018 (OHAS) __ SDAUDR
Oificy : E-65, Chltrunjan Marg, Laborntory : G1-504, RIBCO Indmetrial Ares,
L-Sehrme, Jalpur - 302901, Falesthon Shtapurs, Jalpor - 32011, Balpstben
Flieme ; 491 BATTII0054, S8 iTIaTs, Phoune : +91 B450222039, SA60TI2040,
WoelzMe ¢ wowleantesthon 3,000 Eag ;djm[or@gegm1ﬂhume_mm,
Emnll : teatn bdhead@gmailcom Email : earitetto plabitenmirsthonzs com

TEST REPORT
Report No./ULR | TC502523200000229 Date : 07-02-2023
No. :
Issued To : MfS Hindusthan Zinc Limited [Debar Zing Type of Unit ; Smelter
Smalter]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample / |Liquid Effluents / Chernical Date of Sample  |31-01-2023
Discipline : Collection/Monitori
Ing
Polnt of Callection |ETP Outlet ]Date of Receipt : [02-02-2023
Date of 02-02-2023 to 07-02-2023 Sampling Plan: |APHA 2017 : 1060
Teast/Analysis :
Quantity of 2 fir. Sample Collected [Vimal Kumar Yaday
Sample : By :
Unit's Ms. Naha Maheshwarl Condition of Fit for testing
representative : Sampla :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
pretection rules,
1986
1 Total Suspended Solids [mg/l] 4 APHA.2017:2540-D 100
2 Blochemical Oxygen Demand (BOD) [mgh] 15 APHA 2017:6210-B 30
3 Chloride as Ci [mg/l) 674.97 APHA 2017 : 4500-Cl-B |-
4 Chemical Oxygen Demand {COD) [mgn] 19.97 APHA:2017 : 5220-C 250
5 Cyanide [mgf] Less than 0.05 JAPHA 2017:4500-CND 0.2
6 Fluoride [mgA] 1.02 APHA:2017 ; 4500-F-C 2.0
7 pH 7.89 APHA:2017 : 4500 H+B 55-9.0
8 Sulphide as S [mgA] BDL(<0.1) APHA. 2017 ; 4500-82-F |2
9 Cadmium [mg/i] BDL{<0.001) APHA :2017 :3111-B 20
10 Copper [mgf] 0.05 APHA ;2017 :3111-B 3.0
1 Iron [mg] 0.13 APHA :2017 :3111-B 3.0
12 Lead [mg/] BDL(<0.01) APHA :2017 :3111-B 0.1
13 Nickel fmg/i] BDL(<0.01) APHA :2017 :3111-B 3.0
14 Zinc [mgf] 0.04 APHA :2017 :3111-B 5.0
18 Qil & Greass Imgfl] 2 APHA 2017 : 5520 B 10
Notes :-

# The results listed refer only to the tasted sample (s} & parameters (¢). Endorsel

# Thbmpoﬂhnotmbampmdueedwhnllyorlnpadandem

edvertising media without our special permission in writing.
# The samples will ba destroyed after 15 days from the date of [ssue of tast report unless oiherwise specified.

ment of produicts is nelther Inferred nor implied.

not be used evidence In the court of iaw and should not bo used in any

(ot~

Sunil kumar
Senior Analyst

Rajesh Maheshwari
Authorized Signatory
{Report No: TC502523200000229 )

TC502523200000229 | Printed on 07 February, 2023 12:13;50 pm

This Is comniter asnaratad raonrt
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(Unit of Team Institute of Sc

TEAM TEST HOUSE
ience & Technology Pvi, Ltd,)

:’ };’,, '\\)
L w
%T.'.:“k /‘l
'“uf «u‘-\"‘

Approved b_\" h_lln-m;;of l'I-n'\'im;Em;m ;nt_l'ﬁ;r:s'l':(';;vern_m_eit of India as Environmental Laboratory

_ RSPCH

Office ; isz. Chilralul; Ma

ISO 9Gb1:2015,

et bl

g,

IS0 14001:2015,

C-Scheme, Jajpur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Websdie : www.teamtesthouse.com
Emall : team.bdhead@ gmall.com

IS0 45001:2018 (OH&S)

JODANTDH
Laboratory : G1-584, RIICO Indusivial Avea,
Sitapura, Jalpur - 302022, Rajasthan
Phone : +91 9450222039, 9460222049,

Emall : director@ teamtesthouse.com,

" Emsil : marketinglab@ teamtesthouse.com

TEST REPORT
Report NoJULR  [TC502523200000412 Date : 08-03-2023
No. :
Issusd To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smalter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample/ [Liquid Effiuents / Chemical |Pate of Sampte  |25-02-2023
Digcipline : Collection/Monltori
ng:
Point of Collection [ETP Outiet Date of Recaipt :  127-02-2023
Date of 27-02-2023 to 08-03-2023 Sampling Pian:  [APHA 2017 : 1060
Test/Analysis :
Quantity of 2 ltr. ‘ Sample Collected |{Vimal Kumer Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
raprasentative ; Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Tolal Suspended Solids {mgh) 29 APHA.2017:2540-D 100
2 Biochemical Oxygen Demand (BOD) [mg] [6.33 APHA 2017:5210-B 30
3 Chloride as Cl [mg/1] 688.79 APHA 2017 :4500-Cl-8 |-
4 Chemical Oxygen Demand {COD) [mgh] 19.04 APHA2017 : 5220.C 250
5 Cyanide [mg/] Less thap 0.05 |APHA 2017:4500-CND 0.2
. 6 Fluoride [mg/] 1.24 APHA:2017 : 4500-F-C 2.0
7 pH 7.94 APHA:2017 : 4500 H+B 55-9.0
8 Sulphide as S {mg/i} BDL (<0.1) APHA. 2017 : 4500-82-F |2
g Cadmium [mgfi] BDL(<0.001) APHA, ;2017 :3111-B 2.0
10 Copper [mgfl] 0.40 APHA :2017 :311%-B 3.0
11 lron {mg/) 0.09 APHA :2017 :3111-B 3.0
12 Lead [mghj BDL(<0.01) APHA :2017 :311~B 0.1
13 |Nickel [mg#] 0.07 APHA :2017 :3111-B 3.0
14 Zinc [mghl] 0.29 APHA :2017 :3111-B 5.0
15 |Cil & Grease [mg/l] 2 APHA 2017 : 5520 B 10
Nates
# The results Ested refer only to the lested sample {s) & parameters (s). Endorsement of praducts |s neither Inferred nor implied.
» T'Maroponlanoltobanpmduudwhollyahparlandmmtbomoduvidonulnmamundhwwshouumlboumhw
advertising media without our spacial parmission in wriling,
# mumpuswmbeduvom-wisupmm_mdmmuumpmmmmﬁm.
T ﬁ"';,
Sunit kumar Rajesh Maheshwari
Senior Analyst Autharized Signatory

(Repert No; TC502523200000412 )

TC502523200000412 [ Printed on 08 March, 2023 11:07:15 am

This is ramntitar nenaralad ranor
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@) TEAM TEST HOUSE B
(Unit of Team Institute of Science & T echnology Pvi. Ltd.) ?'"*

L

...-. o Appr;“-'e(i _I;\ Miﬁi?ﬂ? of E_n;lr;n;-ni and Forest, (";t'ﬂ:'el-'nl.n-eili of lndis u:_iln-:va;;n;s;l'L_alinrau;r,\' o
__«SMUB ___ Iso 01:2015, 150 140012015, IN0F 45001:2018 ({MHES) JDA/UDH
Office : E-65, Chitranjan Mary, T Laburatery : G5, RITCO Tndwtrial Aves
C-Scheme, Jaipar - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
P!tone : +91 6377210964, 9414077379, Phone : +91 9460222039, 9460222049,
Webnite : www.teamlt:slhnuse.cum Emall : director¢ tesmtestbouse.com,
Emall : team bdbeads gmali.com Emall : mavketinglab teamtesthouse.com
TEST REPORT
:epon No/ULR [TC502523200000620 Date 30-03-2023
0.
Issued To : glls Hnﬂirndusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
malter]
PO : Zinc Smefter, District Udaipur {Rajasthan),
Type of sample /  |Liquid Effiuents / Ghemical Date of Sample  |18-03-2023
Disclptine ; Collection/Monitorl
ng:
Point of Collection |ETP Outlet |Data of Recelpt:  |21-03.2023
Date of 21-03.2023 to 30.03-2023 Sampling Plan:  JAPHA 2017 : 1080
TestAnalysis :
{Quantity of 2 Itr. Sample Collected |Banwari Lal Kumawat
Sample : iBy:
Units Ms. Neha Mehashwarl Condition of Fit for testing
El'apresentatlve S Sample :
‘RESULTS .
8.No |Parameters QObserved Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/] 13 APHA.2017:2540-D 100
2 Biochemical Oxygen Demand (BOD) [mg/] |8 APHA 2017:6210-B 30
3 Chloride as Cl [mg/l] 601.16 APHA 2017:4500-CLB |-
4 Chemical Oxygen Demand (COD} [mg/] 31.14 |APHA:2017 : 5220-C 250
5 Cyanide [mgf] Less than 0,05 |APHA 2017:4500-CND |02
6 Fluoride [mg/T} 1.19 APHA:2017 : 4500-F-C 2.0
T pH 7.65 APHA:2017 : 4500 H+B Iss5-9.0
8 Sulphide as S [mgl) !BDL {<0.1) APHA, 2017 : 4500-82-F |2
9 Cadmium [mg/i] BDL(«0.001) APHA :2017 :3141-B 20
10 Copper [mg/] " 10.05 APHA :2017 :3111-8 3.0
11 Iron [mgA] 0.04 APHA :2017 :3111-B 3.0
12 Lead [mgf] BDL{<0.01) APHA 12017 :3111-B 0.1
13 Nickel {mg/] 0.08 APHA :2017 :3111-B 3.0
14 Zinc [mg#] 0.03 APHA 12017 :3111-B 5.0
15 Cil & Grease [mg/l] 2 APHA 2017 : 5520 B 10
Notes :-
4 The results isted refer only to the tested sample (s) & parameters (8). Endorsamant of products is neither inferred nor implied.
" This repont is not 1o be reproduced wholly or in part and can not b used svidance in tha court of law and shoukl not ba uaad In any

adveriising madia whhout our spoclal permission in writing,
# Thuampmwllbodmrwnlnaﬁdayaﬂomhﬂaﬁadumoltutropoﬂunlnuolhorwhnpodﬁod.

= B
e Ty iy iy L i LY :' 1 Ra . N

! - Authdread é?ﬁ%’i%‘?f“wa”
(Rapart No: TC502523200000820 )

TC502523200000620 | Printed on 30 March, 2023 03:21:20 pm tof1
This is enmmittar asnarated e



ﬁ TEAM TEST HOUSE
T (Unit of Team Instityte of Science & Technology Pyt Lid)
‘ Approved by Mialstry of Environment and Forest, Govu:ﬁ:;l;nt of Indisa as Environmental Laboratory . -
RSPCB 180 9001:2015, IS0 14001:2015, 150 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, '

Laboratory : GI1-584, RII N
C-Scheme, Juipur - 302001, Rajasthan Sitapura, ':ialpur . anzozz,cnf.;:;::::m Ares

Pt'mne : 191 6377210064, 9414077379, Fhone ; +91 9460222039, 9460222049,
E\eb‘n’n.e: www.teamtesthouse.com Email ; dlrector@cenmtstllouse.com,
mak : team.bdhead(@-gmail.com Email ; marluetlnglnb(mtumtesthause.com

TEST REPORT
seporl No./ULR TC502522200002513 Date : 03-11-2022
0. !
lssued To : M/S Hin}dusthan Zinc Limited {Dabari Zinc Typa of Unit : Smelter
Smelier]
PO : Zing Smelter, District Udaipur (Rajasthan),
Typs of Sample : Liquid Effiuents Dale of Sample  [21-10-2022
Collection/Monitori
ng :
Point of Collection [STP Outlet {Plant) Date of Recelpt: [22-10-2022
Date of 22-10-2022 to 03-11-2022 Sampling Plan: |APHA 2017 : 1060
Test/Analysis :
Quantily of 2 ltr. Sample Collected [Vimal Kumar Yaday
Sampile : By .
Unif's Ms, Navodita Shaktawat Condltion of Fit for testing
representative : Sampie ;
RESULTS
S.No |Parameters Observed Value Testing Protocol Limits as per
Environment
protection rules,
1888
1 Total Suspended Solids fmgs) 20 APHA. 2017:2540-D 100
2 Ammanical Nitrogen as N {rgh) 7T APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand {BOD) [mg/] |8.14 APHA 2017:5210-B 20
4 Chemical Ouygen Demand (COD) Imgil |EB.18 APHA:201T : 5220-C 250
5 pH T.11 APHA201T : 4500 H+B 55-9.0
G 0il & Grease [mgA] 3 APHA 2017 : 5520 B 10
7 Nitrale ag NO3 [mg] 18.10 APHA 2017 : 4500-NO3- B |50
Noles -
# The results listed refer only 1o the testad ssmple (#) & parameters (s). Endorsement of preducts is naither Inferred nor implied,
# This mpoftlnnottobarepmduudwhouywinpaﬂandannmbeummmainthecwnumw and shoukd not be used in any

advertising media withoul our special permission in writing.
3 The samples will be destrayed afler 15 days from the date of issue of last raport unless otherwise specified,

LS

. ' UL‘P"
Stmiremar RayrsidfafRanwar

(Report No: TC502522200002513 )

Printed on 03 Novembar, 2023 04:10:30 pm
Thix iz eamnntar aanarated ranart




o

RSPCB
om

150 9001:2015,

(Unit of Team Institute
Approved by M-I-n]stry of Environment and

TEAM TEST HOUSE
of Science & Tech(:_alogy Pyt Ltd,)

Forest, Government of lndia 2s Environmental Lab
ISO 14001 12015,

ISO 45001:2018 (OH&:S)

e : E-G5, Chitranjan Marg,

C-Scheme, Jaipur - 302001, Rajesthan
Phone : +9] 6377210064, 9414077379,
Waebsite ; wwn.teamtesthouse.com
Emali : eam.bdhead@ gmail.com

Laboratory : G1-584, RHCO Industiig] Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : diuctor@teamteslhouse.enm.

Email ; marketinglab@ teamtesthouse.com

TEST REPORT
rlj:aport No./JULR TC502522200002752 Date : 02-12-2022
0. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit ; Smelter
Smeiter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Typa of Sample : Liquid Effluents Date of Sample  |22-11-2022
Collection/Monitori
ng:
Point of Collection ISTP Outlet (Plant) Date of Recelpt: |25-11-2022
Date of 25-11-2022 10 02-12-2022 Sampiing Plan:  [APHA 2017 1060
Test/Analysis :
Quandtity of 2Ltr Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value Testing Protocol Limits as per
Environment
pretection rules,
1986
1 Total Suspended Solids Img/ij 35 APHA.2017:2540-D 100
2 Nitrogen as N [mg/) 10.32 LAF‘HA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mgf] 9.5 APHA 2017:5210-B 30
4 Chemical Oxygsn Demand (COD) [mp/) 52.08 APHA:2017 ; 5220.C 250
5 pH 7.18 APHA:2017 : 4500 H+B 55-9.0
8 Oit & Greasa [mg/) 4 APHA 2017 : 5520 B 10
7 Nitrate 6 NO3 [mg 25 APHA 2017 : 4500-NO3- B 50

+

The
Thlsuponilnollnbampmduudwhollyorinpau

e
LI

L

fesulls Ested refer only 1o the tested sample (s} & parameters (s). Endoresment of products is nelther inforred nor impliad,

and can not be used evidence in the court of lsw and should not be used in any
advertising media without our special permissian in writing.

The semplos will ba destroyed affer 15 days from the dale of issus of test repori unless otherwise specified,

Noles -

#

¥

]
i

Raf8df Tlanesnwan

Authorized Signatory
{Report No: TC502522200002752 )

Printed on (2 Dacember, 2022 12:17:01 pm
Thin iz cyminiitar finnaratad rancrt
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“ TEAM TEST HOUSE
o . (Unit of Team Institute of Science & Technologv Pyt Ltd)

-‘l.llprn'r:'li I;S' Mlliisiri! of Enirix-on_lﬁem and Forest, Gavernment of India a5 Iinﬁ'ronmenul Liburni-ry

— RSPCB =~ 450 2001:2018, 180 loor:zo1s, 150 45001:2018 (OH&S) JDAUDH
Office : E-65, Chitramjun Marg, Lubarstory : G1-584, RINCO Indusiriad Ares,
C-Scheme, Jaipur - 302003, Rafssthan Sitapura, Jalpar - 302022, Rejasthan
Phone ; +9) 6377210064, ) 4077379, Phone : +91 9460222039, 2460222049,
Website : Www.teamtesthouse.com Email ; director@tnmtulhoule.mm,
Email : team.bdhead@gmall.com Email markeﬂnglnh@leumteﬂhouse.cnm

TEST REPORT
SBDOH NoJULR T0502522200002895 Date : 23-12-2022
o, !
Issued To ; M/S Hindusthan Zing Limited [Debari Zinc Typa of Unit : Smelter
Smeltor]
PO : Zing Smeiler, District Udaipur {Rajasthan),
Type of Sample ; Liquid Effuents Date of Sample 13-12-2022
Collection/Monitori
ng:

Point of Collection |STP Outlet (Piant) Date of Recsipt ; 16-12.2022

Dafe of 16-12-2022 1o 23-12.2022 Sampling Plan: [APHA 2017 : 1060

Test/Analysis ;

Quantity of 2Lt Sample Collected {Vimal Kumar Yaday

Sample ; By:

Unit's Ms. Navodita Shaktawat Condition of Fit for testing

fepresentative : Sample :

RESULTS
S.No |Parameters Observed Value Testing Protocol Limits as per

Environment
protection rules,
1986

1 Total Suspendad Solids [mg/lj 28 APHA.2017:2540-D 100

2 Ammonical Nitrogen as N Img/} 7.35 APHA 2017 : 4500-NH3 C |50

3 Biochemical Oxygen Demand (BOD) [mgh} [8.57 APHA 2017:5210-8 30

4 Chemical Oxygen Demand (COD) [mg/ 65.92 APHA:2017 : 5220.C 250

& pH 7.22 APHA:2017 : 4500 H+B 55-9.0

] Oil & Grease [mg/] 3 APHA 2017 ; 5520 B 10

7 Nitrate as NO3 [mgh] 27.45 APHA 2017 : 4500-NO3-B 50

Nates :-
# The resulls lsted rofer only to the tested sampie (s} & paramalars (s), Endorsament of products Is haithar inferved nor Impliad,
# This report is not to be reproduced wholly or in part and can not be used evidencs in the court of law and should not ba used in any
adverlising media without our spacial parmission in writing,
# The samples will be destroyed affor 15 daya from the date of Issug of test report uniess otharwite spacified.
02—
Sunil kumar Rajesh Maheshwari
Senior Analyst Authorized Signatory

{Report No: TC502622200002895 )

Printad on 23 December, 2022 03:39.43 pm
This is ramnistar arnaratad ranart
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LY

TEAM TEST HOUSE ‘
(Unit of Team Institute of Science & Technology Pyvt. Ltd)

_RspcB 150 9001:2015, 150 14001:2035, IS0 43001:2018 (ORa&:S)_ IDANDE
Office : £-65, Chltrenf=n Mery, Laborztory : G1-584, RIICO Endestrind Aren,
C-Bckome, Faipur - M2001, Rojrathan Sitapurs, Jaipur - 302622, Rajasthan
Ehsme 1421 3772000840, MISITTIT, Fhama : 491 9460222039, S450731049,
Welalin : v e esiesfhonae. com Emad : direcior@teamiesthonse.com,
Eecuinl® ¢ feambdb enf@os N oo Ewmafl : maciatteslab@teretn o oo

TEST REPORT
[ﬁeport No/ULR |TC502523200000228 Date : |o7-02-2023
o,:
|issued To : M/S Hindusthan Zinc Limited [Debari Zinc Typse of Link ; Smeiter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  Liquid Efffuents / Chemical Date of Sampla  |31-01-2023
Discipfine ; Collection/Monitori
fna:
Point of Collection |STP Qutiet (Plant) {Date of Recelpt: [02-02-2023
Date of 02-02-2023 to 07-02-2023 Sampiing Plan:  JAPHA 2017 : 1080
Test/Analysis :
Quantity of 2 fr. Sample Collected |[Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
reprasentative : Sample ;
RESULTS
SNo |Parameters Observed Valiie [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mg/] 38 APHA.2017:2540-D 100
2 Ammonicat Nitrogen as N [mgfl] 16.56 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mg/] {21.82 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) [mgA) 152.06 APHA:2017 : 5220-C 250
5 pH 7.39 APHA:2017 : 4500 H+B 55-9.0
6 Qil & Greasa fmgf] 6 APHA 2017 : 5520 B 10
7 Nitrate as NO3 jmg/l] 24,85 APHA 2017 : 4500-NO3- B |50
Notes =
# The rasults iatad refer only lo the tested sample (s} & parameters (3)- Endorsement of prodticts Is nafther inferred nor implled.
# This report Is not to b reproduced wholly or in part and can not be used evidance in the court of law and should not be used in any
advertising madia without our special permission in writing.
# The samples will be destroyad after 15 days from the date of issue of test repott unless otherwise specified,
's...ﬁ (Raf—
Sunil kumar Rajesh Maheshwari
Senlor Analyst Authorized Signatory

Approved by Minlstry of Envirensusst snd Forest,

Government of Indis #3 Envirozments] Laboratery

{Report No: TC502523200000228 )

TC502523200000228 | Printad on 07 February, 2023 12:12:47 pm

Thig is commutar aanarated ranart
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®

TEAM TEST HOUSE
(Unit of Team Institure of .S'L'l'qnce & Technology Pvt. Ltd,)

A,
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- Appm\’ed_ by 3 |l.n-l';llr.'_l.' of lifn\'lmnment and Fl.Jrni.. Gon erament of India as I:n_\'.i;onme;;l i..-lmﬁllnlr:v
RSPCB ISO 9001:2015, ISO 14001:2015, IS0 45001:2018 (OH&S) JDA/DH
Office : E-65, Chltranjan Mory, Luborutory : G1-584, RIICO ludustrial Ares,
C-Schene, Jalpur - 302001, Rajasthan Sitapara, Jaipur - 302022, Rajasthen
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www teamtesthouse.com Emafl : divector@ teamtesthonse.com,
Emaif : tesm.bdheads garait.com Emall : marketinglah teamtesthouse.com
TEST REPORT
Report NoUULR  [TC502523200000411 Date ; 08-03-2023
No. :
tssued To : M/8 Hindusthan Zing Limited [Debari Zinc Type of Unit ; Smeiter
Smalter]
PQ : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  [Liquid Effluents / Chemiical Date of Sample  |25-02-2023
Discipline : Collaction/Monitori
ng:
Point of Collection [STP Outlet (Piant) Date of Recelpt : |27-02-2023
Date of 27-02-2023 to 08-03-2023 Sampling Plan:  [APHA 2017 : 1060
Test/Analysis ;
Quantity of 2 itr. Sample Collected {Vimal Kumar Yaday
Sample : By:
Unit's Ms, Neha Maheshwari Condition of Fit for testing
representative : Sampla :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mgA) M APHA.2017:2540-D 100
2 Armmonical Nitrogen as N [mgf) 9.91 APHA 2017 : 4600-NH3 C 50
3 Biochemical Oxygen Demand (BOD) [mg”] |8.14 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) {mg/] 35.36 APHA:2017 : 5220-C 250
5 pH ; 7.43 APHA:2017 : 4500 H+B 55-90
6 Oll & Grease [mg/] 2 APHA 2017 : 5520 B 10
7 Nitrate as NO3 fmg/] 14.93 APHA 2017 : 4500-NO3- B |50
Noles :-
# Tha resulls listed refer only to the tastad sample (s) & parameters (s). Endorcemen of products is neither infermed nor impliad.
# This report Is nat to be reproduced wholly o in part and can not ba used avidence in tha court of law and should not be usad in any
advertising maxdia without our spacial pomission in writing.
¥ The sampies will ba destroyed after 15 days from the date of issue of test report unless otherwise specified.
“ &‘
Sunil kumar Rajesh Maheshwarl
Senior Analyst Authorized Signatory

(Report No: TC502523200000411 )

TC502623200000411 | Printed on 08 March, 2023 11.06:25 am

This Is comntitar apnamted ranort
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) TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvr. Lid, ) A~
I A Ip_;ro:e_d by Bllahu;':f Em-'-:: and ant._hﬁm' o yament ;f‘_llﬁ- s os Envirepmental L-hrlhﬂ"_ I
RAPCE ISO S001:2018, ISO 14001:2005, IS0 43001:2018 (OH&S) JDANDH
Office ; E-65, Clltragjnn Morg, Loboratory : C1-584, RIICO Indwirial Ares,
C-Scheme, Joipur - 302001, Rajasthan Sitapura, Jaipur - 392022, Rajasthan
m £ +91 6377210064, 9414077379, Phaone : 495 9460222039, 9468222049,
'ebulte ; wnw.teamtesthouse.com Emoll ; dirrcimig] tromiesibote. com,
Zmall ; teasn.bdbead@ gmall.com Ecnal) : marketinglab@ teamtesthouse.com
TEST REPORT
Dala : 30-03-2023
Typa af Unlt : Ermallar
Dale of Sample  [18-03-2023
Collection/Monitori
|ng:
]mmm STP Oullet (Plant) |Dals of Recalpt :  [21-03-2023
Date of 21032023 1o 30052023 Samping Plan: | APHA 2017 : 1080
TastiAnnlysis :
of Z B, E;:ph Collected |Bameard Lal Kumewat
Uil IMs. Neha Mahas e Caonditien of IFitfur testing
raprasantathe ; ! Sampla ;
RESULTS
S.No |Paramelars Obsarved Value |Testing Protocol Limils as per
Emdronmant
protection rules,
18848
1 Total Suspended Solids [mgA) k-] APHAZD17:2540-D 100
2 Nitrogen as N jmg/l} TAB LAPHA 2017 : 4600-NH3 C
3 Biochemical Oxygen Demand (BOD) [mgf] |7.71 APHA 2017:5210-8 30
L) Oxygen Damand (COD) [mgh]  |45.7 [APHA201T : 6220-C
5 pH 7.09 APHAZ201T : 4500 H+B «9.0
l6  |oua Gresss mgn 2 2017 : 6520 B 10
T itrate ag NO3 jmg) 12.47 2017 : 4500-NO3- B |50
:“.:‘ mmmmwmmmmm&mm.EmmdpmhnmrMn:.hW.
of law and should used in
] mwmthMﬂhpﬁthMﬂmhmm ow not -y
$ Thae samples Wil be destroyed after 15 days from the dats of issus of test cepart unises atherwise spscified.
\ famer
= t';"'-‘-ll Raﬁ%‘;.: i YEENWaN
Seoky phelpi | Tizs: Authorized Signatory

(Repart No: TC502523200000618 )

F
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology pyy, Ltd)

Approved by Ministry of l:n;h-onmem and Forest, Government of India ax Environmentaj Laboratery

RSPChH {80 900!:20!5, 1SO 1400):2¢ IS, ISO 4500) 2018 (OH&S
gmee : E~65, Chitranjan Marg, Laboratory ; WW‘
~Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipuy - 302022, Rajasthan
Phone ; +91 6377210064, 24140772 Phaone ; 491 9460222039 9460222049
'ebaite : www.teamtesthouse.com Email ; dlnetor@-lumt;nhouu !
Email ; team.bahendg@gmall.com Emaji : m-rlmlnihh@@umtenheuu.com
TEST REPORT
seport NoJULR TC502522200002516 Date : 03-11-2022
0, .
lssued To : gfvni'lt-gn]dusthan Zin¢ Limited {Debari 2ine Type of Unit Smeiter
'
IPO : Zinc Smaiter, District Udaipur {Ralasthan),
Type of Sample ; Iquuld Effluents Date of Sample 21-10-2022
Collection/Monttori
Point of Collection |STP Outlet Colony Date of Recelpt : 22-10-2022
Date of 22-10-2022 to 03-11-2022 Sempling Plan: ~ JAPHA 2017 - 1085
Tast/Analysis ;
Quantity of 2 itr. Sample Collected Vimal Kumar Yaday
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample ;
RESULTS
S.No [Parameters Observed Value Testing Protoco] Limits as per
Environment
protection nies,
1986
1 Tolal Suspended Solids [mg/lj 6 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mg/) 2.88 APHA 2017 : 4500-NH3 C [50
3 Biochemicat Oxygen Demand (BOD) [mg#) |7.57 APHA 2017:5210-B 30
4 Chemica! Oxygen Demand (COD) impll 4848 APHA:2017 : 5220-C 250
5 pH 7.28 APHA:2017 : 4500 H+B 556-9.0
8 Oll&Gmu[nmﬂ] 3 APHA 2017 : 5520 B 10
7 Total Residual Chiorine fmg/ BDL{<0.1) APHA 2017 :4500-Ck8 |1.0
8 Nitrate as NO3 [mg/#] 18.26 APHA 2017 : 4500-NO3-B &0
9 Bioassay test 100 % Survival |is 6582 :1971 80 % Survival of
of Fish after 96 Fish after 96
hrs in 100 % hours in 100 %
Dilution Effluent

Notes :»

] ThhupoﬂlsmhuummdmuywlnmnlMunmhuwchthmwwmwmmmmhm
writing,

advertising medis without Cur apecisl permission in

¥ Th.ilmphswllbodntwodlﬁorﬁdmhmﬂudltloﬂuudmmmunhuomm.lm.

Sﬁfmﬂnr

Rspsh Waneanwen

- (Report No: TC502522200002516 )

Prinled on 03 November, 2022 04:21:58 pm
Thix In comnittar annarntad rennrt




. TEAM TEST HOUSE
— (Unit of Team Institute of Science & Technology Pwvt. Ltd.)
Approved by Minlstyy of Environment and Forgtt, Government of Indis as Environmentsl Laboratory

L N

RSPCB 150 9001:2015, 180 14001:2015, 150 45001:2018 (OH&:S) JDA/UDH
Office : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Indusirisd Aves,
Jalpur « 302001, Rajasthan Sliapura, Jalpur - 302022, Rajasthan
Phone : +3] 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Webslte : www.teamtesthouse.com Emeil : dim:mr@temmlhouum
Email ; team.bdhead@gmail.com Emall : marketinginb@teamtesthouse.com
TEST REPORT
Report No./ULR 200002516 Date : 03-11-2022
No, :
Issued To : M/S H!n]duathan Zinc Limited [Debari Zing Type of Unit ; Smetter
Smaiter]
PO : Zinc Smelter, District Udalpur (Rajasthan),
Type of Sample : |Liquid Effiuents Dale of Sample  121-10-2022
Coflection/Monitori
ng:
Point of Collection |§TP Outiet Colony Date of Recelpt :  122.10-2022
Date of 22-10-2022 fo 03-11-2022 Sampling Plan:  |APHA 2017 : 1060
Tast/Analysis
Quantity of 2 Hr. Sampile Collected [Vimat Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shakiawat Condition of Fit for testing
rapresentative : Sample :
RESULTS
S.No [Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1___|Fascal coltform [MPN/100mi] [ Not Detected  [is 1622 : 1981 :
Notes -

] The results Estod refor only to the tesied ssmple (s} & paramaters (). Endorsament of products Is naither inferved nor impliad.

# 1'hllrepoﬂhnolnoberopmdueodwmworlnpanmdmnmlhtuudwldoneuhllneouﬂdhwmdthmﬂdmtbauudlnnny
advertising media withou! ow spacial permission in writing.

# 'lhoumph-wﬂbodulmyadm1sdmﬂunmmo!umdmtnponunhummdnod.

== Baf—
Suﬁﬁ'ﬁml' Rajeﬁﬁm%hog'bg:w )

Printed on 03 Novembar, 2022 04:21:58 pm
Thin is commitar nanseatad rannr



" Approved by Minisiry of Eavires

—

TEAM TEST HOUSE
( l{m’t of Team Institute of Science & Technology Pz, L)
ment and Fﬂﬂ'l_l, Eov;nm-;n_t of India e Enﬁron.n_nentll Laboraiory

(”l:‘SI'Cli.ﬁ5 ' 1SO 9001:201s, ISO 14001:2018, 150 45001:2018 (01 &:5) JDA/UDH
ce 3 E-65, Chltranjun Marg, 7 Laboratory : G1-8 3
C-Scheme, Jalpur - 302001, Rafasthan Sttapura,dafpu - 305083y el ATe,
Phone : 49] 6377210064, 9414077379, Phone : 49} 9460222039, 9460222049,
Welbisite www.teamiesthouse.com Emajl ; dlrector@lumtmhonnmm,
Emall ; team.bdhead(@gmail.com Emall ; mnrketlngllb@MmMoun.co
TEST REPORT
Seporl NoJULR TC802522200002755 Date ; 02-12-2022
o, :
issusd To : SMr’ni llt-lln]dusﬂmn Zinc Limited {Debarl Zinc Type of Unit ; Smelter
er
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample : |Liquid Effluents Date of Sample  |22-11-2022
Collaction/Monitor
ng:
Point of Collection [STP Outlet Colony Date of Receipt: [25-1 1-2022
bate of 25-11-2022 to 02-12-2022 Sampling Plan: [APHA 2017 : 1080
Test/Analysis
Quantity of 2 Ltr Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shakiawat Condition of Fit for testing
raprasentative : Sample ;
LIS
S.No |Parameters Observed Value Testing Protocol Limits as per
Environment
protection rufes,
1966
1 Total Suspended Solids {mg/) 22 APHA.2017:2640-D 100
2 Ammonical Nitrogen as N mgn) 2.71 APHA 2017 : 4500-NH3 ¢ 50
3 Biochemical Oxygen Demand (8OD) [mg/ 113.33 APHA 2017:5210-B 30
4 [Chemical Oxygen Demand (COD) g &sz.zs ﬁm'aom 52206 om0
5 pH 7.22 APHA:2017 ; 4500 H+B 55-9.0
6 Oil & Grease [mg/) 3 APHA 2017 : 5520 B 10
7 Total Residual Chlorine [mgh] BDL(<0.1) APHA 2017 :4500-C1-8 (1.0
8 MNitrale as NO3 [mg/)) 11.64 APHA 2017 : 4500-NO3- B [50
8 Bloaszay test 100 % Survival [IS 6552 ;1971 90 % Survival of
of Fish after 96 Fish after 96
hra in 100 % hours in 100 %
|_ Dilution Efflugm
Notes -

=D
SUHIr R mar

& Wanesnwan
[zl Manesnwa
(Report No: TC502522200002755 )

e eie—

Printed on 02 Dacember, 2022 02:05:04 pm
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Led,)

Approved by Minlstry of Environment and Forest, Governnent of India as Eavironmental Laboratery

RSPCB IS0 9001:2015, ISO 14001:2018, IS0 45001:2018 (OH&:S) JDA/UDH
Office ¢ E-85, Chitranjan Marg, Laboratory : G1-384, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 94140771379, Phone : 491 9460222049,
Website : www.teamtesthouse.com Email ; director@teamtesthouse.com,

Emall ; team.bdhead@gmail.com Email : marketingiab@teamtesthouse.com
TEST REPORT
Report NoJULR  {200002755 Date : 02-12-2022
No., :
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeler]
PO : Zing Smeltar, District Udaipur (Rajasthan),
Type of Sample :  [Liquld Efuents Date of Sample  [22-11-2022
Collection/Monitori
ng:
Point of Coliection {STP Outlet Cofony Date of Receipt :  [25-11-2022
Date of 25-11.2022 to 02.12-2022 Sampling Plan: JAPHA 2017 : 1080
Test/Analysls ;
Quantity of 2Ltr Sample Collected [Vimal! Kurnar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative ; Sample ;
RESULTS
8.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
pratection rules,
1986
1 Faecal cofiform [MPN/100ml) Not Detected IS 1622 : 1981 -

¥ Theresul.tlmdmflronlytoihamndmph(a)&pmuu(s}.sndmmlolpMMhWMhmdmm

# This report is not to be reproduced wholly or In pant end can not bs used

mmmmﬂmmmmmm.
] 'I'homnpluwlllbcdukmdln«iﬁdawhnhﬁudhmsdlmmmﬂummmu.

=d

wldmlnmuounofhwunduwdmmmdhuw

itioad sy o
{Raport No: 2000027565 )

Printed on 02 Dacember, 2022 02:05:04 pm
Thir s rommidar sanaratart ranor




T,

1, Rajasthan -
Phone : +91 6377210064, Nlmﬂ'lﬂ. :t::::" ﬂ?#ﬁm’m
Website ; Www.teamtesthouse.com Emaii ; director@nenmitesthouse.com.
Email ¢ team.bdkendf granil.com Email ; mrkeunnllb@‘ltnntmheuum
TEST REPORT
Sapurl No/ULR 1‘0502522200002898 Date : 23-12-2022
o, :
Issued To : gals Hindusthan Zing Uimited [Debari Zinc Type of Unit ; Smelter
meiter]
PO : Zinc Smelter, District Udaipur (Raasthan),
Type of Sample : Liguid Efiuents Date of Sample  [13-1 2-2022
ICollecuoNMoniloﬁ
Point of Collection [STP Outlet Gorony Dale of Receipt ; 16-12-2022
Date of 16-12-2022 10 231 2-2022 Sampling Plan: [APHA 2017 ; 1080
Test/Analysis :
Quantity of 2 Ltr 1Samp!a Collectad {Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shakiawat Gondition of Fit for testing
re ntative ; Sample :
IS
S.No [Parameters Observed Value Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mgf) 23 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N {mg/] 4.02 APHA 2017 : 4500.NH3 C 60
3 Biochemicai Oxygen Demand (BOD) [mg/) 19.6 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) Imgy)  |73.22 APHA:2017 : §220-C 250
§ pH 7.1 APHA:2017 : 4500 H+B 55-90
8 Ol & Grease [mgh) 3 APHA 2017 : 5520 B 10
7 Total Residual Chloring fmg/) BDL (<0,1) APHA 2017:4500-Cl-B 1.0
8 Nitrate as NO3 [mga} 14.85 APHA 2017 : 4500-NO3- B [50
2 Bioassay test 80 % Survival of [IS 6582 1971 -
Fish after 86 hrs
in 100 % Dilution
Noies :-
] The results éisted refer only 1o the lesiad sample (s} & paramelars {8). Endorsemant of producis is nuither inferred nor Implied,
# Thhuponhnﬂmb!upmduudmuyormmmdunmlhuloduvld-mahllwcuunofhwandlhouldnotbluudhmy
madia withaut our spacial Pamisslon in wriling,
¥ Tl»nmpmudllbodoakwlllw15dayntomﬂud|loomwooﬂosiuponunhuolhumhumm.
Sunil uum;'r2 Rajesh Maheshwari
Senior Analyst Autherized Signalory

{(Report No: TC502522200002888 )

s RSEPCB_ 150 9001:2018, 150 14001:2015, 150 43001:2018 (OH&S JDAUDH
o — N e
Cﬂﬂqe -E.'l,. J-lpnr-.nj;n arg, Labaratory : Gj 3B, RICD Indusiria) Area,

Frinted on 23 December. 2022 03:61:54 pm
Thiz & rnminiiter annaratar sanort



(Unit of Team Institute of Science & Technology Py, Lid)
Approved by Ministry of Environ

ment and Forest, Government of

1SO 9001:2015,

RSPCB
Office : E-68, Chitranjan Maryg,
C-Scheme, Jaipur - 302001, Rajasthan

TEAM TEST HOUSE

ISO 14001;201s,

Laboratory : G1-584, RIICO Tnaa

Sitapura, Jaipue - 302022,

steinl Aren,
n

Thig In cnmnatar nanaratad ranart

Phone : 491 63772]0064, 94l4071319. Phone : +91 9460222039. 9460222049,
Website : Www.tenmiesthouse.com Email ; dlrector@tumtmbouumn,
Emall ; team.bdbead@gmoll.com Emaii m-rkeﬂnglab@tumtmhwmmm
TEST REPORT
Report No JULR 200002898 Date ; 23.12.2022
No, :
fssued To ; M/3 Hindusthan Zinc Limited [Debari Zing Type of Unit ; Smslter
Smeiter)
PO : Zine Smatter, District Udaipur {Rajasthan ,
Typa of Sample : Liguid Effluents Dato of Sample 13-12.2022
Collection/Monitosi
ng:
Point of Coliection |STP Outlet Calony Date of Receipt: {16.1 2-2022
Date of 18-12-2022 1o 23-12.2022 Sampling Plan : APHA 2017 : 1060
TesVAnalysls :
Quanifty of 2Ltr Sample Collocted |Vimal Kumar Yaday
Sample By :
Unit's Ms. Navodita Shaktawat Condition of Ft for testing
representative : Sample :

S.No [Paramelers Observed Vajue Testing Protocol Limits as per
Environment
protection rulss,

. 1986
1 Fsacal coliform {MPNHOOmI] Not Detected IS 1622 ; 1981 -
Notes &
¥ Tmmwmlﬂdnformybunmbdummm&mmmmum.Enduuemnlofpmduuahmnhnrhfomduwknpﬂld
] Thhupmlcmthbuepm wlwnyarfnpanlndmnﬂhuudMdmhmuwunofhwandmmbemadhmy
advertising madia without \
] mmmmwmwmmwmumamumummwm
Foy—r
Suni kurEF— Rajesh Maheshwari
Senior Analyst Authorized Signatory
(Report No: 20000289 )
Printed on 23 December, 2027 03:51:54 Pm
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BN 150 2001:2018,
Ollice : E-68, Chitragjan Marg,

TEAM TEST HOUSE
(Unit of Tean: Instituse of Science & Techn ology Pvt. Ltd,)

C-Scheme, Snipur - 307001, Bajestling
Flune : +91 6377210084, 414077379,
Welsite e teamicsthorse.cnm

Approved by Ministry of Envirenment and Fﬂl‘es.!,_li'nwrnmtnt of Indin as Environmentn] Laboratory
150 14001:2018,

_IS0 45001:2018 (OB as)

aberatory ; G1-584, RIICO Iedustrial Ares,
Tapers, Jaloue - 302022, Rufsstting
Fhooe : 491 HE!I’H!DH,NHHIH!,
Emai : :!-‘r::inrﬁﬂgl.mhﬂhum.mm.

Emafi ; Fenm bethsp e gl enpen Emmafi : mariets gob@tenmiesthonse oo
TEST REPORT
zeport No./JULR TC602523200000231 Date : 07-02-2023
D, :
Issued To ; gvs Il;lin]dusthan Zinc Limited [Debari Zing Type of Unit : Smelter
malter;
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / Liquid Effluents / Chemical Date of Sample  [31.01-2023
Discipline ; Collection/Monitor]
ng:
Point of Collection ISTP Outiet Colony Date of Receipt: [02-02-2023
Date of 02-02-2023 to 07-02-2023 Sampling Plan:  [APHA 2017 : 1080
Tesl/Analysls :
Cuantity of 2 Er. Sample Collected |Virmal Kumar Yadav
Sample : By :
Unit's Ms. Neha Mahashwari Caondition of Fit for testing
represantalive : Sampls ;
RESULTS
S.No |Parameters Observed Value Testing Protocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids Img/) . 27 APHA.2017:2540-D 100
2 Ammonical Nitrogen as N [mgll] 1045 APHA 2017 : 4500-NH3 C |50
3 Biochemical Oxygen Demand (BOD) [mgh] [11.2 APHA 2017:5210-B 30
4 Chemical Oxygen Demand (COD) [mg/) 84.48 APHA:2017 : 5220-C 250
5 pH 7.35 APHA:2017 : 4500 H+B 65-9.0
le  |ona crease mg | APHA 2017 : 5520 B 10
Total Residual Chlorine [mo] BDL(<0.1) APHA 2017:4500-Cl-B |1.0
8 Nifrate as NO3 [mg/ij 11.83 APHA 2017 : 4500-NO3- B |50
9 Bloassay test 90 % Survival of (IS 6582 :1971 90 % Survival of
Fish after 96 hrs Fish after 96
in 100 % Dilution hours in 100 %
Effluent
Notes :-

# The results listed refor only io the tested sample (8) & parameters (s). Endorsement of products is neither inferred nor implied,

# Thlsreponlanotmberepmdueadwhoﬂyoﬂnpanandca

adverlising medis without our special parmission in writing,
# The semples will be destroyed after 15 days from the date of Issue of test report unless otherwiss specified.

=

Sunil kumar
Senior Analyst

T —

TCS02523200000231 | Prinked on 07 Fabruary, 2023 12:15:38 pm

h not be used evldenoeln!heoourtoﬂawandshouldmlbemdhany

Rajesh Maheshwari
Authorized Signatory
(Report No: TC502523200000231 )
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of Sciznce &

TEAM TEST HOUSE

(Unit of Team Institste

| A
T &CiTH diogy

Pyt Lid)

A =-." roved by F_'.II:.:'E;!-&TF_EE:;:EE:H &g ngr;s_t, ﬂm'n:c r:-_ uTE‘ En_&-l':-::; ré':ﬁ'!h!-:l ments] Lnl!;h:.é'm_-}: T
e SSTCB 18O 9001:2015, SO 34001:2015, 150 45001:2018 (DHaAS) JDANT
Ofllce ; E-55, Clutrasjus Marg, Leboratory : G1-584, RIICO Industrin] Aren_
L SBcheroe, Jafpar - 302001, Rajnsthan Sitapura, Jalper - 302022, Rajrsthan
homs : +9] ET7210854, MidaT737, Phobe 1 +97 Lkl FE122049,
Websﬁe:m.muﬂummumm Emnfl ; d!nrhrﬂ-lum!ulhnrar.msn.
Emsll ; tenem. bk esdi@emat com Emaft : mariethglb@tenmtethouse.com
TEST REPORT
Report No./ULR 200000231 Date ; 07-02-2023
No. :
Issued To ; gls Hindusthan Zinc Limited [Debari Zine Type of Unit ; Smelter
melter]
PO ; Zinc Smelter, District Udalpur (Rajasthan),
Type of sample / Liquid Effluents 7 Ghemical Date of Sample 31-01-2023
Discipline : Collaction/Monitori
ng:
Point of Collection [STP Outiat Colony Date of Receipt : [02-02-2023
Date of 02-02-2023 to 07-02-2023 Sampling Plan:  [APHA 2017 : 1060
Test/Analysls :
Quantity of 2 itr. Sample Collected {Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
RE SULTS
S.No [Parameters Observed Value Testing Protogol Limits as per
Environment
protection rules,
1986
10 Faecal coliform [MPN/100mi] Not Detected IS 1622 : 1981 1000
Notes :-
# The resuits listed refor only to the tested sample (s) & parameters (8). Endorsement of products Is nelther inferred nor Implied
# This report is not to be reproduced wholly or in part and can not be used evidence in the court of law and should not ba used In any
advertising media without our special permission in writing.
# The samples will ba desiroyed afler 15 days from the date of issue of test report unless otherwise specified.
m by
=) Pagf
Sunil kumar Rajosh Maheshwar
Senior Analyst Authorized Signatory

(Report No: 200000231 )

200000231 | Printed on 07 February,
This ix ramnidar aanaratan ranart

2023 12:15:38 pm
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. TEAM TEST HOUSE
(Unit of Team Instituge of Science & Technology Py, Ltd)

Approved by Mialstry of Environmeat and Forest, Governmant India as Enviroamenta] Loberatory
__RSPCB ___150 M01:2018, __Iso MHelans, 5O 482012019 (OH&S) JDATDRH
Offlcr ; E-63, Chitrenjes Laboratory : G1-384, RIiCD Indestrial Aven,
C-Schieme, Joipnr - 302001, Rojosthon SHiopura, Jalpur - 302022, Rajosthrn
Pitone : 491 6377219064, 9314077379, Phone ; +9]1 9460222039, 9-“0312049.
Webalte ; WeW.leomtesthomse.comp Email : directorg tenmtesthouve.coin,
Emoll : team.bidbeads gmnll.com Emai) ; matkellnglobg Teamtesthonse.com
TEST REPORT
S:'porl No/ULR TC502523200000474 Data : 08-03-2023
lesued To : M/S Hindusthan Zinc Limited {Debar Zinc Type of Unit : Smelter
Smel
PO : 2inc Smelter, Diatrict Udaipur (Rajasthan),
Type of sample / Liquid Effuents / chomlcal&Blologlml Date of Sample 256-02-2023
hsﬂplﬁu 3 ’ Coliection/Manitosi
1Pdm of Coliection [STP Outiet Colony Date of Recelpt : [27.02-2023
Date of 27-02-2023 in 08-03-2023 Sampling Plan : APHA 2017 : 1080
Test/Analysis :
Quantity of 2 Hr, Sample Collected [Vimal Kumar Yadav
Sample : By :
Unit's Ms. Neha Maheshwan Condition of Fit for testing
representative : Sample :
S
S.No |Parameters . |Observed Valye Testing Protocol
1 Total Suspended Solids imgA) 20 APHA 2017:2540-D
2 I'-'nnmasN[mgn] 16.56 APHA 2017 : 4500-NH3 C
3 Biochemical Oxygen Demand (BOD) tmgn) |o.87 2017:5210-B
4 Cxygen Demand (COD) Imgh] |easy 17 : 5220-C
5 pH TAT :2017 : 4500 H+B
8 Ofl & Groass [mg/] 2017 : 65208
T otal Resldual Chiorine {mgH] BDL(<0.1) APHA 2017 : 4500- C- B
8 I'H'lh-NCIs[mM] 4.89 IAPHA 2017 : 4500-NO3-B
Bloass B0 % Survival of |i= 6582 ;1971
# S Fish aﬂ:r 98 h:s
|_ in 100 % Dilution

Sunil kumar Rajesh Maheshwari
Senior Analyst Authorized Signatory
s {Report No: TC502523200000414 )

Tcmszmu[?ﬂnhyonoamm.mnmm-m 10f2
aanaraten ot
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ﬁﬂi' TEAM TEST HOUSE
(Unit of Team Iustitm‘i of Science & Technology Pyy, Lrd)

= med by Miaistry of Environmest apd Forest, Government of india as Eavironmental Laboratery
B 18O 9001:201s, I1SO 14001:2018, ISO 45001:2015 OHE&S JDAN'DH

Office : E-65, Chitranjex Marg, Laboratory ; G1-584, RIICO Indusirial Aren,
C-Scheme, Jalpur - 302001, Rajasthon SHapura, Jalpur - 302022, Rojesthon
Phone : 491 €377210064, 9414077379, Phone : +91 9460222039, 2460222049,
Website www.teamtesthonse.com Emaljl ; dll'«torﬁ‘luntoulowom.
Email ;: VenmL bdbrodis. grusll rom Emnl ; markefinglabgr teamtesthouse.com
TEST REPORT
@;porl No/ULR 200000414 Date ; 08-03-2023
Issuad To : glfs l?erh]dumn Zinc Limited [Debar Zing Type of Unit ; Smelter
me
PO : Zinc Smetter, District Udaipur {Ralasthan),
Type of sample / L ldEIﬂuentelChenﬂaal&Blologleal Date of Sample 25-02-2023
Dﬁpﬂne :mp » Coliection/Monitori
o, Point of Collection [STP Qutlet Colony Date of Recsipt ; 27-02-2023
iJm of 27-02.2023 1o 08-03-2023 Sampiing Plan : APHA 2017 ; 1060
Test/Analysis :
Euanﬂlyof 2 ir. galnplaCnﬂocted Vimal Kumar Yaday
Sample : y:
Unit's Ms, Neha Maheshwari Condition of Fit for testing
Bntative : Sample : 3
RESULTS
S.No [Parameters Observed Value Testing Pratocol Limits as per
Environment
protection rules,
1986
10 Faecal coliform [MPN/100mi) Not Detected IS 1622 : 1981 1000
Notes &

# mmwmwbhwmmamm Endorsament of products is MM"MMWM;'

* Thhnponllnumbonpmduudwhmﬂhpmmﬂmlbmdwmmhllneouﬂnﬂmanduhoddmlhmud sny
mmnmwmmwm

# mmmhmmwnmmhmuhmofmmmmm.

I Rajesh Maheshwari
Sunl kt:nn::;“ -
{Report No: 200000414 }
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R TEAM TEST HOUSE -
™ (Unit of Teum Institute of Science & Technology Pyt Ltd,)

- ————

Approved by Ml.i-lﬂrr of E.‘n'rh'u_:;ﬁ;;l-l-'_ﬂi;i, Government of India as Euﬂiﬁeﬁﬁ'aﬂo:t;n

_ RsMB 150 2001:2015, ISO 14001: 2015, 150 458001:2018 (O
- - i Has JOATD
-"_‘-""'——-—: ‘___"__'-_‘_'—-—________——I-—.- - ——_—-_'_“_'_—Il——i____'_‘_r__
Ofilce L&Mlhm Laboratory : GI-584, ROCO Industria) Asen,

———
]
[

C-Fchemse, Jalpur - 302001, Rajnsibos N
FL_Je : 491 6377210064, 9414077379, ..s:',:':“;.";;‘;;,,’::;’:‘,;“g,“‘“,,m
;hbﬂl.e ¢ Wew.leamiesthouse.com Emnll : dlmorﬁlnmunhm
ol : teant.bdbeadi@ gmail.com Email : mrkellnglnh@-tmmmthousem
TEST REPORT
Report NoJULR ~[TC502623200000622 : Date : 30-03-2023
0. :
lasued To : QMS Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smetier
PO : Zine Smaeltar, District Udaipur (Rajasthan),
Type of sample / Liquid Effiusnts 7 Chemical & Blological Date of Sample  [18-03-2023
Discipline ; Collecﬂanfmgnitod
!’oint of Collection [STP Outtet Colony Date of Recelpt : 21-03.2023
Date of 21-03-2023 to 30-03-2023 Sam Plan: APHA 2017 : 1080
Test/Analysis ; Yo
Quantity of 2 M. Sample Collected |Banwerl Lal Kumawat
Sample : By.
Unit's Ms. Neha Maheshwari Condition of Fit for teating
represeniative : Sample :
RESULTS
8.No [Paramseters Observed Value {Testing Pratocol Limits as per
Environment
protection rules,
1986
1 Total Suspended Solids [mgA] 2] APHA 2017:2540-D 100
2 Nitrogen as N [mgA] 0.57 APHA 2017 : 4500-NH3 C |80
3 Blochamical Oxygen Demand (BOD) [mgn] |a.8 APHA 2017:5210-B a0
4 Chamical Oxygen Demand (GOD)[mgn] 68.76 (APHA:2017 : 5220-C 250
5 pH 7.29 APHA:2017 : 4500 H+B 55-90.0
8 . |0l & Gresse fmg/) 3 APHA 2017 : 5620 8 10
l'. Total Residual Chiorine [man) BDL (<0.1) APHA 2017:4500-Cl-B |10
8 hl!ﬁasNOS[mM] 6,72 APHA 2017 : 4500-NO3-B |50
] Bloassay test B90% survival of [IS 6582 :19871 80 % Survival of
fish after 86 hrs Fish after 96
in 100% dilution hours in 100 %
Effuent
Noles ;-
# mmwmmhmummu}&mnm Endommmofpmdumhnahwm"udmm
” Tnumponunuubaupmmmammuuunmmmmmunmnuwwmmuundmny
media without our special permiasion in 3
# Thumhcwﬂhduhwaﬂuisdmm&omahmdmmmmm.
= Bayo—
412118 ot e (NS ARirized Sy hwar
w'id L (Report No: TC502523200000622 )

TC502623200000622 | Printed on 30 March, 2023 03:22:14 pm Tof2
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@ TEAM TEST HOUSE
8 r (Unit of Teums Instivuge 0 _Sﬁence & Technology Py, Lid)

Ai;prévcil by Ministry of Exviroument and Forest, Government ol"lmﬁ; as Environmentsal Laboram“r}m ‘

. RSP ISO 5001:2015, IS0 45001:2018 (OH&S) JDAA'DH
Office : E-65, Chitranjan Marg, Laboratory ; G1-584, RIICO Induyiria Aren,
" veme, Jafpur - 302001, Rajasthan Sltapura, Jaipur - 302022, Rajosthan
Phooe : +91 63772 10064, 2414077379, Phone : +9] 9460222039, 9460222049,
Website ; waw.teamiestivitee.com EmsD : directorga teamtesthouse.com,
Email ; team.bdbeadty gmall.com Emall : marketinglubg teamtesthonse.com

TEST REPORT
Report No./JULR 200000622 Date : 30-03-2023
No. :
Issued To : gus 'l;l‘lr;dusthan Zinc Limited [Debari Zinc Typa of Unit ; Smelter
mefter)
PO : Zinc Smeiter, District Udaipur (Rejasthan),
Type of sample / Liquid EMuents / Chemical & Blological Date of Sample 18-03-2023
Discipline ; Collection/Moniori
Point of Collection 1STPOuﬂetcolony Date of Receipt : [21-03-2023
o~ 9
Date of 21-03-2023 to 30-03-2023 Sampling Plan: [APHA 2017 : 1080
Test/Analysis :
Quantity of 2 Hr. Sample Collected [Banwari Lal Kumawat
Sample : By :
Unit's Ms. Neha Maheshwari Condition Fit for testing
fepresentative : Sampla
Is
3.No |Parameters Observed Value |Testing Protocol Limits as per
' o Envirenment
prolection rules,
1666
10 Fuﬂﬂmﬂﬂﬂiﬂm'l] Not Detected IS 1622 : 1081 1000
Noles -
# mmmm«mbhwwmlmm Endmmmofmdumhmmndnahw-d
be in part and muwmmmumwmmmmummm
] This nmm ] nq::m.amuyor pa;.l m
# mmmumwmummanMdkmdwmmmm
i,
=ux[ Gop—
e {Report No: 200000622 )

200000622 | Printed on 30 March, 2023 03:22:14 pm 20f2
teed renerd
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07 IEAM TEST HOUSE l@}ﬁ»
(Unit of Team Institute of Science & Technology Pyt. Ltd,) 552

§4 -4014
- Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
H5PU'H IS0 9001: 2015, IS0 14001:201%, 1SO 45001:2018 (DH&S) JDA/UBH
Office : E-65, Chitrznjan Marg, Laboratory : G1-584, RIICO Tndustrial Avea,
C-Scheme, Julpur - 302001, Rajasthan Sltapura, Isipur - 302022, Rajasiban
Phone : +91 6377210064, 9415077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Email : director@teamtesthouse.com,
Email : team.bdhead@ gmail.com Email : marketinglab@ teamtesthouse.com
TEST REPORT
Report No/ULR  ITCH02522100002441 Date : 31-12-2022
No.:
Issued To : M/S Hindusthan Zinc Limited {Debari Zinc Typs of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ground Water / - Date of Sample 13-12-2022
Disclpline : Collection/Monitori
ng:
Point of Collection |Peizometer No.-1 Date of Receipt: {16-12-2022
Date of 16-12-2022 to 31-12.2022 Sampling Plan ; IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2wr Sample Collected [Vimal Kumar Yadav
Sample . By :
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS
S.No [Parameters Observed Value Testing Protacol
1 pH 7.56 IS 3025 {Part 11) : 1983 RA
2017
2 Iron [mgf] BOL(<0.01) I8 3025 (Part £3) : 2003 RA
2019
3 Cadmium [mgfi] BDL{<0.001) 15 3025 (Part 41) : 1982 RA
2019
4 Lead [mgA] BDL(<0.01} IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mg/] 0.03 IS 3025 (Part 49) : 1984 RA
2019
Nolas =
# The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is nelther inferred nor implied.
# This repart is not to be repraduced whoily or In part and can not be used avidanes in the court of law and shiould not be used in any

advertising media without our special permission In writing.
The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

#
. G~
Balram Agarwal Rajesh Maheshwari

Senior Analyst Authorized Signatory
(Report No: TC502522100002441 )

TCS02522 10000044 1 | Prinied on 31 Deacemiber, 2022 03:27:24 pm 1ed1
Thig iz comnter asnersatad ranart



@ TEAM TEST HOUSE Y

(Unit of Team Institute of Science & T, echnology Pyt. Ltd.) T
ES T e e PRy, L i
Approved by Ministry of Environment and Forest, Government of Indis a5 Envirenmentsl Laboratory
d5PCB 2 ISO 982015, IS0 140011015, ISEY J5001:2018 (OVH&S) JDASTDH
0"“?“: E-65, Chitranjan Marg. Laborsiory : (:1.584, RIICO Indostrial Area,
C-Scheme, Jaipur - J02md], Rajasthap Sitapurs, Jslper - 302022, Rajasthan
Phone ; +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamfesthouse.com Email : director@ teamiesthouse.com,
Emsil : team.bdhead@ gmaid com Email ; marketinglab@ teantesthouse.com
TEST REPORT
Report No./ULR  |TC502522100002443 Date : 31-12-2022
No. :
Issued To : M/3 Hindusthan Zinc Limited [Dabari Zinc Tvpe of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample /  |Ground Water / - Date of Sample 13-12-2022
Discipline : Collection/Monitori
ng :
Point of Collection |Peizometer No.-3 Date of Receipt: |16-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan: IS 3025:1987(Part 1)RA
TestAnalysis : 2014
Quantity of 2L Sampie Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Samnple :
RESULTS
SNo |Parameters Observed Value  |Testing Protocol
1 pH 7.38 18 3025 {Part 11) : 1883 RA
2017
2 Iron [mof] BO {0, 0) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmiumn [mg/) BDL{<0.001) 1S 3025 (Part 41) : 1892 RA
2019
4 Lead [mg/l} BDL{<0.01) 15 3025 {Part 47) : 1994 RA
2019
5 Zinc [mgfi] 0.04 IS 3025 (Part 49) : 1994 RA
2019
Notes =
# The results listed refer only lo the tested sampie {s) & paramaters (s}, Endorsement of praducts is neither inferrad nor implled,
# This report is not to be reproduced wholly o in part and can net be usad evidence In the court of law and should not be used in any
advertizing media without our special parmigsion in writing.
# Ths samples will be destroyed after 15 days from the date of issus of tast raport unless otherwise spedified.
Nl B
Balram Agarwal Rajesh Maheshwari
Senior Analyst Authorized Signatory
(Report No: TC502522100002443 }
TEESLEEFI 100003443 | Prinled on 31 Decemier, 2007 03:25:03 pm 1od
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TEAM TEST HOUSE

Approved by hliukstry uf Emviromment and Forest, Goverament of India as Enviroomental Labnrau;ry
RSPCB

150 9001:2015, ISO 14001:2015,

(Unit of Team Institute of Science & Technology Pvi. Lul)

‘fgaﬁ:‘t\

]

IS0 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitraujan Marg,
C-Scheme, Jalpur - 392001, Rajastbian
Phone : +91 6377210064, 9414077379,
Webhsite : www. teamtesthouse.com
Email : team.bdhead@ gmail.com

Laboratory : G1-584, RIICO Industiial Area,

Sitapura, Jaipar - 302022, Rajssthan
Phone : +91 9460222039, 9460222049,
Emnil : divector@ teamtesthouse.com,

Email : marketinglab@ teamtesthonse.com

TEST REPORT
Report No/ULR | TC502522100002444 Date : 31122022
No.:
lssued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiter]
PO : Zinc Smeltar, District Udaipur (Rajasthan),
Type of sample/ [Ground Water/ - Date of Sample 13-12-2022
Discipline : CollectionMonitori
ng:
Point of Collection [Peizometer No.-4 Date of Receipt . |16-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan : |15 3025:1987(Part 1)RA
TeslAnalysis 2014
Cuanity of 2L Sample Collected |vimal Kumar Yadav
Sampis ; By:
Uril's Ms, Navodita Shakiavaat Condition of Fi for kasiing
rapresantative . Sampiea :
RESULTS
S.No |Parameters Observed Value  [Testing Protocol
1 pH 7.59 IS 3025 (Part 11) : 1983 RA
2017
2 lron {mgl) iBDL{<0.01) S 3025 (Part 53) : 2003 RA
2019
3 Cadmium fmgfl] BDL(<0.001) IS 3025 (Part 41) : 1992 RA
2019
4 Lead [mg/t} ﬂBDL('ﬁB.Oi) 1S 3025 {Part 47) : 1884 RA
2019
5 Zing [mg/] BOL{<0.01} 15 3025 (Part 49) : 1994 RA
2019
Notes -
# The results Eistad refer only to the lested sample {s) & paramatars {s). Endorsement of products is nelther infarred nor Implied.
# This report Is not to be reproduced whally ar In part and can nwt ba usad evidence in the courl of law and should not ba used in any
advertlsing media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of Issue of test report unless otherwise specified.
oo
Bairam Agarwal Rajesh Maheshwari
Senior Analyst Authorized Signatory

(Reporl No: TC502522100002444 )

TC502522100002444 | Printed on 31 December, 2022 03:29:55 pm

Fhis is eammeiter Aanseabad ranort
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TEAM TEST HOUSE

¥ '\\“

o

(Unit of Team Institute of Science & Technology Pvt. Ltd,) i

. Approved by Ministry of Environment snd Forest, Government of India as Environmental Laboratory

RSPCB

ISO 900 : 1015,

ISO 14001:2015,

1503 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.leamtesthonse.com
Email : team.bdhead@ gmail.com

Laboratory : G1-584, RIFCO Industrial Area,
Sitapurs, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Emall : director@teasmtesthouse.com,

Ewmaidl ;: marketinglabfteamtesthouse.com

TEST REPORT
Report NoJULR | TC502522100002445 Date : 31-12-2022
Mo. ;
lsaued Ta ; MiS Hindusthan Zinc Limitad [Debari Zinc Type of Unit : Smalter
Smelter]
PO . Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /' | Ground Watar / - Date of Sampla 13-12-2022
|Dl scipline : Callection/Monitori
ng 2
iP-uiru of Collection |Peizometer No.-5 Date of Recalpt :  |16-12-2022
Ciat of 16-12.2022 to 31-12-2022 Sampling Plan: |15 3025:1987{Part 1)RA
Test/Analysis ; 2014
Quankty of 2 Lir Sampls Colacted |Vimal Kumar Yaday
Samps ; By :
Unif's Ms. Navodita Shaktawat Condition of it for testing
represantnthee Sampls :
RESULTS
5.No |Paramabers I{}hﬂwud Value  [Testing Protocol
1 pH 7.64 IS 3025 {(Part 11} : 1983 RA
2017
2 ron [mg/i] BOL{<0,01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium {mgf] BDOL{<0.001) IS 3025 {Part 41) : 1992 RA
2019
4 Lead [mg/l] BOL{=<0.01} IS 3025 {Part 47) : 1984 RA
2019
5 Zinc [mgf] 0.07 IS 3025 {Part 49) : 1994 RA
2019
Notes -
# Tha results listed refar only fo the tested samgple {8} & parameters {3). Endorsement of products is neither inferrad nor implied.
* This raport I3 not to be reproduced whally or in part and can not be used avidenca in the court of law and should not be used In any
advertising media witheut our special permission in writing.
i The samples will be destroyed after 15 days from the date of issue of tast report unless otherwise specified.
ﬁ.&l}v—- Oe—

Balram Agarwal
Senior Analyst

Rajesh Maheshwari
Authorized Signatory
{Report No: TC502522100002445 )

TC502522100002445 | Printed on 31 December, 2022 03:30:48 pm
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~ Approved by Ministr\ of Environment and Forest, Government of India as Environmental Labors r--rh
ISO 45001:2018 :HJI.I: K}

RSPCH
Office : E ﬁ Chitra

ISO 9001 : 1018,

|:|j:|1:| "ﬁlafg,

C-Scheme, Jalpar - 362001, Rajasthan
Phoue : 491 G3TTE 10064, P41 40TFTITS,
Webslie : www.teamtesthouse.com
Email : tearp.bdheadd gmail.com

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyt. Ltd.)

ISO 14001:2015,

 fmm
3 ‘}')

[L3n 2’2‘
» f‘
e

I’( m‘

JDAUDH
Laborstory : G1-584, RIICO Industrial Area,
Sitapura, Jaipur - 392022, Rajasthan

Phone : +91 T4601 11057, 9460222049,

Emasil : director@ teamiesthouse.com,

Email ;: marketinglab teamtesthouse.com

TEST REPORT
Report No AULR  [TC502522100002446 Date : 31-12-2022
No.:
Issued To : M/S Hindusthan Zinc Limited [(Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water/ - Date of Sample  |13-12-2022
Discipline : Collection/Monitori
ng:
Point of Collection |Peizometer No.-6 Date of Recelpt :  |16-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan : IS 3025:1987(Part 1)RA
Test/Analysis 2014
Cluantity of 21t Sample Collected |Vimal Kumar Yadav
Sample : By :
Unif's Ms. Navodita Shaktawat Condition of Fit for testing
representative ° Sample :
BRESULTS
5.No |Parameters Observed Value | Testing Protocol
1 pH 7.1 15 3025 (Part 11) : 1983 RA
2017
2 lron g/} BDL{<0.01}) JIE 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mgfi] BDL(<0.001) 15 3025 (Part 41) : 1992 RA
2019
4 Load frng/f] BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mg/l) BDL({<0.01) IS5 3025 (Part 49) : 1984 RA
2019
Notes ;-
# The resulls listed refer only to the lested sample (s) & parameters (s). Endorsament of products is neither infarmed nor implied.
# This report is not to ba reproduced whally or in part and can not be used evidenta in the court of law and should not be used In any
advertising media withoul our special parmission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report uniess otherwise specified.
Balram Agarwal Rajesh Maheshwari
Senior Analyst Authorized Signatory

{Report No: TC502522100002446 )

TC502622100002446 | Printed on 31 December, 2022 03:31:3% pm
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(Unit of Team Institute of Science & Technology Pvt. Ltd.) b

Approved ;_v i\rﬂlii;fl';' of Eavironment and Forest, Government of indis as F nvEronmentsl Labd;atory

@ TEAM TEST HOUSE e

RSPCB IS0 9001:2015, ISO 14001:2015, IS0 450461:2018 {OH&S) JDA/UDH
C_brfice : E-65, Chitranjan Marg, Labovatory : G1-584, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthau Sitapurs, Jaipor - 302022, Rajasthan
Phone : +31 6377110064, 9414077379, Phone : +91 9460222039, 9460222049,
Website ;: www.teamtesthouse com Email : divector@teamtesthonse.com,
Email ; team.bdbead@gmatl.com Email : marketinglab@ teamtesthouse.com

TEST REPORT
Repori NoJJULR [ TC502522100002447 Date : 31-12-2022
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter}
PO : Zinc Smeiter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water / - Date of Sample 13-12-2022
Discipline : Collection/Monltori
ng '
Point of Collection |Paizometer No.-7 |Date of Receipt :  |18-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan : ]IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2Ltr Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Navodita Shaktawst Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 pH 7.49 IS 3025 (Part 11) : 1983 RA
2017
2 Iron [mgA] BDL(<0.01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/lj BDL(<0.001) IS 3025 (Part 41} ; 1992 RA
2019
4 Lead [mg/l} BDL(<0.01} 15 3025 (Part 47) ; 1994 RA
2019
5 Zinc [mo/] BDL(<0.01) IS 3025 (Part 48) : 1994 RA,
2019
Notes .-
# The results listed refer only to the lasted sample (s} & parameters (¢). Endorsement of products Is neither Inferred nor Impiled.
# This report Is not to be reproduced wholly ar In part and can not be used evidence In the court of [aw and should not be used In any

advertising media without our special permission in writing,
The samples will be desiroyed afler 15 days from the date of Issue of test réport unfess otherwise specified.

#
B.ﬂl?u- @’{’_—
Balram Agarwal Rajesh Maheshwari

Senior Analyst Authorized Signatory
(Report No: TC502522100002447 )

TCS02522 100002447 | Primed on 31 December, 2022 03 32.24 pm 1of1
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TEAM TEST HOUSE

ISO 9001:2015, ISO 14008:1015,

[HThce ; E-65, Chitraunjau Marg,
C-Scheme, Jaipay - 302001, Hajasthan
Phose : +91 6377210064, 9414077379,
: www.teamtesthonse.com
Email : team.bdbead@ gmail.com

W ebuaidis

(Umt of Team Institute of Science & T echnalog;r Pvt. Lid.)

Ap ::l el in ‘hIIuL-!u of Environment and Furesl Government of Indin as Environmental Laboratory

at - JBANATIH
G1-284, Ftl'li"ﬂ Imdusirisl Area,

IM0) 45001:2018 (OH&S)
Laborator;
Silapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460212049,
Email ; director@ teamicsthonse.com,
Email ; marketinglabgi teamiesthouse.com

TEST REPORT
Report No/ULR  |[TCH02522100002448 Date : 31-12-2022
No.:
Issued To : M/S Hindusthan Zinc Limited [Debari Zing Type of Unit : Smeilter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water /- Date of Sample  |13-12-2022
Discipline : Collection/Monitori
ng:
Paint of Collection {Peizometer No.-8 Date of Receipt . [16-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan:  |IS 3025:1987(Part 1)RA
Test/Analysis : 2014
Quantity of 2L Sample Collected |Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value  |Testing Protocol
1 pi 7.65 IS 3025 {Part 11) : 1983 RA
2017
2 lren [mg/Mt |BDL(<0.01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/l] BOL(<0.001} 18 3025 (Part 41) : 1992 RA
2019
- Lead [mg/i} BOL{<0.01) IS 3025 (Part 47) ; 1984 RA
2019
5 Zinc [mg/l] 0.05 IS 3025 (Part 48) : 1994 RA
2018
Notes :-
# The resuits listed refer onty to the tested sampla (s} & parameters (s). Endorsement of products is neither inferred nor implied.
# This report is nol to be reproduced wholly ¢r In part and can not be used evidence in the court of lew and shoutd not be used in any
advertising media withcul our special parmission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

B

Balram Agarwal
Senior Analyst

@;"L_—-
Rajesh Maheshwari
Authorized Signatory
(Report No: TC502522100002448 }

TCH02522100002448 | Printad on 31 December, 2022 03:33:16 pm
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@ TEAM TEST HOUSE ¥
(Unit of Team Institute of Science & Tec chnology Pvt. Ltd.) L
-~ Appmed m \1thtry of Envirenment and Forest, Government of India as Env Irommental 1. abaratery )
RSPCB I1SO 2001:201 5, ISO 14001:2015, IS0 45001:2018 (OH&S) JDA/UDH

Office : E-65, Chitrajan Mlarg,
C-Scheme, Jaipur - 302001, Rajasiban
Fhone : +91 6377210064, 9414077379,
Wieindte : www.teamtesthouse.com
Email : team.hdhead@ gmsil.com

Laborstory : G1-584, RIICO Industrisl Ares,
Sitapura, Jaipur - 302022, Rajssthan

FPhone : +91 9460122839, 9460222049,

Email : director(@ teamtesthouse.com,

Email : marketinglab@teamtesthouse.com

TEST REPORT
Report NoJULR  |TC502522100002449 Date : 31-12-2022
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ |Ground Water/ - Date of Sample 13-12-2022
Discipline : Collection/Monitori
ng:
Point of Collection |Peizometer No,-9 Date of Receipt: |16-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan: ]IS 3025:1987(Part 1)RA
TistlAnabysis ; 2014
Cluanility of 2Lir Sample Collecied |Vimal Kumar Yaday
Sample By :
Linil's Mg, Navodia Shakfawat Condition of Fit for testing
reprasantative . Sample :
RESULTS
SNo |Parameters Observed Valus Testing Protocol
1 pH 7.41 IS 3025 (Part 11) ;: 1983 RA
M7
2 Iran fmgA] BOL{=<0.01} 1S 3025 {Part 53) : 2003 RA
2019
3 Cadmium [mgf] BOL(=0.001) [S 3025 (Part 41) : 1992 RA
2019
4 Lead [mgA] BOL(=0.01) IS 3025 (Fart 47) : 1994 RA
2019
5 Zine [mof] BOL{=0.01) IS 3025 (Part 49) : 1994 RA
2018
Motes -
# The resuits listed refer only fo the tested sample (s} & parametars (s). Endorsement of products Is neither inferrad nor implied.
# This report is not to be reproduced whelly or In part and can not be used evidence in the court of law and should not ba used In any
advertising media without cur spacial parmission in wiiting,
# The samples will be destroyed after 15 days from the date of Issue of lest report unless otherwise spocified.
Balya- Gor—
Balram Agarwal Rajesh Maheshwari
Senior Analyst Authorized Signatory

(Report No: TC502522100002449 )

TC502522100002449 | Printed on 31 Decamber. 2022 03:34:04 pm
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RSPCB ISO 2001:2015,
iMice : E-£5, Chltranjsn Mang,
C-Scheme, Jaipur - 302001, Rajssthan
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse com
Email : teatin bdhend@ gmail.com

TEAM TEST HOUNE
(Unit of Team Institute of Science & Technology Pvi. Lid,) \

ESO 14001:2015,

A;&pm\'ﬁmﬂnis!r}' of Environmest and Forest, Government of India as Environmental Lnbo;l;;x'-y. i
150 45001:3018 (OH&S)

Labwratory : G1-584, RIICO Industrisl Avea,
Sitapura, Jaipur - 302022, Rajasthun

Phone : +91 9460222039, 9460222049,

Email : director@ teamtesthouse.com,

Email : marketinglab@ teamtesthouse.com

JDANDH

TEST REPORT
Report No/ULR  |TC502522100002450 Date ! 31-12-2022
No. :
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smeiter
Smeiter]
PC : Zinc Smelter, District Udalpur (Rajasthan),
Type of sample / |Ground Water / - Date of Sample 13-12-2022
Discipline : Coliaction/Monitori
ng:
Point of Collection |Peizometer No,-10 Date of Receipt:  |16-12-2022
Date of 16-12-2022 to 31-12-2022 Sampling Plan:  |IS 3025:1887(Part 1)RA
Test/Analysis : 2014
Quantity of 2ur Sample Collected |Vimal Kumar ¥asdav
Sample By :
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
rapresentative ; Sampls
- RESULTS
S.Mo  |Parameters Observed Value Testing Protocol
1 pH 7.44 IS 3025 {Part 11) : 1983 RA
2017
2 Iron fmg/l} BDL{<0.01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/] BDL(<0.001) IS 3025 (Part 41) : 1992 RA,
019
| Lead [mg/] BOL(<0.01) I5 3025 (Part 47} : 1984 RA
2018
5 Zine [mg) 0.03 15 3025 (Part 49) : 1994 RA
2018
Noles :-
# The rosuils listed refer only to the tested sampia () & parameters {s). Endorsement of products Is nefther infsrred nor impiled.
# This report is not to be reproducad whelly or in part and can nat be used evidance in the court of faw and should not be used In any
adveitising media without our spacial pammisston In wiiting,
# The samples will be destroyed after 16 days from the date of issue of test report unless otherwise spacified.
Balram Agarwal Rajesh Maheshwari
Senior Analyst Authorized Signatory

{Report No: TC502522100002450 )

TCE02522100002450 | Printad on 31 December, 2022 03:34:47 pm
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0 TEAM TEST HOUSE

h (Unit of Team Institute of Science & T echnology Pvt. Ltd.)
) Apprm ed by Ministry of Environssent and Forest, Government of India as Envirenmental l_llb()l‘ﬁ;(;;‘} T
o m:(chm 1S0O 9001:2015, IS0 14001:2018, IS0 45001:2018 (OH&S) JDA/UDH
ice 1 E-65, tranjan Marg, Laboratory : G1-384, RIICO Industrizl] A
C-Scheme, Jaipar - 302001, Rajasthan Siupura, Jeipur - 302022, Rajasthan e
Phone 2 +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222047,
Website : www.teamtesthouse.com Email : divector@ texmtesthouse.com,
Email : team.bdhensd@ gmall.com TEST REPORT Emall : marketinglab@ teamtesthonse.com
Report No/ULR | TTH/SA/MZL/D/2022-23/01 Date : 01-04-2023
No.:
Issued To : M/S Hindusthan Zinc Limited Type of Unit ; Smelter
[Debari Zinc Smelter]
PQ : Zinc Smelter. District Udaipur {Raiasthan)
Type of sampie / | Ground VWater Date of Sample 18-03-2023
Discipline : Collection/Monitori
na:
Point of Collection | Peizometer No.-1 Date of Raceint 41-03-3023
Date o 21-03-2023 to 01-04-2023 Sampling Plan: |15 3025:1987(Part 1)RA
Tast/Analyss : _|2014
Quandity of 1Lir Sampe Colected | Barmad Lal Kumawat
Samplo By
Unit's Ms. Neha Maheshwari Condition of Fit for testing
mpresentative : - : Sample
RESULTS
S Ko Paramelers Olzsarved Value Twesling Pratocol ——
pH 1780 1S 3025 (Part 11) : 1983 RA
2017 I
{2 Iron {mgfl) BDL{<0.01) 1S 3025 {Part 53} : 2003 RA |
- 2019 ,
3 Cadmium [mg/l] BODL(<0.001) IS 3025 (Part 41) ; 1992 RA |
2019 |
I4 Lead [mg/l] BDL{=0.01) 18 3025 (Part 47) . 1994 RA I,
1 2019 1
|5 Zinc [mgll] 0.04 IS 3025 {Part 49) : 1994 RA
| | 2019
| — i N S———— = Terrm -
Notes -
@ The results listed refer only 1o the tested sample {5} & parameters (5) Endorsament of products is nether inlerred nor implhed
# This reper s not 10 be reprotduced whaly or m psrt and can not be used avidence in the court of law ang should nol be used in any
zdverising media without our special penmission 1n wriling
# The samples will be desiroyed after 15 days from the date of issue of test report unless olherwise specfied

7 Py
Senior Analyst Authorized Signatory
{Report No: TTHISA/HZL/D/2022-23/01)




TEAM TEST HOUSE
3 (Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Fores

RSPCB

1, Governmeat of India us Enviconmental Laboratory

150 2001:2015, 150 14601:2015, 150 45001:2018 (OH&S) JDA/ODH
(?mce : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Indusirial Ares,
C-Scheme, Jaipur - 302001, Rajasthan Sktapura, Juipur - 302022, Rajasthen
Pl_lone 1491 6377210064, 9414077379, Phone : +91 9460222639, 9460222049,
Website : www.leamtesthouse com TEST REPORT Emall ; divector@ teamtesthouse.com,
Email : team.bdhead(@ gmail.com Email : marketinglabgr teamtesthonse.com
Heport Mo fULR | TTHIGA S LD/ 2022-23/02 [Date - “[or-04-2023
Ma. : | |
Issued To: | WS Hindusthan Zinc Limied Type of Unit ; Smelter
_]j[:ebari Zing Smelter]
| PO : Zinc Smelter, District Udaipur
{FRajasthan) :
Type of sample/ | Ground Walter Dale of Sample | 18-03-2023
Discipling . Coflection/Monitor I!
ng |
Fomil of Collection | Peizometer No.-2 Date of Receipt - | 21-03-2023

Date of 21-03-2023 o 01-04-2023 Sampling Plan : |15 3025 1687 (Part 1)RA |
FTesUAnaluis ; io_u |
Cruantity of 1Ltr Sample Collected | Banwari Lal Kuinawat
Sample By : N
Unit's Ms. Neha Maheshwar Cendition of £l for tasting |
represedlaing - Sample - s |
RESULTS
Z.No |Parameters Observed Value Testing Protocol
1 pH 7.53 IS 3025 {Part 11) : 1983 RA
2017
2 lron [mgf] BDL({<0.01) 15 3025 {Part 53) : 2003 RA
2079
3 Cadmium [mg/l] BDL(<0.001) IS5 3025 (Part 41) : 1892 RA
2019
4 |Lead [mg/l) BDL(<0.01) |5 3025 (Part 47) : 1994 RA
2018
5 Zinc [mg/l} 0.04 IS 3025 (Part 49) : 1984 RA
l ! 2019 x s - S
Notes .-
# The resulis isted refer only to the tested sample (5) & parameters (s} Fracmemant of produss = “gither inferred nor implied
# Thig repart 15 not to be reproduced wholly or i part &nd can not be used evidence w the cour of law and should not be used in any
advertising media without our special permission in wiiling
» The samples will ba destroyed after 15 days from the date of issue of test repont uniess otherwise specded

~
/ l/u./mt
Senior Analyst

Foy—
Authorized Sigpatpry:
{Report No: TTHISA/HZL/D/2022-23/02)
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

R
Office ; E-65, Chitvanjan Marg,

I1SO 9001:2015,

C-Scheme, Jaipur - 302001, Rajastban
Phone : +91 6377210064, 9414077379,
Website : www. teamtesthonse.com

Email : team.bdheadir gmall.com

SN 14D08:2018,

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
ISO 45001;2018 [{rLI&5)

oL B | —C YL
Laboratory : Gl -884, RIICD Industrial Ares,
Silapura, Jaipur - 302022, Rajasthan

Phone : +91 2460222039, 9460222049,

Email : divectori teamtesthouse.com,

Email : marketinglabir teamtesthonse.com

TEST REPORT
Report No./ULR | TTHISA/HZL/D/2022-23/03 Date : 01-04-2023
No. :
Issud To : M/S Hindusthan Zinc Limited ] Type of Unit Smelter
[Debari Zinc Smelter]
=R | PO - Zinc Smeltor, Distnct Lidaipur [Ragasthan).
I'vpe of sample/ |Ground Water Date of Sample | 18-03-2023 .
Tiscipline : Coliection/Monitori
g
Paird of Collecton | Pelzomsester Mo -3 Date of Receipt : | 21-03-2023
Oate of 121-03-2023 to 01-04.2023 Sampling Plan : 1S 3025:1987(Part 1)RA
TesVAnalysis: | 2014
Duintity of [1 Lar Sample Collected |Banwari Lal Kumawat
Sampls | | . By : |
Linat's Ms. Neha Maheshwari Condition of Fit for testing
representative | Samphs | = |_ — — ]
RESULTS
| 5. Mo Parameters i Dhsassed Value Testing P!’l)tOiOi I
1 | pH 7.56 IS 3025 (Part 11) - 1983 RA
| 2017
2 |tron [mg/M} |BOL{<0.01) 15 3025 (Part 53) : 2003 RA
2049
3 Cadmium [mg/f] BDL(<0.001) IS 3025 (Part 41) . 1992 RA
2019
4 Lead [mg/l} BDL(<0.01) IS 3025 (Part 47) : 1994 RA
| 2019
5 | Zinc {mgh] 0.08 15 3025 (Part 49) : 1994 RA
| 2045
Notes

The resulis listed refer anly 1o the tesied sample (s) & parameters (8} Endorsemment of products 15 neither inferred nor implied.
This repor 1s nof to be reproduced whelly or in part and can not be used evidence in the court of law and should not be used n any

advertising media without our special permsson in wriking

The samples will be desiroyed afier 15 days from the date of issue of test report uniess otherwise specified

=
[ e

Senior Analyst

Authorized Sigratary
(RepoftNo: TTHSAMILTIZ0E2-23/03)
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RSPCB

150 9001:2018,

TEAM TEST HOUSE
i (Unit of Team Institute of Science & T echnology Pvi. Ltd.)

Anproved b) Minislr) of Environment snd Iumt Government of India as Environmental | abswrafory
IS0 45001:2018 (OH&S)

1SO 14001:20185,

JDA/DH

Office : E-65, Chitranjan Marg,

C-Scheme, Jaipur - 302001, Hajaikan
Phoae : 491 6377210064, 9414077379,

Laboratory : G1-584, RIICO Industrial Avea,
Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,

Webhsite : www.leamtesthouse.com
Emafl ; {feam.bdiead i gmail.com

Email : director@ teamtesthouse.com,
Emafl ;: marketinglab@ teamtesthouse.com

TEST REPORT
Report NoJULR | TTH/SA/HZU/DIZ022-23/104 Date : 01-04-2023
No :
Issued To ; M!S Hindusthan Zinc Limited Type of Unit : Smelter
{Bebari ZincSmelter)
PO : Zinc Smelter. District Udaipur (Raiasthan) 3
Type of sampls /| Ground Water | Date of Sample | 18-03-2023
Discipline : ii;:ileclionlMoniiori |
fng: | g
Paint of Collection | Paizamaier No.-4 Ciate of Ripcadpt © | 21-03-2023
Date of £1-03-2023 to 01-04-2023 Samyding Plan IS 3025:1987(Part 1)RA
Test/Analysis 2014
Quiantity of i Lir Sample Collocted | Banwean Lal Eurmawat
Sample : ! N LI By: | e,
Unit's | K's. Neha Maheshwarl Carcition of Fit for testing
repasalaineg Same |
RESULTS .
SNo |Parameters Observed Value | Testing Protocol |
1 IpH 7.63 IS 3025 (Part 11) 1983 RA
] 12017
2 lron fmgfi] BOL{<0.01) 1S 3025 (Part 53) : 2003 RA
i 2019
3 | Cadmium [mg/l] BDL(<0.001) IS 3025 (Part 41) . 1992 RA
| { 2019
4 !Lead [magfi] BDL(=<0.01) IS 3025 (Part 47) : 1994 RA
| 2019
5 Zins [mgfl} 0.06 15 3025 (Part 49) : 1984 RA
2019
Notes - ]
# The results | sted refer oniy 1o the lested sample (s} & parameters (s) Endorsement of praducts 1§ nesthar inferred nor implied

This report is not to be repraduced wholly or in part and can not be used evidance in the gourl of law aad should nol be used n any

advertising media without our special permission in wiling.

The samples will be destroyed after 15 days from the date of issue of lest repont unless olherwse specified.

Z
o

Sepior Ana;ys;

t

Goy~—
fauthorized Sianatory o r
(Report No: TTH/SAMHZL/D/2022-23/04)




TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pot. Ltd.)

L Approved by Ministry of Environment and Forcsm(lvernment of India as Environmental Laboraton
RSPCB 1500 2001:2015, 150 14001:2615, IS0 45001:2018 (OH&S) .iD.L 1'DH
Office ; E-65, Chitvasjan Marg, Laboratory : G1-584, RIICO Iadustrial Area,

N

C-Scheme, Jaipur - 302001, Rajastian
Phone : +91 6377210064, 9414077379,
Webslte : www.teamtesthonse.com
Email : teasn.bdhead@ gmail.com

Siiapurs, Jaipur - 302022, Rajasthan
Phoue : +31 9466222039, 9460222649,
Emasil : divector{@teamtesthouse.com,
Email : marketinginh@ tenntesthonse,com

TEST REPORT
|Report NoJULR | TTH/SA/HZLIDI2022-23/05 Date 01-04-2023
|No. .
|!I55;.e iTa: M/S Hindusthan Zing Limited | Type of L : Smoter
[Debari ZincSmelter] |
P - Fing Smaelier. District Udaipur (Raiasthan), | !
Type of sample/ | Ground Water Date of Sample 18-03-2023
hacpline | Collection/Manitori
ng :
Peirl of Collection |Peizometer No.-5 Date of Receipt : | 21-03-2023
Diate of 21-03-2023 to 01-04-2023 Sampling Plan:  |IS 3025.1987{Part 1)RA
TesitAnalysis 2014 |
Cuantity of 1 Lir Sample Collected |Banwari Lal Kumawat |
Sample - | : e By: .
Ursrs ~|Ms. Neha Maheshwar Condition of Fit for testing '
regresonialive | Sample
RESULTS
S.No {Parameiers Observed Value | Testing Protocol
1 pH 7.89 15 3025 (Part 11) : 1983 RA
2017
2 iron [mg/l] BDL({<0 01) IS 3025 (Part 53) : 2003 RA
2019
3 Cadmium {mg/] BDL(<0 001} IS 3025 (Part 41) : 1992 RA
2019
4 Lead [mgh] BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mg/l] 0.03 IS 3025 (Part 49) . 1994 RA
2019
Notes -
# The results hsled refer only 10 the tested sample {s) & parameters (s) Endorsemant of progucts s neither inferred ror impled
# This report 18 not 1o be reproduced whally or i parl and can not ba usad evidence n: the court of law and should nat be used in any
advertising media without our special peynuss:on i wrting
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.
7
Senior Analyst » ..« - Authorized Signalory

(Repori‘No: TTHISA/HZL/D/Z022-23/05)
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Tex ‘finology Pvt. Ltd.)

Approved b} Ministry of Environment and Foresi, Government of Indis s Fuslron menlal [ aboraiom

RSPCB 150 9001:2015,

150 [40061:2015,

IS0 45001:2018 (OH&S)

JDA/UDH

Office : E-65, Chitvanjan Marg,
C-Scheme, Jaipur - 302001, Rajasthun
Phone : +91 6377210064, 9414077372,

Laboratory : G1-584, RIICO Industris] Area,
Sitapura, Juipur - 302022, Rajasthan
Phope : +91 9460222039, 9460222049,

Website : www.teamtesthonse.com TEST REPORT Emaill : director@ teamtesthoase com,
Email : team.bdbeadir gmail.com Emall : marketinglabia teamiesthouse.com
Report No./JULR | TTH/SA/HZL/D2022-23/106 Date . 01-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited Type of Unit : Smelter
[Debari ZincSmeiter)
PQ . Zinc Smelter. District Udaipur {Rajasthan),
Type of sample/ | Ground Water Date of Sample 18-03-2023
Discipline : Collection/Morutari
ng:
Point of Collection |Peizometer No.-6 Date of Receipt :  121-03-2023
Date of 21-03-2023 to 01-04-2023 Sampling Plan ; IS 3025:1987(Part 1)RA
| Tipatifng l'.SIS e 2014 - -
|Quanmy of |1 Lir Sample Collected | Banwari Lal Kumawat
Sample : | By:
| Unit's | Ms. Neha Maheshwari | Condition of Fit for testing |
|_'t|:-“l.'54-ntative : I_ | Sample -
, _____ RESULTS
|SNo |Parameters - . Observed Value | Testing Protocol - |
1 pH 7.58 IS 3025 (Part 11) : 1883 RA
2017
2 Iron [mg/l] BDL{<0.01) 1S 3025 (Part 53) : 2003 RA |
2019
3 Cadmium [mg/1] BDL(<0.001) IS 3025 (Part 41) . 1992 RA |
2018
4 Lead [mg/l] BOL(<0.01) IS 3025 (Part 47) : 1924 RA
2019
] Zine [mof] 0.02 15 3025 (Part 49) : 1984 RA |
2019 |
Hoten -
# The rasuits hstod refer only 1o the lested sample (s} & paramelers (s} Endorsement of products is naither inferred nor implied
# This report is not fo be reproduced whally Or 17 part and can not be used evidence in the court of fsw and 5hould net be used in any
advertising metha without s spes s permissian in wriling
# The samples will be desiroyed after 15 days from the dale of issue of test report untess otherwise specified
Senior Analyst C Authorized Signatory -

{Report No: TTHSAHZLITIZ0ZI-23/06)
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TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvi. Lid.)

Approved by Minlsiry of Environment and Forest,

RSFCB IS0 2001:201%,

150 14001:2015,

CGovernment of India as Environmenial Laborutory
JDA/UDH

IS0 45001:2018 (ON&S)

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajusthan

Laboratory : G1-584, RHCO Indastrial Avea,
Sitapura, Jaipur - 302022, Rajesthan

Phone : +91 6377210064, 2414077379, Phone ; +91 9460222039, 9460222049,
Website = www.leamleslskonse.mm TEST REPORT Email : director@ teamiesthonse.com,
Email : team.bdheadi@ gmail.com Emnil : merketinglaba teamtesthouse.com
Report NofULR | TTHISA/HZL/D/2022-23/07 Date : 01-04-2023
Neo. ;
Issued To : M/S Hindusthan Zinc Limited Type of Unit : Smelter
{Debari ZincSmelter]
PO : Zinc Smeller, District Udaipur (Rajasthan),
Type of sample / | Ground Water Date of Sample 18-03-2023
Discipling ; Collection/Monitori

X _Ae ofl’il.*.-'.lLf

-
13 .

£1-03-2023

— — e oo
Paoint of Collection | Peizometer No.-7

Date of '51_-05 2023 1o 01-04-2023 Sampling Plan : 1S 3025-1987(Part 1}RA

Test/Analysis el | 2014

Quantity of 1Ltr Sample Collested | Barari Lal Bumawat :

SArmpkE | By : R

Unifs Ms Neha Maheshwari Condition of | Fit for testing '

representative |Sample . = A

RESULTS

S.No [Parameters Observed Value | Testing Protocol

1 pH 7.65 1S 3025 (Part 11) : 1683 RA
2017

2 iron [mgfl] BDL{<0.01) IS 3025 (Part 53) - 2003 RA
2019

3 Cadmium [mgfl) BDL{<0.001} 1S 3025 (Part 41) : 1992 RA
2019

4 Lead [maht] BDL{<0.01) IS 3025 (Part 47) : 1984 RA
2019

5 Zinc [mgh} 0.01 IS 3025 {Part 49) : 1994 RA
2019

Notes -

The results hsted refer only to the tested sample (5) & parameters (5) Endorsement of products s neither inferred nor imphed

This report is not ta be reproduced =%
adveriising media wilhou! Qur 12820 pemMmISSIoN in whiting

'y Or in part and can no! be used ewdence in the court of law and should not be used in any

The samples will be destroyed afier 15 days from the date of rgsue of test repoit unless otherwise specified

7
[Pt

Senigr Analyst

rAplhotzed Signatory,
(Report No: TTH/SA/HZL/D/2022-23/07)
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TEAM TEST HOUSNE
(Unit of Team Institute of Science & Technology Pvi. Ltd,)

Approved by Ministry of Environment and Forest, Government of India as Environmental La boratory -

RSPS.E . _]!'i.‘r 'I'I]-Il:l_-l__ﬂl_f:.
(HTiey : E-65, Chilranjan Aarg,
C.Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,

150 14002:2015,

ISQ E(ll)l:!llls (OB&S) i JDA/UDH
Laboratory : G1-584, RINCUY Isdisirial Area,
Slizpura, Jaipur - 302022, Rajusthan
Phone : +91 9460222039, 5460222049,

Website @ www.leamfesthouse.com Emall : director@ teamtesthonse.com,
Email : team.bdheadm gmail.com TEST REPORT Email : marketinglabla teamtesthouse.com
HAeport No./ULR TTI:IISAIHZLIDIZU22-23108 Dale - 01-04-2023
MO,
Izsued To M/8 Hindusthan Zinc Limited Typa of Unit - Smelter
[Debari ZincSmelter)
T PO - Fine Smalier, District Udaipur (Hstasthsn ¥ Ly
Typw of sample /| Ground Water [Date of Sample 18-03-2023
Discigline : CoilectionMonitori
| e ng
| Point of Cofection |Peizomeler Mo -8 Diate of Receipt © | 21-03-2023
Date of 1 21-03-2023 to 01-04-2023 Sampling Plan: |15 3025:1987(Part 1)RA
Test'Analysis | i ] _ | 2014
Quantity of iltr ‘Sample Collected | Banwari Lal Kumawat
Samgle |5y :
Unit's | Ms. Neha Maheshwari | Condition of |Fit for testing
fEprELE e . j=am; ie_: L
Lt RESULTS
|S.No Parameters Dhserved Value | Testing Protocol
ta e —_—
1 pH 779 IS 3025 {Part 11) : 1983 RA
2017 |
2 tran [mg/i] |BDL(<0.01) IS 3025 (Part 53) . 2003 RA
|! 2019
3 Cadmium [mg/l] |BOL{<0.001) IS 3025 (Part 41) - 1992 RA
| 2018
4 Lead [mgfl] |BDL(<0.01) IS 3025 (Part 47) : 1994 RA
2019
5 Zinc [mg#] 0086 IS 3025 (Part 49) - 1994 RA
] 2019
Notes -
# The rasulls iisted refer only o the tested sample /s} & parameters {8} Endorsement of products is nerther inferred nor implied
# Thus report 8 not to be reproduced wholly or in parl and can net be usad evidence n Lhe coud of law and should not be vsed \n any
advertising mada without 2u° specal permis$ion in whting
# The samples will be castroyed after 15 days from the date of issue of test report unless olherwise specified
P
] Vg Bai—
Senior Analyst Authorized Signatory

(Report Noy TTH/SAIRYDI2022-23/08)




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, G:us crnment of Indis as Environmental Laborajory

RSPCB ISO 9001:2015,

ISO 14001:2015,

150 45001:2018 (OH&S)

Oflice ; E-65, Chitranjan Marg,
C-Scheme, Juipur - 302001, Rajasthean
Phone 1 +91 6377210064, 9414077379,

Lakoratory : G1-584, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,

JDA/UDH

Website : www.leamtesthotse.conm Email : directorf@mteamtesthouse.com,
Emafl : tesm.bdhead@ gmall.com TEST REPORT Email : marketinglab@ teamtesthouse.com
Report No./ULR | TTH/SAMHZL/DI2022-23/09 Date . 01-04-2023
No, :
Issued To . M/S Hindusthan Zinc Limited Type of Unit Smetter
[Debari ZincSmelter}
PO : Zinc Smeller, District Udaipur (Rajasthan),
Type of sample/ |Ground Water Date of Sample 18-03-2023
DisGipline : Collection/Monitori
_ing: L 5
Fa of Collection |Peizometer No.-9 iDate of Receipt: | 21-03-2023
Dae of 21-03-2023 to (1-04-2023 |Sampling Plan: IS 3025:1987(Part )RA |
| TestiAnalysis | | 014 |
'Quantity of 1Lt { Sample Collected |Banwari Lal Kumawat |
Samgple : = T |
Linil's W Maeha Mahesfwari LCaondition al Fil for tesling
| representative | | Sample g
RESULTS
S No [|Parameters Observed Value |Testing Protocol
1 pH 7.74 18 3025 (Part 11) : 1983 RA
2017
2 fron [mg/l} BDL{<0.01) 1S 3025 (Part 53) : 2003 RA
2019
3 Cadmium [mg/l] BDL(<0.001) IS 3025 (Part 41) : 1992 RA
2018
4 Lead [mgfl] BDL(<0.01) 1S 3025 {Part 47) : 1994 RA
2019
5 Zinc [mgH) 0.05 IS 3025 (Part 49) : 1994 RA
2019
Notes -
# The results hsted refer only to the tested sample (s} & pararmeters (8} Endorsement of products 1s neither inferred rar impiied
# Téus reporl is nat e be reproduced wholly or in part and can not be used evidence 1 Ihg court of law and should not be used in any
advertising media withou? aur spacal permission in witing
B The samples will be destroyed after 15 days from lhe date of issue of lest report unless otherwise specibed
&

e’

Senipr Anntyst

@,_,L-a

4 Autherized Signatory;
{Report No: TTH/SAIHZLI/D/2022-23/09)
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BSPCB

TEAM TENT HOUSE

(Unit of Team Institute of Science & Fechnology Pwi. Ltd.)

Approved by Ministry uf Enviroament snd Forest, Goevernment of India as Environmental Laboratory

IS0 %001:2015,

IS0 142001:2015,

IS0 450

01:2018 (OH&S)

JDA/UDH

Office ; E-65, Chitranjan Marg,
C-Scheme, Jaipar - 302001, Rajasthan
Phone : +91 8377210064, 9414077379,
Website : www.leamtesthouse.com

Labotralory : G1.884, RIICO Industrisl Ares,
Sitzpura, Jaipur - 302022, Rajasthan
Phione : +91 T460112039, 9460222049,

oy
Senior Analyst.
F

Email : director@ teamtestiiouse.com,
Email : team.bdhead(@ gmali.com TEST REPORT Enail : marketinglab@ teamtesthouse.com
Report NoJULR | TTH/SAMHZLID/2022-23/10 Date : 01-04-2023
No. ;
Issued To : M/S Hindusthan Zinc Limited Type of Unit : Smelter
[Debari ZincSmelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / | Ground Water Date of Sample 18-03-2023
Discipline : Collection/Monilori
ng:
Point of Collection | Peizometer No.-10 Date of Receipt:  121-03-2023
Date of 21-03-2023 to 01-04-2023 Sampling Plan : 1S 3025:1987(Part )RA
Test/Analysis 2014
Quantity of 1 Lr Sampie Collected |Banwari Lal Kumawat
Sample _.B.-: ST o5
Unit's Ms. Neha Maheshwari | Canddion of Fi for testing
reprosanialive Sample : .
RESULTS
S.No |Parameters Observed Value | Testing Protocol
1 pH 7.74 IS 3025 (Part 11} : 1983 RA
2017
2 lron {mgf] BDL({<0.01} IS 3025 (Part 53} ;: 2003 RA
2019
3 Cadmium [mgf] BDL(<0.001) IS 3025 (Part 41) : 1992 RA
2018
4 L.ead {mgfl] BDL{<0.01) 15 3025 (Part 47) : 1994 RA
2019
5 Zinc [mg/l] 0.05 15 3025 (Part 49) : 1994 RA
2019
Notes -
3 The results listed refer only to the tested sample (5) & paremeters {s) Endorsement of products 1s neither infeered nor implied
# Thus report is not to be reproduced whaty or it part and can not be used evidence in the court of law and should not be used in any
advarusing meda without our special 4190 1N wiiting.
# The samples will be destroyed afer 15 days from the date of 1ssu2 of test report uniess otherwise specified

Fop—
Autherized Signatory
(Report No: TTH/SARZL/D/2022-23/10)



ﬁ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.) :

Rsp Approved by Ministry of Environinent and Forest, Government of India as Environmentai Laboratory
CB ISO RO01:2015, ISO 14001:201 %, 1SO 45001:2018 ((3H&LS) JIRATTTTIH

Office :- E-65,n.||”nj.u 'ﬁlarg ] i
C-Scheme, Jaipur - 302001, Rllj,asthan Lﬂbomtﬂr}’ T Y Mt Ares,

Sitapura, Jaipur - 302022, Raj
&10:; t +01 6377210064, 9414077379, Phoge i -:-9i 51:460222039, ;f;g;zs;m:;
: “em"tlet.e:w:ét:an;testhou.:e.com Email ; direciorgiteamtesthouse.com,
{ team.bdhead@gmatl.com Email : marketinglab@teamtesthouse.com

TEST REPORT
ﬁepon No/ULR  |TCB02522600002327 Date : 02-12-2022
0. :
Issued To : WS Hindusthan Zinc Limiled [Debari Zing Ty of Unit : Emelter
Smelter)
PO« Zinc Smelter. District Udaipur (Riajasihumn],
Type of Sample :  |Aumiient Meise Level ManBaring Date of Sampla 22112023
CollectionNonitori
rg 3
Point of Callection |Miar Environmental lab Ciate of Receipt - |25-11-2022
Date of 25-11-2022 to 02-12-2022 Samglng Plan; | TTH/NQISE/O
TaghAnahrems ;
Ciuanity of - Sample Collecled Vimal Kumar Yadaw
Sampls By .
Unit's Ms. Navodita Shaktawat Caondition of Fi for testing
represaniative : Barmpls | - _
RESULTS
S.No |Parameters Observed Value {Testing Protocol Limits as per
Environment
protection rules,
1986
1 Hoise Level (Day Time ) : Leq [dB(A)] 64.3 15 9989 75
2 Noige Leved (Might Time | Leq [dBA)] 54.7 1S 9989 70
Notes :-
# The results listed refer only to the tested sample (s) & parameters (s). Endorsement of products is neither inferred nor implied.
& This report is nat 1o ba repreduced wholly or in part and can not be used avidence In the court of law and should not be used in any
advertising madia without cur special perission in writing.
# The samples will be destroyed after 15 days from: the date of issue of test report unless otherwisa specified.
- '
5"‘“‘&—— Rajesn Jﬂ."iahesn-.r.raﬁ
S ﬂﬂ% uthorized Signatory
SLI ni FR (Report No: TC502522600002327 )

Printad on D2 Dacember, 2022 12:16:.07 pm

This ia romnider aeneratanr rerar?




ﬁ TEAM TEST HOUSE
(Unit of @m Institute of Science & Technology Pvt. Ltd.)

1228

» - Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
e Dot O 150 9001:2015, ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
C-Sche'me, J;Ipurt:.?:ljza;ol:%:{rg " Laboratory : G1-584, RIICO Industrial Area,
Phone : +01 6377210064, 9414077375, Pl s o1 st e, Ralacthan
i y y one : +31 9460222039, 9460222049
b ':L;I;;;;t:e'e ;vn:v:étl:::un:l%al;tl"::;:e.mm Email : dlrector@';.rea;nt;sthause.cum:
R gmail.com Email : marketingiabvis tramtesthouse.com

TEST REPORT
Report No/ULR  |TC502522600002328 Dale : 02-12-2022
No.:
lssued To: M/S Hindusthan Zinc Limited [Deban Zine Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample : |Ambient Noise Level Monitoring Date of Sample 22-11-2022
Collection/Monitori
ng :
Point of Collecton (Near Railway Galel SHP Date of Receipl © |25 12022
Cate of 25-11-2022 to 02-12-2022 Sampling Plan : | TTH/NOISE/1
Tast/Anabysis -
Cluaniity of - Sample Collected |Vimal Kumar ¥ edav
STl By:
Unit's Ms. Navodita Shaktawat Caondlition of Fit for testing
rEprEwenlaiie | Sample :
RESULTS
SMNo |Paramelers Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Hoize Level (Day Time ) : Leq [dB(A)] G4.8 15 9989 75
2 Moise Level (Night Time ): Leq [dB(A)} 56.8 IS 9949 70
Notes -
# The results listed refer only lo the tested sample (s) & parameters (s). Endorsement of praducts is neither Inferred nor implied.
—~~ # This report s not to be reproduced whally or in part and can not be used evidencs in the court of 1aw and should not be used In any
advertising madia without our special parmission in writing
# The samples will be destroyed afier 15 daya from the date of issue of est report unless otherwise speafied.

;_*'“J Rajesh %ﬁéﬁhwaﬂ

Senior Aralyst Authorized Signatory
Sunil Kumar (Report No: TC502522600002328 )

Printed on 02 December, 2022 12:17:41 pm

Thig ix remniter aanaratad rannet




@ TEAM TEST HOUSE =

(Unit of Team Institute of Science & Technology Pve. Ltd.) e

Approved by Ministry of Environiment and Forest, Government of India as Environmental Laboratory

Ofi:iifcg-ﬁs! Chma;ja_n_malzo 9{10__1:2015_,__ IS0 14!]01:20_]5_, - ISO 45001:2018 (OH&S) JDA/UDH
C-Sc{:e'me, Jaipur - 302001, Rajasthan ;E::::?-m?n; Gu’i_-."» g:’zt?zl e !ndustrial =
w:;:t;:@‘:wﬁi’zzﬂga g:i:(g‘ﬁ?@!, Phone :aigl 51!’466222039,2 6&3;‘3:2,

s tegm,bdhud@gmﬂ.éom Emall : director@tenmtesthouse.com,

Emall : marketinglab@teamtesthoase.com

TEST REPORT
Report No./JULR  |TC502522600002320 Date : 02-12-2022
No. ;
Issued To ; M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample :  |Ambient Noise Level Monitoring Date of Sample  {22-11-2022
CollectionMonitor
ng:
Point of Collection {Near ETP Date of Receipt:  |25-11-2022
Daie of 25-11-2022 to 02-12-2022 Sampling Plan : TTH/MNOISE/O
Test/Analysis :
Quantity of . Sample Collected |Vimal Kumar Yadav
Sample : By :
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS
S.No | Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
! 1986
Hoise Leve! (Day Time ) : Leq [dB(A)] LE4 IS 9989 fa
2 Moise Level {(Night Tima ); Leqg [dB{A]] o0.2 150080 [
Nates :-
# The results kisted reler only to the tested sampie (s} & parameters (s). Endorsement of products is neither inferred nor implied.
# This repoarl is not 1o be reproduced whally or in part and can not be used evidence in the court of [aw and should not be used in any
advarlising madia without our special permlssion in writing.
# The samples will be destroyed after 15 days from the dale of issue of test report unless otherwiae specified.
¥
[T
=) Rajesh fsshwan
Senior Analyst Authorized Signhatory
S L) nﬂ K u ma. r (Report No: TC502522600002329 )

Printed on 02 Dacembar, 2022 12:18:01 pm

This ia cnmniiter nRnerated renort




ﬂ TEAM TEST HOUSE
B (Unit of Team Institute of Science & Technology Pwvt. Ltd.)

> Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory e
::;18?‘-::'3,_ 180 9001:2015, 1503 14001:2018, IS0 45001:2018 (OH&S) JDA/UDH
C‘S:;e.m; J'-;iC:Irifnsr:ii;';nol;/l:{rg: . Labaratory : (:1-584, RICO Industris] Area,
Ay 6327 i 9314:3;15‘:7? Sitapura, Jalpur - 302022, Rajasthan
Website s s feominin 140773 , Phone : +91 9460222039, 9460222049,

1 Emuail : director(@.teamtesthou
b ’ se.com,
mail : team.bdhead@amail.com Emafl : marketinglab@ teamtesthouse.com

TEST REPORT
Seport No/ULR  |TC5025226800002330 Date : 02-12.2022
0. !
insued To /S Hindusthan Zinc Limited [Dehar fine Ty cif Uil Smelnr
Smelter]
|FO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample : |Ambient Noise Level Monitoring Dale of Sample  |22-11-2022
Callection/Monitori
ng .
Point of Collection |Mear DG Set Room Ciale of Receipt :  |25-11-2022
Desa of 25-11-2022 to 02-12-2022 Sermrpling Plan : TTHNQISED
TestAnalysis :
Quantity of - Swmple Collected  |Vimal Kumar Yaday
Sample : By :
Linit's s, Navodita Shaktawat Candition af Fit for testing
representalive : - Sampie |
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 61.7 IS 9989 75
2 Noise Level (Night Time ): Leq [dB(A)] 53.5 IS 9089 70
Notes :-
# The results listed refer only 1o the tesled sample (s} & parameters {s). Endorsement of products is neither inferred nor impiied.
# This report is not to de reproduced whally or In part and can not ba used evidance in tha court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed afler 15 days from the date of issue of test report unless otherwise specified.
e
P *"“i‘*#é:q'e}j's';s’st’éﬁa“
4 : o T na
sun ﬂuﬁr'l.! ﬁ'?E] r (Report No: TC502522600002330 )

Printed on 02 December, 2022 12:18:19 pm

This is cnmnutar neneratad rennet




_ RSPCB

TEAM TEST HOUSE @ﬁ&
(Unit of Team Institute of Science & Technology Pvi. Ltd.) J:". '

Approved by Ministry of Environment and Forest, Government of India as Envirenmenial Laboratory

IS0 9001:2015,

150 140061:2018,

180 45001:2018 (OH&S)

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email ; team.bdhead@gmail.cem

Laboratory : G1-584, REICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan
Phone 1 491 9460222039, 9460222049,
Emall ; director@teamtesthouse.com,
Email ; marketinglab@teamtesthouse.com

TEST REPORT
Repori NoULR | TC502522600002331 Date 02.12-2022
No. :
Issued To : M/S Hindusthan Zine Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO . Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample ;  [Ambient Noise Level Monitoring Date of Sample  |22-11-2022
Collection/Monitari
mi:
Faind of Collection [Near ZSD Main Gabe Date of Receipt: |25-11-2022
Dinte of 25-11-2022 1o 02-12-2022 Sampling Plan;  |TTH/MOISED
Testihnalysis ¢
Qusartity of Sample Collected |Vimal Kumar Yadav
Sample : By
Unit's Lis. Navodita Shaktawat Condition of Fit fir tarsling
reprasantative Sampla
RESULTS
S.No |Parameters Icibserved Value Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level {Day Time ) : Leq [dB(A)] 65.7 IS5 9989 75
2 Noise Level (Night Time ): Leqg [dB{A)] 53.6 |5 9989 70
Noles -
# The results listed refer only to the tested sampie {s) & parameters (s). Endorsement of praducts is neither infermed nor implied.
# T teport &5 not io be reproduced wholly or in part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the dale ol issue of test report unless otherwise specilied.

Sunil

=3

Senior Analyst

Kumar

R%%?h%gﬁ;shwaﬂ

orized Signatory
(Report No: TC502522600002331 )

Printed on 02 December, 2022 12:18:35 pm

This i= roamniitar aenarated renart

JDA/UDH




0 TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt, Ltd.)

e £ A e e =2

o~ Approved by Ministry of Environment and Forest, Government of India as Environmentsal Laborstory B

RSPCB ~ 1829001:2015, 1ISO 14001:2015, ISO 45001:2018 (OH&S) JDA/UDH
Office : E-65, Chitranjan Marg, o Laboratory :
) y ¢ G1-584, RIICQ Industrial Aren
:..‘I;Schc.me, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan ’
wol:u: : -1:91 @71210064, 9414077379, Phone : +91 9460222039, 9460222049,
y [ :llt.e : wuw.tenmtesthcu_se.com Emuil : director@teamtesthouse.com,
mail © team.bdhead@gmail.com Email : marketinglsb{@teamtesthouse.com

TEST REPORT
Hepord NOAILR | TC502522600002332 Uale : 3-12-2022
M,
Esusd Tao ; IS Hindusthan Zine Limited [Debari Zinc Type of Unit Srrelter
Smelter]
PO : Zinc Smelter, District Udalipur (Rajasthani,
Type of Sample :  [Ambient Nolse Level Moniioring Date of Sample  |22-11-2022
Collection/™onitori
g
Paint of Collection |Mear 7E [iate of Heceipt :  |25-11-2022
Diate of 25-11-2022 to 02-12-2022 Sampling Plan : TTH/NOISE/Q1 |
Tes{/Anaiyss |
Cluanity of . Sample Collected |Vimal Kumar Yadav
Sampils ; _ By :
Unit's iz Navodita Shaktawat Condition of Fit for testing
representative Sample
RESULTS
S.No |Parameters |ﬂbsenred Vzlue |Tasting Protocol Limits as per
Environment
prolection rules,
1886
1 Noise Level (Day Time } ; Leq [dB(A)] 66.2 15 9989 75
2 |Noise Level (Night Time J: Leq [9B(A]] 52.4 |5 9969 70
Notes :-
# The resulis listed refor onty to the testad sample {s) & parameters (s). Endorsemant of producis is neither inferrad nor implied,
# This repor is not to be reproduced whally or in part and can not be used evidence in the court of law and should net be used iy any
advertising media without our special permission in writing.
# The samples will De destroyed after 15 days from the date of issue of {est repont unless olherwse specified.
rw,.....
g“i— Raaesh%_h eshwan
Sariior Anaival Adthorized Signatory
S un '|i RU ['ha | {Report No: TC502522600002332 )

Printed on 02 December, 2022 12:18:4% pm

This ia ramniitar nensrated reanart



TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Led,)

RSPCB

Approved by Ministry of Environment and Forest,

IS0 9001:2015,

Office : E-68, Chitranjan Marg,
C-Scheme, Jaipur - 361001, Rajasthan
Phone : 401 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email : team.bdhead@gmail.com

ISO 14601:2015,

Government of India as Environmental Laboratory
ISO 45001:2018 ({dH&S)

JDA/UDH
Laboratory : Gi-584, K1IC0) Industrial Area,
Sitapura, Jalpur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : directer@teamtesthouse,com,

Email : marketinglab@ieamtesthouse.com

TEST REPORT
Report NoULR  |TCB02522600002333 Date : 02-12-2022
Mo. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zine Smelter, District Udaipur {Rajasthan),
Type of Sample : |Amblent Noise Level Monitoring Date of Sample  |22-11-2022
Collection/Monitori
ng:
Point of Collection |Near Weigh Bridge Date of Receipt:  |25-11-2022
Date of 25-11-2022 to 02-12-2022 Sampling Plan : | TTH/NOISE/C1
Pesl/Analysis :
Cuaniity of Sample Collecled  |Vimal Kumar Yadaw
Sample : By :
Unit's Ms. Navodita Shakiawat Condition of Fit for testing
rapresentatneg © Samgle ;
RESULTS
S.No |Parameters Observed Vaiue |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 53.8 |5 9989 75
2 jMoise Lavel I:HIEI'I-I Time 1 Leq ['HE[-’-.]_]_ 54.2 II 5 9989 70
Notes -
# “The resulls listed refer only to the testad sample [s) & parameters {8). Endorsement of products is neither inferred nar implied.
# This rapod is ot to be reproduced wholly or In part and can nol be used evidence in the court of 16w and should not be used in any
alvertising media without our special permission in writing.
# The samples will be destnoyed after 15 days from the date of issue of lest report unless olherwise specified,

=)

SufRiRar

Ra esrﬁ@lﬁ’ﬁ'eshwan

utharized Signatory
{Report No: TC502522600002333 )

Printad on 02 Dacember, 2022 12:18:04 pm

Thie la rmnuiter nenembert rennrt



o T
€ TEAM TEST HOUSE i xy
(Unit of Team Institute of Science & Technology Pvt. Ltd.) R
- Approved by Ministry of Envirenment and Forest, Governmeni of India as Fnvironmental Laboratory -
RSPCHB 1SO 5001:2015, IS0 140012015, 150 45001:2018 (OH&S)

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : wwiv.teamiesthouse.com
Email ; team.bdhradio gmail.com

Laboratory : G1-584, RICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 9460222041,

Email : director@teamtesthouse.com,

Email : marketinglab@teamtesthouse.com

JDA/UDH

=)

SufiKifar

TEST REPORT
Report NoULR | TC502522600002334 Date : 02-12-2022
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan},
Type of Sample :  |Ambient Nuoise Level Monitoring Date of Sample 22.11-2022
Collection/Monitori
ng:
Point of Collection |Near Leaching Date of Receipt:  125-11-2022
Date of 25-11-2022 to 02-12-2022 Sampling Plan :  |TTH/NOISE/O1
Test/Analysis :
Quantity of - Sample Coliected {Vimal Kumar Yadav
Sample : By :
Unit's Ms. Navodita Shaktawat Caondition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value |Tesiing Protacol Limits as per
Emvironment
prodection rules,
1985
1 Noise Level (Day Time ) : Leq [dB(A)] 64.0 IS 9989 75
2 Moksa Level (Might Tima k. Leg [dB{AY] 56.6 15 9989 fi
Notes :-
# The results listed refer only 1o the tested sample (s} & parameters (8). Endorsement of products is neither infemred nor implied.
# This report is not {o be reprotiuced wholly or in part and can not ba used evidence in the court of law and should not be used in any
advertising media without our special permission in wriling.
# The samples will be destroyed after 15 days from the dale of issue of test reporl unless otherwise specifled.

+—

Rﬁdragfﬂas'g an
(Report No: TG502522600002334 )

Printed on 02 December, 2022 12:22.11 pm
Thig i namni isr nsnarated rennrt




“ TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd,)

- e soad
Approved by Mimstry of Envirenment and Fnrest, Government of India as Environmenal Laboratory

RSPCB 180 %001: 2018, 150 14001:20 1§, ISO 45601:2018 (OH&S) JDA/UDH
“Office : E-05, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C-Schenie, Jaipur - 302001, Rajasthan Sitapurs, Jaipur - 302022, Rafasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Webhsite : www.teamtesthouse.com Emati : director(@ teamtesthouse.com,

Emafl : team.bdheadtagmail.com Email : marketinglab{@ teamtesthouse.com
TEST REPORT
Report NoULR  {TC502522600002335 Date : 02-12.2022
No, :
Issued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO ; Zinc Smelter, District Udaipur {Rajasthan),
Type of Sample - |Ambient Noise Level Monitoring Date of Sample 22-11-2022
Collection/Monitori
ng:
Point of Cotlection {Near MCTP Entrance Date of Receipt :  |25-11-2022
Date of 25-11-2022 to 02-12.2022 Sampling Plan:  |TTH/NOISE/Q1
Test/Analysis ;
Quantity of - Sampie Collected |Vimal Kumar Yadav
Sample ; . By :
Unil's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sampls -
BESULTS
S.No |Parameters Observed Value |Tesling Protocol Limits as per
Erdronment
protaction rules,
1986
1 Moisa Level (Day Time ) : Leq [dB(A)] 59.8 i5 9989 o I
2 |Nosse Leval INH,_:h'l Thm ): Leg [dB{A)) 47.4 ilS Saes 70 |
Notes -
# The resuits listed refer only to the tested sample (s) & paramelers {s). Endorserment of products is neither inferned nor smplied.
# Tiis report i not 1o be reproduced whaolly ar in part 2nd can nol be vsed evidence in the court of aw and shoutd not be used in any
™ advertising media withoul cur special permission in writing.
# The samples will be destroyed after 15 days from the dale of issue of lest report unless otherwise specified.
Ra&ean%aﬁésnwan
3 r|fHﬂ 2 uthorized Signatory
5 u n ﬁ”ﬁ 3{" (Report No: TC502522600002335 )

Printed on 02 December, 2022 12:22:30 pm
This ic ramnider sansratad ranart



TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd)

Approved by "Lllh'htry of Environmeni and Forest, Government of India as Environmental Laburatory
BSPCB 1SO 9001:2015, IS0 14001:2015, 150 45001:2018 (OH&S) JDA/UDH

MTicw : E-65, Chitranjan Marg, Laboratory : G1-584, RIICO Industrial Area,
C.Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Webslte : www.leamtesthouse.com Email : director@teamtesthouse.com,

Email ; team.bdhead@gmail.com Email : marketinglabia teamtesthouse.com

TEST REPORT
Hepord NoJULR  |TC50252260000 2338 Date ; o@-12-2022
Mo, :
lesymd To : M/S Hindusthan Zinc Limited [Debari Zine Type of Linii : Srmeter
Smelter]
P Zine Smiefier, District Udaipur (Rajasthan),
Type of Sample : | Arnbieni Noise Level Monitoring Date of Sample 22-11-2022
Collection/Monitort
g
Paint of Collection |Near Roaster Date of Receipt: |#5-11-2022
Diate of 25-11-2022 1o 02-12-2022 Sampling Plan ;  |TTH/ROISED
TastThnalyss |
Quantity of - Sample Collected |Wimal Kumar Yadav
Sample : By:
Unil's Ks. Mavodita Shakiaaat Condibon of it for testing
rapresentative . Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time } : Leq [dB(A)] 62.4 1S 9989 75
2 |Noise Level (Night Time ) ) : Leg [dB(A]] [543 IS 9989 70
Notes -
# The resulis listed cefer anly to ¥e lested sample {s) & parameters (). Endarsement af products is neither inferred nor implied.
# This report Is not 1o ba reproduced wholly or in part and can nol be used evidence In the cour! of law and should nat be used in any
advertising media without our special permission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified.

=P
SuniT R

Fﬁaé]es%‘é'ﬁeshwaﬂ

uthorized Signatory
{Report No: TC502522600002336 )

Prinisd on 02 December, 2022 12 18:21 pm

This is romniter meneratad rennrt




# TEAM TEST HOUSE
(Unit of Team Institute of Science & Technalogy Pyt Ltd,)

Approved by Mmlstry of Environment and For Forest, Government of India as Envir ironmental Laborat-(;ry

s

T st

RSPCB ISO 9001201 5, 150 14001:2015, 180 45001:2018 ({1H&S) JDATUDH
Office ; E-65, Chitranjum Murg, Laboratory : ©:1-%84, RIICO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
YWebsite : www.teamtesthouse.com Email : director(g teamtesthouse.com,
Eraail : team.bdhead(@ gmail.com Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report No.ULR  {TC502522600002337 Date : 02-12-2022
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smeller
Smelter]
IPO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample .  [Ambient Neise Level Monitaring Date of Sample  [22-11.2022
Coflection/Monitori
ng:
Point of Collection |Near Work Shop Date of Receipt ;.  [25-11-2022
Date of 25-11-2022 to 02-12-2022 Sampling Plan:  [TTH/NOISE/Q4
Test/Analysis :
Quantity of - Sample Collected |Vimal Kumar Yadav
Samgle : Hy:
Unil's s, Mavodita Shaklasad Condition of F#& for basting
represanlalive - Sample ;
RESULTS
S.Noc |Parameters Observed Valug {Testing Protocol Limits as per
Environmeni
protection rules,
19886
Noise Level (Day Time ) : Leq [dB(A)] 823 18 9989 [}
|Moise Level (Night Time }. Leq [dB(A]] 56.0 |IS 8889 70
Notes i
# The resulls listed refer only to the tesled sample {s) & paramaters (). Endorsement of products is neither infemed nor implied.
# This report [s not to ba reproduced wholly of in part and can not be used evidenca In the court of law and should not be used in any
advertising medla without our special permission in writing,
& The samples will be destroyed afler 15 days from the date of issue of test report uniess olherwise specified.

— E )
Ra‘[esn %ﬁ'éshwan
ior Analyst uthorized Signatory
S u f'ﬁ ﬁnu mar (Report No: TC502522600002337 )

Pririled on 0 Decenber, 20232 121637 pm
Thiz i= enmniter neneraten renntt




Ay
RSPCB

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Lid,)

Apgraved by Miaietey of Eaviraament and Forest, Government of India as Environmental Laboratory

IS0 9001:2015,

ISO 14001:2015,

ISO 45001:2018 (OH&:S)

e

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone ¢« +91 6377210064, 9414077379,
Website : www.teamiesthouse.com
Email ! team.bdhead@gmail.com

Leboratory : G1-584, RINCO Industriai Ares,

Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9460222049,
Email ; director@teamtesthouse.com,
Email : marketinglab@teamtesthouse.com

=)

Suni Kimar

TEST REPORT
Report No./JULR  [TC502522600002338 Date 02-12-2022
MNo. :
Issued To: M/S Hincusthan Zine Limited [Debasi Zinc Typah of Unit ; Smesller
Smelter]
PO : Zinc Smelter, District Udaipur [Rajasthan),
Type of Sample :  |Ambient Noise Level Monitoring Date of Sampile Z2-11-2022
Callection/Monitori
r-|:| :
Poeril of Collection |[Near Solar Area Date of Recepl :  |25-11-2022
Diarie of 25-11-2022 to 02-12-2022 Samplng Plan:  |TTH/NOISED?
Tesl Enahmis
Ciuantity of - Sampie Collected  [Vimal Bumar ¥asday
Bample : By :
Linf's Ms. Navodits Shakiawat Condition of Fii for testing
repressntaliae Sample :
RESULTS
SNo [Parameters Cbserved Value |Tasting Protocol Limits as per
Environment
protection niles,
1086
1 Noise Level (Day Time ) : Leq [dB(A)] 61.3 IS 9989 75
2 Noise Level (Night Time ); Leq [dB(A))] 54.5 iS 2989 70
Notes
# The results listed refer only to the tesled sample (s) & pammeters (s). Endorsement of products is nelther interred nor implied.
# This report is not to be reproducad whoily or In part and can not be used evidence in the court of law and should not be used in any
adverlising media without our special pemission in writing.
# The samples will be destroyed afler 15 days from the date of issue of fest report unless otherwige specified.

o
Rgﬁsesh%aheshwan

uthorized Signatory
(Report No: TC502522600002338 )

Printed on 02 December, 2022 12:19:52 pm
This is comni iter arhrratad rennrt
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TEAM TEST HOUSE |
(Unit of Team Institute of Science & Technology Pvt. Ltd.) i

Approved by \‘llmstq of Environment and Forest, Government of India as Environmental Laberﬁtorv

ISO 9001:2015,

Office : E-65, E-65, Chitranjnn Masrg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email ;: team.bdhend@gmail.com

1SO 14001:2015,

150 45001:2018 (OH&S)

JDA/UDH

Laborniury G1-584, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 9460222049,

Email : director@teamtesthouse.com,

Email : marketinglab@teamtesthouse.com

Suni ¥

Kumar

TEST REPORT
Report No/ULR  {TC502522600002339 Date : 02-12-2022
No. :
tasued To © M/S Hindusthan Finc Lirsed [Debar Jing Type ol Uit : Sarapibar
Smelter]
PO : Zinc Smeiter, District Udaipur (Fajasihan),
Type of Sample ;. |Ambient Noise Level Monitoring Date of Sample 22-11-2022
Caollection/Monitori
ng:
Faind of Collection |[Near Hospital Daiw of Receipt :  [25-11-20232
Dave of $5-11-2032 to 02-12-3022 |Sampling Plan : TTH/NOISE/ Q1
Testffnalsis ©
Cuantity of Sample Collacted |Vimal Kumar Yadav
Sample : By :
Unit's Lia, Mavooiis Shaktawat Condition of Fit for testing
represaflalie Bample :
RESULTS
S.Ne [Parameters Observed Value |Testing Protocol Lirmits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB{A)] 52.6 IS 8989 75
2 Noise Level (Night Time ): Leq [dB(A)] 44.2 1S 9989 70
Notes -
8 The results listed refer only to the tested sample (s} & paremeters {s). Endorsement of products is neiliver infermed nor implied.
¥ This report is not 1o be reproduced wholly or in pan and can not be used evidetice in the court of law and should not be used In any
advertising media without our $pecial permission in writing.
# The samples will be destroyed after 15 days from the dale of isgue of lest report unless olherwise specified.
x Rajesh Maheshwan
Sapuor Analyst Authorized Signatory

(Report No: TC502522600002339 )

Printed an 02 Dacember, 2022 12:20:07 pm

This iz raminiter arnerated rennrt



RSPCB

150 9001:2015,

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 63772100664, 9414077379,
Website : www.teamtesthouse.com
Email : team.bdheadfgmail.com

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

150 14001:2015,

Approved by Ministry of Environment and !E‘:rest, Government of India as Environmental Laboratory
ISO 45001:2018 {OH&S)

JDA/UDH

Laboratery : G1-584, RIICO Industrial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone ; +91 9460222039, 9460222049,

Email : director@teamiesthouse,com,

Email : marketinglab@teamtesthouse.com

= .0

Sunit Riifar

TEST REPORT
Report No.AILR | TC502522600002340 Date : 02-12-2022
No, :
Issued To : M/S Hindusthan Zine Limited [Debari Zinc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelier, District Udaipur (Rajasthan),
Type of Sample : |Ambient Nofse Level Monitoring Date of Sample 22-11-2022
Collection/Monitori
ng:
Point of Collection |Near STP Date of Receipt:  [25-11-2022
Date of 25-11-2022 to 02-12-2022 Sampling Plan:  [TTH/NOISE/D1
Test/Analysis
Quantity of - Sample Coliected }Vimal Kumar Yadav
Sample : By:
Unit's Ms. Navodita Shaktawat Condition of Fit for testing
representative : Sample :
RESULTS
S.No |Parameters Observed Value lTesiing Protocol Limits as per
Environment
protection rules,
I 1086
1 Noise Level (Day Time ) : Leq [dB(A)} 60.4 lis 9989 7a
4 [Noise Level (Night Time ¥ Leqg [dB(AY) 52.7 IS 5585 Fii]
Notes -
# The resuits Bsted refer only to the tested sample () & paramsters {s). Endorsemant of products is neither infemmed nor implied.
# This report is not to be reproduced whaolly or In part and can not be used evidenoe in the court of law and should not ba uged In any
advertising media without our special permigsion in writing.
# The samples will be destroyed after 16 days from the date of issue of last reporl unfess otherwise apecified.

o I.'.-‘—-
Rajesh ‘E}J!ri-_',':;r'.-..-.'a_ﬂ
Authorized Signatory
(Report No: TC502522600002340 )

Printed on 02 Dacember, 2022 12:20:23 pm

Thig 1= rnmniiter nenaratad rannrt
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RSPCB ISO 9001:2015, IS0 14001:2015,

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Ltd.)

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

EFEFIER
; H
1Y

W

180 45001:2018 (OH&S) JDA/UDH

Oifice 3 E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phane : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Email : team.bdhead@gmail.com

Laboratory ;: G1-584, RHCO Indusirial Area,
Sitapura, Jaipur - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Email : director@teamtesthouse.com,

Email : marketinglab@ teamtesthouse.com

TEST REPORT
Report No.AILR  |TCH02522600002341 Date : 02-12-2022
No, :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of Sample ;  |Ambient Noise Level Monitoring Date of Sample  |22-11-2022
Collection/Monitori
ng:
Near Store Date of Receyl :  |125-11-2022

Point of Collection

Diate of 25-11-2022 to 02-12-2022

Tiesl 'ﬂ"."ru:lfhl'h a

Samghing Plan : TTHHNOISEDT

Cuantity of I- Sarmple Collecled  |WVimal Kumar Yadav
Sample ; | By:
Linit's |Ms. Navodita Shaktawat Condition of Fit for testing
rmpresantative | Sampls :
RESULTS
S.No |Parameters Observed Value [Testing Protacol Limits as per
Environment
pratection rules,
1SRG
1 Noise Level (Day Time ) : Leq [dB(A)] oB.7 IS 5989 75
2 Noise Level (Night Time J: Leq [d8{A]] 43.8 lis sa89 f?u
Noles .-
# The results listed rafer only (o the tested sample () & paramslers (s). Endarsement of products is neither inferred nor implied.
# This repart is not to be reproduced wholly o in part and can not be used evidenca in the court of law and should not b used in any
advertising media without our special permission in writing.
# The samples will ba destroyad afler 15 days from the date of issue of test report unless otherwise spectfiad.

=D
Bunt Kiitfar

Rajesh %’ﬁé& hwast

uthorized Signatory
{Report No: TC502522600002341 )

Printed! on 02 December, 2022 12:20:32 pm
This is cammitar senaralsd ranaet
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(Unit of Team Institute of Science & Technology Pvi. Lid.)

TEAM TEST HOUSNE

ﬁ:

- o,
e

1L w28

=
RSPCH

Approved by Ministry of Environment and Forest, Government of [adia as Enavironmental Laboratory
150k -IF-!IIII..*J.IH_.I! 1“5{:‘.!&_;

ESO 0011015,

Ofice : P65, Chilranjan Marg,
C-Scheme, Jaiper - M2001, Rajasihan
Phene : +91 6377210064, 9414077379,
Website : www.ieamtesthouse.com
Email : team.bdhead @ gmail.com

10D 140l 2005,

JDAA'DH

Laboratory : G1-5R4, RIICO Industrial Area,
Sitapura, Jaipar - 302022, Rajasthan

Plome @ +H 460222039, 9466222049,

Email : directorm teamtesthouse.com,

Email : marketinglab teamtesthonss coan

TEST REPORT
Report No./AULR  [TC502523600000520 Date : {07-04.2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Smelter
Smeiter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample/ {Ambient Noise Level Monitaring / Chemical Date of Sample 17-03-2023 16:08 fo 18-
Disciplina : Collection/Monitori §03-2023 16:08
ng:
Point of Collection |Near Environmaental lab Date of Receipt:  121-03-2023
Date of F1-03-20F3 to 01-04-2023 Sampling Plan : | TTHMNOQISED
Test'Analysis ;
Cluaniity of Sample Collected |Banwari Lal Kumawas
Sample : [By:
Unit's his, Mehs MabasFwan Condition of Fit for testing
reprasaninlive ; sample ;
RESULTS
S.No |[Parameters Observed Value |Testing Profocol Limits as per
Environment
protection rules,
1988
1 Noise Level {Day Time ) : Leq [dB(A)] 654 IS 5989 75
2 Noise Level (Night Time ): Leq [dB(A)] 58.6 IS 9888 70
Notes -
# The results listed refer only I the lested semple {3) & parameters (s). Endorsement of products Is neither Inferred nor Implied.
# This report is not ta be reproduced wholly or in part and can ot be used evidence In the caurt of 1aw and should not ba used In any
advartsing media without our spacial parmission in writing.
# The samples will be destroyed after 15 deys from the date of issue of test report uniess otharwiss spacified.
&
ety Baf—
Senior Analyst ' Authorized Signatory

(Report No: TC502523600000520 )

TCE025ZI00000520 | Prinksd on 07 Apdl, 2023 10:31:26 am
This is computer aenaratad report.




@ TEAM TEST HOUSE v
' (Unit of Team Institute of Science & Technology Pvt. Lid,) e

Approved by Ministry of Environment snd Forest, Government of India as Environmental Laboratory

RSPCH IS0 2001:2015, 1SO 14001:2015, 150 45001:2018 (OH&S) JDA/UDH
Office : £-64, Chitrunjan Marg, Laboratory : GI1-584, RIICO Industrial Avea,
C-Scheme, Juipur - 302001, Rajasthan Sitapura, Jaipar - 512022, Rajasthan
Plione : +91 6377210064, 9414077379, Phone : +91 2460222039, 9460222049,
Website : www.leamtesthouse.com Email : director@ lesmiesthouse.com,
Emsil : team.bdheadi@ gmail.cam Email : marketinglabiz teamtesthouse.com

TEST REPORT
Heport No JULR TCS0252 600000521 Date : 01-04.2023
Mo, :
tssuad To : M5 Hindusthan Zinc Limited [Debar Zinc Type of Unit ; Smelter
Smelter]
PO ; Zinc Smelter, District Udaipur {Fadasthan],
Type of sample / | Amiiar] Mioiie Level Manibaring | Chemical Date of Sample  |[18-03-2023
||:|Isciptine : Collection/Monitori
ng .
|F"unl of Collection |Near Railway Gate/ SRP Dale of Heceipt :  |21-03-2023
[Date of 2103-2023 1o 010420022 Sampling Plan: | TTH/MOMEEM
Test'Analysss
Quandity of - Sample Collected |Banvwari Lal Kumasal
Sample : By:
Unit's Ms, Neha Maheshwari Condition of Fit for testing
repradantalive ; Sample :
BESULTS
S.No |Parameters Observed Value [Testing Protocol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time ) : Leq [dB(A)] 63.7 IZ 9989 75
2 Noise Level (Night Time J: Leq [dB(A}] 55.6 IS 9989 70
Notes :-
# The results isted refer only (o the tested sample (s) & parameters (3). Endorsement of products I neither infered nor implied.
# This report is not 1o be reproducad wholly or in part and can not be used svidencs In the court of law and should not be used in any
advertiging media without our special parmission in wiiting,
# The samples will be destroyed afier 15 days from the date of isaue of test report uniass otherwise specified.
g &l
/- | O Taneshwan
Senid? byl M3l Yo Riisized dadigsnwa

{Report No: TC502523600000521 )



(7 TEAM TEST HOUSE @

(Unit of Team Institute of Science & Technology Pvt. Ltd.) ;’jf;’
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
__RSPUB IS0 9001:2018, SO 14001:2018, IS0 45001:2018 (OH&S) ___JDAN'DH
Office : E-65, Chitranjaz Marg, Laboratery : fi1-584, RINCCY Indastrial Avea,
C-Scheme, Jaipur - 302001, Rujasthan Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website | www.leamtesthouse.com Email : director@ teamtestholse.com,
Emafl : team.bdbead@ gmall.com Eail ; marketinglahi@ teamtesthouse.com
TEST REPORT
Report NoJULR | TC502523600000522 Date : 01-04-2023
No, :
issued To : MIS Hindusthan Zine Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambiant Noise Level Monitoring / Chemical Date of Sample  |17-03-2023 16:10 lo 18-
Discipline : Collection/Monitori |03-2023 16:10
ng.
Point of Collection [Near ETP Date of Receipt:  }21-03-2023
Date of 21-03-2023 to 01-04-2023 Sampling Plan:  {TTH/NOISE/D4
Test/Analysis :
Quantity of - Sarnple Collected |Banwari Lal Kumawat
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for pesting
representative : Sample :
RESULTS
S.No |Parameters Observed Valug |Testing Protoco! Limits as per
Environment
protection rules,
1988
1 Noise Level (Day Time ) : Leq [dB({A)] 69.4 I5 9989 75
2 {Naise Level (Night Time }: Lag [dB{A)] 60.4 IS 9989 70
Nolas -
# The resulls Usted refer only to the tested sample (8) & paramelars (s). Endorsement of products Is nefther inforred nor impliad.
# This report is not 1o be réproduced whally or in part and can not ba used evidence in the court of law and should not be used in any
advertising media without owr spacial permission in writing,
¥ The samples will be destroyed aftar 15 days from the date of issue of tes! report unless otherwise specified.
4
/ i G-
Senidr Analygt” .. * Authatized Signatory

{Repori No: TC502523600000522 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pyt Lid.) s

S
§C srs

Approved by Minisiry of Environment and Forest, lovernmen! of India as Environmental Laboratory

__RSPCE SO %01:2015, ISO 14001:2015, 1S0 45001:2018 (OH&S) JIAAIH
(HTee : E-65, Chltranjan Marg, Laboratery : G1.584, I Th Fadustrial Aves,
C-Scheme, Jaipur - 302008, Hajasthan Sitapura, Jaipux - 302022, Rajasthan
Phone ; +21 6377210064, 941 20TTX 79, Phone ; +9 9460222039, 9460222049,
Website : www.lezmitesthouse.com Email : director@ texmtesthouse.com,
Email : teans bdhead(@ gmail.com Email : marketinglabfa teamtesthouse.com

TEST REPORT
Report NoULR [ TC502523600000523 |oate 01-04-7023
Na, .
tesund T : IS Hindusthan Zing Limited [Debari Zinc Type of Unit : Smefler
Smeiter]
PO Zinc Smaller, District Udsipur (Rajasthan),
Type of sampla [ |Ambient Noite Leval Monllofing / Chamical Date af Sample 17-03-20F1 16:10 to 18-
Descipline : GolectionTdoniteri |03-2023 16:11
Print of Gollection |Henr DG Set Room |Date of Receipt:  |21-03-2023
Date of 21-03-2023 10 01-04-2023 Sampling Pan: | TTHNOISED!
TasbAnabyais -
Chsaniity of Sample Collected |Bamwar Lal Kumawat
Sampls ; 1By
Unil's kis, Neha Maheshwari Candifon of Fit for testing
nepresentalive | Sample :
RESULTS
5.No |FParameters Observad Value |Testing Protocol Limits as per
Ersironimant
| pratection rules,
1986
] Moise Level (Day Time | : Leq [dB(A)) 87.5 IS5 9989 75
2 Maolse Level [HﬁH Tima }: Leqg [dB{A)] iHJ' IS g9ga Ta
Noles .-
# The resulis ksted rafer only to the tested sample (3} & parameiers (s). Endorsement of products is neither inferred nar implied,
3 This reporl is not to be repraducad wholly or In part and can not be used evidencs in the court of law and should not be used in any
advertising madia without our special permission in writing.
# The samplas will be destroyed after 15 days from the date of issus of test report unleas otherwise specifiad.
7 ) A
/' A fﬁ . Bommin
ot R = LD
Senior Analyst Authoﬂygd' gg%éﬁ)‘rt' Shwarn

{Report No: TC502523600000523 )



TEAM TEST HOUSE ;
(Unit of Team Institute of Science & Technology Pyvt. Ltd.) 7

Approved by Ministry of Environment and Forest, Gavernment of India as Environmental Labaratersy

RSPCB - IS 9601: 1015, ISO 14001:2015, IS0 450012018 (OH&X) ~ JDA/UDH
Offlce : E-65, Chitran]as Marg Laboratory : G1-584, RIICO Industrisl Area,
C-Scheme, Jaipur - 302001, Rajusthan Sitapurs, Jaipur - 302022, Rajasthan
Fhone : +91 6377210864, B4 14077479, Phone : +91 9460222039, 93460222049,
Webslte : www.teamtesthouse.com Email : director@ teamtesthonse.com,
Emall : team. bdbead @ gmail.com Emnil : marketinglabi teaptiesthouse.com

TEST REPORT
Roport NoJULR | TC502523600000524 Date : [o1-04-2023
Mg, -
Issued To: |M/E Hindusthan Zine Limited [Debari Zinc Type of Linil ; Smealer
Smeiter]
PO ; Zing Smettor, Digtrict Udaiour (F.ajasshan),
Type of sample /| |Ambient Moise Level Moniloring ! Chamical Date of Sample  |17-03-2023 16:11 to 18-
Discipline Collection/Monitari 103-2023 16:11
ffg
Paint of Collection |Near ZSD Main Gate Dale of Receipt : | 21-03-2023
Diate of 21-03-2023 to 01-04-2023 Sampling Plan; |TTH/NOISE/1
TasbAnabsss :
Quantity of Sample Collacted |Banwari Lal Kumawal
Sampia : By .
Unit's Ma. Mohs Mahashwani Candiion of Fit for testing
raprasenktalive ; Sarmple :
RESULTS
S.No |Parameters Observed Value |Testing Protecol Limits as per
Environment
protection rules,
1986
1 Noise Level (Day Time } : Leq [dB(A)) 1.2 IS 9989 75
2 INoise Level (Might Time |: Log [dB{A}] 62.8 15 GOEg it
Notes :-
# The results Hated refer only to the tested sample (s) & p (). End nt of products is asither infermed nor irmplied,
# This report is not to be reproduced wholly of in part and can not be used evidenca (n the court of law and should not be used in any
adivartising medla without our special permission in wriling,
# The sampies will be destroyed after 15 days from the date of Issue of test report unless otharwise specified.
~
W»V‘ r
m/ \Mal Yooi Réjféféﬁ‘wienaﬁhwaﬂ
&Homﬁaljru 3 g Authorized Signatory

{Report No: TC502523600000524 )




TEAM TEST HOUSE

(Unit of Team Institute of Science & Technology Pvt. Ltd.)

RSPCB

.
[

Approved by hlinisi_lr;' of Esvironment and Forest, Government of Indis as Envireamental Labo h.qur;'
JDAUDH

150 3001:2015, ISO 14001:2015,

IS0 45081:2018 (DH&S)

.

Offlce : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phone : +91 6377210064, 9414077379,
Wehsite : www.teamitesthouse.com
Email ; team.bdhead@ gmail.com

Laboratory : G1-584, RIICO Industrial Aves,

Sitapurs, Jalpur - 302022, Rajasthan
Phone : +91 2460221039, 9460222049,
Ensail : divector@ teamtesthouse.comn,
Email : mavketinglab s teamtesthonse.com

TEST REPORT
|Report No/ULR | TC502523600000525 |Cate 01-04-2023
No. :
Issued To - 14'5 Hindusthan Zine Limited [Debari Zinc Ty of Unit : Smeller
Smalter]
|0 : Firo Smaiter, Disirict Udalpur (Fajasthan).
Type of aampls /  |Amient Noise Level Monitoring / Chemical Diate of Sample 17-03-2023 16:12 to 18-
Discipline : CollectonMaonitor |03-2023 16:12
o
|Proint of Collection | Mear ZE 'I’.‘l-l-u al Recelpt ;| 29-00-202%
Date of 2103-2023 to 01-04-2023 Zampling Plan:  |[TTHHOISE/Q1
Test/Analysis :
Quantity of Eample Collected |Bamwari Lal Kurnawat
Samiple : By :
Unit's Ms. Neha Mahaskeari Condiion of Fit for testing
representative : Sampls ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Ermdiranmeant
protecton rules,
1686
1 Noise Level (Day Time ) : Leg [dB{A)] 69.2 IS5 988G 75
2 fl"blﬂ Lewal (Might Tima | Laqg [dB{A)] 1.3 IS 9988 70
Notes -
# The results listed refer ardy to the tesisd sample () & parameters {5}, Endorsement of products is melther infermed nor implied,
# ‘this raport Ie not to be reproduced wholly ar in part and can not be used evidence in the cour of lew and shouid not ba used In any
advertising media without our speclal permisslon in wriling.
# The samples will be destreyed after 15 deys from the dete of issue of tast repor! unless otherwise specified.
e
/ 'Lu»?_‘ - 6%.{
Senlor Analyst Aum&ﬁéiggé@@ Sanwar

(Report No: TC502523600000525 )




“ TEAM TEST HOUSE
§ (Unit of Team Institute of Science & Technology Pyvt. Ltd.)

RSPCB IS0 9611 :2015, 150 14001:2015,

Approved by A IEuI.\Ir_I._of Environment snd Forest, Government of Indis as Environmental Laboratory '

IS0 45001:2018 (OH&S) JDA/UDH

Office : E-65, Chltrunjan Marg,
C-Scheme, Jaipur - 301001, Rajasthan
Phone : +%1 6377210064, 9414077379,
Websile : www.teamtesthouse.com
Email : tesm.bdkead gmail.com

Laburatery : G1-584, RAICO Industrial Area,
Sitapura, Jaipor - 302022, Rajasthan

Phone : +91 9460222039, 9460222049,

Fmaill : director/ teamtesthowse.com,

Email : marketinglab@ teamtestbouse.com

Smelter]

TEST REPORT
Repor No/ULR  [TC502523600000526 [Cate : 01-04-2023
Ma. :
lsswed To : M/S Hindusthan Zinc Limited [Debari Zinc Type of Unit : Srmiber

P : Zinc Smeller, District Udaipur (Rajasthan],

Chrcipierp :

Type of sample | [Amnbsand MNoke Leavel Manitorng ( Chamical

Diate of Sample 17-03-2023 16:13 10 18-
Colactan'\anitori |03-2023 16:13
ng

Faint of Collection |Near Weigh Bridge

Imta of Recelpt :  [21-03-2023

Duate of 21-03-2023 1 01-04-2023

|Sampling Plan:  [TTHMNOISED
Test'Analyss :
Diardity of - Sample Collected |Basmwari Lal Kumawat
Sample : By :
Linit's M=, Neha Maheshwari Condilion of Fi for testing
represantative Sample .
BRESULTS
SHNo |Paramebers Observed Vaiue |Testing Protocol Limits as per
Environmani
|protection rules,
1986
1 Muoise Level (Day Time } : Leg [dB(A)] 659 IS 9289 75
2 Moise Level (Might Time |: Leg [dB{A}] 578 IS faaa i)
Notes -
# The results §sted refer only to the tested sample (5} & poramelers ($). Endarsement of products is neither infemed nor implied.
# This report s not to be reproduced wholly o in part and can not be used evidanca in the court of iaw and should not be used in any
advertising media without our spacial permission In writing.
# The samples will be desiroyed after 15 days from the date of issue of test report unless otherwise specified,
@
[ / A3 N _@d‘}"'—'
Seniot Mél}sm &l Yogi AutHorized Signatery

(Report No: TC502523600000526 )




17 TEAM TEST HOUSE o)
x (Unit of Team Institute of Science & Technology Pvt. Ltd.) P

2

Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory

RSP('B 1SO 9001:2015, 180 14001:2015, IS0 45001:2018 (OH&S) JDA/UDR
Office ; E-65, Chitran]an Marg, Laboratory : G1.584, RIICO Industrial Avea,
C-Scheme, Jaipur - 30200}, Rajasthan Sitapura, Jaipui - 301022, Rajasthan
Phone : +91 6377210064, 9414077379, Phone : +91 2460222039, 9460222049,
Wehsite : www.leamtesthouse.com Emall : directori@ teamtesthouse.com,
Emall ; team.hdhead@ gmail.com Email : marketinglah@ teamtesthouse.com

TEST REPORT
Report Mo AULR | TCS02523600000527 Date : |o1-04-2023
M, !
lssued To : S Hindusthan Zinc Limited [Debati Zinc Type of Unit : Smelter
Srmadter]
PO ; Zine Smalor, District Udaipur [Rajasthan),
Type of sample /  |Ambiand Noise Leavel Mondoring / Chamical Dale of Sample 17-03-2023 16:14 to 18-
[Discipline ; Collectionf/Monitori |03-2023 16:15
ng :
Pt of Collection |Maar Leaching Date of Racsipt : [ 21-03-2033
Db of 21-03-2023 fo 01-04-2023 Samplng Plan :  |[TTHHOISEMD
Tq:l.n'.ﬂ.r-!,:n ]
Quantity of - Sample Collested |Banwarl Lal Kumawat
Sampla : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
mprasantative Samgple -
RESULTS
S.Na [Parameters Cbserved Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Moie Level {(Day Time ) . Leq [dB(A)] 67.2 IS 9989 5
i Moise Lavel (Might Time | Leg [dBIA) §9.5 IS 9989 il
Notes -
# The resulis ksted refer nnly (o the tegted sample (s) & paramelars (5). Endorsement of products Is neither infarred nor implled,
# This repott s not to be reproduced wholly or In part and can not be used evidence in the court of law and should not be used in any
advertising media without our special permission In writing.
] The samplas will be destroyed after 15 days from the date of Issue of lest repan unless otherwise speciiied.
Va
/ W'Yd:—‘ . (Y -i'F_
1 L9 o Hajs Lldigsnwar
Senior Analyst Aulhorized Signalory

(Report No: TC502523600000527 )
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« TEAM TEST HOUSE ‘f'%f‘u‘ji
= . & ¥ * — 5&—“” .
(Unit of Team Institute of Science & Technology Pvt. Ltd.) g
I¢ 2
Approved by Ministry of Environment snd Forest, Government of Indis as Environmental Laboratory
RSP('B_ 150 9001:2015, 180 l4aui:2015, lb‘_() 45001:2@]@_4}_1__]:I._5-;‘_1_r JIASLEVH
Office : E-65, Chitranjan Marg, Labaratery ; (31-584, RIK O Industris] Area,
C'-Scheme, Jaipur - 302001, Rajusthan Sitapars, Jaipur - 332022, Rajasthan
Fhane : +91 6377210064, 9414077379, Phone : +91 9460222039, 9460222049,
Website : www.teamtesthouse.com Emall : directord teamltesthouse.com,
Emall : team.bdhesd@ gmail.com Email : marketinginb@ tesmtesthonse.com
TEST REPORT
Report NoJULR | TC502523600000528 Date : 01-04-2023
No. :
Issued To : M/S Hindusthan Zinc Limited [Debari 2inc Type of Unit ; Smelter
Smelter]
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample 17-03-2023 16:15 to 18-
Biscipline : Collection/Monitori 03-2023 16:15
ng:
Paint of Collection {Near MCTP Entrance Date of Receipt . }21-03-2023
Date of 21.03-2023 to 01-04-2023 Sampling Plan:  [TTH/NQISE/DY
Test/Analysis :
Quantity of - Sample Collected |Banwari Lal Kumawat
Sample : By :
Unit's Ms. Neha Maheshwari Condition of Fit for testing
representative : Sample :
BESULTS
S.Mo |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1886
1 Noise Level (Day Time ) : Leq [dB(A)] Tiz2 15 9989 75
2 Nolse Level {Night Time ): Leq [dB(A]] B5.2 IS 2980 0
Notes -
# The resulls istad refer only to the tested sampla (3) & paramaters (s). Endorsement of products is neither infarrsd nor Impliad.
# This report is ot to be reproduced wholly ar In part and can not be used svidence in the court of law and should not be used in any
advertieing media without our special permission In writing.
# The samples will be destroyed afier 15 days from the dale of issue of test report unless otherwise gpuecified,
2
g I
L &T B
Senior Analyst Authorized Signatory

{Report No: TC502523600000528 )
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ﬂ TEAM TEST HOUSE )
=) . - . o i Hie%
(Unit of Team Institute of Science & Technology Pvt. Lul.) =
Approved by Mialstry of Environment and Forest, Government of India 85 Enviroemental Laboratory
RSPOCR 1500 9001:2015, 1SO 14000:1015, IS0 45001:2018 (OH&S) _ -llH.Ll_ DH
Office : E-65, Chitranjan Marg, Laboratary : G1-584, RINW Isdiasirlal Ares,
{’-8cheme, Jaipur - 302001, Rajzsthan Sitspura, Jaipur - 302022, Rajasthan
Phone ; +91 6377210064, 9414077379, FPhone : +91 9460221039, 9460222049,
Website : www.ieamtesthouse.com Emai : directord texmtesthouse.com,
Email ; team.bdhead@ gmail.com Email : marketinglah{@ teamiesthouse.com
TEST REPORT
Report NoJULR  |TC502523600000529 Data : 01-04-2023
No.:
Issued To : |M7S Hindusthan Zine Limited [Debari Zing Type of Unit : Smelter
Smelter]
PO : Zinc Smelter, District daipur {Rajasthan},
Type of sample /  |Ambient Noise Level Monitoring / Chemical Date of Sample  }17-03-2023 16:16 to 18-
Discipline : Collection/Monitori [03-2023 16:16
ng :
Paoint of Collection |Near Roaster Date of Recelpt: |21-03-2023
Date of 21-03-2023 o 01-04.2023 Sampling Plan : TTH/NOISE/D1
Test/Analysis .
Quantity of - Sampla Callected |Banwari |.al Kumawal
Sample : By:
Unit's Ms. Neha Maheshwarl Condition of Fit for testing
representative : Sample ;
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Envirpnment
Hprotecﬂon rules,
1986
1 Mpise Level (Day Time ) : Leq [SB(A)} 1.2 5 9989 75
' Moise Level iHiEh'I Time } ) : Leg {d.HMH iH,S IS 5989 70
Notes -
# The resuits ksted refer only to the tasted sample (5] & pavamaters (4} Endorsement of products is neither inferred nor imphed.
# This report i3 not to be reproduced wholly or in part and can not be used evidence in the court of law and should not be used In any
advertising madia without our special permission in wiiting,
# The stmples will be destroyed after 15 days from the date of issue of test report unless othenwise specified.
o
"
LE [ -
- a,’( kﬂ?g—; cg ﬁq@'\.. : mwan
Senior Analyst Authiorized Sigratory

(Report No: TC502623600000529 )
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TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvt. Lud.) FHRE

-
JE Sus
Approved by Ministry of Environment and Forest, Government of India as Environmental Laboratory
RSPCB ISO 9001:2015, ISO 14001:2018, IS0 45001:2018 (OH&S) JDANTDH
Office : 68, Chltranjan Marg, Laboratory : G1.884, RIICO industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan SHapura, Jaipur - 302622, Rajasthan
Phoue : +91 6377210863, 9414977379, Phoae : +91 9460222039, 9460222049,
Website : www teamtesthouse.com Emall : divector@teamtesthouse.com,
Emall : team.hdhead@ gmatl.com Email : markelinglab@ teamtesthonse.com
TEST REPORT
Report No/JULR  {TC502523600000530 Date : |01-ﬁ4-2023
No. :
lssued To: iM/S Hindusthan Zine Limited [Debari Zinc Typa of Unit Smelter
Smelter}
PO : Zinc Smelter, District Udaipur (Rajasthan),
Typa of sample / §Ambient Noise Level Monltoring / Chemical Date of Sample 17-03-2023 16:17 to 18-
Discipline : Collection/Mionitori |03-2023 16:17
ng:
Point of Callection |Near Work Shop Date of Receipt: [21-03-2023
Dt of 1-03-2023 to 01-04-2023 Sampling Plan ;  |TTHMNOISEM
Tast\Anabais :
Cyusntity of - Sample Collected |Banwari Lal Kumawat
Samphe By :
Unit's Ms. Neha Maheshwar Condition of Fi for Lesting
reprassniative Sample ;
BESULTS
S.Mo [Parameters Obsarved Value |Testing Protocol Limits as per
Environment
proteciion rules,
1886
1 Noise Level {Day Time ) : Leg [dB{A)] 66.5 IS 9989 75
2 Noise Level [Night Time ): Leqg [dB{A]] E7.8 IS 8989 70
Notes ;-
# The resulls lisied refer only to the tested sample (5} & paramelers (s). Endorsement of producls is neither inferred nor implied.
# This report Is not o be reproduced whally or In part and can not be used evidenca in the court of taw and should not be uged in any
agverlising media without our spacial parmission in writing.
# The samples will be destroyed after 15 days from the date of issue of test report unless otherwise specified,
74
Senior Analyst ©' < Authorired Signatory

{Report No: TC502523600000530 )




@@ TEAM TEST HOUSE 2

(Unit of Team Institute of Science & Technology Pvt. Lid.) 2P
 Approved by Ministry of Environment and Forest, Government of Indis as Environmentsl Laboratary
RSPCHB 1SO 9801:20185, 18O 14001:2018, IS0 S5 1: 201K (LK) _____IpAA'DH
Office = !‘.;65, Chifranjan hia?g, Laboratory : G1-584, RINCO Indastrinl Area,
C-Scheme, Jnipur - 302001, Hajasihan Sitapuia, Jalpur - 302022, Rajasthan
Phone ; +91 6377210064, 9418077379, Phene : +91 94668222039, 9460222049,
Wehsite : wow.teamtesthouse.com Ematil ; divectorfm teamtesthiouse com,
Email ; team.hdheadta gmail.com Ewmail : marketinglab@ teamtesthouse.com
TEST REPORT
Report No/JULR | TC502523600000531 Date : 01-04.2023
No, :
Issued To . M/S Hindusthan Zinc Limited {Debari Zinc Type: of Unit : Smelter
Smeiter]
PO : Zinc Smelter, District Udaipur {Rajasthan),
Type of sample / |Ambient Noise Leval Moniloring / Chemical Date of Sample  |17-03-2023 16:18 {0 18-
Discipline : CollectionMonitori |03-2023 16:18
ng :
Point of Coliection |Near Sclar Arca Dale of Rocwpt : | 21-03-2003
Dot of £1-03-2023 to 0104-7023 Semping Plan:  |TTH/NOISE/QO1
Tast/Analysis :
Cuaniity of - Sampls Collected |Banwari |.al Kumawat
Samrgple By :
Uinit's Mz . Heba hahsshwmn Conditinn of Fit for tasling
reprasnnlateg Sample
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
profection rules,
1886
1 Moise Level {Day Time ) : Leq [dB(A)] 85.5 IS 9989 75
4 Mpisa Level (Might Time k& Log [dB{A)] 58,7 IS 9989 0
Noteg -
# The resulls listed refor only ko the tested sample {s) & parameters {s). Endorsemant of products is neither infermed nor implied.
& This raport is not ko be reproduced wholly of in part and can not be used evidenca in the court of law and shouid not ba used in any
advertising modia wilhout our special permission in writing.
# The samples will be desiroyed after 15 days from the date of issue of test report untess otherwise specified,
/}i\uf’_'
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(Report No: TC502523600000531 )



k ﬁ

(Unit of Team Institute of Science & T echrmlagy Pvt. Ltd.)

TEAM TEST HOUSE

Appm\ed hw Ministry of Environment and Forest, Government of Indis as Envireamental 1. llmulun ;

RSPCB

150 9001:2015,

ISO 14082018,

180 45001:2018 (OH&S)

Office : E.65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Fhome : +91 6377218064, 9414077379,
Website : www.fexmtestholse.com
£mail : team bdhesd(a gmail.com

Laboratory : GY.584, RIICO Industrial Area,

Sitapura, Jaipur - 302022, Rajasthan
Phone : +91 9460222039, 9468222045,
Emsil ; direciorf teanttesthonse.com,
Email : marketinglah(z teamtesthouse.com

TEST REPORT
Report No.AULR TC502523600000532 Date : 01-04-2023
No.:
lssued To : M!S Hindusthan Zinc Limited [Debarl Zinc Type of Unit : Smelter
Smeilter)
PO : Zinc Smelter, District Udaipur (Rajasthan),
Type of sample / |Ambient Noise Leve! Monltoring / Chemical Date of Sample 1743-2023 16:18 to 18-
Discipline : Collection/Monitori |03-2023 16:19
Ing:
Point of Collection jNear STP Date of Receipt: |21-03-2023
Date of 21-03-2023 fo 01-04-2023 Sampling Plan:  |TTH/NOISE/01
Test/Analysis .
Quantity of - Sample Collacted jBanwari Lal Kumawat
Sample : By:
Unit's Ms. Neha Maheshwari Condition of Fit for tesfing
|representative . Sample :
RESULTS
S.No |Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Hoise Level (Day Time ) : Leq [dB({A]] 65.4 1= 9989 75
2 Noise Level (Night Time : Leq [dB(A)] 55,9 IS 9989 70
Notes :-
¥ The results listed rafer only to the tested sample (s) & parameters {s). Endorsement of products [s neither inferred nor implised.
# This report Is not 1o be reproduced wholly or in part and can not be uzed evidence in the courl of law ard should not ba used In any
advertising media without our spetisl permission in writing.
# The samples will be destroyed after 15 days from the date of issue of tast repart uniess otherwise specified,
'/J
/ Leesy? ;‘,:T; s
Senior Analyst ., - Authorized Signatory

(Report No: TC502523600000532 )
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RSPFCB

TEAM TEST HOUSE
(Unit of Team Institute of Science & Technology Pvi. Lid.)

;a;;pn:-u;f l;_\' .\Iinisiﬁ‘ of Esvironment and Forest, Governntent of India as Environmenial Labara iy

150 9001:2018, IS0 14801:2015,

ISO 45001:2018 (OH&R)

JDA/UDH

Office : E-65, Chitranjan Marg,
C-Scheme, Jaipur - 302001, Rajasthan
Phene : +91 6377210064, 9414077379,
Website : www.teamtesthouse.com
Emal} : team.bdbead@ gmail.com

Laboratory : G1-584, RIICO Industrial Avea,

Sitapura, Jaipur - 302022, Rajasthan
Phone »+91 9460222039, 9460122049,
Email : director@ teamtesthouse.com,
Email : markeiinglah@ teamtesthouse.com

TEST REPORT
Report NoAULR | TCS0@52 3600000533 Date : 01042023
No. :
Issued To : LS Hindusthan Zinc Limited [Debari Zine Type of Unil : | smaenar
Eimaliar]
PO : Tinc Smelier, Disinct Lidaipur (Rajesthan),
Type of smempla | |Aumbient Noise Level Monitoring / Chemical Date of Sample 17-03-2023 16:20 lo 18-
Discipline : Collaction/Monitori 1!.'.!3-2023 16:20
n
Point of Collection |Mear Hespital Date of Recesipt : | 21032023
Diate of 21-03-2023 {0 01-04-2023 Sampling Plan:  |TTHMOESED
TeshlAnalysis ;
Quantity of - Sample Collocted | Bamwari Lal Kumawal
Sample : j8y :
Unit's Ms. Neha Maheshear Condition of Fit for testing
representative ; Sampla -
RESULTS
S.No (Parameters Observed Value |Testing Protocol Limits as per
Environment
protection rules,
1986
1 Moise Level (Day Time ) : Leq [dB{A)] 534 IS5 9989 75
2 Noise Level (Night Time |: Leq [dB{A]] 44.3 IS SOED 70
Notes -
# The resulls fsted refer only to the tested sample (s & perameters (8). Endossemant of products is naithaer inferred nor implied.
# This report ts not 1o ba repraduced wholly of In part and can not be used avidanss in the court of law and should not be used in any
advertising media without our spectal parmission in writing.
# The samples will ba destioyed after 15 days from the date of lssue of lest report uniess otherwise specified.
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(Report No: TC502523600000533 )



TEAM TEST HOUSE
(Unit of Team Instituie of Science & Technology Pvi. Ltd.) Famg

T

Approved by Ministry of Environment and Forest, Government of India as Environmental Laborstory

RSPCB ISCO 9001:2015, ISO 14001:2015, ISO 45001:2018 (DH&S) JDA/UDH
(HTee : E-65, Chltranjan Marg, Laborstery : G1-584, RIFCO Industrial Area,
C-Scheme, Jaipur - 302001, Rajasthan Sitapurs, Jaipur - 362022, Rajasthan
Phope : +91 6377210064, 9414077379, Phone ; +91 9460222039, 9460222049,
Website : www.teamtesthounse.com Email : director(d teamtesthouse.com,
Email : teams badlrad » gmaficom Email : msrketinglah(z teamtesthouse.com

TEST REPORT
Reporl NoJULR | TCA0252 3600000534 Dials : [o1-04-2023
M. -
Issued To ; |2 Hindusthan Zinc Limited [Dabari Zing Type of Unit : Smafinr
Smafor|
P Zine Smeler, District Udsipur {Faajesthan),
Type of sample / | Ambisnt Molss Level Monitoring [ Chamical Darie of Sample 17-03-2023 16:20 to 18-
Discipline : Cobaclion/Monitori [03-2023 16:20
ng:
Point of Collection |Hamr Store Dwin of Receipt: | 21-03-2023
Date of 21-03-2023 1o 01-04-2023 Sampling Plan TTHMNOISED
TesUAnadysis :
Quantity of Sample Collected |Bamwari Lal Kumawat
Sampls : |By:
Unit's kiz. Neha Mahaeshwari Condilion of Fit fe haasing
Sarilaleag | Eample ;
BESULTS
S.No |Parameters Cbserved Value |Testing Protocol Limits as per
Envinmnamieni
profeciion rules,
1986
i Maise Level (Day Time ) : Leq {dB{A)] ele IS 9989 TG
2 Moise Level (Night Time ): Leg [4B(A)] _ |54.2 15 9089 70
Notes -
# The resulls iisted refer only to the tested sample (s) & parameters (s). Endorsement of producis is neither inferrad nor implied.
# This report Is not to be reproduced wholly or in part snd can not be used svidence in this court of law and should not be used in any
advartising madia without aur special parmission in writing,
# The sampies wilt be destroyed after 16 days from the date of issue of et report unfess otherwise specified.
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Authorized Signatory
(Report No: TC502523600000534 )



